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Ab initio numerical simulation of left-handed metamaterials: Comparison
of calculations and experiments
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Using numerical simulation techniques, the transmission and reflection coefficients, orSparameters,
for left-handed metamaterials are calculated. Metamaterials consist of a lattice of conducting,
nonmagnetic elements that can be described by an effective magnetic permeabilitymeff and an
effective electrical permittivity«eff , both of which can exhibit values not found in naturally
occurring materials. Because the electromagnetic fields in conducting metamaterials can be
localized to regions much smaller than the incident wavelength, it can be difficult to perform
accurate numerical simulations. The metamaterials simulated here, for example, are based on arrays
of split ring resonators~SRRs!, which produce enhanced and highly localized electric fields within
the gaps of the elements in response to applied time dependent fields. To obtain greater numerical
accuracy we utilize the newly developed commercially available codeMICROWAVE STUDIO, which is
based on the finite integration technique with the perfect boundary approximation. The simulation
results are in agreement with published experimental results for the frequencies and bandwidths of
the propagation and stop bands associated with the various structures. We further analyze the
properties of an individual SRR, and find the dependence of the resonant frequency on the SRR
radius, ring thickness, inner/outer radial gap, azimuthal gap, electrical permittivity, and magnetic
permeability of the components’ materials. Comparison with previously published analytical
estimates shows only approximate agreement with the simulation results. ©2001 American
Institute of Physics.@DOI: 10.1063/1.1410881#
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I. INTRODUCTION

When describing electromagnetic wave propagation
the presence of a material, it is convenient to describe
response of the material by the material parameters: the e
trical permittivity « and magnetic permeabilitym. In a clas-
sical material, the material parameters can be directly rela
to the local charge and current densities. The influence
material on electromagnetic waves can thus be determ
by assigning the local material properties and solving M
well’s equations for the electromagnetic fields. If the stru
ture is ordered on a macroscopic length scale, the mi
scopic fields can be averaged over a representative reg
resulting in the usual macroscopic fields associated with c
tinuous media. The response of the material can be re
sented in the effective electrical permittivity«eff and effec-
tive magnetic permeabilitymeff .

While this averaging procedure is usually applied
atomic or molecular materials, the process can also be
plied to structures composed of macroscopic scattering
ments, or electromagnetic metamaterials. Electromagn
metamaterials are of interest, as the effective material par

a!Electronic mail: robert.b.greegor@boeing.com
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eters derived for such structures can extend beyond th
found in naturally occurring materials. Furthermor
metamaterials may also have additional advantageous ph
cal properties~e.g., thermal, strength, conformability, etc.!. A
striking example is the recently introduced left-hand
metamaterial~LHM !, for which the effective magnetic per
meability meff and effective electric permittivity«eff were
shown to be simultaneously negative over a finite band
frequencies.1 In this metamaterial, the directions of the ma
roscopic electric fieldE, the macroscopic magnetic intensi
H(5B/meff), and the propagation vectork associated with a
plane wave are related by a left-hand rule, as opposed to
usual right-hand rule obeyed by plane waves in all ot
known media.2

Magnetic effects in naturally occurring materials tend
diminish with increasing frequency. In particular, negati
values for the magnetic permeability are very rare, obta
able only in special materials. The left-handed propert
which required both negative permeability as well as ne
tive permittivity, thus could not easily be demonstrated us
conventional materials. In the left-handed metamaterial,
array of conducting, nonmagnetic split ring resonato
~SRRs! was used to create a region of negative effect
9 © 2001 American Institute of Physics
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permeability, while an array of straight conducting po
served as a negative permittivity medium.

There are clear advantages in developing metamate
with unique or customized effective material parameters;
because conducting elements are such strong scattere
electromagnetic radiation, metamaterials based on arra
ments of conducting elements can exhibit a wide variety
material response. It is thus imperative that accurate num
cal techniques be applied that elucidate the electromagn
properties of both the composite and the fundamental s
tering entities as well. Electromagnetic interactions betw
conducting elements frequently offer particular numeri
challenges, as large capacitance between elements can
ize the fields to a region much smaller than the wavelen
of excitation.

In this work we apply a newly modified approach for th
simulation of metamaterials that uses the finite integrat
technique~FIT! coupled with the perfect boundary approx
mation ~PBA!. We apply the approach to both individu
SRRs as well as composite media composed of SRRs,
SRRs with wires. We find general agreement between
simulation results and the results of previous measurem
on test structures.

II. COMPUTATIONAL APPROACH

Computational methods for reliable field simulations
metamaterials and LHM structures must meet a numbe
important criteria. Accurate geometric modeling of spatia
intricate structures is required. The capacitance betw
closely spaced conducting elements plays a critical role
the electromagnetic response of metamaterials, as is the
with SRRs. Small errors in describing the geometry cor
sponding to a highly capacitive region can leverage sign
cant errors in the predicted frequency behavior of the str
ture.

To obtain accurate predictions for the response of rea
tic structures, the computational method must be able
model several kinds of materials, including metals with fin
conductivity and~possibly dispersive! dielectrics. Losses in
metamaterials are a function of both the inherent conduc
ity of the metals as well as the electromagnetic respons
the structure as a whole. In order to predict the effect
absorption of a metamaterial via numerical simulation,
computational technique should include the capability of
signing a realistic conductivity to the simulated geometry

Similar to photonic band gap~PBG! structures, electro-
magnetic metamaterials can be formed from repeated
cells containing scattering elements. These periodic st
tures can be efficiently modeled by simulating the proper
of a single unit cell and applying various forms of period
boundary conditions. While the availability of period
boundary conditions should therefore be incorporated in
numerical technique, some flexibility must also be gran
for structures that deviate from exact periodicity. Defects
otherwise periodic structures, for example, can prod
highly localized electromagnetic modes, the detailed patte
of which are often important to consider.
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Ultimately, the numerical solution of Maxwell equation
produces the local fields. Our goal in analyzing metamat
als is to find macroscopic parameters that average over
local fields associated with the detailed geometry of a str
ture, thus arriving at a material that can be simply describ
by effective electrical permittivity«eff and effective magnetic
permeabilitymeff . To determine these parameters in a gene
manner, full access to the field data is needed for postp
cessing purposes.

The method used for the studies in this article is t
finite integration technique~FIT!, which has been success
fully used in a wide range of applications in electrical en
neering and research during the last few decades.3 Originally
developed independently4 as a frequency domain approac
it can be regarded as a generalization of the very pop
finite difference time domain~FDTD! method.

The FIT is based on a spatial segmentation of the co
putational domain by a doublet of two computational grid
the primary gridG and the dual gridG̃. The degrees of
freedom of the method are so-called integral state variab
which are defined as integrals of the electric and magn
field vectors over edgesLi and facetsAj of the grid G, or
edgesL̃ j and facetsÃi of the dual grid, respectively:

e& i5E
L̃ i

E"ds d&& i5E
Ãi

D"dA && i5E
Ãi

J"dA,

~1!

h& j5E
Li

H"ds b&& j5E
Aj

B"dA.

If all these scalar components are collected in algeb

vectorse&,d&&,¤&&,h&,b&&, Maxwell’s equations in their integral form
if evaluated for each facet or cell of the mesh, can be tra
formed into discrete matrix-vector equations:

a]AE"ds52
d
dt EA

B"dA ——→
;AP$Ai %

Ce&52
d
dt b&& ,

a]AH"ds5E
A
S ]
]t D1JD •dA ——→

;AP$Ãi %

C̃h&5
d
dt d&&1 ¤

&&,

~2!

a]VD"dA5E
V
rdV ——→

;VP$Ṽi %

S̃d&&5q,

a]VB"dA50 ——→
;VP$Vi %

Sb&&50.

Together with the discrete material relations~for the linear
case without permanent polarization!

d&&5M «e&, b&&5Mmĥ, ¤
&&5M kê, ~3!

these so-called Maxwell-grid-equations build a compl
system of algebraic equations, which are as general as M
well’s equations themselves. All matrix operators of the F
are sparse and~for structured grids! banded matrices, allow
ing efficient storage and fast computing routines.

The topological matricesS and C, whose elements can
only take the values21, 1, or 0, fulfill two important prop-
erties corresponding directly to the vector analytical prop
ties of the continuous operators:
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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div curl[0↔SC50, S̃C̃50,
~4!

curl grad[0↔CS̃T50, C̃ST50.

From these relations and the duality propertyC̃5CT,
various consistency and conservation properties of the sp
discretization scheme can be derived, including conserva
of charge and energy, orthogonality of eigenmodes, and
stability of time domain schemes.3 The FIT can therefore be
considered as the basis of a unique consistent electrom
netic field theory.

If combined with the leapfrog-time integration schem
the FIT coincides with the FDTD algorithm5 and with Pen-
dry’s ‘‘Order N-approach’’~ONA!,6 which can be considere
as a reformulation of FDTD based on a spectral domain
mulation of Maxwell’s equations. The resulting explicit a
gorithm can be considered as a most efficient tool for bro
band simulations, as a whole frequency range can be cov
by only one transient simulation run. This is a substan
advantage compared to approaches like the boundary
ment method~BEM! or the finite element method~FEM!, as
these algorithms have only frequency domain formulatio
or implicit time stepping schemes. Further, the FIT appro
allows a large variety of consistent extensions, including
usage of generalized grids~orthogonal systems like cylindri
cal or spherical grids, nonorthogonal coordinate-grids,
even consistent subgridding schemes!, the modeling of com-
plex material behavior~dispersive, anisotropic, or nonlinea
material relations!, and the application of advanced tim
stepping schemes~implicit schemes, higher-order schemes!.

The main disadvantage of the FDTD method~and the
ONA!, which in its standard form is restricted to Cartesi
computational grids, is its poor modeling accuracy for no
orthogonal~oblique or rounded! geometrical objects. For th
FIT technique, a number of sophisticated approaches h
been developed during the last years to overcome this p
lem. The most efficient scheme for general applications is
PBA approach,7 which allows for the use of computationall
efficient structured Cartesian grids and simultaneously in
mogeneous material distributions inside single cells. As
example, Fig. 1 shows the electric field strength inside
spherical cavity, calculated with the standard scheme and

FIG. 1. Electric field strength in a cross section of a spherical cavity.
‘‘staircase approximation’’ using the standard FIT~left! yields strong distor-
tions of the field near curved boundaries, whereas the PBA technique
to a smooth field distribution. Note that both simulations are based on
same Cartesian grid.
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advanced PBA technique, respectively. The codeMICROWAVE

STUDIO ~MWS!8 uses the PBA method and is based on
finite integration technique.

All three-dimensional-grid based methods are limited
computer resources if the computational domain is elec
cally large ~more than 10–20 wavelengths!, as the electro-
magnetic waves must be spatially sampled by a minimum
mesh lines~typically at least ten per wavelength! to obtain
accurate results. Thus, for large devices, it is desirable
disassemble the total domain of interest into smaller pa
The simulation process then consists of two steps: the si
lation of single components, yielding transfer matrices
lated to well-defined input and output ports, and the calcu
tion of the overall system behavior by a combination of t
single results. A commercial code for this task is CSTDE-

SIGN STUDIO ~DS!.8 The combination of MWS and DS is th
approach taken for the studies presented in this article.

III. COMPARISON OF SIMULATION AND
EXPERIMENTAL RESULTS

In the final analysis the validity of the FIT/PBA ap
proach is established by its ability to reproduce experime
results. This will be shown below by a direct comparis
between simulations and measurements on various SRR
LHM configurations.1 We first summarize the experiments

FIG. 2. Array of SRRs plus wire assemblies used for the experimen

FIG. 3. SRR simulation geometry with and without vertical wire. The SR
and wire dimensions in the simulation and the experiment arer 51.5 mm
~inner ring, inner radius!, c50.8 mm~inner and outer ring radial thickness!,
d50.2 mm~radial gap between rings!, t50.52 mm~SRR thickness alongz!,
r w50.4 mm~wire radius!, andg50.4 mm~azimuthal gap of the rings!.
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To experimentally confirm that a single SRR was re
nant, a loop antenna was used to couple magnetically
single SRR~i.e., both loop and SRR axes parallel!, with a
second loop antenna used to probe the fields on the opp
side. A strong absorption was observed at 4.86 GHz. Fo
lattice of SRRs the individual resonances are expected
broaden into a band characterized by a negative effec
permeability.9 To simulate an anisotropic infinite array o
SRRs, strips of SRRs were cut and placed into a scatte
chamber consisting of bounding conducting~aluminum!
plates. Because the SRR lattice was placed symmetric
between the plates, and the electric field associated with
exciting radiation was perpendicular to the plates, the m
plates were equivalent to periodic boundary conditions in
vertical direction. The broadened absorption band was
deed measured near 4.86 GHz, consistent with the inter
tation of a band of negative effective permeability and po
tive effective permittivity. The addition of a lattice of vertica
posts, as shown in Fig. 2, was expected to generate a
quency region having negative effective electrical permitt
ity overlapping the region of negative permeability asso
ated with the SRR lattice. The combination of the two me
resulted in a propagation band, demonstrated by the r
pearance of a transmission region around the 4.86 GHz
gion.

For the transmission/reflection, orS-parameter, calcula
tions, the single SRR and the SRR with a vertical wire w
modeled usingMICROWAVE STUDIO. The simulated geom
etries were as shown in Fig. 3.

An automeshing algorithm was used to create the co
putational grid for the SRR geometry. As the details of t
SRR are much smaller than the wavelength, 100 mesh po
per wavelength were chosen, resulting in approximat
5000 mesh points for one SRR/wire structure. The excita

FIG. 4. Arrow plot~logarithmic scale! of the electric field at resonance~4.86
GHz! with and without wire. The scale of the arrow plots is different for t
two plots. The effect of the wire was to increase the maximum field stren
by a factor of 1.7.
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pulse had a Gaussian distribution in the time domain t
was transformed into 4000 intermediate frequencies fr
4–6 GHz in the frequency domain. The ports were at the6x
limits of the mesh volume where open boundary conditio
were used. The structure was excited, as in the experime
case, by a plane wave with the electric field polarized in
y direction and propagating along thex direction. Magnetic
boundary conditions were applied at the faces along the
of the rings ~6z limits! and electric boundary condition
were used at the6y faces of the mesh volume. Anx2z
symmetry plane was incorporated to reduce the numbe
mesh points needed, and hence increase the speed o
computation. The rings and the wire were made of perf
electrical conductor~PEC! and were embedded in vacuu
surrounded by PEC. The problem was run in time steps
isfying the Courant condition until the residual accuracy w
240 dB, typically taking1

2 h or less on an 800 MHz Pentium
III processor. TheS parameters calculated in MWS wer
passed to DS, where an individual ring or lattice cell cou
be cascaded into an array of an arbitrary number of cell
calculate the power transmitted through the lattice. The ef
of increasing the number of cells in the lattice was
broaden the resonance curve until the array length reac
approximately the excitation wavelength. At this point a
further increase in the array left the width of the resonan
curve unchanged. The run time of DS for array sizes from
to 17 rings was on the order of seconds.

The electric field arrow plots at resonance~4.86 GHz!
are shown in Fig. 4 with and without wires. The effect of t
wire was to increase the maximum field strength.

In Fig. 5 the current distributions in the rings are show
for the SRR at resonance with and without a wire. The la
est current flow is concentrated on the surface of the

thFIG. 5. Arrow plot ~logarithmic scale! of the current distribution on the
SRR at resonance~4.86 GHz! with and without wire. The scale of the arrow
plots is different for the two plots. The effect of the wire was to increase
maximum current by a factor of 1.6.
-
FIG. 6. Simulated and measured ab
sorption of a single SRR~left! and an
array of SRRs~right! as functions of
frequency.
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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FIG. 7. Simulated and measured ab
sorption of a single SRR plus wire as
sembly~left! and an array of SRR plus
wire assembly~right! as functions of
frequency.
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between the rings as expected and the current flow has
posite direction in the two rings. The current also is the la
est when the wire is present.

In Fig. 6 the comparison between the computed and
perimentally measured transmission of a single SRR ass
bly ~without wire! and an array of SRRs~without wires! is
shown. The agreement is a good match for the resonant
quency and the general shape of the transmission spect
The disagreement between the computed and measured
ues in the attenuated region can be attributed to the n
level of the instrumentation. In these plots the thickness
the rings was adjusted~within the range of the measure
values! to give the best resonance frequency match to
data, to compensate for the rings being suspended in vac
rather than on circuit board material as in the experiment.
will be shown below, the predominant effect of making sm
alterations to the resonator geometry is to shift the resona
frequency slightly; thus changing the SRR parameters in
manner described is not expected to produce signific
changes in the field patterns or calculated bulk parame
The calculations for the array of SRRs was performed us
the S-parameter method as described above.

Figure 7 shows the transmission of a single ring p
wire assembly as a function of the frequency. As expec
the addition of the vertical wire to the SRR changes
behavior from a stop to a bandpass filter. Also shown is
computed and measured transmission of an array of S
plus wire assemblies. The observed increase in transmis
is smaller than the computed one. The discrepancy may
attributed to the perfect conductivity of the SRRs in t
simulation, misalignment of the ring resonators and wir
and to subtle unresolved experimental uncertainties.10 Al-
though the simulation and experimental data agree rea
ably well in this area, more work is needed to understand
discrepancy.

IV. TUNABILITY OF ELECTROMAGNETIC
METAMATERIALS

An analytical approximation9 for the effective perme-
ability of a SRR as a function of the frequency is

meff
SRR~v!512

pr 2

a2S 12
3d

«0m0v2p2r 3 1
2is

m0vr D
. ~5!
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Herer is the inner ring radius,d is the radial gap between th
rings, a is the lattice constant~separation distance betwee
the centers of the rings!, ands is the resistance of the ring
material.

The plot of meff
SRR( f ) from Eq. ~5!, as a function of the

frequency in GHz, is given in Fig. 8. The resonant frequen
at which the effective magnetic permeability becomes ne
tive and the left-handed behavior becomes evident, is aro
6.4 GHz for the SRR. The explicit expression for the res
nant frequency for the SRR is9

f res
SRR5

A 3d

m0«0p2r 3

2p109 ~GHz!. ~6!

The MWS simulation and the experiment predict t
resonant frequency for the SRR at 4.86~GHz!. In view of the
assumptions used in Eq.~5!, the agreement is sufficient t
make this formula useful for parametric studies.

The tunability of the structure~i.e., shifting of the reso-
nant frequency! can be achieved in two ways, by changin
the characteristic dimension of the SRR or by using mater
with adjustable electrical permittivity« and magnetic perme
ability m. From Eq. ~6! the resonant frequency scales
d0.5r 21.5. We have tested this scaling law in our simulatio
for the SRR structure with the same geometry as descr
above. The results are shown in Fig. 9.

From these results we find that the resonant freque
predicted by the simulation scales asd0.21r 20.90 rather than
d0.5r 21.5 as expected from Eq.~6! shown above. As indicated

FIG. 8. Effective permeabilitymeff
SRR( f ) for r 50.15 cm, a50.8 cm, d

50.2 cm, andr50.0155V m.
IP license or copyright, see http://ojps.aip.org/japo/japcr.jsp
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FIG. 9. Effect of geometrical dimen-
sions on the resonant frequency of
single SRR without a wire, from
MWS simulations.
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in Fig. 9 the simulation also predicts a weak dependenc
the resonant frequency on the azimuthal gap (g0.08) and
thickness (t20.09) of the rings.

Finally the resonance frequency can be tuned by cha
ing the values of« andm of the material in which the SRR
are imbedded. We have done this in our simulation as sh
in Fig. 10, where the dependence of the resonance frequ
as a function of« andm is shown («20.52,m20.52). We find
that 1/f ] f /]«'2(1/2«) and 1/f ] f /]m'2(1/2m); there-
fore a factor of 2 increase in« or m corresponds to a down
ward frequency shift of half an octave.

In summary, a limited degree of tunability is possible
changing the ring thickness, radial gap, and/or the inner
dius of the rings. Stronger tunability is achieved by contr
ling the permittivity and permeability of the medium i
which the SRRs are embedded.

V. CONCLUSION

In summary we have used the finite integration te
nique and perfect boundary approximation incorporated
the software codes MWS and DS developed by CST to si

FIG. 10. Resonant frequency of SRR~without wire! as a function of per-
mittivity or permeability.
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late the response of SRRs, including configurations exhi
ing left-handed material properties. For single SRRs
resonance frequency was computed at the experimental v
of 4.86 GHz with realistic SRR element dimensions, and
bandpass characteristics were reversed when a wire wa
cluded with the SRR. The effect of assembling an array
SRRs was to broaden the stop/bandpass filter character
of a single SRR. These results are in good qualitative ag
ment with experimental measurements. Comparison of
simulations with published analytical estimates of the re
nant frequency dependence on various parameters sho
only approximate agreement. This was not unexpected
view of the rough assumptions made in the analytical tre
ment. This study demonstrates that current numerical te
niques can be reliably used to predict the response of e
tromagnetic metamaterials based on conducting element
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