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nic photovoltaic cells:
a comprehensive review of materials, technologies,
and performance

Ebru Kondolot Solak a and Erdal Irmak *b

This paper provides a comprehensive overview of organic photovoltaic (OPV) cells, including their materials,

technologies, and performance. In this context, the historical evolution of PV cell technology is explored,

and the classification of PV production technologies is presented, along with a comparative analysis of

first, second, and third-generation solar cells. A classification and comparison of PV cells based on

materials used is also provided. The working principles and device structures of OPV cells are examined,

and a brief comparison between device structures is made, highlighting their advantages, disadvantages,

and key features. The various parts of OPV cells are discussed, and their performance, efficiency, and

electrical characteristics are reviewed. A detailed SWOT analysis is conducted, identifying promising

strengths and opportunities, as well as challenges and threats to the technology. The paper indicates

that OPV cells have the potential to revolutionize the solar energy industry due to their low production

costs, and ability to produce thin, flexible solar cells. However, challenges such as lower efficiency,

durability, and technological limitations still exist. Despite these challenges, the tunability and versatility

of organic materials offer promise for future success. The paper concludes by suggesting that future

research should focus on addressing the identified challenges and developing new materials and

technologies that can further improve the performance and efficiency of OPV cells.
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1. Introduction and motivation

The importance of renewable energy sources has become
increasingly apparent in recent years as concerns about climate
change, energy security, and the negative impacts of non-
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renewable sources continue to grow. Renewable energy offers
a more sustainable and environmentally friendly alternative to
non-renewable sources such as fossil fuels, and can help to
reduce our dependence on foreign oil, increase energy security,
and address the climate crisis.1,2

One of the main reasons for the importance of renewable
energy is its potential to address climate change.3,4 Greenhouse
gas emissions from the burning of fossil fuels are a major
contributor to global warming and climate change, and the use
of renewable energy can help to reduce these emissions. In
addition to reducing emissions, renewable energy can also help
to reduce air pollution, which has a number of negative health
impacts. Another important reason for the need for renewable
energy is energy security.5 By relying on domestic sources of
energy, individuals and society can reduce their vulnerability to
disruptions in the global energy market and ensure a stable and
reliable supply of energy for the future. Renewable energy
sources such as solar and wind are also less prone to supply
disruptions than non-renewable sources, as they do not rely on
nite resources that can be disrupted by geopolitical tensions or
natural disasters.6,7

Despite the many benets of renewable energy, there are also
challenges associated with its deployment. One of the main
challenges is the upfront cost of developing and installing
renewable energy technologies, which can be higher than the
cost of non-renewable sources in the short term.8 However, the
long-term costs of renewable energy are oen lower due to the
fact that they do not require the constant purchase of fuel, and
their costs are also likely to decrease as technology improves
and economies of scale are achieved.9,10

Among renewable energy sources, solar energy is perhaps the
most well-known. It is generated using photovoltaic panels,
which convert sunlight into electricity. Solar energy is a clean,
renewable source of energy that is widely available and can be
used in a variety of applications, including electricity genera-
tion, heating, and lighting.11 One of the main benets of solar
energy is that it is relatively easy to install and maintain, and it
can be used in a variety of locations, including urban, suburban,
and rural areas.12

Solar cells, also known as photovoltaic cells, are a type of
renewable energy source that converts sunlight into electricity
through a process called the photovoltaic effect.13,14 They are
made up of a semiconductor material that absorbs sunlight and
releases electrons, which can be captured and used to generate
electricity. There are several types of solar cells, including
traditional inorganic cells made of silicon and newer organic
cells made of polymers or small molecules.

Crystalline silicon cells are the most common type of solar
cell and are made from a single crystal or polycrystalline silicon.
They are efficient and durable, but can be expensive to produce.
Organic solar cells, on the other hand, are made by depositing
a thin layer of photovoltaic material onto a substrate, such as
glass or polymeric material. They can also bemade into a variety
of shapes and sizes, making them more versatile. However,
organic solar cells currently have lower efficiency rates and
shorter lifetimes compared to traditional inorganic cells.
Despite these limitations, research and development in the eld
© 2023 The Author(s). Published by the Royal Society of Chemistry
of organic solar cells is ongoing, and there is potential for these
materials to play a signicant role in the future of solar energy.

As a result, there has been a growing interest in PV cell
technology, which has the potential to provide clean, sustain-
able energy. In this context, this review paper aims to provide
a comprehensive study of the evolution of PV cell technology,
with a particular focus on OPV cells. The review makes several
signicant contributions to the existing literature on OPV cell,
some of them are as follows:

� Providing a comprehensive overview of the evolution of
photovoltaic cell technology and its historical context, including
the classication of PV production technologies, comparison of
PV cells based on the materials used, and a comparative anal-
ysis of rst, second, and third-generation solar cells. This in-
depth analysis provides valuable insight into the development
of PV cells and the factors that have led to the emergence of OPV
cells.

� Exploring the working principles and device structures of
OPV cells, including a comparison of device structures. This
provides a detailed analysis of the advantages and disadvan-
tages of OPV cells, as well as their key features.

� Conducting a detailed SWOT analysis for OPV cells,
revealing the strengths, weaknesses, opportunities, and threats
associated with the technology. This analysis provides
a comprehensive overview of the current state of the technology
and the challenges and opportunities it faces.

� Analyzing the performance, efficiency, and electrical
characteristics of photovoltaic cells, as well as the conversion
efficiencies of OPV cells. By comparing the performance char-
acteristics reported in recent literature on organic solar cells,
the review highlights the latest trends and advancements in the
eld of OPV cells.

� Identifying several areas for future research and develop-
ment, including improving efficiency and stability, developing
new materials, and optimizing morphological characteristics
for charge transport. These recommendations provide a valu-
able roadmap for future research and development in the eld
of OPV cells.

Overall, this review paper offers a detailed analysis and
comprehensive perspective on the current state and future
prospects of photovoltaic cell technology, with a specic focus
on OPV cells. It is a valuable resource for researchers, engineers,
and policymakers interested in the development of sustainable
and efficient solar energy technologies.
2. PV generation technologies

Energy crises that have occurred at different times in the world
have led to the search for renewable alternative energy sources
and research in this direction has mainly focused on obtaining
electrical energy from solar and wind energy.15 Photovoltaics
have been a subject of intense interest during this period and
signicant resources have been allocated to research
studies.16,17 Intensive efforts have been made to produce
photovoltaic devices at lower costs and to increase their
efficiency.
RSC Adv., 2023, 13, 12244–12269 | 12245
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2.1. Historical overview of the evolution of PV cell
technology

The history of PV cells can be traced back to the late 19th

century, when the French physicist Alexandre-Edmond Bec-
querel discovered the phenomenon of the photovoltaic
effect.18,19 He observed that certain materials, when exposed to
light, produced a small electrical current. This was the rst step
in the development of PV technology.

In the early 20th century, researchers such as Albert Einstein
and Charles Fritts continued to study the photovoltaic effect
and improve upon the efficiency of PV cells. Fritts, for example,
created the rst working PV cell by layering selenium and gold
onto glass, which had an efficiency of only 1%. In the 1950s and
60s, the space race between the United States and the Soviet
Union led to signicant advancements in PV technology.20,21

The US government invested heavily in the development of PV
cells for use in space satellites. This led to the creation of more
efficient and durable PV cells, with efficiencies reaching around
14%.22

In the 1970s, the oil crisis led to increased interest in
renewable energy sources, including PV technology. This
resulted in the development of new materials and
manufacturing techniques that further improved the efficiency
and cost-effectiveness of PV cells.23 In the 1980s and 90s, silicon-
based PV cells became the dominant technology and were
widely used in a variety of applications. This period also saw the
development of thin-lm PV cells, which used less silicon and
were more cost-effective to produce.

In the 21st century, PV technology has continued to evolve and
improve. The efficiency of PV cells has reached over 25%, and
new materials such as perovskite and quantum dots have been
developed, which have the potential to further increase effi-
ciency. The perovskite material was found to have high light
absorption, high charge-carriermobility, and a suitable band gap
for solar energy conversion.24,25 Since then, perovskite solar cells
have attracted a lot of attention from the scientic community
due to their high efficiency potential and low cost. The efficiency
of perovskite solar cells has increased signicantly over the years,
with the current record efficiency at over 25%.

In parallel to the initial studies of PV cell technologies, the
history of OPV cells can be traced back to the early 20th century
when scientists rst started to explore the potential of organic
materials as a substitute for traditional inorganic materials in
solar cells. The researchers in ref. 26 demonstrated that the
polymer could be used as a photoconductive material, gener-
ating electrical power when exposed to light. This was a signif-
icant development in organic solar cell technology and led to
the creation of new materials and device architectures. Since
then, research in the eld of organic solar cells has continued,
resulting in the development of more efficient and stable
organic solar cell technologies. However, it was only in the latter
part of the 20th century that substantial progress was made in
the advancement of OPV technology. In the 1970s and 80s,
researchers delved into the utilization of polymers as active
layers in solar cells. These early attempts yielded low efficien-
cies, usually below 1%. Nevertheless, they established the
12246 | RSC Adv., 2023, 13, 12244–12269
foundation for the creation of more sophisticated OPV cells in
the following decades.

During the 1990s, the discovery of new conjugated poly-
mers and small-molecule materials resulted in a marked
improvement in the efficiency of OPV cells. Scientists were
able to attain efficiencies of up to 4% using these new mate-
rials.27,28 Additionally, the creation of new fabrication tech-
niques, such as solution processing, made it possible to
produce OPV cells at a lower cost. In the early 21st century, the
efficiency of OPV cells continued to advance, reaching around
18%.29 This was partly due to the development of new mate-
rials and device architectures, as well as advancements in
fabrication techniques. Moreover, researchers started to
examine the use of multiple layers in OPV cells, which led to
further increases in efficiency.

In recent years, scientists have made notable progress in the
development of OPV cells with improved efficiency, stability and
cost-effectiveness. The efficiency of OPV cells has reached up to
20% which is relatively higher than the early stage.30,31 The
development of new materials such as perovskite, fullerene
derivatives, and new device architectures such as tandem cells
have contributed to this improvement. Furthermore, advance-
ments in manufacturing techniques have made OPV cells more
affordable and accessible to a wider range of consumers. Briey,
the historical development of OPV cells has been marked by
consistent progress in efficiency, stability, and cost-
effectiveness. While OPV cells are still less efficient than tradi-
tional inorganic solar cells, they offer several advantages such as
the potential for low-cost, large-scale production, and the ability
to be exible and transparent. As research continues to enhance
the performance of OPV cells, it is likely that they will become
an increasingly important part of the renewable energy mix in
the future.
2.2. Generations of PV production technologies

As mentioned within the previous section, PV production
technologies have evolved over time, and different types of
technologies are available in the market. Therefore, under-
standing the classication of PV production technologies is
important for policymakers, investors, and consumers to make
informed decisions about the implementation of solar power
systems. A general classication of PV production technologies
is shown in Fig. 1.32,33

First generation solar cells, also known as conventional or
traditional solar cells, are made primarily of silicon.34 These
cells were rst developed in the 1950s and have been the most
widely used type of solar cell to date.35,36 The efficiency of these
cells ranges from 6–15%, but through continuous research and
development, the efficiency of these cells has increased signif-
icantly over the years and now reaches levels of up to 25% as
illustrated in Fig. 2.37

First generation solar cells have some limitations, such as
a relatively low efficiency and a high cost of raw materials. Their
efficiency drops signicantly in high temperatures, which can
cause power loss. Recent research has been focused on
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Three generations of PV cells.

Fig. 2 Efficiency of silicon-based technology in laboratories.37
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developing new materials and technologies to improve the
efficiency and to reduce the cost of production.

Second generation solar cells, also known as thin-lm solar
cells, are made from materials like copper indium gallium
selenide (CIGS), cadmium telluride (CdTe) and amorphous
silicon (a-Si).37,38 They are thinner than traditional solar cells and
have a higher tolerance to temperature changes, with an effi-
ciency range of 10–15%. They use lessmaterial, aremore exible,
lightweight, and can bemanufactured using a roll-to-roll process
which makes it more cost-effective. These cells are good for
building-integrated photovoltaics (BIPV) and portable and
lightweight solar panels for outdoor activities.39 They have lower
efficiency and performance can degrade over time and their long-
term stability and durability are not yet well understood. They are
becoming more popular due to cost-effectiveness and versatility
but research and development is ongoing to improve their
© 2023 The Author(s). Published by the Royal Society of Chemistry
efficiency, lifetime, and cost-effectiveness to make them more
competitive with traditional solar cells.40

Third generation solar cells, some of which are highlighted
in ref. 41–49, are important because they utilize materials that
are cheaper than those used in rst- and second-generation
solar cells. These materials, such as perovskites, notable
examples of which can be found in ref. 50–55, are abundant and
can be processed using low-cost manufacturing techniques. As
a result, third generation solar cells have the potential to
signicantly reduce the cost of solar energy,42 making it more
accessible to people around the world.43 Additionally, third
generation solar cells are capable of achieving higher efficien-
cies than previous generations, meaning that they can generate
more electricity from the same amount of sunlight.44,56 This
makes them an attractive option for both large-scale and small-
scale solar energy applications.
RSC Adv., 2023, 13, 12244–12269 | 12247
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Table 1 Comparison between the first, the second, and the third-generation solar cells

First generation Second generation Third generation

Materials Silicon CIGS, CdTe, a-Si Multi-junction cells, organic
materials, perovskite materials,
exible substrates

Efficiency range 6–25% 10–15% >25%
Advantages Proven technology, increasing

efficiency
Flexible, lightweight, roll-to-roll
production, cost-effective

Cheaper materials, potential to
signicantly reduce the cost of solar
energy, higher efficiencies

Limitations High raw material cost,
performance drops in high
temperatures

Lower efficiency, long-term stability
and durability, not yet well
understood

Still in the research and
development phase

Manufacturing process Wafer-based Roll-to-roll Various, depending on material and
design

Applications Residential, commercial, utility-
scale projects

Building-integrated photovoltaics,
portable and lightweight solar
panels, small-scale projects

Large-scale projects, consumer
electronics, off-grid applications

Durability Good Moderate Varies, depending on material and
design

Stability Good Moderate Varies, depending on material and
design
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2.3. Comparative analysis of rst, second, and third
generation solar cells

While the rst-generation solar cells are a proven technology,
the second-generation solar cells offer more exibility and cost-
effectiveness. The third-generation solar cells are the newest
and most promising technology. Table 1 presents a detailed
comparison table between the rst, the second, and the third-
generation solar cells. As shown, rst generation cells use
silicon and have an efficiency range of 6–25%. They are a proven
technology but have some limitations such as a high cost of raw
materials and performance drop in high temperatures. Second
generation cells are made from materials like CIGS, CdTe, and
a-Si and have an efficiency range of 10–15%. They are exible,
lightweight, cost-effective, and have roll-to-roll manufacturing.
However, their lower efficiency, long-term stability, and dura-
bility are not yet well understood. Third generation cells are
a newer technology that use materials like perovskites and have
an efficiency range of over 25%. They have the potential to
signicantly reduce the cost of solar energy and can generate
more electricity from the same amount of sunlight.

3. Advances in material preparation
for PV cells

PV cells are made from various materials and technologies,
which result in different types of photovoltaic cells. A general
classication of them can be made as in the following section.

3.1. Classication and comparison of PV cells based on
materials used

While other types or variations exist, photovoltaic cells can
generally be classied into groups based on material composi-
tion, fabrication technology, and application, as shown in
Fig. 3. The gure also provides a timeline of when the tech-
nology was introduced.
12248 | RSC Adv., 2023, 13, 12244–12269
Silicon-based cells are the most common type of photovol-
taic cells, comprising over 90% of the global PV market. They
were rst invented by Bell Labs in 1954 and are used in resi-
dential and commercial solar power systems.57,58 Crystalline
silicon cells are made from silicon wafers, while amorphous
silicon cells are made from a thin lm of silicon deposited on
a substrate. While crystalline silicon cells have high efficiency,
durability, and reliability, amorphous silicon cells are less effi-
cient but cheaper to produce and can be used in exible and
lightweight applications.

Thin-lm cells are another type of photovoltaic cells made
from materials like CdTe, CIGS, and amorphous silicon. The
rst thin-lm solar cell, made from CdTe, was developed by the
U.S. government's National Renewable Energy Laboratory in
1981.59 Thin-lm cells are cheaper to produce and have a lower
environmental impact than silicon-based cells. CdTe cells are
widely used in utility-scale solar projects, while CIGS cells are
used in residential and commercial applications due to their
higher efficiency.60,61 Amorphous silicon cells are suitable for
small-scale applications like pocket calculators and electronic
watches.

Dye-sensitized cells (DSSC) are another type of photovoltaic
cells that use a photosensitive dye to absorb light and generate
electricity.62 Brian O'Regan and Michael Grätzel co-invented the
contemporary edition of a DSSC in 1988, which they continued
to rene until the release of the initial high-performance DSSC
in 1991. These cells are less efficient than silicon-based cells but
are cheaper to produce and can be made into exible and
transparent materials. DSSCs are used in portable devices,
building-integrated photovoltaics, and other low-power
applications.

Organic cells use organic materials such as polymers63–65 to
generate electricity. The rst organic solar cell was reported by
researchers at the University of California, Santa Barbara in
1986. These cells are lightweight, exible, and have a low envi-
ronmental impact.66–68 However, their efficiency is lower than
© 2023 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ra01454a


Fig. 3 Types of PV cells on a timeline.
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that of silicon-based cells, and they have a shorter lifespan.69

Organic cells are used in small-scale applications such as
portable devices and exible electronics.70,71

Multi-junction cells are photovoltaic cells made from layers
of different materials that can absorb different wavelengths of
light. The rst multi-junction solar cell was made by the U.S. Air
Force Research Laboratory in 1989.72,73 These cells are used in
high-concentration photovoltaic systems and space applica-
tions. Multi-junction cells have the highest efficiency among all
photovoltaic cells, with a record efficiency of 47.1% in the
laboratory.

Concentrator cells use lenses or mirrors to focus sunlight
onto a small area of a solar cell. This can signicantly increase
the efficiency by reducing the amount of material needed to
generate electricity.74,75 The rst concentrator solar cell was
Table 2 A general comparison for different types of PV cells

Technology Advantages

Silicon-based Most efficient technology with the longest track record
High efficiency with a proven track record
Wide availability of raw materials

Thin-lm Cheaper to produce than silicon-based cells
Flexible, lightweight, and adaptable to various surface
Wide range of materials available for thin-lm produc

Concentrator Higher efficiency compared to other PV technologies
Uses less photovoltaic material, reducing cost

Multi-junction High efficiency for concentrated sunlight applications
Ideal for space applications
Wide range of materials available for multi-junction c

Organic Cheaper and easier to produce than silicon-based cell
Can be manufactured using low-cost printing method
Flexible and lightweight, allowing for greater versatilit

Dye-sensitized Cheap to produce and can be manufactured using pri
Flexible and lightweight, allowing for greater versatilit
Can be manufactured in different colors and transpar

Hybrid Potentially high efficiency, combining multiple techno
Cheaper and easier to produce than some other techn
Can be manufactured using low-cost printing method
More stable than some organic and dye-sensitized cel

© 2023 The Author(s). Published by the Royal Society of Chemistry
made by Boeing in 1974. Concentrator cells are used in utility-
scale solar projects and high-concentration PV systems.76–78

Hybrid cells, some of which are highlighted in ref. 78–84, use
a combination of different types of materials to achieve higher
efficiencies. In 2015, the rst-ever of perovskite/silicon tandem
solar cell with two terminals was introduced.85 Perovskite cells
have high efficiency but are not durable, while silicon solar cells
have lower efficiency but are durable. By combining these two
types, a hybrid cell can achieve both high efficiency and
durability.86,87

It is important to note that the development of these
photovoltaic cell technologies is ongoing, and new advance-
ments and breakthroughs are constantly being made. However,
relying on the above summarized descriptions, a general
comparison for different types of PV cells can be made as in
Table 2 that demonstrates that OPV cells have attracted
Disadvantages

Expensive to produce and manufacture
Limited exibility
Energy-intensive to produce
Susceptible to shading, soiling, and temperature variations
Lower efficiency compared to silicon-based cells

s Shorter lifespan than silicon-based cells
tion Can be less stable under prolonged exposure to sunlight

May contain toxic materials
Requires direct sunlight, making it less adaptable
Requires sophisticated tracking systems
Requires specialized design, making it less accessible
Expensive and complex to manufacture
Less suitable for terrestrial applications

ells Not yet cost-competitive for large-scale production
s Lower efficiency compared to other PV technologies
s Limited lifespan due to degradation of organic materials
y Susceptible to temperature and moisture variations

Less stable under prolonged exposure to sunlight
nting Low efficiency compared to other PV technologies
y Susceptible to temperature and moisture variations
ency Shorter lifespan than other PV technologies

Relatively new technology, still being developed
logies Limited lifespan due to degradation of organic materials
ologies Still in development, not yet widely available
s Requires specialized design, making it less accessible
ls Requires further research and development
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signicant attention among PV technologies due to their several
benets. Firstly, they offer the potential for low-cost, sustain-
able production due to their use of organic materials and low-
energy manufacturing processes. Secondly, their exibility
and lightweight design make them ideal for use in a variety of
applications, including indoor and portable settings where
direct sunlight may not be available. Thirdly, their performance
in low-light conditions is better than that of traditional silicon-
based PV cells. Finally, because OPV technology is still in its
early stages of development, there is considerable scope for
innovation and discovery in the eld, providing opportunities
for cutting-edge research and new applications.
4. Organic PV cells

Organic photovoltaic (OPV) cells, also known as organic solar
cells, are a type of solar cell that converts sunlight into elec-
tricity using organic materials such as polymers and small
molecules.83,84 These materials are carbon-based and can be
synthesized in a laboratory, unlike inorganic materials like
silicon that require extensive mining and processing.84,85 OPV
cells work by absorbing photons of light and generating an
electrical current through the ow of electrons in the organic
material.86,87 The cells are typically made up of multiple layers,
including a layer of organic material sandwiched between two
electrodes.88 When light is absorbed, it creates a ow of elec-
trons from one electrode to the other, producing a current.89–91

OPVs currently have lower efficiency levels, typically around
5–10%, compared to 15–20% for silicon-based cells.92–95 Despite
this, research in the eld is ongoing and scientists are working
to improve the efficiency of polymer-based solar cells through
various methods such as incorporating new materials and
optimizing the cell structure.96,97 In recent years, the rapid
increase in the power conversion efficiency of OPVs has led to
increased scientic and economic interest.98–101
4.1. Working principles of OPV cells

4.1.1 Absorption of light. When light is incident on the
active layer of the OPV cell, the organic materials absorb
photons and generate electron–hole pairs. The process of light
absorption in an OPV cell involves the interaction of photons
with the organic semiconducting materials in the active layer of
the cell. When a photon with energy equal to or greater than the
bandgap energy of the material is absorbed, it generates elec-
trical current. Therefore, the materials are designed to have
strong absorption in this spectral range to maximize the
conversion of sunlight into electrical power. The absorption of
light in organic materials is inuenced by various factors such
as the chemical structure, molecular weight, and orientation of
the materials.102 For example, the use of conjugated polymers,
such as polythiophenes and polyuorenes, has been shown to
increase the absorption coefficient and extend the absorption
range into the near-infrared region. Additionally, the
morphology of the active layer plays a crucial role in light
absorption. The active layer of an OPV cell is typically a blend of
an electron-donor material and an electron-acceptor material,
12250 | RSC Adv., 2023, 13, 12244–12269
which form a heterojunction that facilitates efficient charge
separation.103,104 The morphology of this blend is crucial to
ensuring that the donor and acceptor materials are in intimate
contact and that the excitons generated by light absorption are
efficiently separated and transported to the respective elec-
trodes. To increase the absorption of light in OPV cells,
researchers have developed various strategies, including the use
of light-trapping structures and the incorporation of plasmonic
nanoparticles into the active layer. Light-trapping structures,
such as textured substrates or photonic crystals, increase the
path length of light in the active layer and enhance light
absorption. Plasmonic nanoparticles, such as gold or silver, can
be used to enhance the absorption of light through the excita-
tion of surface plasmon resonance, which can conne and
concentrate electromagnetic elds in the active layer.104,105 In
conclusion, the absorption of light is a fundamental process in
OPV cells, which is strongly inuenced by the properties of the
organic semiconducting materials and the morphology of the
active layer. Researchers are continuing to develop new mate-
rials and strategies to improve light absorption and increase the
efficiency of OPV cells.106,107

4.1.2 Charge separation. The electron–hole pairs are sepa-
rated by a built-in electric eld that exists within the active layer.
This electric eld is created by a difference in the energy levels
of the donor and acceptor materials that make up the active
layer. The process of charge separation involves the separation
of the electron–hole pair generated by the absorption of light in
the organic semiconducting material in the active layer of the
cell.108 Efficient charge separation is essential to ensure that the
generated charges can be collected at the respective electrodes
to generate a current. The active layer of an OPV cell typically
consists of a blend of an electron-donor material and an
electron-acceptor material, which form a heterojunction that
facilitates charge separation. The donor material, such as
a conjugated polymer, is designed to have a high ionization
potential, meaning that it has a strong tendency to donate an
electron. The acceptor material, such as a fullerene or non-
fullerene acceptor, is designed to have a low electron affinity,
meaning that it has a strong tendency to accept an elec-
tron.109,110 When a photon is absorbed in the active layer, an
exciton is generated, which is a bound state of an electron and
a hole. The exciton is then dissociated into free charge carriers
at the donor–acceptor interface, and the electron and hole are
separated and transported to the respective electrodes. The
morphology of the active layer plays a crucial role in charge
separation. The donor and acceptor materials must be in inti-
mate contact to ensure that the exciton can efficiently dissociate
into free charge carriers. The morphology is typically optimized
through the use of solvent processing or annealing to ensure
that the donor and acceptor materials form a well-ordered and
continuous heterojunction. The electronic properties of the
donor and acceptor materials also play a signicant role in
charge separation. The energy levels of the donor and acceptor
materials must be appropriately aligned to facilitate efficient
charge separation.109,111 The energy offset between the donor
and acceptor materials determines the driving force for charge
separation, and an appropriate offset is required to ensure that
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Working principles of the OPV.114
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the generated charges can be efficiently collected at the
respective electrodes.112,113 The working principle of OPV is
demonstrated in Fig. 4.114 To improve charge separation in OPV
cells, researchers have developed various strategies, including
the use of alternative acceptor materials, such as non-fullerene
acceptors, and the development of tandem structures, which
allow for multiple exciton dissociation and can enhance the
overall efficiency of the device.

4.1.3 Charge collection. The separated electrons and holes
are collected by electrodes, which are typically made of trans-
parent conductive materials that are coated onto the surface of
the active layer. The process of charge collection in OPV cells
involves the movement of separated charges to their respective
electrodes to generate a current. Charge collection is a critical
process and its efficiency directly affects the overall perfor-
mance of the device.115 In OPV cells, the separated charges,
which are generated by the process of charge separation, are
transported to their respective electrodes through the organic
semiconducting material in the active layer. The electrodes,
typically made of conductive materials such as indium tin oxide
(ITO), aluminum, or silver, are in contact with the active layer
and collect the generated charges.116,117 The efficiency of charge
collection is inuenced by several factors, including the
morphology of the active layer, the mobility of the charge
Fig. 5 Device structure of OPV cells.

© 2023 The Author(s). Published by the Royal Society of Chemistry
carriers, and the alignment of the energy levels of the donor and
acceptor materials.

4.1.4 Electrical output. The electrical output of an OPV cell
is the result of the charge separation and collection processes.
The efficiency of the electrical output is a key factor in deter-
mining the overall performance of the device. The electrical
output of an OPV cell is characterized by its short-circuit current
density (Jsc), open-circuit voltage (Voc), ll factor (FF), and power
conversion efficiency (PCE).118,119 For a comprehensive under-
standing of these terms and their consequential effects on cell
efficiency, Section 4.4 offers a detailed information.
4.2. Device structure of OPV cells

As shown in Fig. 5, recent research on OPV cells has revealed
that various structures have been developed over time, each
with its own unique advantages and disadvantages.117,120–122

These structures are composed of the materials described in the
following sections.

4.2.1 Single-layered OPV cells. These are the simplest type of
OPV cells, consisting of only one layer of organic material that is
designed to efficiently harvest light and generate electrical power.
Single-layered OPV cells typically have lower efficiency compared
to other types of OPV cells. In single-layer OPV cells, the donor and
acceptor materials are mixed together in the same layer, which
allows for a simpler device architecture and potentially lower
production costs.116 When light is incident on the donor–acceptor
layer, it generates electron–hole pairs that are separated by the
built-in electric eld. The separated electrons and holes are then
collected by the electrodes to create a ow of electrical current,
which can be used to power external devices or stored in a battery.

The single-layer OPV cell typically includes the following
layers.

Transparent electrode. This layer is typically made of a trans-
parent conductive oxide material such as indium tin oxide (ITO)
or zinc oxide (ZnO), and is used as the anode.

Donor–acceptor blend. This layer is a single layer that
combines both the donor and acceptor materials. The donor
material is typically a polymer or small molecule that absorbs
light and generates electrons, while the acceptor material is
typically a fullerene derivative that accepts electrons.
RSC Adv., 2023, 13, 12244–12269 | 12251
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Metal electrode. This layer is typically made of a metal such as
aluminum or silver, and is used as the cathode.

4.2.2 Bilayer OPV cells. Bilayer OPVs are a type of thin-lm
solar cell that consist of two organic semiconductor layers
sandwiched between two electrodes, where the two layers are
typically an electron-donating (or p-type) layer and an electron-
accepting (or n-type) layer. In bilayer OPVs, the electron-
donating layer is typically a conjugated polymer or a small
molecule with a low ionization potential, while the electron-
accepting layer is usually a fullerene derivative or a non-
fullerene acceptor with a high electron affinity.119,120 The two
layers are usually deposited using solution-based methods such
as spin-coating. When light strikes the bilayer OPV, it creates an
exciton in the electron-donating layer. The exciton is then
separated into an electron and a hole, which are transported to
the electron-accepting layer and the anode, respectively. The
electron and hole then ow through their respective layers and
the external circuit, creating a photocurrent that can be used to
generate electricity.

4.2.3 Bulk heterojunction OPV cells. Bulk heterojunction
OPV cells are a type of thin-lm solar cell that consist of an
interpenetrating network of electron-donating and electron-
accepting materials.121 In a bulk heterojunction OPV cell, the
electron-donating and electron-accepting materials are typically
conjugated polymers or small molecules that are blended
together in a solution and deposited onto a substrate using
spin-coating or other solution-based methods. The blend forms
an interpenetrating network of donor and acceptor materials,
which allows for efficient charge separation and transport. The
anode and cathode are the two electrodes that sandwich the
blend of electron-donating and electron-accepting
materials.122,123

The anode is typically made of a transparent conductive
oxide such as indium tin oxide or uorine-doped tin oxide,
while the cathode is typically made of a metal such as
aluminum, silver, or gold. When sunlight strikes the bulk het-
erojunction OPV cell, it creates an exciton in the electron-
Table 3 A brief comparison between device structures of OPV cells

Structure Advantages Disad

Single-layered Simple device architecture and
potentially lower production cost

Lower
OPV c

Bilayer Higher efficiency compared to
single-layered OPV cells

More
than s

Bulk heterojunction High efficiency and excellent
exibility

Comp
accep

Tandem Higher efficiency due to wider range
of solar spectrum

More
than s

12252 | RSC Adv., 2023, 13, 12244–12269
donating material. The exciton is then separated into an elec-
tron and a hole, which are transported to the electron-accepting
material and the anode, respectively. The electrons and holes
then ow through their respective materials and the external
circuit, creating a photocurrent that can be used to generate
electricity.124

4.2.4 Tandem OPV cells. A tandem PV cell typically consists
of two or more sub-cells that are connected in series to improve
the efficiency of the device. The sub-cells can be made of
different materials and have different band gaps to allow them
to absorb different parts of the solar spectrum. In the tandem
PV cell, each sub-cell is comprised of an absorber material and
an electron transport material.122,125 The absorber material is
responsible for absorbing the incoming photons and gener-
ating electron–hole pairs (excitons), while the electron transport
material facilitates the separation and transport of the gener-
ated charge carriers.

The junction between the two sub-cells allows for the effi-
cient transfer of charge carriers between the two sub-cells. In
a tandem PV cell, the bandgap of the rst sub-cell is typically
higher than the bandgap of the second sub-cell, which allows
the rst sub-cell to absorb the high-energy photons while the
second sub-cell absorbs the low-energy photons.126,127 Overall,
the use of tandem PV cells can improve the efficiency of a solar
cell by allowing for a wider range of the solar spectrum to be
absorbed and converted into electricity.

4.2.5 A brief comparison for device structures. As given
within the previous sections, different types of OPV structures
have been developed, each with unique advantages and disad-
vantages. Table 3makes a brief comparison focusing on some key
features. This comparison will provide insights into the perfor-
mance and potential of these structures, and help identify the
most promising candidates for future research and development.

4.3. Parts of the OPV cells

The basic structure of an OPV cell involves the use of several
materials, including organic semiconducting materials for the
vantages Key features

efficiency compared to other
ells

Single layer of organic material that
combines both the donor and
acceptor materials, three layers in
total

complex device architecture
ingle-layered OPV cells

Two layers of organic
semiconductor sandwiched
between two electrodes, solution-
basedmethods such as spin-coating

lexity in blending donor and
tor materials

Interpenetrating network of
electron-donating and electron-
accepting materials, typically
deposited by spin-coating

complex device architecture
ingle-layered OPV cells

Two or more sub-cells connected in
series, with different band gaps to
absorb different parts of the solar
spectrum

© 2023 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ra01454a


Fig. 6 Recent advances on the chemical structures of (a) donor molecules (b) acceptor molecules.130–134
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active layer, conductive materials for the electrodes, and
encapsulation materials for protection.128,129 The performance
of these materials is critical to the efficiency and durability of
the OPV cell, and ongoing research is focused on improving
their properties and developing new materials to enhance the
performance and reduce the cost of OPV cells.
© 2023 The Author(s). Published by the Royal Society of Chemistry
4.3.1 Organic semiconducting materials. The active layer of
an OPV cell typically consists of a blend of electron-donor and
electron-acceptor materials, which together form an organic
semiconductor.130 These two materials function together to
create a charge-separated state upon exposure to light, leading
to the production of electrical energy. Without either of these
RSC Adv., 2023, 13, 12244–12269 | 12253
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components, the OPV would be unable to operate effectively.
Therefore, the proper selection and pairing of these materials
are critical to achieving high efficiency and stability in OPVs.
Donor–acceptor molecules typically have a conjugated back-
bone consisting of alternating electron-rich (donor) and
electron-decient (acceptor) moieties. This allows for efficient
charge transfer and separation when the material is exposed to
sunlight.131 Some of the most frequently used donor–acceptor
compounds in OPV cells are conjugated polymers and small
molecules as electron donors illustrated in Fig. 6(a) and
fullerene and non-fullerene derivatives as electron acceptors
illustrated in Fig. 6(b).130–134

The conjugated polymer can be designed with a low ioniza-
tion energy, allowing it to donate electrons when excited by
light. In contrast, the fullerene derivative has a high electron
affinity, enabling it to accept electrons from the excited poly-
mer. The resulting exciton dissociation leads to the generation
of free electrons and holes, which can then be collected at the
electrodes to produce an electric current. The selection of
donor–acceptor compounds depends on factors such as their
absorption spectra, energy levels, and solubility, as well as the
desired efficiency and stability of the OPV cell.

In recent years, there has been a signicant amount of
research focused on the development of organic semi-
conductors for use in OPV cells.135,136 The performance of these
devices is highly dependent on the electronic properties and
structure–function relationships of the materials used.137,138 As
a result, a deep understanding of these properties and rela-
tionships is essential for designing and developing high-
performance organic semiconductors for use in OPV cells.139

4.3.2 Electrodes. OPV cells typically have two types of
electrodes: the transparent conductive electrode (TCE) and the
metallic electrode.140 The TCE is typically made of materials
such as indium tin oxide (ITO) or uorine doped tin oxide (FTO)
and is placed on the side of the cell facing the incident
light.141,142 This electrode is transparent so that the light can
pass through it and reach the active layer, and it is electrically
conductive so that it can collect the electrons produced by the
active layer. The metallic electrode, on the other hand, is typi-
cally made of materials such as aluminum or silver and is
placed on the opposite side of the cell, away from the incident
light.143 This electrode is not transparent, but highly reective in
that it can reect back from the cell any light that is not
absorbed by the active layer to increase the chance of absorp-
tion. There are also different types of OPV cells that can use
different materials and congurations for the electrodes,
depending on the particular design and application.144,145

4.3.3 Encapsulation materials. Encapsulation is an
important step in the manufacturing process of OPV cells as it
protects the device from moisture, oxygen, and other environ-
mental factors that can degrade the performance and lifetime of
the device. The encapsulation materials used in OPV cells are
typically selected based on their ability to provide a barrier
against moisture and oxygen while still allowing light to pass
through.146,147 Glass is a common encapsulation material for
OPV cells, but it can be brittle and crack under stress. Polymer
lms, such as PET and PEN, are exible and lightweight,
12254 | RSC Adv., 2023, 13, 12244–12269
making them a good choice for encapsulating OPV cells. Metal
foils, such as aluminum and copper, provide a high barrier to
moisture and oxygen but are less suitable for encapsulating
exible OPV cells.148,149 Thin lm coatings like SiO2 and TiO2 are
also used as encapsulation materials for OPV cells, but their
application requires specialized equipment and processes. The
choice of encapsulation material for OPV cells depends on the
specic requirements of the device, such as exibility, trans-
parency, and barrier properties.150,151

4.4. Performance and efficiency of OPV cells

The performance and electrical characteristics of photovoltaic
cells play a crucial role in determining the efficiency and
effectiveness of photovoltaic systems. Performance of photo-
voltaic cells is measured by various parameters such as power
output, efficiency, and ll factor.152,153 The power output of
a photovoltaic cell is dened as the maximum power that it can
generate under standard test conditions.154 The efficiency of
a photovoltaic cell is expressed as:

h ¼ Pout

Pin

where h is the efficiency, Pout is the output power and Pin is the
incoming solar power. The ll factor (FF) of a photovoltaic cell is
dened as the ratio of the maximum power to the product of the
open-circuit voltage (VOC) and the short-circuit current (ISC). It is
given by:

FF ¼ Pmax

ðVOC � ISCÞ
where Pmax is the maximum power output of the cell. The
electrical characteristics of photovoltaic cells include the open-
circuit voltage (VOC), short-circuit current (ISC), and maximum
power point voltage (Vmp). The open-circuit voltage is the
voltage across the cell when no current is owing through it,
and it is given by:

VOC ¼ nkT

q
ln

�
IL

I0
þ 1

�

where n is ideality factor, k is Boltzmann's constant, T is the
temperature in Kelvin, q is the charge of an electron, IL is the
light-generated current and I0 is the reverse saturation current.
The short-circuit current is the current that ows through the
cell when the voltage across it is zero and it is given by:

ISC ¼ IL � I0

0
@e

qV

nkT � 1

1
A

where e is the base of the natural logarithm. It should be noted
that the short circuit current (ISC) represents the maximum
current at zero voltage. Ideally, if V = 0, ISC = IL.

The maximum power point voltage (Vmp) is the voltage at
which the photovoltaic cell generates the maximum power and
it is given by:

Vmp ¼ VOC � kT

q
ln

�
1þ qVt

kT

�

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 A chart of the highest confirmed conversion efficiencies for PV cells.157
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Power conversion efficiency (PCE) is one of the most important
parameters of photovoltaic cells. PCE is a term used to express
how effective the device is at converting solar energy into elec-
trical energy.

PCE ¼ VOC � JSC � FF

Pin

In addition to the above-mentioned characteristics, the
temperature coefficient of photovoltaic cells is also an impor-
tant parameter that needs to be considered. This coefficient
refers to the change in the performance of the cell with respect
to temperature changes. Photovoltaic cells generally have
Fig. 8 Conversion efficiencies for OPV cells from 2001 to 2021.157

© 2023 The Author(s). Published by the Royal Society of Chemistry
a negative temperature coefficient, meaning that their perfor-
mance decreases with an increase in temperature.155,156

The National Renewable Energy Laboratory (NREL) is
a reputable research center that specializes in renewable energy
and energy efficiency.157 They publish detailed reports on these
topics and maintain a chart that tracks the highest conrmed
conversion efficiencies for research cells across various photo-
voltaic technologies. This chart spans from 1976 to the present
day and serves as a valuable tool for tracking the historical
development of PV cell technology. NREL's data is particularly
noteworthy, as it provides a comprehensive view of the
progression of PV cell technology across different structures.
Fig. 7 in their report illustrates this development over time.
RSC Adv., 2023, 13, 12244–12269 | 12255
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Fig. 9 Performance of organic solar cells reported in recent literature.160–237
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Additionally, the report includes a more detailed graph, shown
in Fig. 8, which specically focuses on OPVs.

Fig. 7 and 8 demonstrate that current PV cell technologies
are capable of achieving efficiencies greater than 40%. However,
this level of efficiency is currently limited to multi-junction and
concentrated cells, which are efficient but not yet widely used
due to their high cost and limited economic feasibility. A
similar scenario is also observed in cells based on inorganic
materials. In the case of organic cell technology, current effi-
ciencies can reach up to 18%. While this is not as high as multi-
junction or concentrated cells, it is noteworthy given the lower
cost and greater feasibility of organic cells. Continued research
and development in all areas of PV cell technology will be
necessary to further improve efficiency, reduce costs, and
increase economic viability.

Recent literature on the OPV cell technology corroborates the
efficiency rates reported by NREL. For example, recent review
studies conducted by Li Y. et al.158 and H. Gao et al.159 reported
that the latest developments in OPV cells have achieved a PCE%
of up to 18.6% and an FF% of approximately 80%. These nd-
ings are consistent with the data presented in NREL's report.
Fig. 9, which depicts reported PCE and FF rates of OPV cells in
above references, provides advances achieved in recent studies.
As seen, the FF% values range from 54% to 81.5%, while the
PCE% values range from 5.72% to 18.6%. The highest FF% and
PCE% values reported are 81.5% and 18.6%, respectively, while
the lowest values reported are 54% and 5.72%, respectively.

Fill factor is an important parameter that measures how
effectively a solar cell can convert incident light into electrical
power. A higher FF% value indicates that the device can collect
a larger fraction of the generated current, which results in
higher output power. In Fig. 9, the average FF% value is 70.2%,
which indicates that most of the devices have good ll factors.

Similarly, power conversion efficiency (PCE) is the most
commonly used parameter to compare the performance of
different solar cell technologies. It measures the percentage of
incident solar energy that can be converted into electrical
power. The highest PCE% value reported in Fig. 9 is 18.6%,
which is close to the current record for OPV cells. However, the
12256 | RSC Adv., 2023, 13, 12244–12269
average PCE% value is only 13.7%, indicating that there is still
signicant room for improvement.

Fig. 9 also veries that there exists a positive relationship
between ll factor and power conversion efficiency in photo-
voltaic cells. Specically, a higher ll factor typically results in
a higher power conversion efficiency. This can be attributed to
the fact that a higher ll factor indicates that a larger portion of
the incident light is being converted into useable electrical
power, which in turn leads to an increase in overall efficiency.
However, there is typically a trade-off between ll factor and
power conversion efficiency. This is because improving one
parameter oen comes at the expense of the other. For example,
increasing the ll factor can be achieved by reducing the
resistance of the solar cell, but this can also lead to an increase
in the recombination rate of charge carriers, which can reduce
the overall efficiency of the cell. Similarly, increasing the power
conversion efficiency can be achieved by improving the collec-
tion of charge carriers, but this can also lead to an increase in
the dark current, which can reduce the ll factor. Therefore, the
optimal balance between ll factor and power conversion effi-
ciency depends on the specic design and operating conditions
of the solar cell, and requires careful optimization.
5. Evaluation and assessment

OPV cells have the potential to offer a sustainable and eco-
friendly alternative to traditional solar cells, with low produc-
tion costs and design exibility. However, they also face chal-
lenges in terms of efficiency, durability, and competition from
established renewable energy technologies. Table 4 presents
a detailed SWOT analysis for OPV cells, highlighting the key
strengths, weaknesses, opportunities, and threats facing this
technology. The strengths of OPV cells, such as their low
production costs and design exibility, make them an attractive
option for a range of applications, including consumer-facing
products and emerging industries. The opportunities pre-
sented by growing demand for renewable energy sources,
favorable government policies and incentives, and increasing
consumer awareness of sustainability and environmental
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Table 4 SWOT analysis for OPV cells

Strengths

Flexible and lightweight: OPV cells are thin and exible, which makes
them suitable for a range of applications including wearable technology,
building-integrated photovoltaics, and solar-powered fabrics. They are
also less susceptible to damage fromwind and impact compared to rigid
solar panels
Low-cost production through printing techniques: OPV cells can be
produced using roll-to-roll printing or other low-cost printing
techniques, which reduces manufacturing costs and enables scalability.
The use of printing techniques also allows for customization and the
creation of unique shapes and designs
Eco-friendly and easy to dispose of: OPV cells are made from non-toxic
materials, such as carbon-based polymers, and are free of rare and
expensive materials like silicon and metals. This makes them
environmentally friendly and easy to dispose of at the end of their
lifespan. OPV cells can also be recycled into new cells or other products
Modular and scalable: OPV cells can be produced in different shapes
and sizes, and can be interconnected to form modules or arrays. This
allows for scalability and the customization of solar panels to t specic
applications and installation sites
Low-light performance: OPV cells have a higher efficiency under low-
light conditions compared to traditional silicon-based solar cells. This
makes them suitable for use in regions with less sunlight, or for indoor
applications such as powering smart buildings and IoT devices

Weaknesses

Limited efficiency compared to traditional silicon-based solar cells: OPV
cells have a lower conversion efficiency compared to traditional silicon-
based solar cells. They typically have an efficiency of 10–20%, while
silicon-based solar cells are higher than this rate. This limits the power
output of OPV cells, which may not be sufficient for certain applications
Durability and stability issues: OPV cells are less durable and stable
compared to traditional solar cells, and their performance may degrade
over time due to exposure to UV light, moisture, and other
environmental factors. The encapsulation and protection of OPV cells is
a key challenge that needs to be addressed to improve their durability
Low production volume compared to traditional solar cells: OPV cells
are produced in much smaller quantities compared to traditional
silicon-based solar cells, which makes them less commercially viable at
large-scale production. This also limits the availability of OPV cells and
may increase their cost
Sensitivity to temperature: OPV cells have a lower operating temperature
range compared to silicon-based solar cells. They may degrade or
malfunction in high temperatures, reducing their efficiency and
lifespan
Limited lifespan: OPV cells have a shorter lifespan compared to
traditional silicon-based solar cells, typically around 10–15 years. This
may make them less suitable for certain applications that require long-
term reliability and durability

Opportunities

Development of new materials: advances in the development of new
materials for OPV cells may lead to improved performance and stability
Growing demand for renewable energy sources: the increasing focus on
reducing carbon emissions and transitioning to renewable energy
sources creates a signicant opportunity for OPV cells, as they offer
a sustainable and eco-friendly alternative to traditional solar cells
Favorable government policies and incentives: governments offer
subsidies, tax incentives, and other nancial incentives for the adoption
of renewable energy technologies. These policies create a favorable
environment for the development and deployment of OPV cells

Table 4 (Contd. )

Opportunities

Growing consumer awareness and demand for sustainable and
environmentally friendly products: consumers are becoming more
aware of the environmental impact of their choices and are seeking out
more sustainable and eco-friendly products. This trend creates an
opportunity for OPV cells to gain market share and be adopted in
a range of consumer-facing applications
Emerging markets and industries for OPV cells: OPV cells offer a range
of new opportunities in industries such as agriculture, transportation,
and architecture. In agriculture, they can be used to power irrigation
systems and crop monitoring systems, while in transportation, they can
be used to power electric vehicles, boats, and drones. In architecture,
they can be integrated into building facades, windows, and roofs to
provide solar power and reduce energy consumption
Collaboration and investment frommajor companies: many companies
are investing in the development and production of OPV cells, which
provides an opportunity for collaboration and knowledge sharing to
further improve the technology and increase its adoption. This may
make them less suitable for certain applications that require long-term
reliability and durability

Threats

Competition from traditional solar cells and other renewable energy
technologies: traditional silicon-based solar cells and other renewable
energy technologies, such as wind and hydropower, are well-established
and offer higher efficiency and reliability compared to OPV cells. This
creates a threat to the adoption and commercial viability of OPV cells
Technological limitations and research challenges: OPV cells face
a range of technological limitations and research challenges, such as
improving their efficiency, durability, and stability. Addressing these
challenges requires signicant investment and research, which may
slow down the adoption and commercialization of OPV cells
Regulatory and policy risks: the regulatory environment for renewable
energy technologies is subject to change andmay create uncertainty and
risk for the adoption of OPV cells. Changes in government policies and
regulations could limit the development of the OPV cell industry
Supply chain risks: OPV cells' complex supply chain involves material
production, manufacturing, and distribution. Any disruption, such as
material or component shortages, could affect their availability and cost
Economic risks: the commercial success of OPV cells depends on
production costs, market demand, and competition. Any changes to
these economic factors can threaten the industry's adoption and
commercialization

© 2023 The Author(s). Published by the Royal Society of Chemistry
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impact are all factors that could drive the growth and adoption
of OPV cells in the future. However, the weaknesses and threats
facing OPV cells cannot be ignored. The lower efficiency and
durability of OPV cells compared to traditional solar cells
present a challenge for their commercial viability, and compe-
tition from established renewable energy technologies may
limit their market share. Additionally, the technological limi-
tations and research challenges faced by OPV cells require
signicant investment and research, which may slow down
their adoption and commercialization. Finally, the regulatory
environment for renewable energy technologies is subject to
change and may create uncertainty and risk for the adoption of
OPV cells.
RSC Adv., 2023, 13, 12244–12269 | 12257
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As clearly seen in Table 4, organic PV cells have a natural
advantage over other types of PV cells due to their transparent
characteristics, which make them ideal for integration with
building-integrated photovoltaics, such as windows. However,
a critical challenge for efficient organic PV cells is the trade-off
between average visible light transmittance (AVT) and power
conversion efficiency (PCE). The recent development of mate-
rials that yield simultaneously high levels of efficiency and
transparency brings the opportunity to enter important niche
markets. Researchers have successfully designed and con-
structed a superior transparent rear electrode for efficient
transparent organic photovoltaics via integrating an aperiodic
band-pass lter (ABPF). The integrated rear electrode exhibits
an AVT of up to 78.69%, a color-rendering index (CRI) of 97.54,
and a total reection in the near-infrared region (700–900 nm).
As a result, ABPF-integrated transparent organic photovoltaics
demonstrate a record-breaking light utilization efficiency (LUE)
of 5.35%, accompanied with an AVT of 46.79% and CRI of 85.39.
Reinforcing research efforts on topics such as improvement in
device lifetime, color portfolio, and module design and effi-
ciency will help in making a signicant effect on changing the
status of organic photovoltaics from a novel technology to
a mature industry.238–240

Similar to their transparent characteristics, one of the key
features of OPV cells is their tunability, which refers to their
ability to be easily modied to meet specic application
requirements. Organic materials used in PV cells can be easily
synthesized and modied, allowing for a high degree of control
over the cell's optical and electrical properties. This means that
the cells can be designed to absorb specic wavelengths of light,
making them suitable for a range of applications, from power-
ing small electronic devices to generating electricity on a larger
scale. Another important feature of OPV cells is their versatility.
Unlike traditional silicon-based solar cells, OPV cells can be
manufactured using low-cost, exible substrates, such as plastic
or metal foils. This exibility allows for the cells to be integrated
into a variety of surfaces, including curved or irregular shapes,
making them ideal for use in portable and wearable electronics,
as well as building-integrated photovoltaic systems. Addition-
ally, OPV cells have the potential to be produced in large
quantities using roll-to-roll printing techniques, which could
signicantly reduce production costs and increase their acces-
sibility to a wider range of applications.

On the other hand, to overcome the challenges emphasized
in Table 4, it will be important for the OPV cell industry to focus
on research and development to improve the efficiency, dura-
bility, and stability of the technology.241–246 Addressing these
technological limitations will help to increase the commercial
viability of OPV cells and enable them to compete with tradi-
tional solar cells and other renewable energy technologies.
Additionally, collaboration with governments, policymakers,
and stakeholders can help to create a more favorable regulatory
environment for OPV cells and facilitate their adoption.

In conclusion, while OPV cells face signicant challenges,
their potential for sustainable and eco-friendly energy produc-
tion is promising. The OPV cell industry should work towards
addressing the weaknesses and threats identied in the SWOT
12258 | RSC Adv., 2023, 13, 12244–12269
analysis, while continuing to build on their strengths and
opportunities, to enable the widespread adoption of this tech-
nology in the future.
6. Conclusion

This state-of-the-art review provides a comprehensive overview
of the evolution of photovoltaic (PV) cell technology. It includes
the classication of PV production technologies and a compar-
ative analysis of rst, second, and third-generation solar cells.
The working principles and device structures of OPV cells are
also explored and compared focusing on their advantages,
disadvantages, and key features. Furthermore, the paper
discusses the various parts of OPV cells and analyzes the
performance, efficiency, and electrical characteristics of
photovoltaic cells. The conversion efficiencies for OPV cells are
presented, and a detailed SWOT analysis is conducted for OPV
cells.

The SWOT analysis reveals a promising future for the tech-
nology, but also highlights several challenges and areas for
improvement. Despite the strengths of OPV cells, the tech-
nology still faces weaknesses such as limited efficiency, dura-
bility and stability issues, sensitivity to temperature, and
limited lifespan. However, there are opportunities to improve
the technology, including the development of new materials,
growing demand for renewable energy sources, favorable
government policies and incentives, growing consumer aware-
ness and demand for sustainable and environmentally friendly
products, emerging markets and industries, and collaboration
and investment from major companies. The review also iden-
ties potential threats to the adoption and commercial viability
of OPV cells, including competition from traditional solar cells
and other renewable energy technologies, technological limi-
tations and research challenges, regulatory and policy risks,
supply chain risks, and economic risks.

The review indicates that OPV cells have the potential to
revolutionize the solar energy industry due to their compati-
bility with printing technologies and the ability to produce thin,
exible solar cells. However, challenges such as preventing
recombination, improving absorption in the visible to near-
infrared part of the solar spectrum, and optimizing morpho-
logical characteristics for charge transport still exist. Despite
these challenges, researchers are making steady progress, and
the tunability and versatility of organic materials offer promise
for future success. The potential applications for thin, exible
OPV cells are exciting, including powering remote or underde-
veloped areas and charging internal devices.

Overall, this review highlights the signicant advancements
and challenges in the development of OPV cells. It is hoped that
this paper will serve as a valuable resource for researchers,
policymakers, and stakeholders interested in the development
of sustainable and efficient solar energy technologies. Future
research should focus on addressing the challenges identied
in this paper and developing new materials and technologies
that can further improve the performance and efficiency of OPV
cells.
© 2023 The Author(s). Published by the Royal Society of Chemistry
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42 E. Arici, H. Hoppe, F. Schäffler, D. Meissner, M. A. Malik
and N. S. Saricici, Hybrid solar cells based on inorganic
nanoclusters and conjugated polymers, Thin Solid Films,
2004, 451–452, 612–618, DOI: 10.1016/j.tsf.2003.11.026.

43 F. Kessler and D. Rudmann, Technological aspects of
exible CIGS solar cells and modules, Sol. Energy, 2004,
77, 685–695, DOI: 10.1016/j.solener.2004.04.010.

44 S. G. Hashmi, J. Halme, Y. Ma, T. Saukkonen and P. A Lund,
Single-Walled Carbon Nanotube Coated Flexible PVC
Counter Electrode for Dye-Sensitized Solar Cells, Adv.
Mater. Interfaces, 2014, 1, 1300055, DOI: 10.1002/
admi.201300055.

45 G. Michael, Dye-sensitized solar cells, J. Photochem.
Photobiol., C, 2003, 4(2), 145–153, DOI: 10.1016/S1389-
5567(03)00026-1.

46 S. Anandan, Recent improvements and arising challenges
in dye-sensitized solar cells, Sol. Energy Mater. Sol. Cells,
2007, 91, 843–846, DOI: 10.1016/j.solmat.2006.11.017.

47 Z. W. Gao, Y. Wang and W. C. H. Choy, Buried Interface
Modication in Perovskite Solar Cells: A Materials
Perspective, Adv. Energy Mater., 2022, 12, 2104030, DOI:
10.1002/aenm.202104030.

48 C. J. Brabec, S. Gowrisanker, J. J. M. Halls, D. Laird, S. Jia
and S. P. Williams, Polymer–Fullerene Bulk-
Heterojunction Solar Cells, Adv. Mater., 2010, 22(4), 3839–
3856, DOI: 10.1002/adma.200903697.

49 J. Nelson, Polymer: fullerene bulk heterojunction solar
cells, Mater. Today, 2011, 14(10), 462–470, DOI: 10.1016/
S1369-7021(11)70210-3.

50 W. S. Yang, J. H. Noh, N. J. Jeon, Y. C. Kim, S. Ryu, J. Seo and
S. I. Seok, High-performance photovoltaic perovskite layers
fabricated through intramolecular exchange, Science, 2015,
348(6240), 1234–1237, DOI: 10.1126/science.aaa9272.

51 Z. Li, Z. Wang, C. Jia, Z. Wan, C. Zhi, C. Li, M. Zhang,
C. Zhang and Z. Li, Annealing free tin oxide electron
transport layers for exible perovskite solar cells, Nano
Energy, 2022, 94, 106919, DOI: 10.1016/
j.nanoen.2022.106919.

52 Z. Wang, X. Zhu, J. Feng, C. Wang, C. Zhang, X. Ren,
S. Priya, S. Frank and D. Yang, Antisolvent- and
Annealing-Free Deposition for Highly Stable Efficient
Perovskite Solar Cells via Modied ZnO, Adv. Sci., 2021, 8,
2002860, DOI: 10.1002/advs.202002860.
© 2023 The Author(s). Published by the Royal Society of Chemistry

https://doi.org/10.30919/esmm5f1036
https://doi.org/10.1295/polymj.19.147
https://doi.org/10.1002/1616-3028(200102)11:1&percnt;3C15::AID-ADFM15&percnt;3E3.0.CO;2-A
https://doi.org/10.1002/1616-3028(200102)11:1&percnt;3C15::AID-ADFM15&percnt;3E3.0.CO;2-A
https://doi.org/10.1002/1616-3028(200102)11:1&percnt;3C15::AID-ADFM15&percnt;3E3.0.CO;2-A
https://doi.org/10.1063/1.2387881
https://doi.org/10.1002/advs.202205682
https://doi.org/10.1002/advs.202205682
https://doi.org/10.1038/s41467-021-25718-w
https://doi.org/10.1038/s41467-019-10351-5
https://doi.org/10.3390/en15051823
https://doi.org/10.3390/en15051823
https://doi.org/10.1016/j.tsep.2022.101208
https://doi.org/10.1016/S0927-0248(00)00120-3
https://doi.org/10.3390/ma15165542
https://doi.org/10.1016/j.solmat.2004.01.005
https://doi.org/10.1016/j.rser.2017.02.081
https://doi.org/10.1016/j.rser.2017.02.081
https://doi.org/10.1002/pip.2909
https://doi.org/10.1039/D0SE01717e
https://doi.org/10.1016/S0038-092X(03)00187-7
https://doi.org/10.1016/j.nanoen.2021.106915
https://doi.org/10.1016/j.tsf.2003.11.026
https://doi.org/10.1016/j.solener.2004.04.010
https://doi.org/10.1002/admi.201300055
https://doi.org/10.1002/admi.201300055
https://doi.org/10.1016/S1389-5567(03)00026-1
https://doi.org/10.1016/S1389-5567(03)00026-1
https://doi.org/10.1016/j.solmat.2006.11.017
https://doi.org/10.1002/aenm.202104030
https://doi.org/10.1002/adma.200903697
https://doi.org/10.1016/S1369-7021(11)70210-3
https://doi.org/10.1016/S1369-7021(11)70210-3
https://doi.org/10.1126/science.aaa9272
https://doi.org/10.1016/j.nanoen.2022.106919
https://doi.org/10.1016/j.nanoen.2022.106919
https://doi.org/10.1002/advs.202002860
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ra01454a


Review RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 9

/2
3/

20
23

 1
0:

56
:2

5 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
53 W. Hu, T. Liu, X. Yin, H. Liu, X. Zhao, S. Luo, Y. Guo, Z. Yao,
J. Wang, N. Wang, H. Lin and Z. Guo, Hematite electron-
transporting layers for environmentally stable planar
perovskite solar cells with enhanced energy conversion
and lower hysteresis, J. Mater. Chem. A, 2017, 5, 1434–
1441, DOI: 10.1039/C6TA09174A.

54 C. Chen, Y. Jiang, Y. Wu, J. Guo, X. Kong, X. Wu, Y. Li,
D. Zheng, S. Wu, X. Gao, Z. Hou, G. Zhou, Y. Chen, J. Liu,
K. Kempa and J. Gao, Low-Temperature-Processed WOx as
Electron Transfer Layer for Planar Perovskite Solar Cells
Exceeding 20% Efficiency, Sol. RRL, 2020, 4, 1900499,
DOI: 10.1002/solr.201900499.

55 B. Gu, Y. Zhu, H. Lu, W. Tian and L. Li, Efficient planar
perovskite solar cells based on low-cost spin-coated
ultrathin Nb2O5 lms, Sol. Energy, 2018, 166, 187–194,
DOI: 10.1016/j.solener.2018.03.054.

56 M. Zhong, D. Yang, J. Zhang, J. Shi, X. Wang and C. Li,
Improving the performance of CdS/P3HT hybrid inverted
solar cells by interfacial modication, Sol. Energy Mater.
Sol. Cells, 2012, 96, 160–165, DOI: 10.1016/
j.solmat.2011.09.041.

57 M. A. Green, Estimates of Te and in prices from direct
mining of known ores, Prog. Photovoltaics, 2009, 17, 347–
359, DOI: 10.1002/pip.899.

58 D. Chapin, C. Fuller and G. Pearson, A new silicon p–n
junction photocell for converting solar radiation into
electrical power, J. Appl. Phys., 1954, 25, 676–677, DOI:
10.1063/1.1721711.

59 Y. S. Tyan and E. A. Albuerne, Efficient thin lm CdS/CdTe
solar cells, Proceedings of the 16th IEEE Photovoltaic
Specialist Conference, New York, NY, USA, 27–30
September 1982.

60 J. Britt and C. Ferekides, Thin-lm CdS/CdTe solar cell with
15.8% efficiency, Appl. Phys. Lett., 1993, 62, 2851–2852, DOI:
10.1063/1.109629.

61 A. Bosio, S. Pasini and N. Romeo, The History of
Photovoltaics with Emphasis on CdTe Solar Cells and
Modules, Coatings, 2020, 10, 344, DOI: 10.3390/
coatings10040344.

62 B. C. Oregan and M. Grätzel, A low-cost, high-efficiency
solar cell based on dye-sensitized colloidal TiO2 lms,
Nature, 1991, 353, 737–740, DOI: 10.1038/353737a0.

63 U. Farva, H. W. Lee, R. N. Kim, D. G. Lee, D. W. Kang and
J. Kim, Growth temperature inuence on atomic-layer-
deposited In2O3 thin lms and their application in
inorganic perovskite solar cells, Nanomaterials, 2021, 11,
2047, DOI: 10.3390/nano11082047.

64 H. Fu, Y. Li, J. Yu, Z. Wu, Q. Fan, F. Lin, H. Y. Woo, F. Gao,
Z. Zhu and K. Y. Alex, High Efficiency (15.8%) All-Polymer
Solar Cells Enabled by a Regioregular Narrow Bandgap
Polymer Acceptor Jen, J. Am. Chem. Soc., 2021, 143(7),
2665–2670, DOI: 10.1021/jacs.0c12527.

65 L. Lu, T. Zheng, Q. Wu, A. M. Schneider, D. Zhao and L. Yu,
Recent Advances in Bulk Heterojunction Polymer Solar
Cells, Chem. Rev., 2015, 115(23), 12666–12731, DOI:
10.1021/acs.chemrev.5b00098.
© 2023 The Author(s). Published by the Royal Society of Chemistry
66 Y. Guo, Y. Li, O. Awartani, J. Zhao, H. Han, H. A. D. Zhao
and H. Yan, A Vinylene-Bridged Perylenediimide-Based
Polymeric Acceptor Enabling Efficient All-Polymer Solar
Cells Processed under Ambient Conditions, Adv. Mater.,
2016, 28(38), 8483–8489, DOI: 10.1002/adma.201602387.

67 G. J. Zhang, X. P. Xu, Y. W. Lee, H. Y. Woo, Y. Li and Q. Peng,
Achieving a High Fill Factor and Stability in Perylene
Diimide–Based Polymer Solar Cells Using the Molecular
Lock Effect between 4,4′-Bipyridine and a Tri (8-
hydroxyquinoline) aluminium (III) Core, Adv. Funct.
Mater., 2019, 29, 1902079, DOI: 10.1002/adfm.201902079.

68 S. Dowland, T. Lutz, A. Ward, S. P. King, A. Sudlow,
M. S. Hill, K. C. Molloy and S. A. Haque, Direct Growth of
Metal Sulde Nanoparticle Networks in Solid-State
Polymer Films for Hybrid Inorganic–Organic Solar Cells,
Adv. Mater., 2011, 23, 2739–2744, DOI: 10.1002/
adma.201100625.

69 C. W. Tang, Two-Layer Organic Photovoltaic Cell, Appl.
Phys. Lett., 1986, 48(2), 183–185, DOI: 10.1063/1.96937.

70 H. Spanggaard and F. C. Krebs, A brief history of the
development of organic and polymeric photovoltaics, Sol.
Energy Mater. Sol. Cells, 2004, 83(2–3), 125–146, DOI:
10.1016/j.solmat.2004.02.021.

71 A. Raque, I. Ferreira, G. Abbas and A. Baptista, Recent
Advances and Challenges Toward Application of Fibers
and Textiles in Integrated Photovoltaic Energy Storage
Devices, Nano-Micro Lett., 2023, 15, 40, DOI: 10.1007/
s40820-022-01008-y.

72 J. M. Olson, S. R. Kurtz, N. H. Karam and C. Y. Tabery,
AlGaAs/GaAs tandem solar cells with quantum well
intermediate layers, Appl. Phys. Lett., 1990, 56(7), 655–657,
DOI: 10.1063/1.102730.

73 S. R. Kurtz, Multi-junction solar cells for space power, Sol.
Cells, 1992, 32(1–2), 15–22, DOI: 10.1016/0379-6787(92)
90242-X.

74 L. L. Kazmerski, H. J. Hovel and G. A. Antypas, Concentrator
solar cell development at Boeing, IEEE Trans. Electron
Devices, 1976, 23(7), 671–679, DOI: 10.1109/T-
ED.1976.18517.

75 L. L. Kazmerski, Forty years of concentrator photovoltaics
research, Sol. Energy, 1999, 65(1), 75–78, DOI: 10.1016/
S0038-092X(98)00120-1.

76 J. M. Saura, D. Chemisana, P. M. Rodrigo, F. M. Almonacid
and E. F. Fernández, Effect of non-uniformity on
concentrator multi-junction solar cells equipped with
refractive secondary optics under shading conditions,
Energy, 2022, 238, 122044, DOI: 10.1016/
j.energy.2021.122044.

77 S. Alwin, V. Ramasubbu and X. S. Shajan, TiO2 aerogel–
metal organic framework nanocomposite: a new class of
photoanode material for dye-sensitized solar cell
applications, Bull. Mater. Sci., 2018, 41(27), 2018, DOI:
10.1007/s12034-017-1532-8.

78 B. Chen, Z. Yang, Q. Jia, R. J. Ball, Y. Zhu and Y. Xia,
Emerging applications of metal-organic frameworks and
derivatives in solar cells: Recent advances and challenges,
RSC Adv., 2023, 13, 12244–12269 | 12261

https://doi.org/10.1039/C6TA09174A
https://doi.org/10.1002/solr.201900499
https://doi.org/10.1016/j.solener.2018.03.054
https://doi.org/10.1016/j.solmat.2011.09.041
https://doi.org/10.1016/j.solmat.2011.09.041
https://doi.org/10.1002/pip.899
https://doi.org/10.1063/1.1721711
https://doi.org/10.1063/1.109629
https://doi.org/10.3390/coatings10040344
https://doi.org/10.3390/coatings10040344
https://doi.org/10.1038/353737a0
https://doi.org/10.3390/nano11082047
https://doi.org/10.1021/jacs.0c12527
https://doi.org/10.1021/acs.chemrev.5b00098
https://doi.org/10.1002/adma.201602387
https://doi.org/10.1002/adfm.201902079
https://doi.org/10.1002/adma.201100625
https://doi.org/10.1002/adma.201100625
https://doi.org/10.1063/1.96937
https://doi.org/10.1016/j.solmat.2004.02.021
https://doi.org/10.1007/s40820-022-01008-y
https://doi.org/10.1007/s40820-022-01008-y
https://doi.org/10.1063/1.102730
https://doi.org/10.1016/0379-6787(92)90242-X
https://doi.org/10.1016/0379-6787(92)90242-X
https://doi.org/10.1109/T-ED.1976.18517
https://doi.org/10.1109/T-ED.1976.18517
https://doi.org/10.1016/S0038-092X(98)00120-1
https://doi.org/10.1016/S0038-092X(98)00120-1
https://doi.org/10.1016/j.energy.2021.122044
https://doi.org/10.1016/j.energy.2021.122044
https://doi.org/10.1007/s12034-017-1532-8
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ra01454a


RSC Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 9

/2
3/

20
23

 1
0:

56
:2

5 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
Mater. Sci. Eng., R, 2023, 152, 100714, DOI: 10.1016/
j.mser.2022.100714.

79 P. R. Kumar, V. Ramasubbu, X. Sahaya Shajan and
E. M. Mothi, Porphyrin-sensitized quasi-solid solar cells
with MOF composited titania aerogel photoanodes, Mater.
Today Energy, 2020, 18, 100511–100517, DOI: 10.1016/
j.mtener.2020.100511.

80 W. Moloto, P. Mbule, E. Nxumalo and B. Ntsendwana,
Stabilizing effects of zinc(II)-benzene-1,3,5-tricarboxylate
metal organic frameworks on the performance of TiO2
photoanodes for use in dye-sensitized solar cells, J.
Photochem. Photobiol., A, 2021, 407, 113063, DOI: 10.1016/
j.jphotochem.2020.113063.

81 L. G. da Trindade, K. M. N. Borba, A. B. Trench, L. Zanchet,
V. Teodoro, F. M. L. Pontes, E. Longo and T. M. Mazzo,
Effective strategy to coupling Zr-MOF/ZnO: Synthesis,
morphology and photoelectrochemical properties
evaluation, J. Solid State Chem., 2021, 293, 121794, DOI:
10.1016/j.jssc.2020.121794.

82 H. S. Vogelbaum and G. Sauvé, Recently developed high-
efficiency organic photoactive materials for printable
photovoltaic cells: a mini review, Synth. Met., 2017,
223(107–121), 0379–6779, DOI: 10.1016/
j.synthmet.2016.12.011.

83 J. Ackermann, C. Videlot and A. El Kassmi, Growth of
organic semiconductors for hybrid solar cell application,
Thin Solid Films, 2002, 403–404, 157–161, DOI: 10.1016/
S0040-6090(01)01578-4.

84 M. S. A. Kamel, A. Al-jumaili, M. Oelgemöller and
M. V. Jacob, Inorganic nanoparticles to overcome
efficiency inhibitors of organic photovoltaics: An in-depth
review, Renewable Sustainable Energy Rev., 2022, 166,
112661, DOI: 10.1016/j.rser.2022.112661.

85 J. P. Mailoa, C. D. Bailie, E. C. Johlin, E. T. Hoke, A. J. Akey,
W. H. Nguyen, M. D. McGehee and T. Buonassisi, A 2-
terminal perovskite/silicon multijunction solar cell
enabled by a silicon tunnel junction, Appl. Phys. Lett.,
2015, 106, 121105, DOI: 10.1063/1.4914179.

86 T. P. White, N. Lal and K. R. Catchpole, Tandem Solar Cells
Based on High-Efficiency c-Si Bottom Cells: Top Cell
Requirements for >30% Efficiency, IEEE J. Photovolt.,
2014, 4(1), 208–214, DOI: 10.1109/JPHOTOV.2013.2283342.

87 N. N. Lal, T. White and K. R. Catchpole, Optics and Light
Trapping for Tandem Solar Cells on Silicon, IEEE J.
Photovolt., 2014, 4(6), 1380–1386, DOI: 10.1109/
JPHOTOV.2014.2342491.

88 C. Deibel, T. Strobel and V. Dyakonov, Role of the Charge
Transfer State in Organic Donor–Acceptor Solar Cells, Adv.
Mater., 2010, 22, 4097–4111, DOI: 10.1002/
adma.201000376.

89 H. Haloui, K. Touafek and A. Khelifa, Modeling of a hybrid
thermal photovoltaic (PVT) collector based on thin lm
organic solar cells, Electr. Power Syst. Res., 2022, 210,
108131, DOI: 10.1016/j.epsr.2022.108131.

90 Y. K. Kim, T. H. Lee, J. Yeop, W. J. Byun, J. H. Kim, J. Y. Kim
and J. S. Lee, Hetero-tandem organic solar cells drive water
electrolysis with a solar-to-hydrogen conversion efficiency
12262 | RSC Adv., 2023, 13, 12244–12269
up to 10, Appl. Catal., B, 2022, 309, 121237, DOI: 10.1016/
j.apcatb.2022.121237.

91 V. M. Moorthy and V. M. Srivastava, Device Modeling of
Organic Photovoltaic Cells with Traditional and Inverted
Cells Using s-SWCNT:C60 as Active Layer, Nanomaterials,
2022, 12, 2844, DOI: 10.3390/nano12162844.

92 J. Wang, Y. Cui, Y. Xu, K. Xian, P. Bi, Z. Chen, K. Zhou,
L. Ma, T. Zhang, Y. Yang, Y. Zu, H. Yao, X. Hao, L. Ye and
J. Hou, A New Polymer Donor Enables Binary All-Polymer
Organic Photovoltaic Cells with 18% Efficiency and
Excellent Mechanical Robustness, Adv. Mater., 2022, 34,
2205009, DOI: 10.1002/adma.202205009.

93 T. Zhang, C. An, Y. Cui, J. Zhang, P. Bi, C. Yang, S. Zhang
and J. Hou, A Universal Nonhalogenated Polymer Donor
for High-Performance Organic Photovoltaic Cells, Adv.
Mater., 2022, 34, 2105803, DOI: 10.1002/adma.202105803.

94 Z. Wang, A. Tang, H. Wang, Q. Guo, Q. Guo, X. Sun, Z. Xiao,
L. Ding and E. Zhou, Organic photovoltaic cells offer
ultrahigh VOC of ∼ 1.2 V under AM 1.5G light and a high
efficiency of 21.2% under indoor light, Chem. Eng. J.,
2023, 451(4), 1–8, DOI: 10.1016/j.cej.2022.139080.

95 R. Ilmi, A. Haque and M. S. Khan, High efficiency small
molecule-based donor materials for organic solar cells,
Org. Electron., 2018, 58, 53–62, DOI: 10.1016/
j.orgel.2018.03.048.

96 M. Zhu, K. Meng, C. Xu, J. Zhang and G. Ni, Lateral
photovoltaic effect in ITO/PEDOT:PSS/MEH-PPV:PCBM/Al
organic photovoltaic cells, Org. Electron., 2020, 78, 1–5,
DOI: 10.1016/j.orgel.2019.105585.

97 Md. H. Rahaman, B. Sang, Md. A. Hossain, B. Hoex,
P. M. Santiago, V. D. Mitchell, A. Uddin and J. A. Stride,
Impact of the bilayer electron transport layer in the donor
acceptor bulk heterojunctions for improved inverted
organic photovoltaic performance, Appl. Surf. Sci., 2023,
612, 1–12, DOI: 10.1016/j.apsusc.2022.155669.

98 L. Ma, Y. Cui, J. Zhang, K. Xian, Z. Chen, K. Zhou, T. Zhang,
W. Wang, H. Yao, S. Zhang, X. Hao, L. Ye and J. Hou, High-
Efficiency and Mechanically Robust All-Polymer Organic
Photovoltaic Cells Enabled by Optimized Fibril Network
Morphology, Adv. Mater., 2022, 2208926, DOI: 10.1002/
adma.202208926.

99 M. Jahandar, A. Prasetio, C. Lee, H. Kim, A. R. Kim, J. Heo,
Y. Kim, S. Kim and D. C. Lim, Highly efficient exible
organic photovoltaic modules for sustainable energy
harvesting under low-light condition via suppressing
voltage-drop by metal-mediated cross-linkable polymer
interfacial layer, Chem. Eng. J., 2022, 448, 1–12, DOI:
10.1016/j.cej.2022.137555.

100 G. Bianchi, C. Carbonera, L. Ciammaruchi, N. Camaioni,
N. Negarville, F. Tinti, G. Forti, A. Nitti, D. Pasini,
A. Facchetti, R. M. Pankow, T. J. Marks and R. Po, An
Anthradithiophene Donor Polymer for Organic Solar Cells
with a Good Balance between Efficiency and Synthetic
Accessibility, Sol. RRL, 2022, 6, 2200643, DOI: 10.1002/
solr.202200643.

101 K. Y. Ryu, S. Shaan, J. Shin, Y. J. Lee, M. Lee and K. Kim,
Linear polyurethane ionenes for stable interlayer of organic
© 2023 The Author(s). Published by the Royal Society of Chemistry

https://doi.org/10.1016/j.mser.2022.100714
https://doi.org/10.1016/j.mser.2022.100714
https://doi.org/10.1016/j.mtener.2020.100511
https://doi.org/10.1016/j.mtener.2020.100511
https://doi.org/10.1016/j.jphotochem.2020.113063
https://doi.org/10.1016/j.jphotochem.2020.113063
https://doi.org/10.1016/j.jssc.2020.121794
https://doi.org/10.1016/j.synthmet.2016.12.011
https://doi.org/10.1016/j.synthmet.2016.12.011
https://doi.org/10.1016/S0040-6090(01)01578-4
https://doi.org/10.1016/S0040-6090(01)01578-4
https://doi.org/10.1016/j.rser.2022.112661
https://doi.org/10.1063/1.4914179
https://doi.org/10.1109/JPHOTOV.2013.2283342
https://doi.org/10.1109/JPHOTOV.2014.2342491
https://doi.org/10.1109/JPHOTOV.2014.2342491
https://doi.org/10.1002/adma.201000376
https://doi.org/10.1002/adma.201000376
https://doi.org/10.1016/j.epsr.2022.108131
https://doi.org/10.1016/j.apcatb.2022.121237
https://doi.org/10.1016/j.apcatb.2022.121237
https://doi.org/10.3390/nano12162844
https://doi.org/10.1002/adma.202205009
https://doi.org/10.1002/adma.202105803
https://doi.org/10.1016/j.cej.2022.139080
https://doi.org/10.1016/j.orgel.2018.03.048
https://doi.org/10.1016/j.orgel.2018.03.048
https://doi.org/10.1016/j.orgel.2019.105585
https://doi.org/10.1016/j.apsusc.2022.155669
https://doi.org/10.1002/adma.202208926
https://doi.org/10.1002/adma.202208926
https://doi.org/10.1016/j.cej.2022.137555
https://doi.org/10.1002/solr.202200643
https://doi.org/10.1002/solr.202200643
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ra01454a


Review RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 9

/2
3/

20
23

 1
0:

56
:2

5 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
photovoltaics, J. Power Sources, 2022, 542, 1–6, DOI:
10.1016/j.jpowsour.2022.231772.

102 C. Y. Chan, Y. C. Wong, M. Y. Chan, S. H. Cheung, S. K. So
and V. W. W. Yam, Hole-Transporting Spirothioxanthene
Derivatives as Donor Materials for Efficient Small-
Molecule-Based Organic Photovoltaic Devices, Chem.
Mater., 2014, 26(22), 6585–6594, DOI: 10.1021/cm5033699.

103 J. Gong, J. Liang and K. Sumathy, Review on dye-sensitized
solar cells (DSSCs): fundamental concepts and novel
materials, Renewable Sustainable Energy Rev., 2012, 16,
5848–5860, DOI: 10.1016/j.rser.2012.04.044.

104 W. Zhang, Y. Xu, H. Wang, C. Xu and S. Yang, Fe3O4
nanoparticles induced magnetic eld effect on efficiency
enhancement of P3HT:PCBM bulk heterojunction
polymer solar cells, Sol. Energy Mater. Sol. Cells, 2011, 95,
2880–2885, DOI: 10.1016/j.solmat.2011.06.005.

105 M. H. Rahaman, J. Holland, M. A. Hossain, L. Duan,
B. Hoex, P. M. Santiago, V. D. Mitchell, A. Uddin and
J. A. Stride, Increased Efficiency of Organic Solar Cells by
Seeded Control of the Molecular Morphology in the Active
Layer, Sol. RRL, 2022, 6, 2200184, DOI: 10.1002/
solr.202200184.

106 L. Timotijevic, M. Vujisic and K. Stankovic, Simulation of
radiation effects in ultra-thin insulating layers, Nucl.
Technol. Radiat. Prot., 2013, 28, 308–315, DOI: 10.2298/
NTRP1303308T.
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