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  1. Introduction 

 The development of materials technology has been an impor-
tant part of human history for many ages. Materials technology 
enables novel applications, and they in turn assist in the explo-
ration of new science. New scientifi c concepts enable even 
more advanced materials technologies; the progress in metal-
lurgy from the Bronze Age to the Iron Age is a prime example 
of this advancement. Materials play an important role in the 
positive feedback loop established between science and tech-
nology. Two of the most ubiquitous examples from the past 
century are those of semiconductor technologies and optical 
communications. Both of these areas have revolutionized our 

capability to process information, and the 
speeds at which we can process informa-
tion have risen exponentially in the past 
few decades, mainly because of the scaling 
of semiconductor electronic components 
predicted by Moore’s Law. [  1  ]  The elemen-
tary electronic switch (the transistor) has 
been scaled down from about 200 nm to 
35 nm within the last decade to achieve 
drastically higher operating speeds. Fur-
ther signifi cant scaling, however, poses 
many substantial diffi culties such as 
short-channel effects, gate leakage and 
drastically increasing power density. [  2,3  ]  
As a result of these challenges, alternative 
technologies have gained signifi cant atten-
tion in the quest to increase information 
processing speeds. As one such alternative 
technology, the fi eld of plasmonics has the 
potential to support our ever-increasing 
needs for information processing. [  4  ]  
Recently, the application domain of plas-

monics has expanded signifi cantly with the introduction of 
the related fi elds of metamaterials [  5–6  ]  and transformation 
optics (TO). [  7  ]  Many novel physical phenomena and applica-
tion prototypes have been demonstrated so far in plasmonics, 
metamaterials and TO. However, advancing these novel con-
cepts and prototypes into real, practical technologies requires 
support from materials technology. [  8–10  ]  Plasmonics and meta-
materials are in a situation where engineering the properties 
of the constituent materials is of utmost importance. [  8  ]  In this 
review we consider the recent developments in the emerging 
fi eld of materials research for plasmonics and metamaterials. 
Specially, we focus on the design of metal-like materials using 
unconventional materials, and we discuss their advantages and 
disadvantages in various applications for plasmonics and meta-
materials. Before we discuss the details of the problems arising 
from conventional plasmonic materials and how to overcome 
these issues with new materials, it is important to understand 
how plasmonic and metamaterial devices work and the role of 
plasmonic materials in those devices. We therefore begin with 
an overview of plasmonic and metamaterial devices as a moti-
vation for the need for new metal-like materials.   

 2. Motivation 

 The fi eld of plasmonics has received signifi cant attention 
recently, although some applications of plasmonics have 
been known for ages. [  11–14  ]  The Lycurgus Cup of the ancient 
Roman era and the stained glass decorating medieval cathe-
drals both get their vibrant colors from optical plasmonic 

 Materials research plays a vital role in transforming breakthrough scientifi c 

ideas into next-generation technology. Similar to the way silicon revolution-

ized the microelectronics industry, the proper materials can greatly impact 

the fi eld of plasmonics and metamaterials. Currently, research in plasmonics 

and metamaterials lacks good material building blocks in order to realize 

useful devices. Such devices suffer from many drawbacks arising from the 

undesirable properties of their material building blocks, especially metals. 

There are many materials, other than conventional metallic components such 

as gold and silver, that exhibit metallic properties and provide advantages in 

device performance, design fl exibility, fabrication, integration, and tunability. 

This review explores different material classes for plasmonic and metamate-

rial applications, such as conventional semiconductors, transparent con-

ducting oxides, perovskite oxides, metal nitrides, silicides, germanides, and 

2D materials such as graphene. This review provides a summary of the recent 

developments in the search for better plasmonic materials and an outlook of 

further research directions. 
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resonances induced in the metal nanoparticles embedded 
in the glass. [  12  ]  When light interacts with a metal, the cloud 
of free electrons in the metal can support a wave of charge 
density fl uctuations on the surface of the metal. [  15  ]  This phe-
nomenon is called a surface plasmon wave and can be used 
in a number of advanced applications. Surface plasmons can 
couple light strongly to the metal surface and thereby greatly 
enhance light-matter interactions. These strong interactions 
have two important consequences, light can be confi ned in an 
area smaller than that predicted by the diffraction limit; and 
the local electromagnetic fi eld intensity can be enhanced by 
many orders of magnitude. These consequences are of special 
importance because they open a horizon of new physical phe-
nomena whose applications could revolutionize our daily lives. 
One of the major applications of plasmonics is in chemical 
sensing. [  16  ]  Since plasmonics enhance light-matter interactions 
by many orders of magnitude, minute changes in the local 
environment can be amplifi ed signifi cantly to enable ultrasen-
sitive detection. Yet another important possible application of 
plasmonics is in information processing. [  4  ,  14  ]  The need for new 
technologies to enable higher processing speeds is growing 
due to the diffi culty in scaling nanoelectronic components. 
Optical communication is the fastest available means of infor-
mation processing because of its extremely high bandwidth. 
However, optical components are relatively bulky and cannot 
be packed together as compactly as the ubiquitous nanoelec-
tronic components. For example, each integrated circuit chip 
consists of billions of tiny transistors, each only a few tens of 
nanometers in size. Such high-density packing is not possible 
for optical components because of the diffraction limit. In con-
ventional optical systems, light can only be focused to a size 
on the order of the wavelength due to diffraction effects. At 
the telecommunications wavelength of 1.55 micrometers, for 
example, the diffraction limit for light in a high-index dielec-
tric such as silicon is about 500 nm. Thus, the sizes of optical 
components must be at least a few hundreds of nanometers 
in size to avoid diffraction. Further size reductions below the 
diffraction limit are possible with plasmonics (see  Figure    1  a). 
With the help of plasmonics, we can miniaturize optical com-
ponents and integrate them on-chip while leveraging on the 
large bandwidth of light.  

 Manipulating light at the nanoscale using plasmonics is 
complemented by metamaterials and TO. Transformation 
optics is a concept that enables extreme control over the fl ow of 
light. [  7  ,  17,18  ]  This control often requires a certain distribution of 
permittivity and permeability within the material. Since natural 
materials cannot provide such arbitrary distributions in mate-
rial's optical properties, artifi cial materials called metamaterials 
are used instead. Metamaterials are artifi cial materials whose 
properties are engineered by design. [  19  ]  The building elements 
of a metamaterial (called meta-molecules or meta-atoms) are 
much smaller than the wavelength, unlike the building blocks 
of photonic crystals that have sizes on the order of the wave-
length (see Figure  1 b). The careful design of meta-molecules 
is critical for achieving the desired optical characteristics of a 
metamaterial. New functionalities such as optical magnetism, 
sub-diffraction resolution and a negative refractive index have 
been demonstrated based on the principles of metamaterials 
and TO. [  5  ]  
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real part (  ε  ′ or   ε   1 ) signifi es the polarization response and whose 
imaginary part (  ε  ″ or   ε   2 ) denotes the optical losses. At optical 
frequencies, metals exhibit a negative real permittivity, while 
dielectrics exhibit a positive real permittivity. [  21  ]  The imaginary 
part of the permittivity for dielectrics can be practically zero, 
but this is not the case for metals–metals are always associ-
ated with losses that arise largely from electronic transitions. 
Loss is a critical factor that limits the performance of optical 
devices. There are other issues associated with using metals in 
real applications, which forms a bottleneck in the design, fabri-
cation and integration of various plasmonic and metamaterial 
devices. In the following section, we provide an overview of the 
important drawbacks associated with conventional plasmonic 
materials.   

 3. Problems with Conventional Plasmonic 
Materials 

 Metals such as gold and silver are commonly used in plasmonic 
and optical metamaterial devices because of their small ohmic 
losses or high DC conductivity. However, at optical frequencies 
another loss mechanism namely interband transitions plays an 
important role in these metals. [  22  ]  Loss arising from interband 
transitions occurs when a valence electron in a metal absorbs 
a photon to jump to the Fermi surface or an electron near the 
Fermi-surface absorbs a photon to jump to the next unoccupied 
conduction band. [  23  ]  This is the loss mechanism that is respon-
sible for the color of copper and gold.  Figure    2   shows the imagi-
nary part of permittivity of gold in the optical range adopted 
from Johnson & Christy. [  22  ]  The loss depicted by the imaginary 
part of permittivity can be split into two parts: interband and 
intraband losses. The intraband losses (or Drude losses) in gold 
are high in the near-infrared (NIR) and are lower for shorter 

 Metamaterials are built from natural materials that are pat-
terned at the nanoscale and arranged in a specifi c geometry. In 
general, the constituents of a meta-molecule are metals and die-
lectrics. Metals are also called the plasmonic elements of a met-
amaterial because of the nature of their interaction with light. 
The optical response of these natural materials is described by 
their dielectric permittivity,   ε  , and magnetic permeability,   µ  . [  20  ]  
At optical frequencies, the magnetic interaction is weak and, 
hence, permeability is very close to one for all natural materials. 
Therefore dielectric permittivity (also known as the dielectric 
function) is the parameter that describes the optical response 
of natural materials. Permittivity is a complex quantity whose 

     Figure  1 .     a) Our information processing demands are met by various 
technologies offering different trade-offs between the integration density 
or device dimension and the speed of processing (redrawn from ref. [  4  ] ). 
b) A metamaterial made from subwavelength metal-dielectric inclusions 
exhibits effective permeability and permittivity that natural materials may 
not be able to exhibit.  

     Figure  2 .     Imaginary permittivity or optical losses in gold: [  22  ]  the individual 
contributions from free electron losses (intraband transitions) and inter-
band transition losses are shown.  
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noble metals can be traced to their very large carrier concentra-
tions. From Equation 1, we see that the magnitude of   ε  ′ scales 
almost directly with   ω   p  2  or carrier concentration ( n ). Thus, 
reducing the carrier concentration in noble metals would help 
in reducing the magnitude of   ε  ′. 

 Aside from the issues of loss and not adjustable dielectric 
permittivity described above, metals also pose nanofabrication 
challenges, especially when grown as thin fi lms. Metal thin 
fi lms exhibit quite different morphologies when compared to 
bulk metal, which can lead to the degradation of optical proper-
ties. [  29–32  ]  First of all, ultrathin metal fi lms deposited by common 
techniques such as evaporation or sputtering often grow as 
semi-continuous or discontinuous fi lms. Metal fi lms exhibit 
a percolation threshold in the fi lm thickness when grown on 
commonly used substrates such as glass, quartz, sapphire 
and silicon. [  33,34  ]  Overcoming this limit would require extra 
efforts such as using a wetting layer [  35–38  ]  or a lattice-matched 
substrate. [  39,40  ]  However, these approaches have limitations 
in terms of design integration and scalability. Generally, thin 
metal fi lms exhibit a structure composed of many small grains. 
In contrast, thick fi lms are typically composed of large grains, 
and their optical properties resemble those of the bulk material. 
When the fi lms are thin, the grainy structure causes additional 
grain-boundary scattering for free electrons and increases the 
losses in the metal. [  41,42  ]  This description can be easily under-
stood with the help of the permittivity function (  ε  ) of a metal. 
The free electron response in metals can be described by the 
Drude model as shown in Equation 1. It is   γ   that describes the 
scattering/ohmic loss mechanism in the conduction electrons 
of metals.   γ   is a phenomenological parameter that is dependent 
on the internal grain size of the metal fi lm. When the grain 
size is large, as in a bulk metal, the relaxation rate is given by 
  γ   0 . When the grain size is small, as in the case of thin metal 
fi lms, Equation 2 describes the enhanced relaxation rate that 
arises from additional grain-boundary scattering: [  43–45  ] 

 
γ = γ0 + A

vF

d   
(2)

   

where  A  is a dimensionless empirical constant,  v  F  is the Fermi 
velocity of the electrons in the metal and  d  is the average grain 
size. Smaller grains result in a larger   γ   and, hence, higher 
losses. Losses in thin metal fi lms can increase nearly three-
fold due to grain-boundary scattering. In order to avoid such 
additional losses in conventional plasmonic materials, single-
crystal growth of noble metal fi lms has been attempted. [  46,47  ]  
The improvement in losses is evident, but it is not substantial 
due to the limitations that arise from the nanopatterning of the 
metal fi lms. 

 Another loss mechanism that appears in nanopatterned 
metal fi lms is related to surface roughness. [  48,49  ]  Nanoscale pat-
terning invariably results in rough surfaces and edges, which 
cause additional scattering and optical losses. This effect can be 
empirically described by an additional increment in   γ  . In total, 
the increase in   γ   from its bulk value is captured in a loss factor 
as described in Equation 3. [  45  ]  Experimental fi ndings suggest 
that a loss factor of 3 to 5 is common in nanopatterned gold 
and silver fi lms.

 γ = (Loss factor) × γ0   (3)    

wavelengths. On the other hand, interband losses in gold are 
high for the shorter wavelengths in the visible range. These 
additional losses at optical frequencies caused by interband 
transitions make metals such as gold and silver unsuitable for 
many plasmonic and metamaterial devices. [  24  ]   

 Many applications, such as transformation-optics devices, 
require that the imaginary part of a metal's dielectric function 
be small. The imaginary part of permittivity depends on three 
important loss mechanisms: interband transitions, intraband 
transitions and additional scattering losses due to defects in 
solids. [  23  ]  Even if interband transitions are absent in the metal, 
intraband transitions and scattering losses are invariably pre-
sent and often result in large overall losses. In order to under-
stand the origin of this problem, a closer look at the free-elec-
tron response in a metal is helpful. The free-electron response 
in metals can be described by the Drude model [  25,26  ]  as shown 
in Equation 1.

 
ε(ω) = ε

′
+ iε

′ ′
= εb −

ω
2
p

(ω2 + γ 2)
+ i

ω
2
pγ

(ω2 + γ 2) ω   
(1)

    

 Here   ε   b  is the polarization response from the core electrons 
(background permittivity),   ω   p  is the plasma frequency and   γ   
is the Drude relaxation rate. Relaxation rate is responsible for 
scattering/ohmic losses and scales directly with the imagi-
nary part of the dielectric function. Similarly, the square of the 
plasma frequency,   ω   p  2 , which is proportional to carrier concen-
tration ( n ), also scales directly with   ε  ″. Hence, a small   ε  ″ can 
be achieved either by small   γ   or by a smaller carrier concentra-
tion, or preferably both. Attempts have been made to reduce   γ   
in conventional plasmonic materials (noble metals) by cooling 
them to cryogenic temperatures. [  27  ]  However, the improvement 
in losses is not suffi cient for practical devices. In conventional 
plasmonic materials the carrier concentration is very large 
( ≈ 10 23  cm  − 3 ), and this therefore signifi cantly increases the value 
of   ε  ″ in the NIR and visible regions. Decreasing the carrier 
concentration in these metals would be useful in signifi cantly 
reducing the magnitude of   ε  ″. 

 The high loss in conventional plasmonic materials is but 
one of the major disadvantages in using metals like gold and 
silver in plasmonics, optical metamaterials and TO. One issue 
is that the magnitude of the real part of the permittivity is very 
large in conventional metals. [  24  ]  This is a problem in designing 
many TO devices because these devices often require meta-
molecules with a nearly balanced polarization response. [  18  ,  28  ]  In 
other words, the polarization response from the metallic com-
ponents should be of the same order as that from the dielectric 
components within each meta-molecule. When the real parts of 
permittivity of the metal and dielectric are on the same order, 
the geometric fi ll fractions of the metal and dielectric can be 
readily tuned to match the design requirements. On the other 
hand, if the magnitude of the magnitude of the real part of 
permittivity of the metal is a few orders larger than that of the 
dielectric, the metal fi ll fraction in the meta-molecule will be a 
few orders smaller than that of the dielectric. This constraint 
would necessitate very tiny metal inclusions in the meta-mol-
ecule, which poses a number of problems especially in terms 
of successful nanofabrication. Thus, having smaller magni-
tudes of   ε  ′ for plasmonic materials would be advantageous in 
many applications. The origin of the large magnitude of   ε  ′ in 
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The signifi cance of a particular alternative depends on the end 
application, but general criteria for the choice of an alternative 
plasmonic material can be outlined from the issues raised in 
the preceding discussions. 

 In the following sections, we review the concept of an ideal 
plasmonic material and discuss its feasibility. We identify two 
routes to realizing a good alternative plasmonic material. The 
two approaches are discussed in detail and cover different 
material systems, including popular semiconductors, trans-
parent conducting oxides, ceramic nitrides, silicides and other 
intermetallics. This overview is followed by a brief discussion 
on 2D materials that can support plasmons. The subsequent 
section discusses the merits and shortcomings of each mate-
rial system for different classes of metamaterial and plasmonic 
applications, such as localized surface plasmon resonance 
(LSPR) devices, surface plasmon-polariton (SPP) waveguides, 
resonant metamaterials such as negative-index metamaterials, 
TO devices such as cloaks, hyperbolic metamaterials (HMMs), 
epsilon-near-zero (ENZ) devices, and fi nally tunable meta-
materials. We conclude with a summary and outlook on the 
emerging research fi eld of alternative plasmonic materials.   

 4. Elusive Lossless Metals 

 A material with a purely real and negative permittivity (  ε  ″  =  0 
and   ε  ′  <  0) would be an ideal candidate to replace metals in 
most of the plasmonic and metamaterial devices. Such a mate-
rial produces a metallic response to light while exhibiting zero 
losses. However, it is impossible to have zero losses and nega-
tive permittivity simultaneously for all frequencies in any dis-
persive material due to the causality condition. [  62  ]  All is not 
lost, though–there can be a frequency interval in which the per-
mittivity is purely real and negative. This is possible without 
violating causality only when there are large losses present at 
lower frequencies. A theoretical solution satisfying this require-
ment has been proposed by Khurgin and Sun. [  63  ]   Figure    3   
shows two possible electronic band structures for a metal. 

 Another important issue to consider in the context of real-
istic devices and integration is the chemical stability of the 
materials. The degradation of metals on exposure to air/oxygen 
or humidity would pose additional problems in fabrication and 
integration of devices. Among conventional plasmonic mate-
rials, silver and copper are well known to degrade in air, but 
gold is very stable in air. While copper forms a native oxide 
layer in air, [  50,51  ]  silver is sensitive to sulfi dation and tarnishes 
to form a layer of silver sulfi de. [  52–54  ]  The tarnishing of these 
metals has a direct consequence on their optical properties, 
and the optical losses increase, which in turn results in larger 
values of the imaginary part of the dielectric function. 

 Another important technological challenge associated with 
noble metals is that they are not compatible with standard 
silicon manufacturing processes. This precludes plasmonic 
and metamaterial devices from leveraging on standard nano-
fabrication technologies. This also diminishes the possibility 
of integrating plasmonic and metamaterial components with 
nanoelectronic components. The compatibility issue with noble 
metals arises from the fact that these metals can diffuse into 
silicon to form deep traps, which severely affects the perfor-
mance of nanoelectronics devices. [  55–57  ]  Hence the integration 
of noble metals into silicon manufacturing processes is a dif-
fi cult challenge. Recently, copper has being incorporated into 
silicon processes, but additional, special processing steps are 
needed to create diffusion barriers between the silicon and the 
copper. [  58,59  ]  Gold and silver still remain outside the realm of 
feasibility for silicon manufacturing processes. 

 Major drawback of metals is that their optical properties cannot 
be tuned or adjusted easily. For example, the carrier concentra-
tion of metals cannot be changed much with the application of 
moderate electric fi elds, optical fi elds, or temperature, etc. Hence, 
in applications where switching or modulation of the optical 
properties is essential, metals are not the convenient choices. 

 With all the shortcomings of conventional plasmonic mate-
rials, researchers have been motivated to search for better alter-
natives. [  24  ,  60,61  ]  Many alternatives to metals have been proposed 
that overcome one or more of the drawbacks mentioned above. 

     Figure  3 .     A schematic showing bandstructures of a) metal with losses b) metal with no losses in a specifi c wavelength range. The arrows (labeled (i) 
through (v)) show the electronic transitions upon absorption of a photon of the corresponding energy. Redrawn from ref. [  63  ]   
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electrons, thereby reducing the concentration of free electrons 
in aluminum. This changes not only the electronic band struc-
ture, but also the conduction-band electron distribution. Con-
sidering the fact that there are no lossless metals found so far 
in nature, lossless metals remain an elusive goal. 

 Although naturally occurring loss-free metals may not exist, 
incorporating gain into the structure of a metal in order to com-
pensate for losses is an engineering strategy that has worked 
well. [  64–69  ]  Gain media such as organic dyes, quantum dots, and 
solid-state materials including semiconductor structures can 
provide the amplifi cation necessary to partially or fully compen-
sate losses. Most of these techniques are resonant mechanisms 
and, hence, are narrowband. Also, the practical losses in noble 
metals are so high that enormously large gain is essential to 
compensate the losses. Additionally, incorporating gain compli-
cates fabrication and adds noise to the device. Thus, it would be 
more practical to have a metal with much smaller losses than 
those in noble metals even though the material may not be com-
pletely loss-free. Supposing that losses would be tolerable if they 
can be scaled down from the high-loss levels of noble metals, 
many solutions become possible for each wavelength range. 
Carefully observing the dielectric function described by the 
Drude model (Equation 1), we notice that reducing   γ   can directly 
scale down the losses. Many possibilities have been explored 
in reducing the carrier-damping losses in metals. [  27  ,  70–72  ]  
However, the losses could not be reduced signifi cantly in the 
optical range. 

 Another possibility for reducing loss in metals is to reduce 
  ω   p , which can reduce the magnitudes of both of the real per-
mittivity and the imaginary permittivity. However,   ω   p  should 
not be reduced too much to retain a metallic response in 
the desired wavelength range. This lower limit on   ω   p  can be 
deduced from the Drude-model description of   ε   ′ (  ω  ). If we 
require metallic behavior (  ε  ′(  ω  )  <  0) for frequencies less than 
the cross-over frequency (  ω    <    ω   C ), then  ωp >

√

εb(ω2
C + γ 2)  . 

This also sets the lower limit on the imaginary part of permit-
tivity:  ε′ ′(ω) >

εbγ

ωC
for ω < ωC   . Both of these limits are useful in 

assessing and engineering different materials and their optical 
properties to produce alternative plasmonic materials. 

 There are two possibilities in producing alternative plas-
monic materials based on the Drude description. One of them 
is to dope semiconductors heavily and create enough free car-
riers that the material's optical properties become metallic 
in the desired wavelength range. [  73,74  ]  The other option is to 
remove excess free carriers from metals so as to reduce the car-
rier concentration to the desired value. [  75,76  ]  Both of these tech-
niques have their own benefi ts from the perspective of material 
design. The details of the two approaches and the recent devel-
opments based on them are discussed in the following sections. 

 Plasmonic materials are not necessarily Drude metals. The 
concept of a lossless metal discussed above is an example that 
does not follow the Drude model of free carriers. Metallic prop-
erties can be produced by a strong resonance as well. This con-
cept can be appreciated better by considering a two-level atomic 
system. The optical response of a two-level system is described 
by the Lorentz model:

 
ε(ω) = εb +

ω
2
p,12

ω
2
12 − ω2

− 2iωγ12  
(4)

   

Figure  3 a resembles the band structure of many common 
metals. Suppose, however, that a metal possesses an electronic 
band structure as shown in Figure  3 b. In this case, there could 
be a frequency range where optical losses due to electronic 
transitions (photo-generation of electron-hole pairs) can go to 
zero. Figure  3  shows three energy bands of the metal: a com-
pletely fi lled valence band (VB), an incompletely fi lled conduc-
tion band (CB-1) and a completely empty conduction band 
(CB-2). The energies of the ends of the bands are as indicated 
in the fi gure. When a photon of energy  E  less than ( E′  C1   −   E  C1 ) 
impinges on this material, an electron in CB-1 can absorb the 
photon and make an intraband transition. This is indicated 
by the label (i) in Figure  3 . Intraband transitions lead to large 
optical loss at low frequencies, similar to the losses observed in 
any Drude metal. Intraband transitions occur until the photon 
energy increases to ( E′  C1   −   E  C1 ) (label (ii) in the fi gure). When 
the energy of photon  E  is slightly greater than ( E′  C1   −   E  C1 ), there 
are no allowed states for any electronic transition in the case 
of Figure  3 b. Thus, a metal depicted by Figure  3 b is lossless 
at this photon energy. Notice that this situation never occurs 
in the case of Figure  3 a. The lossless regime lasts as long as 
the photon energy is less than the lower of ( E′  C2   −   E  F ) and 
( E  F   −   E  V ) because there are no allowed electronic transitions due 
to the unavailability of energy states. In other words, the joint 
density-of-states (JDOS) for the photon energy  E  is zero. Hence, 
the optical loss falls to zero (  ε ″   =  0) in the range of energies 
from ( E′  C1   −   E  C1 ) to the smaller of ( E′  C2   −   E  F ) and ( E  F   −   E  V ). 
For photon energy greater than ( E′  C2   −   E  F ), interband transi-
tions from CB-1 to CB-2 introduce optical losses (label (iv) in 
the fi gure). For a photon energy greater than ( E  F   −   E  V ), inter-
band transitions from VB to CB-1 contribute to optical losses 
(label (v) in the fi gure). The intraband transitions occurring 
at low photon energies present a polarization response that is 
adequate to produce a negative real permittivity, while the spe-
cial band structure can produce zero losses in a band of photon 
energies. Thus, it is theoretically possible to have a metal that is 
lossless in a desired frequency range.  

 The fact that none of the known metals have this specifi c 
band structure explains why natural metals are always with 
associated losses. In other words, there are no naturally occur-
ring materials that are simultaneously lossless and have nega-
tive real permittivity in any part of spectrum. Khurgin and 
Sun [  63  ]  suggested that stretching the sodium metal lattice by 
nearly a factor of two would make sodium satisfy the condi-
tions for being metallic (  ε  ′  <  0) and loss-free in the mid-IR. The 
paper also provides tight-binding calculations of the band struc-
ture and, thereby, the dielectric function of lattice-stretched 
sodium and shows that such a material is metallic and lossless 
for wavelengths from 1.8  µ m to 2.4  µ m. Though this result is 
conceptually important, its practicality is not evident. Khurgin 
and Sun [  63  ]  also suggest techniques that could possibly stretch 
the lattice spacing between metal atoms. One of their proposed 
techniques is to incorporate foreign atoms in the metal lattice 
to stretch the lattice. As an example, AlO is metallic with the 
inter-Al spacing increased by the addition of oxygen atoms. 
Such possibilities require careful consideration of how the band 
structure would be modifi ed by the foreign atoms and how the 
contribution to the free-electron cloud would be affected. In 
the case of AlO, every oxygen nucleus bonds to two aluminum 

Adv. Mater. 2013, 25, 3264–3294



3270

www.advmat.de
www.MaterialsViews.com

wileyonlinelibrary.com © 2013 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

R
E
V
I
E
W

however, the EIT mechanism can in principle produce nearly 
lossless metals. 

 As described above, there are many techniques in which 
losses in metals could be reduced. However, the technologically 
important techniques are those which could be easily realizable 
and integrated into devices. Tailoring Drude metals by altering 
their plasma frequencies is a technique that does not pose 
any major technological limitation and hence, is a very useful 
approach. Previously, two popular strategies were mentioned 
that can tailor-make metals: turning a semiconductor into a 
metal by heavy doping, and reducing the carrier concentration 
in a metal to cause it to become less metallic. We will review 
these two techniques and their applications in detail in the fol-
lowing sections.   

 5. Semiconductors to Metals 

 Increasing the carrier concentration in semiconductors enough 
to cause them to behave like metals is accomplished through 
doping. Achieving metal-like optical properties (  ε  ′  <  0) in the 
spectrum of interest puts a lower limit on the carrier concentra-
tion that must be achieved by doping. The optical response of 
free carriers as described by the Drude model (Equation 1) can 
be used to estimate this minimum carrier concentration. To 
obtain metal-like properties (  ε  ′  <  0) for   ω    <    ω   C , the lower limit 
on the plasma frequency (  ω   p ) and hence the carrier concentra-
tion ( n ) is given by Equation 5:

 

ω
2
p > εb(ω2

C + γ
2)

n >
ε0m∗

e2
εb(ω2

C + γ
2)

  

(5)

   

where   ε   0  is the vacuum permittivity,  e  is the electron charge, 
and  m  ∗    is the effective mass of the carrier.  Table    1   shows the 
estimates of carrier concentration that would be required for 
many common semiconductors in order to obtain   ε  ′  =   − 1 at 
the technologically important telecommunication wavelength 

where   ε   b  is the background permittivity,   ω   12  is the energy differ-
ence between levels 2 and 1,   γ   12  is the damping co-effi cient of 
the resonance, and   ω   p,12  is the strength of the resonance.   ω   2  p,12  
is proportional to the density of oscillators per unit volume. 
When   ω    >    ω   12 , the real permittivity can be less than zero 
depending on the strength of resonance. The losses associated 
with the resonance depend on   γ   12 . Thus, a metallic response 
can be produced by the resonant absorption of photons in 
this material. Such materials are found abundantly in nature 
with varying properties and strengths of their resonances. 
For example, many organic molecules such as dyes absorb in 
specifi c wavelength bands due to electronic transitions. When 
many such molecules are packed closely together as in a thin 
fi lm, strong resonances can be achieved. This can produce a 
metal-like response for light. [  77,78  ]  The only drawbacks of this 
approach are that this phenomenon is associated with losses, 
and it is narrowband. 

 There are a few other techniques that can produce low-loss 
metals. One of these techniques is to use or design a mate-
rial with nearly zero loss resulting from electromagnetically 
induced transparency (EIT). [  79  ]  The nonlinear optical phenom-
enon responsible for EIT can render a material lossless to reso-
nant laser radiation. In a material with two resonant absorption 
frequencies, the material can become nearly lossless at one of 
the resonances if a strong saturating fi eld acts at the other reso-
nance frequency. [  80–82  ]  In this scenario, the real permittivity of 
the material may switch from negative to positive around the 
resonance frequency where the losses are nearly zero. Thus, 
there can be a band of frequencies close to the resonance for 
which the real permittivity is negative and the losses are nearly 
zero. This phenomenon depends on the resonant nonlinear 
interaction of optical fi elds and, hence, is narrowband. Also, the 
phenomenon requires materials that possess a particular elec-
tronic structure. An additional disadvantage of this phenom-
enon is that it can require high-intensity optical excitation to 
produce a signifi cant nonlinearity. Despite these disadvantages, 

   Table  1.     Comparison of different heavily-doped semiconductors as potential alternative plasmonic materials. The table evaluates the carrier concen-
tration required to reduce the real permittivity of semiconductors to   ε  ′  =   − 1 at telecommunication wavelength (  λ    =  1.55  µ m). The electronic param-
eters of the semiconductors reported in the literature are used in Drude model to evaluate the optical properties in the NIR. 

Material Background 

permittivity (  ε   b )

Carrier mobility when 

heavily doped a)   [cm 2  V  − 1  s  − 1 ]

Effective 

mass ( m   ∗  )

Relaxation rate 

 [eV]

Carrier concentration required to achieve 

Re{  ε  }  =   − 1 at   λ    =  1.55  µ m  [× 10 20  cm  − 3 ]

Im{  ε  } or losses 

at   λ    =  1.55  µ m

n-Si [  318,319  ] 11.70 80 [  320  ] 0.270 0.0536 16.0 0.8508

p-Si [  319  ] 11.70 60 [  320  ] 0.390 0.0495 23.1 0.7853

n-SiGe [  321  ] 15.10 50 [  322  ] 0.24 0.0965 18.2 1.9414

n-GaAs [  124  ] 10.91 1000 [  323  ]  b) 0.068 0.017 3.76 0.2534

p-GaAs [  127  ] 10.91 60 0.44 [  324  ] 0.0438 24.4 0.6528

n-InP [  123  ,  325  ] 9.55 700 0.078 0.0212 3.82 0.2796

n-GaN [  136–138  ] 5.04 50 0.24 0.0965 6.83 0.7283

p-GaN [  136–138  ] 5.24 5 1.4 0.1654 42.3 1.290

Al:ZnO [  326  ] 3.80 47.6 0.38 0.064 8.52 0.384

Ga:ZnO [  327  ] 3.80 30.96 0.38 0.0984 8.59 0.5904

ITO [  328  ] 3.80 36 0.38 0.0846 8.56 0.5077

    a) Mobility values used in the calculations;  b) Mobility corresponding to the free electron concentration of 1  ×  10 19  cm  − 3 .   
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(  λ    =  1.55  µ m). In this scenario,   ω   C  (cross-over frequency) is 
slightly higher than the telecommunication frequency. For 
many of the common semiconductors such as silicon, the min-
imum carrier concentration to obtain metal-like optical proper-
ties in the NIR is about 10 21  cm  − 3 . Smaller   ε   b  and  m   ∗   values 
would slightly reduce the minimum carrier concentration, 
but a high carrier density is inevitable for achieving metal-like 
properties in the NIR. Such high carrier densities require ultra-
high doping densities, which poses major limitations. The chal-
lenges in ultrahigh doping will be discussed in the latter part of 
this section.  

 Another issue to be considered when choosing a semicon-
ductor for creating metal-like behavior is the mobility of the 
carriers. The Drude relaxation rate (  γ  ) can be related to the 
mobility (  µ  ) of the charge carrier at a given optical frequency 
by Equation 6:

 γ = e /µm∗

  (6)    

 Reducing the damping loss requires that the product of 
mobility and effective mass must be as large as possible. Mobility 
degrades signifi cantly with higher doping levels due to increased 
impurity scattering. [  83  ]  Hence, it is important to consider appro-
priate mobility numbers when assessing various semiconduc-
tors. Table  1  shows the approximate values of   γ   evaluated using 
Equation 6 where low-frequency  m   ∗   and high-doping mobility 
( ≥ 10 19  cm  − 3 ) values are used. The damping losses in semicon-
ductors are comparable to those of bulk gold (0.07 eV) and silver 
(0.02 eV) as reported by Johnson and Christy. [  22  ]  

 Another consideration in choosing semiconductors is their 
optical bandgap. The optical bandgap corresponds to the 
onset of interband transitions, which cause additional optical 
losses. Hence, the optical bandgap needs to be larger than the 
frequency spectrum of interest. Table  1  lists common semi-
conductors whose optical bandgaps correspond to the NIR or 
higher photon energies. Clearly there are many semiconduc-
tors that can be useful for applications in the NIR and longer 
wavelengths only if they can be doped heavily. From Table  1 , 
we note that the only major bottleneck in turning semiconduc-
tors into low-loss plasmonic elements at optical frequencies is 
accomplishing the required ultrahigh doping. A deeper under-
standing of the doping mechanism in semiconductors can 
provide insights for accomplishing this ultrahigh doping, and 
hence we turn our attention to this process next. 

 Doping is a process of incorporating foreign atoms or impu-
rities into the lattice of a semiconductor to controllably change 
the properties of the semiconductor. When certain atomic 
species are incorporated into the lattice sites of the semicon-
ductor, the free-carrier concentration in the material can be 
changed proportionally. For our purposes, we will only con-
sider doping that acts to increase the free-carrier concentration. 
When dopant atoms replace (substitute) the semiconductor 
atoms in the lattice, this form of doping is called substitutional 
doping, which effectively contributes to an increase in the 
charge-carrier density in the material. When the dopant atom 
occupies an interstitial site, it is called interstitial doping. Inter-
stitial doping is an ineffective doping method because it does 
not contribute any free carriers and, therefore, does not pro-
ducing any electrical doping. [  84  ]  There is another mechanism 
called doping compensation that can also result in ineffective 

doping. In this mechanism, dopants such as silicon in GaAs 
can behave as both an p-type and n-type dopant and self-com-
pensate any net doping effect. [  85,86  ]  Doping is also limited on the 
higher side by the solid solubility of the dopant in the semicon-
ductor. [  87,89  ]  Introducing dopants more than the solid-solubility 
limit may result in phase separation of dopants or compounds 
of dopants. This phase separation of excess dopants leads to 
ineffective doping. Often, ultrahigh doping results in more 
crystal defects, which could act as traps for free carriers. These 
trap states can counter the effect of doping and thus reduce 
the carrier concentration. In general, the doping mechanism is 
complicated and, most often, not all dopant atoms succeed in 
contributing free charge carriers due to a number of reasons, 
including those mentioned above. [  84  ]  Thus, doping effi ciency 
is an important quantity and can be defi ned as the fraction of 
dopants that contribute to the charge carrier density. Doping 
effi ciency decreases sharply for high doping concentrations in 
many semiconductors, making ultrahigh doping a tough chal-
lenge. Although there are many different material engineering 
approaches that can provide elegant solution to this problem, a 
straightforward approach to the problem of achieving ultrahigh 
doping would be to choose a dopant that has very high solid-
solubility limit in the selected semiconductor material. This 
approach has been utilized in demonstrating many semicon-
ductor-based plasmonic materials. A few recent reports on the 
demonstration of plasmonic properties of heavily-doped semi-
conductors are reviewed in the following sections.  

 5.1. Silicon 

 Silicon is the semiconductor platform that has paved our way 
into the information age. Nanofabrication technologies have 
rapidly advanced to such an extent that mass production has 
become possible, which has made silicon technology ubiqui-
tous. Ultrahigh integration capabilities and precise control of 
the materials and geometry at the nanoscale are advantages of 
silicon technology, and these advantages can be leveraged for 
new devices and systems. For this reason, many other tech-
nologies such as micro-electromechanical systems (MEMS) 
and photonics are being developed based on silicon platform 
and silicon materials engineering. Silicon photonics has 
already made its way to commercialization. [  90  ]  Shifting from 
photonics to plasmonics could provide signifi cant benefi ts in 
terms of integration density. Silicon plasmonics [  91–93  ]  could be 
easily possible if heavily doped silicon can be used as a metallic 
component. Turning silicon metallic at the telecommunication 
wavelength requires very high doping and is very challenging 
for the reasons discussed below. However, silicon can be 
turned metallic at longer wavelengths. To motivate our discus-
sion, we next focus on the recent developments in silicon plas-
monics, the limitations of the technology, and the challenges in 
achieving plasmonic silicon. 

 Silicon can be doped n-type by Group V elements such as 
phosphorous, arsenic and antimony, and it can be doped p-type 
by Group III elements such as boron, aluminum and gallium. 
Conduction electrons in silicon have much smaller effective 
mass compared to holes in silicon [  94  ]  and hence, the plasma fre-
quency will be higher for n-type silicon compared to p-type for 
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frequency. [  102–105  ]  Furthermore, by incorporating silicon into 
germanium with varying concentrations, the material proper-
ties can be tuned. [  106–108  ]  However, a major problem with Ge as 
a plasmonic material at the telecommunication frequency is its 
absorption due to interband transitions. At lower frequencies, 
germanium is transparent and may be highly doped to produce 
plasmonic properties. Compared with Si, the   ε   b  value is higher 
for Ge, which necessitates higher doping to achieve metallic 
properties at a given wavelength. Similar to silicon, the solid-
solubility limits for dopants in Ge do not permit such high 
doping.  Figure    5   shows the solid solubility curves for highly 
soluble dopants in Ge. [  87  ]  Gallium has the highest solubility in 
germanium, followed by aluminum and arsenic. However, the 
numbers are nearly an order of magnitude smaller than those 
of silicon. Hence, it is even more challenging to heavily dope 
germanium to turn it plasmonic in the optical range. Neverthe-
less, many alloys of Si and Ge such as Si 1 −  x  −  y  Ge  x  Sn  y   are being 
investigated for the possibility of plasmonic behavior at the tel-
ecommunication wavelength. [  109  ]     

 5.3. III–V Semiconductors 

 In recent decades, III–V semiconductors have provided the 
materials platform for many technologies such as high-speed 
switching, [  110,111  ]  power electronics, [  112,113  ]  and optoelec-
tronics. [  114–117  ]  These materials exhibit a wide tunability in the 
optical bandgap that can be controlled by varying the composi-
tion of their ternary and quaternary compounds. [  118–120  ]  Since 
integrating plasmonics and metamaterial devices on optoelec-
tronics platforms would be a very important development, stud-
ying the possibility of plasmonic properties with these materials 
is a very relevant step toward this goal. In the following sections 
we discuss the possibilities for plasmonic properties from III–V 
semiconductor systems.  

the same doping level (see Equation 5). In spite of the low effec-
tive mass of conduction electrons in silicon, the n-type doping 
required for turning silicon metallic at the telecommunication 
frequency is still very high (see Table  1 ). Thus, it is essential to 
study the solid-solubility limits and doping effi ciency for var-
ious dopants. 

 The solid-solubility curves for some of the more soluble 
dopants in silicon [  87  ]  are shown in  Figure    4  . Phosphorous 
has the highest solid solubility at about 10 21  cm  − 3 , followed 
by arsenic and boron. Although the solid solubility is high, 
the doping effi ciency decreases when the doping concentra-
tion approaches the solubility limit. [  95,96  ]  Increasing defect 
densities and alloying effects start to dominate at such high 
doping levels, making ultrahigh doping of silicon a chal-
lenge. Recently, there have been many studies on the plas-
monic properties of heavily-doped silicon. [  97,98  ]  The plasmonic 
property of diffusion-doped silicon has been confi rmed in 
the infrared range (in the wavelength of 8–10  µ m) for boron 
doping densities of about 10 21  cm  − 3 . [  99  ]  Ion-implantation has 
been reported to lower the doping effi ciency signifi cantly 
compared to diffusion doping. [  100  ]  Even with diffusion doping, 
the doping effi ciencies are not high enough to achieve carrier 
concentrations of 10 21  cm  − 3 . Thus, pushing the plasma fre-
quency further into the NIR and achieving plasmonic proper-
ties at the telecommunication frequency in silicon remains an 
open challenge.    

 5.2. Germanium 

 Germanium is another standard semiconductor that is com-
monly used along with the silicon platform for electronic 
devices. Germanium is attractive for its higher electron 
mobility [  101  ]  and smaller optical bandgap than silicon, which can 
allow the fabrication of photodetectors at the telecommunication 

     Figure  5 .     Solid solubility curves for three different dopants in germanium 
as function of processing temperature. Replotted from data in ref. [  87  ]   
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     Figure  4 .     Solid solubility curves for three different dopants in silicon as a 
function of doping temperature (replotted from data in ref. [  87  ] ).  
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 Turning our attention to InAs, we see that this material 
can be doped higher than n-GaAs and, recently Law et al. [  128  ]  
reported a carrier concentration in InAs of about 7.5  ×  10 19  cm  − 3 , 
which showed metal-like behavior for wavelengths longer 
than 6  µ m. Law et al. demonstrated LSPR behavior in an 
array of cylinders of heavily doped InAs at a wavelength of 
9  µ m. Increasing the carrier concentration further in these 
semiconductors is diffi cult, and as a result the plasmonic 
applications for these materials are limited to the mid-infrared 
(MIR) range. Several metamaterial and plasmonic devices have 
been demonstrated using these materials in the MIR. Hoffman 
et al. [  73  ]  showed negative refraction in a so-called hyperbolic 
metamaterial consisting of planar, alternating layers (a super-
lattice) of heavily doped (1–4  ×  10 18  cm  − 3 ) In 0.53 Ga 0.47 As and 
undoped Al 0.48 In 0.52 As deposited by MBE. The individual layers 
were 80 nm thick, and the operating wavelength was around 
8  µ m. Such a structure shows uniaxial anisotropy in the effec-
tive-medium limit with different signs of real permittivities in 
different directions. This extreme anisotropy allows negative 
refraction of incident TM-polarized light. This metamaterial 
device was shown to have a performance fi gure-of-merit [  73  ]  of 
about 20, the highest reported so far. Yet another demonstra-
tion is the epsilon-near-zero (ENZ) properties of the InAsSb 
material when doped heavily. Adams et al. [  129  ]  show that heavy 
doping (1–2  ×  10 19  cm  − 3 ) of InAsSb causes the real permit-
tivity to cross zero and turn metal-like in the MIR range. At 
the zero cross-over of real permittivity (occurring at about 
8  µ m wavelength), the material behaves as an ENZ material and 
exhibits special properties. In their paper, Adams et al. created 
a subwavelength slit underneath the ENZ layer, which causes 
photons from the slit to funnel through the material and experi-
ence enhanced transmission. This phenomenon was observed 
by Adams et al. in a InAsSb-based device. 

 Other than metamaterial devices, these semiconductors 
have been used for electric fi eld-effect tuning of the characteris-
tics of photonic devices. Many such demonstrations have been 
reported for THz and MIR devices. Kleine-Ostmann et al. [  130  ]  
showed the modulation of a THz signal by fi eld-control of car-
rier concentration in a GaAs/AlGaAs heterostructure. Chen 
et al. [  131  ]  demonstrated modulation up to 50% for a THz signal 
through a split-ring resonator-based metamaterial by electri-
cally controlling the depletion width in a Au/n-GaAs Schottky 
junction. Jun et al. [  132  ]  extended this concept to a MIR metama-
terial formed by an array of gold split-ring resonators. Shaner 
et al. [  133  ]  showed electrically tunable extraordinary transmis-
sion through sub-wavelength holes in a gold fi lm operating at 
8  µ m wavelength. The tunability was achieved by electrically 
modulating the carrier concentration in a buried GaAs layer. 
However, none of these studies mentioned a demonstration 
of electrically tunable devices used semiconductors as plas-
monic components. The tunability could be much higher if 
the semiconductors are heavily doped and used as plasmonic 
components. 

 In general, then, we fi nd that III–V compounds excluding 
the nitrides have been widely studied for plasmonic applica-
tions. Their optical properties can be designed to be plasmonic 
in the MIR and longer wavelengths. They are useful not only 
as plasmonic materials, but also as electrically tunable compo-
nents in this wavelength range.   

 5.3.1. Arsenides and Phosphides 

 Compounds of III–V semiconductors, such as those based on 
GaAs and InP, are semiconductors with an optical bandgap 
in the NIR. This is useful to know because a bandgap compa-
rable to that of silicon results in a value of   ε   b  that is compa-
rable to that of silicon for these materials. [  121,122  ]  In addition, 
the electron mobility is very high in these materials due to a 
small effective mass. [  123,124  ]  This relaxes the carrier concen-
tration requirement for observing metallic properties in the 
NIR (see Table  1 ). In these materials, a carrier concentration 
in excess of 10 20  cm  − 3  is required to observe plasmonic prop-
erties at the telecommunication wavelength. However, such 
high doping is very challenging in these materials owing to 
lower solid solubilities of the dopants and poor doping effi -
ciency. [  125  ]  Doping higher than 10 19  cm  − 3  is known to produce 
effects such as doping compensation. For instance, silicon is 
a common n-type dopant in GaAs, but at high doping levels, 
silicon can behave not only as an n-type substitutional dopant, 
but also as a p-type dopant. Thus, silicon can compensate 
itself at high doping densities, resulting in low doping effi -
ciency. [  85  ,  125  ]   Figure    6   shows the n-type doping achieved in 
GaAs fi lms grown by molecular beam epitaxy (MBE) at dif-
ferent growth temperatures, as reported by Neave et al. [  126  ]  
N-type doping beyond 10 19  cm  − 3  is clearly diffi cult in GaAs 
fi lms. Many other studies report similar trends [  125  ] , and it 
was pointed out that the carrier concentration in GaAs shows 
a saturating trend for donor densities higher than 5  ×  10 18  
cm  − 3 . On the other hand, p-doping with Be or C can be used 
to achieve carrier concentrations in excess of 10 20  cm  − 3 . [  127  ]  
However, holes have a higher effective mass and poor carrier 
mobility, which raises the minimum bar on carrier concentra-
tion to turn p-GaAs plasmonic at the telecommunication fre-
quency (see Table  1 ).  

     Figure  6 .     Doping effi ciency for silicon in epitaxial GaAs grown by molec-
ular beam epitaxy at different substrate temperatures. As 4  source was 
used for this data set. Replotted from data in ref. [  126  ]   
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than that those in GaAs, but GaN can be doped n-type to a 
much higher level than GaAs. [  137  ]  In addition, the dopant com-
pensation effects observed in GaAs and InP are not as restric-
tive in GaN. [  138  ]  Hageman et al. [  139  ]  demonstrated ultrahigh 
n-type doping of about 3  ×  10 21  cm  − 3  with Ge in GaN.  Figure    7   
shows the solid solubility curves for Ge in GaN adopted from 
that reference. [  139  ]  The report also points out that 3  ×  10 21  cm  − 3  
doping (marked by the red circle in Figure  7 ) resulted in an 
excessive incorporation of Ge beyond the solid-solubility limit, 
which altered the growth morphology signifi cantly. Such high 
doping may not be necessary for plasmonic applications of 
GaN at the telecommunication wavelength.  Figure    8   shows the 
optical properties of GaN as expected from the Drude model for 
the data presented in ref. [  136  ]  With slightly higher doping, GaN 
could be turned plasmonic at the telecommunication wave-
length. Clearly, GaN holds some promise for being a low-loss 
alternative plasmonic material in the NIR.      

 5.4. Transparent Conducting Oxides (TCOs) 

 Oxide semiconductors such as zinc oxide, cadmium oxide and 
indium oxide can be highly doped to make them conducting 
fi lms. [  140,141  ]  Since these semiconductors have a large bandgap, 
they are transparent in the visible range. Hence, these mate-
rials are known as transparent conducting oxides (TCOs). Such 
TCOs are popular for applications in display panels where they 
form the electrical contacts to the pixel circuitry. One of the 
most popular TCOs is indium tin oxide (ITO). Because they 
can be doped very heavily, TCOs exhibit high DC conductivity. 
It is exactly this property that gives them metal-like optical 
properties in the NIR range. Like any other semiconductor, the 
optical properties of TCOs can be tuned by changing the carrier 
concentration/doping. They can be grown into thin fi lms and 
many different nanostructures, polycrystalline and crystalline 
structures, patterned by standard fabrication procedures and 
integrated with many other standard technologies. Thus, TCOs 
form an obvious choice as alternative plasmonic materials in 
the NIR. [  74  ]  Among the many TCOs, our previous studies have 

 5.3.2. III-Nitrides 

 The semiconductor GaN is an emerging platform for opto-
electronics with a capability of operation that spans all of the 
visible range. [  134,135  ]  Large tunability of the bandgap in InGaN 
ternary systems has attracted many researchers to study this 
material system for visible optoelectronics applications. GaN 
is wide bandgap semiconductor with a direct bandgap of about 
3.3 eV. The wide bandgap lowers the   ε   b  to moderate values and, 
hence, reduces the minimum carrier concentration required to 
achieve metallic properties at a given wavelength (see Table  1 ). 
The carrier effective masses are not as small as those of GaAs 
or InP. [  136  ]  Hence, the Drude losses in GaN are slightly higher 

     Figure  8 .     Optical properties of heavily doped GaN as expected from Drude model. The parameters for this calculation are taken from ref. [  139  ]  The plot 
shows the a) real and the b) imaginary parts of the dielectric function for doping concentrations mentioned in the units of cm  − 3 .  
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     Figure  7 .     Electron concentration as determined by Hall measurements in 
the GaN layers as a function of the Ge furnace temperature. The growth 
temperature was maintained at 1028  ° C. Replotted from data in ref. [  139  ]   
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shown that heavily-doped ZnO and ITO are good candidates for 
NIR applications. [  24  ]  In this review we focus on these specifi c 
materials in the subsequent discussions. 

 Thin fi lms of TCO materials may be grown by many different 
techniques such as sputtering, laser ablation, evaporation, solu-
tion processing and chemical vapor deposition. [  141,142  ]  Since 
TCOs are non-stoichiometric oxides, their properties depend 
on the deposition technique used. Deposition schemes such as 
laser ablation and sputtering are more suitable in cases where 
the stoichiometry needs to be controlled to produce desired 
fi lm properties. In our work, we deposit aluminum-doped 

ZnO (AZO), gallium-doped ZnO (GZO) and ITO thin fi lms 
using the pulsed laser deposition (PLD) technique. The fi lms 
are deposited by laser ablation of multiple targets using a ns-
pulsed KrF (248 nm) excimer laser. The laser is focused to pro-
vide a fl uence of about 2 J cm  − 2  per pulse. Multiple targets are 
ablated in a specifi c manner to achieve the desired composition 
of the resultant fi lm. For example, an AZO fi lm with specifi c 
a aluminum concentration is accomplished by repeating abla-
tion cycles consisting of sequential deposition of alumina and 
zinc oxide targets with a specifi c number of pulses per target. 
By increasing the number of pulses on the alumina target 
while holding the number of pulses on the zinc oxide target 
constant, the concentration of aluminum in the resultant AZO 
fi lm can be varied. The growth of separate, multilayer fi lms 
is avoided by keeping the number of ablation pulses on each 
target small. This experimental set-up enabled us to study the 
maximum doping levels in these TCO fi lms.  Figure    9   shows 
the carrier concentration in these TCO fi lms as a function of 
doping concentration. The carrier concentration was extracted 
by fi tting the Drude model to the measured data. Optical 
characterization was carried out using a spectroscopic ellis-
pometer (J.A. Woollam Co.). The fi lms were deposited under 
an oxygen partial pressure of 1 mTorr. Our results indicate 
that AZO shows lower losses with higher doping because of 
improved crystallinity in the highly doped fi lms. However, the 
highest carrier concentration achieved is smaller in AZO than 
in ITO or GZO. The losses are higher with GZO and ITO, but 
much higher carrier concentrations are possible in these fi lms. 
When the oxygen partial pressure was decreased below 1 mTorr, 
the resultant AZO fi lms exhibited higher carrier concentrations 
and performed the best compared to the other two materials. 
 Figure    10   shows the optical properties of TCO fi lms extracted 
from ellipsometry measurements. The retrieval of the dielectric 
functions of TCOs was based on Drude-Lorentz model. Drude 
model was added to account for the free carriers and the Lor-
entz oscillator was added in UV to account for the interband 
transitions at the band edge.  Table    2   shows the parameters of 
Drude-Lorentz model for AZO, GZO and ITO retrieved from 
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     Figure  10 .     a) Real and b) imaginary parts of dielectric function of TCO fi lms: Al:ZnO (2 wt%), Ga:ZnO (4 wt%) and ITO (10 wt%) deposited using 
pulsed laser deposition. The deposition conditions were optimized to produce lowest losses and highest plasma frequency.  

     Figure  9 .     Cross-over frequency (frequency at which Re(  ε  )  =  0 or screened 
plasma frequency) as function of dopant concentration in three TCOs: 
indium-tin-oxide (ITO), Ga:ZnO (GZO) and Al:ZnO (AZO). [76]  The inset 
shows the Drude damping rate as a function of dopant concentration. All 
the fi lms were deposited using pulsed laser deposition and the optical 
parameters are extracted using a spectroscopic ellipsometer.  
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size that can be patterned because the resist hardens during the 
deposition of the GZO fi lm and poses diffi culties in removing 
small features. This problem can be overcome by using an 
etching technique instead. Notably, an RIE procedure with 
chlorine chemistry works well for GZO and AZO fi lms, while 
ITO can be patterned by fl uorine chemistry. The SEM images 
of gratings formed from an AZO fi lm using RIE are shown in 
 Figure    12  . [  145  ]  Compared with the lift-off structures as shown 
in Figure  11 , we see that the RIE process produces more ver-
tical sidewalls. Wet chemical etching can also be performed on 
any of the three TCOs with a 1:50 diluted HCl or 1:20 diluted 
tetramethyl ammonium hydroxide (TMAH) solution. AZO and 
GZO etch faster in both acidic and alkaline solutions, while 
ITO etches slowly. In conclusion, this initial demonstration 
of nanostructures using TCOs is a fi rst step, and clearly these 
techniques may be extended to fabricate other, more compli-
cated geometries.   

 Transparent conducting oxides can be deposited on many dif-
ferent substrates, including fl exible polymer substrates. [  146,147  ]  
In addition, they can be used to produce 3D structures or can be 
deposited conformally on 3D patterned polymers. Frolich and 
Wegener [  148  ]  showed that heavily doped ZnO can be deposited 

ellipsometry measurements. Clearly, AZO is the TCO with the 
lowest loss, followed by ITO and then GZO. However, opti-
mizing the fi lms for maximum carrier concentration in AZO is 
more diffi cult compared to the other two TCOs.    

 In our studies, we also found that TCO fi lms show thickness-
dependent optical properties. [  76  ]  This is mainly attributed to the 
interfacial defects at the TCO/substrate interface. [  143,144  ]  These 
defects trap carriers and reduce the carrier concentration of the 
fi lms. Overall, fi lms thicker than about 50 nm were showed 
little dependence of their optical properties on the thickness. [  76  ]  

 Patterning of TCO fi lms is an important step towards TCO-
based plasmonic devices. TCO fi lms can be patterned on the 
micro- and nanoscale using standard fabrication techniques. 
In particular, nanostructures in TCOs may be created using 
electron-beam lithography followed by reactive-ion etching 
(RIE), wet chemical etching or lift-off. [  142  ]   Figure    11   shows 
the scanning electron microscope (SEM) image of an array of 
nanodisks formed by a lift-off process in a GZO fi lm. [  145  ]  In 
this case, an electron-beam resist (ZEP-520A) was patterned 
on a glass substrate, and a GZO fi lm was deposited on top of 
this structure. Then a lift-off process was used to obtain GZO 
disks arrays. The lift-off process limits the minimum feature 

   Table  2 .    Drude-Lorentz parameters of fi ve alternative plasmonic materials retrieved from ellipsometry measurements. The dielectric function of the 

materials may be approximated in the wavelength range of 350–2000 nm by the equation:  ε(ω) = εb −
ω2

p

ω(ω+ iγp)
+

f1ω2
1

(ω2
1−ω2−iωγ1)

  , where the values of the 

parameters are as listed in the table. 

 AZO (2 wt%) GZO (4 wt%) ITO (10 wt%) TiN (deposited at 800  ° C) TiN (deposited at 500  ° C) ZrN

  ε   b 3.5402 3.2257 3.528 4.855 2.485 3.4656

  ω   p  [eV] 1.7473 1.9895 1.78 7.9308 5.953 8.018

  γ   p  [eV] 0.04486 0.1229 0.155 0.1795 0.5142 0.5192

 f  1 0.5095 0.3859 0.3884 3.2907 2.0376 2.4509

  ω   1  [eV] 4.2942 4.050 4.210 4.2196 3.9545 5.48

  γ   1  [eV] 0.1017 0.0924 0.0919 2.0341 2.4852 1.7369

     Figure  11 .     Scanning electron micrograph image of GZO nanodisks fabri-
cated by e-beam lithography and lift-off processes. [  145  ]   

     Figure  12 .     Top panel shows the scanning electron micrograph of AZO 
gratings formed by e-beam lithography and liff-off processes. Bottom 
panel shows the atomic force microscopy image of the gratings. [  145  ]   
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by atomic layer deposition on a 3D polymer wood-pile struc-
ture. The deposition was conformal and produced smooth 
fi lms that were plasmonic in the NIR wavelength range. San-
tiago et al. [  149  ]  studied electron-beam lithography of atomic-
layer-deposited AZO fi lms to fabricate plasmonic waveguide 
structures. It was found out that the grain size of the AZO fi lm 
limits the smallest pattern that can be fabricated. 

 In addition to the methods above, TCO nanostructures can 
be synthesized as nanospheres and nanorods. [  150–156  ]  These 
oxide materials provide a number of viable chemical routes for 
synthesizing nanostructures, including the vapor-liquid-solid 
(VLS) technique, solution processing and many other tech-
niques. These materials may also be functionalized with many 
different biomolecules, similar to the case with gold nanopar-
ticles, which are commonly used in plasmonic enhanced bio-
detection schemes. [  157–159  ]  Recently, a number of studies have 
demonstrated LSPR behavior in TCO nanoparticles. These 
reports have also demonstrated tuning of the LSPR frequency 
by adjusting the doping level in the TCO nanoparticles. 
Kanehara et al. [  160  ]  have demonstrated that the SP resonance 
frequency in ITO nanoparticles could be tuned from a wave-
length of about 1.6  µ m to 2.2  µ m by varying the doping. 
Doping of 10 mole% tin in indium oxide provided the shortest 
resonance wavelength of 1618 nm. Garcia et al. [  161  ]  demon-
strated a tunable LSPR in ITO nanoparticles with sizes var-
ying between 4 nm and 12 nm. The tunablility in the LSPR 
was achieved by varying the carrier concentration or by doping 
electrochemically. The application of a voltage from 1.5 to 
4 V to the electrochemical cell caused a threefold change in 
the carrier concentration, which in turn caused a shift in the 
resonance wavelength. Similar work was reported with AZO 
nanoparticles where the doping concentration in the particles 
was changed not dynamically but chemically during the syn-
thesis procedure. [  162  ]  This produced a shift in the LSPR span-
ning the wavelength range from 3 to 10  µ m corresponding to 
doping levels from 7.3 to 1.4 atomic percent. Another work 
on ITO nanorod arrays was reported recently by Li et al. [  163  ]  
In this work, ITO nanorods were grown on lattice-matched 
substrates with either controlled periodicity or random order. 
Both structures showed two plasmonic resonances corre-
sponding to the axial and radial plasmonic modes excited in 
the nanorods, and these resonances were tuned by changing 
the annealing conditions. The carrier concentration in ITO 
can be increased by annealing in a nitrogen-rich ambient, 
which results in more oxygen vacancy defects that act as elec-
tron donors. In this way, changing the annealing conditions 
changed the carrier concentration and, hence, the permittivity 
of the ITO nanorods, which resulted in a shift in the plasmon 
resonance wavelength. 

 Transparent conducting oxides can be used not only as tun-
able plasmonic elements, but also as chemical sensors. [  164  ]  
Recently, ITO fi lms were shown to be useful as plasmonic gas 
sensors. Mishra et al. [  165  ]  demonstrated a surface plasmon reso-
nance (SPR)-based hydrogen gas sensor by coating an ITO thin 
fi lm on the core of an optical fi ber. In another similar dem-
onstration, Mishra et al. [  166  ]  showed an SPR-based ammonia 
sensor using ITO/aniline fi lms. 

 Transparent conducting oxides have also been shown to sup-
port SPPs at the interface of a dielectric material. A thin fi lm 

of ITO deposited on a prism was able to support SPPs when 
infrared light was incident in the Kretschmann geometry (sche-
matic shown in  Figure    13  a). [  167–171  ]  Figure  13 b–e shows the 
refl ectivity measurements from prism coupling measurements 
reported by various groups. Figure  13 b shows our results of 
prism coupling measurements on AZO, GZO and ITO fi lms. [  145  ]  
The refl ectivity upon TM incidence at wavelength of 1548 nm 
shows dip due to the excitation of SPPs. All three TCO fi lms pos-
sess their   ε  ′  <  −2 at this wavelength. Reports of SPP excitation on 
AZO and GZO fi lms are hardly found. However, SPPs on ITO 
fi lm have been reported previously. Rhodes et al. [  170  ]  reported 
SPP excitation on ITO fi lms in the NIR. Figure  13 c plots the dif-
ferential refl ectivity versus incidence angle as reported in this 
article. The dips in the curves in the range of 47–63 °  correspond 
to the excitation of SPP. Noginov et al. [  171  ]  also report SPP excita-
tion on ITO fi lms using prism coupling geometry. Figure  13 d 
shows the refl ectance measurements reported in this article. 
The dips in the refl ectance confi rm SPP excitation on ITO fi lms 
in the NIR. Many other TCOs such as F-doped tin oxide (FTO), 
zinc-indium-tin oxide (ZITO) and indium-doped cadmium oxide 
(ICO) can also support SPPs in the NIR.  

 Recently, we showed that TCOs are promising plasmonic 
materials for metamaterial applications in the NIR. [  172  ]  A 
stack of sub-wavelength thin, alternating planar layers of AZO 
and ZnO exhibited strong uniaxial anisotropy in the effective 
medium limit. The ZnO material is a dielectric with a permit-
tivity of about 4. In contrast, AZO exhibited metallic proper-
ties in the NIR for wavelengths longer than about 1.8  µ m. A 
metal/dielectric alternating layer stack can exhibit such strong 
anisotropy that the effective permittivity tensor can possess 
opposite signs in different directions. Such metamaterials can 
have many unusual properties, including the ability to exhibit 
negative refraction. Negative refraction may be observed only 
in low-loss metamaterials because high losses result in negli-
gible transmittance and optical properties that are not suitable 
for negative refraction. Most of the noble metal-based devices 
in planar geometries suffer from high losses in the NIR. How-
ever, the AZO/ZnO combination overcomes this drawback by 
eliminating lossy noble metals and, thus, enabling a low-loss 
metamaterials in the NIR. We observed negative refraction in 
this medium using a standard experimental technique. [  73  ]  We 
also reported the fi gure of merit of this device to be about 11 
at a wavelength of 1.8  µ m, which is the highest value for any 
such device demonstrated in the NIR regime. This demonstra-
tion using AZO is an example of the effi cacy of TCOs as plas-
monic materials in metamaterial designs operating in the NIR. 
Similar demonstrations could be possible using ITO or GZO at 
the telecommunication or shorter wavelengths. There are many 
advantages of incorporating TCOs in such metamaterials other 
than low losses: a single material system could enable epitaxial 
growth of a superlattice. This can further lower the losses due 
to the crystalline structure of the individual layers. A single 
material system has advantages in fabrication and patterning. 
TCOs could also enable an important class of tunable metama-
terials. ZnO-based TCOs can be useful in non-linear and active 
metamaterials because ZnO is known to exhibit a high second-
order optical nonlinearity. [  173,174  ]  

 Transparent conducting oxides have also been shown to be 
good for tunable plasmonic devices such as modulators and 
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switches. In particular, ITO and In-doped ZnO (IZO) dem-
onstrated refractive index changes on the order of one in the 
visible range when subjected to external electrical fi elds. [  175  ]  In 
these demonstrations, a capacitor was formed by sandwiching 
300 nm of a TCO fi lm and 100 nm of silicon oxide between 
two gold layers. Applying a voltage across this capacitor can 
produce an accumulation of carriers at the TCO/silicon oxide 
interface. A thin (5 nm) layer accumulates electrons at the 
interface and thereby exhibits a refractive index change on 
the order of one at visible frequencies. Such a huge change in 
the index could be useful in demonstrating electric-fi eld gated 
modulators and switches. Melikyan et al. [  176  ]  reported an SPP 
absorption modulator based on this fi eld-effect tuning of the 
plasmonic properties of ITO. Their design, which was pre-
sented for the telecommunication wavelength, predicts a 12 dB 
modulation depth of the signal achieved in a 0.5  µ m length of 
the plasmonic waveguide. A proof-of-concept device was fabri-
cated and showed modulation of the plasmonic signal through 
the waveguide produced by an electric fi eld acting on a 10-nm 
thick region of ITO. This fabricated device showed high inser-
tion losses and low modulation depth, however. By further 
optimizing the device design, Babicheva and Lavrinenko pro-
posed an improved device which shows low insertion loss and 
better modulation depth. [  177  ]  Stripes of TCO as an active layer 
was predicted to perform better in the modulator than a thin 
fi lm. Another design was proposed by Lu et al. [  178  ]  based on a 

slot waveguide structure with much smaller insertion losses. 
In this case, a 10-nm-thick AZO layer sandwiched in the slot 
waveguide was proposed for fi eld-effect tuning. The design 
predicts an insertion loss of less than 2 dB and a modula-
tion depth of about 20 dB  µ m  − 1  at an operating wavelength of 
1350 nm. Clearly, TCOs are promising materials for tunable/
switching applications because thin layers of these materials 
can be switched from dielectric to plasmonic behavior by the 
application of moderate electric fi elds. Electrical control, a large 
change in the optical properties, and operation in the NIR (par-
ticularly at the telecommunication wavelength) makes TCOs 
attractive for active plasmonics and metamaterial devices. 

 To summarize, TCOs have been shown to be good alterna-
tives to noble metals for plasmonic and metamaterial applica-
tion in the infrared and NIR wavelength ranges. Transparent 
conducting oxides have great potential for enabling high per-
formance, tunable, semiconductor compatible plasmonic and 
metamaterials devices.   

 5.5. Other Oxides and Sulfi des 

 The popular TCOs based on indium oxide and zinc oxide are 
examples of a larger family of TCOs. There are many other 
compounds such as heavily doped CdO, ternary oxides such 
as CdSb 2 O 6 , GaInO 3 , MgIn 2 O 4 , and perovskite oxides such as 

     Figure  13 .     SPP excitation in TCO fi lms using Kretschmann geometry. a) Schematic of the experimental set-up for prism coupling excitation of SPPs on 
TCO thin fi lm. b) Refl ectance measured at the excitation wavelength of 1548 nm upon TM incidence for PLD grown AZO (2 wt%), GZO (6 wt%) and 
ITO (10 wt%) fi lms. c) Refl ectance change measured on ITO fi lm as a function of incidence angle for many different incident wavenumbers. Reproduced 
with permission. [  170  ]  Copyright 2006, American Institute of Physics. d) Refl ectance of ITO fi lm measured at three different angles of incidences: 57.2, 
55.2 and 52.5 ° . Reproduced with permission. [  171  ]  Copyright 2011, American Institute of Physics.  
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smaller carrier concentration may be achieved in intermetallic 
or metallic compounds, which we will term “dilute metals” in 
this work. In general, introducing non-metallic elements into a 
metal lattice reduces the carrier concentration. This also alters 
the electronic band structure signifi cantly and might result in 
undesirable consequences, such as large interband absorption 
losses and higher Drude-damping losses. However, there is a 
lot of room for optimization, and this direction of research has 
yet to receive much attention from researchers. There are many 
advantages of plasmonic intermetallic or metallic compounds 
such as tunability and ease of fabrication and integration, which 
could out-weigh the disadvantages of these materials. Thus, it 
is worth pursuing a search for materials that are dilute metals. 

 A survey of the literature shows that the optical properties 
of many different classes of less-metals have been studied 
previously. Among them are metal silicides and germanides, 
ceramics such as oxides, carbides, borides and nitrides, which 
were all found to exhibit negative real permittivities in different 
parts of the optical spectrum. [  24  ,  75,76  ]  Apart for these metal-
nonmetal compounds, many intermetallics such as binary 
compounds of noble metals and transition metals, noble-alkali 
compounds and ternary compounds of metals are known to 
provide metallic optical properties. [  75  ,  186,187  ]  None of these mate-
rials possess all the desirable properties, and in particular none 
of them exhibit low optical losses. However, we will focus on 
materials that are important from the view point of techno-
logical applications. Hence, we mostly focus on silicides, ger-
manides and metal nitrides which are already used in silicon 
CMOS technology. A more general overview of intermetallic 
compounds for plasmonic applications is provided by Blaber 
et al. [  75  ]  In this review, we will provide a general approach 
towards fi nding better alternatives to gold and silver, and point 
out promising directions for future work.  

 6.1. Silicides and Germanides 

 Silicides and germanides are compounds of metals with 
silicon and germanium, respectively. These are non-stoichi-
ometric compounds with large free carrier densities, which 
give them high DC conductivities. Many of these materials 
exhibit metallic optical properties spanning the MIR and NIR 
ranges. [  97  ,  188,189  ]  The optical losses are not small because of 
interband transition losses and large carrier relaxation rates. 
However, there are possibilities for optimizing the material 
composition, which might reduce the losses. These materials 
are technologically important because of their current use in 
standard silicon CMOS integrated circuits–silicides and germa-
nides are used in the salicide process to form contacts to the 
active regions in CMOS devices. [  190,191  ]  Many of these materials 
also grow epitaxially on silicon. Thus, these materials are very 
advantageous from the perspective of standard fabrication and 
integration. 

 Silicides and germanides can be grown by many different 
deposition techniques. [  192–194  ]  Depositing a thin layer of metal 
on silicon or germanium and heating the structure to high tem-
peratures would grow silicide or germanide layers at the inter-
face of the metal and the silicon or germanium. Co-deposition 
of metal and silicon/germanium followed by high-temperature 

SrTiO 3 , SrSnO 3 , Cd 3 TeO 6 , BaSnO 3  and SrGeO 3 . Other than 
TCOs, there are non-stoichiometric oxides such as In 2 O 3 , 
TiO 2 , IrO 2  and metallic VO 2  that are intrinsically doped. All 
of these materials can support large carrier concentrations 
( >  10 19  cm  − 3 ) to provide Drude metal-like behavior. However, the 
low losses and the largest carrier concentrations have only been 
reported in doped ZnO and ITO. Nevertheless, there are some 
advantages offered by less-popular TCOs. For example, perovs-
kite oxides show magnetoresistance properties that cannot be 
obtained in AZO or ITO. [  179  ]  Vanadium dioxide shows a metal-
semiconductor transition at temperatures smaller than 100  ° C, 
which can be useful in switching applications. [  180,181  ]  Hence, 
there are niche applications in which these materials can be 
very useful as plasmonic components. Recently, an infrared 
superlens formed by the perovskite oxides SrTiO 3 , BaFeO 3  and 
PbZrO 3  was realized. [  182  ]  In this demonstration, the plasmonic 
properties of these materials arise not from free carriers, but 
from polaritonic resonances. When heavily doped perovskites 
can exhibit plasmonic properties in the NIR. 

 There are many non-stoichiometric semiconducting mate-
rials that are intrinsically doped heavily by defects or variations 
in the oxidation state. A recent demonstration of tunable plas-
monic properties in Cu 2-x S quantum dots is an example where 
Cu (II) acted as a p-type dopant in Cu 2 S. [  183  ]  The doping was 
shown to be controllable in this case, and hence the plasma fre-
quency was also adjustable. Interestingly, the LSPR modes in 
these quantum dots were actively tuned in the NIR range by 
controlling the exposure to oxygen ambient. A similar demon-
stration using tungsten oxide nanorods showed tunable LSPR 
modes in the NIR. [  184  ]  More recently, Wang et al. [  185  ]  demon-
strated plasmonic properties in RuO 2  fi lms in the NIR and in 
the long-wavelength edge of the visible spectrum. Both single 
crystal and polycrystalline fi lms of RuO 2  were studied, and SPP 
excitation was confi rmed using the Kretschmann geometry. 

 There are many more materials in this family that can 
exhibit metal-like plasmonic properties in different wavelength 
ranges. Hence, the possibilities of fi nding new plasmonic mate-
rials with improved performance and/or novel functionalities 
that could enable exciting plasmonic and metamaterials appli-
cation are vast.   

 5.6. Summary 

 In this section, we considered the approach of turning semi-
conductors into plasmonic materials by doping them heavily. 
Many different semiconductor systems were considered: sil-
icon, germanium, III–V materials, TCOs, perovskite oxides and 
non-stoichiometric oxides and sulfi des. A short review of the 
developments in using semiconductors as plasmonic materials 
was also presented. We pointed out possible future directions 
and challenges in achieving plasmonic properties in new mate-
rials. This discussion is intended to serve only as a guide for 
many exciting explorations awaiting in this new fi eld of semi-
conductor-based alternative plasmonic materials.    

 6. Metals to Dilute Metals 
 Another approach to decrease the excessive optical losses in 
metals is to reduce the carrier concentration in the material. A 
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 6.2. Interstitial Metal Nitrides 

 Metal nitrides such as titanium nitride, zirconium nitride, tan-
talum nitride and hafnium nitride exhibit metallic properties 
in the visible and longer wavelengths. [  76  ,  213  ]  These are non-
stoichiometric, interstitial compounds with large free-carrier 
concentrations. These materials are also refractory, stable and 
hard and allow for tuning of their optical properties by varying 
their composition. Technologically, they are important because 
many of them are currently used in silicon CMOS technology 
as barrier layers in copper-Damascene processes [  214  ]  and as gate 
metals to n-type and p-type transistors. [  215  ]  Titanium nitride is 
usually used as the barrier layer in the dual Damascene pro-
cess. [  216  ]  Thus, metal nitrides offer fabrication and integration 
advantages which could be useful in integrating plasmonics 
with nanoelectronics. 

 Refractory metal nitrides can be deposited by many tech-
niques such as chemical vapor deposition (CVD); [  217  ]  atomic 
layer deposition (ALD); [  218  ]  physical vapor deposition (PVD) 
such as reactive sputtering, [  213  ]  pulsed laser deposition [  219,220  ]  
and ion-assisted reactive evaporation; [  221  ]  and wet-chemical 
techniques. [  222–225  ]  Because of their very high mechanical 
strength and very high melting temperatures, PVD techniques 
such as evaporation or sputtering directly from a nitride source 
are diffi cult for these materials. Instead, a metal source is more 
commonly used for sputtering or laser ablation with nitrogen 
as a reactive gas. More common are CVD techniques, and var-
ious metal sources are used for such processes. Metal-organic-
CVD is employed quite often due to the availability of many 
low-vapor-temperature metallo-organic sources. Wet-chemical 
synthesis of these metal nitride nanostructures is also diffi cult 
because commonly used protic solvents that contain hydroxyl 
groups are not preferable. Hydroxyls involved in the reac-
tion during the synthesis could produce oxides or oxynitrides 
rather than nitrides. Thus, solution-processing techniques 
using aprotic or non-polar solvents such as benzene are nec-
essary to produce metal nitride nanoparticles or thin fi lms. [  225  ]  
A common approach to circumvent this requirement is to pro-
duce oxide nanostructures via solution-processing techniques 
and to subsequently nitridize the resulting nanostructures 
by techniques such as ammonia annealing. [  226  ]  Each of these 
approaches has its own advantages and disadvantages. More 
commonly, thin fi lms are grown by reactive sputtering and 
CVD, whereas nanoparticles are grown by nitridation and solu-
tion processing techniques. 

 Many of these nitrides can be grown epitaxially on various 
substrates, including Si(100). In addition, HfN, TiN, TaN, and 
ZrN have cubic lattices and can be grown epitaxially on cubic 
substrates such as MgO. [  227–230  ]  Some nitrides such as TiN can 
also be grown as psuedomorphic epitaxial layers on c-sapphire 
substrates. [  231  ]  On silicon substrates, many of the cubic rock-
salt nitrides grow as domain-matched epitaxial layers. [  232  ]  Epi-
taxial growth allows the growth of ultrasmooth and ultrathin 
fi lms. This is very important for plasmonic applications where 
noble metals perform very poorly and where thin, high-quality 
fi lms with low losses are desirable. 

 Reports on the optical properties of many of these nitrides 
are scarce. However, there are only a few studies that describe 
the optical properties, SPP characteristics and LSPR properties 

annealing also produces silicides/germanides. The high-tem-
perature annealing could be accomplished either by a slow 
furnace annealing or by rapid thermal processing. Chemical 
vapor deposition is another technique that has been adopted to 
produce these materials. Physical vapor deposition techniques 
such as sputtering and pulsed laser deposition [  195  ]  have also 
been used to grow good-quality silicides and germanides. In 
addition, many silicides have can be grown as epitaxial fi lms on 
silicon (111) and (100) substrates, [  196,197  ]  and a few germanides 
can be grown as epitaxial fi lms on crystalline germanium sub-
strates. [  198,199  ]  Solid-phase epitaxy is also a common technique 
used to grow such crystalline fi lms of silicides and germanides. 
Clearly, the technology to grow and deposit thin fi lms of sili-
cides and germanides is mature, and the techniques to pattern 
and etch these thin fi lms are also well-understood. Silicides and 
germanides can be etched by both wet and dry etching tech-
niques. [  200–202  ]  Fluorine plasma etching possesses good char-
acteristics for these materials. In addition, lift-off techniques 
are also available for silicides and germanides, and hard masks 
such as silicon oxide or nitride are common. In this process, 
the semiconductor substrate is fi rst patterned with silicon 
oxide or nitride, followed by the deposition of metal. This is fol-
lowed by a high-temperature annealing treatment and a metal 
etch process. During the annealing, a silicide or germanide 
fi lm is formed only in the regions where the metal is in con-
tact with semiconductor and not on the silicon oxide or nitride 
layer. Subsequent metal etching removes the unreacted metal, 
leaving a silicide or germanide fi lm in the regions not covered 
by the oxide/nitride. This technique is commonly used in the 
salicide process. 

 The properties of various transition-metal silicides have 
been studied widely. Murarka [  192  ]  provides a review of sili-
cides for electronic applications, and there are many reports 
on the optical properties of silicides. Various silicides formed 
from metals such as Co, Cr, Fe, Hf, Ir, Nb, Ni, Os, Pt, Pd, Re, 
Rh, Ru, Ta, Ti, V, W, Zr, Ca, Mg and alkali metals have been 
studied. [  203  ]  The dielectric functions of these silicides show 
metallic behavior in the MIR, NIR and visible ranges. The 
losses are quite high in these materials due to interband tran-
sitions in the regions where their real permittivities are small 
in magnitude. Comparing to noble metals, silicides exhibit very 
high losses. [  75  ]  While they are useful in the longer wavelengths 
where there are no interband transitions, their real permittivity 
values are large in magnitude, similar to noble metals. Never-
theless, the manufacturing advantages of silicides make them 
promising materials for infrared plasmonics. Recently, Soref et 
al. proposed using PdSi 2  as plasmonic material for MIR plas-
monics [  204  ]  and Cleary et al. demonstrated an application of 
silicides for an SPP-based infrared biosensor where PdSi 2  was 
used as a plasmonic material. [  205  ]  Also, Blaber et al. provided a 
brief review of silicides for plasmonic applications. [  75  ]  Notably, 
the calculated quality factors for LSPR applications are high for 
some silicides such as TiSi 2 . 

 There are many reports on the properties of germanides 
formed with metals such as Ru, Os, Ba, Sr, Ca, Mg, Cr and 
other rare earth metals and alloys. [  206–210  ]  While many rare-earth 
germanides are semiconducting with a broad range of bandgap 
values, some transition-metal germanides are also known to be 
metallic. [  211,212  ]    
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model parameters of these metal nitrides extracted from ellip-
sometry measurements are listed in Table  2 . Except titanium 
nitride, the nitrides were deposited in nitrogen-defi cient 
ambient, which would result in metal-rich fi lms. When the 
composition of sputtering ambient was varied from 100% 
nitrogen to 20% nitrogen and 80% argon, all the metal nitrides 
except titanium nitride exhibited optical properties that changed 
from dielectric behavior to metallic behavior. Titanium nitride 
shows a lower carrier concentration under nitrogen-rich deposi-
tion conditions. However, the metallic property in TiN is not 
lost because the change in the carrier concentration is small. 
It is also important to note that most of these nitrides have 
larger carrier relaxation rates than those of the noble metals, 
which increases the optical losses in these nitrides. Addition-
ally, interstitial nitrides exhibit interband transition losses in 
the visible and ultraviolet ranges. Thus, their optical proper-
ties are undesirable in these ranges unless signifi cant growth-
parameter optimization is employed. The deposition conditions 
can change the Drude relaxation rate, the plasma frequency 
and the strength of the interband transitions. For example, TiN 
fi lms deposited at two different temperatures exhibit different 
optical properties. Table  2  shows that the plasma frequency is 
lower in the case of TiN fi lms deposited at 500  ° C than that of 
the fi lms deposited at 800  ° C. Also, the Drude relaxation rate 
is higher in the case of fi lms deposited at lower temperature. 
Thus, careful optimization of the deposition conditions is nec-
essary to achieve a low-loss TiN fi lm.   

 The plasmonic properties of interstitial metal nitrides have 
been examined by electron-energy-loss-spectroscopy (EELS). 
When a monochromatic beam of high energy electrons pass 
through a thin fi lm, the electrons suffer energy loss due to 
various mechanisms occurring in the thin fi lm. One of the 
relevant phenomena is to lose energy to surface plasmons on 
metallic thin fi lms. Thus, EELS measurement can provide 
information about plasmon energy, effective masses of charge 
carriers, and interband transition energies and strengths. EELS 
studies have been reported on many nitrides including TiN, 

of some of these metal nitrides. Since metal nitrides exhibit a 
metallic luster (see  Figure    14  ), their dielectric functions could 
exhibit metallic properties in the visible spectrum. Hence, 
we recently studied the optical properties of titanium nitride, 
tantalum nitride, hafnium nitride and zirconium nitride. [  76  ]  
 Figure    15   shows the dielectric functions of thin fi lms of these 
metal nitrides deposited by DC reactive sputtering. The dielec-
tric functions were retrieved from the spectroscopic ellipsom-
eter measurements on a thin fi lm sample. The Drude-Lorentz 

     Figure  14 .     Optical image of thin fi lms of metal nitrides deposited on 
glass substrates. The fi lms were deposited by DC reactive sputtering. The 
thickness of fi lms is in the range of 100 to 120 nm. The metallic luster 
indicates the possibility of plasmonic behavior in the visible spectrum. 
The color of the fi lms correlates with the plasma frequency or carrier 
concentration in these fi lms.  

     Figure  15 .     The real (a) and imaginary (b) parts of dielectric functions of metal nitride plasmonic materials extracted from spectroscopic ellipsometry 
measurements. Reprinted with permission. [  76  ]  Copyright 2011, Optical Society of America.  
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by depositing a TiN fi lm on a patterned substrate. Grating-
coupled SPP excitation on metal fi lms is one of the popular 
techniques to extract the dielectric functions of optically thick 
metal fi lms. Hibbins et al. adopted this technique to retrieve 
the dielectric function of a 600-nm-thick TiN fi lm deposited by 
magnetron reactive sputtering. Recently, Chen et al. demon-
strated SPP excitation on TiN fi lms in the visible wavelengths 
using the Kretschmann geometry. [  242  ]  TiN fi lm was deposited 
on sapphire substrate and mounted on a prism to excite SPPs 
by attenuated total internal refl ection. The results of their meas-
urements are shown in  Figure    16  a and b. Figure  16 a shows the 
refl ectance measurements on TiN fi lms of different thickness 
with excitation fi xed at 658 nm wavelength. Figure  16 b shows 
the refl ectance of 45 nm thick TiN fi lm at different excitation 

TiAlN, TaN, ZrN, Zr 3 N 4 , YN, VN, NbN, Cu 3 N and WN. [  233–239  ]  
Most of these materials exhibit metallic properties with a large 
plasma frequency when metal-rich, while nitrogen-rich fi lms 
show dielectric properties with large interband losses in most 
of the cases. The previous studies on these materials also men-
tion that metal-rich nitrides can support both bulk plasmons 
and surface plasmons. However, reports on SPP excitation are 
available only for titanium nitride fi lms. Steinmüller-Nethl et 
al. demonstrated SPP excitation on an approximately 30-nm-
thick TiN fi lm deposited by sputtering. [  240  ]  In that study, SPP 
excitation was demonstrated at wavelengths of 700, 750, 800 
and 850 nm. Hibbins et al. extended this work to many wave-
lengths in the range from 500 to 900 nm. [  241  ]  In addition, SPPs 
were coupled onto TiN thin fi lm via gratings that were created 

     Figure  16 .     Refl ectance of TiN fi lms of thickness 25, 35 and 45 nm incident by 658 nm wavelength (a), and 45 nm TiN fi lm incident by 658, 633 and 
532 nm wavelength sources (b), as measured by Chen et al. using prism coupling geometry. The dips correspond to the excitation of SPPs. 
a,b) Reproduced with permission. [  242  ]  Copyright 2011, American Institute of Physics. Angular refl ectance from dielectric gratings fabricated on top of 
25 nm thick TiN fi lm (c). The inset shows the sample schematic. The measured and calculated refl ectances show dips in the angle range of 20–35 ° , 
which correspond to the excitation of SPPs on the TiN fi lm. c) Reproduced with permission. [  231  ]  Copyright 2012, Optical Society of America. Dispersion 
curves for air and TiN/air interface (d). At photon energy of about 1.2 eV, the gratings provide exact additional momentum to excite SPPs on the TiN 
fi lm when the incident angle in the range 20–35 ° .  
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properties of graphene can be tuned by electrical fi eld-effect 
methods. [  250–253  ,  264–266  ]  In addition, 2D materials can be pro-
cessed via conventional, planar fabrication techniques. [  267,268  ]  
Currently, the synthesis of large-area single, crystalline 2D 
materials is a challenge that limits the set of suitable applica-
tions for these materials. [  269,270  ]  However, there is now signifi -
cant effort invested in overcoming this bottleneck. 

 There are reports of the observation of 2D electron gas 
(2DEG) systems in semiconductor inversion layers, [  271  ]  semi-
conductor heterostructures, [  272,273  ]  polar interfaces of oxides, [  274  ]  
and materials that grow as 2D sheets such as graphene, [  275  ]  
many chalcogenides such as molybdenum disulphide, [  259  ,  263  ]  
perovskite materials and oxide nanosheets. [  276  ]  Plasmons have 
been observed on semiconductor inversion layers, [  271  ]  semicon-
ductor heterostructures, [  277  ]  and graphene. [  250  ,  252,253  ]  Except in 
the case of graphene, plasmons were observed in other cases 
only at low temperatures because of the high losses (low car-
rier mobility or high carrier scattering rates) occurring at room 
temperature. All of the observations of plasmons were made in 
the MIR or longer wavelength ranges. Plasmons in the visible 
or NIR ranges were not observed in any of these 2D materials 
because of insuffi cient carrier densities. In order to understand 
the behavior of plasmons in 2DEGs, consider the dispersion 
relation shown in Equation 7a:

 

nSe2

ε0εSm∗
qp = ω2

(

1 +
iγ

ω

)

  
(7a)

    

 Here  n  s  is the surface charge density,   ε   s  is the permittivity 
of the surrounding medium,  m  ∗    is the carrier effective mass,   γ   
is the carrier relaxation rate, and  q  p  is the plasmon wavevector. 
This equation is valid when   γ    <  <    ω   and for carriers with a para-
bolic band or carriers that have a non-zero effective mass. In the 
case of graphene, the carriers behave as if massless, and hence 
the dispersion relation is different. Equation 7b describes the 
plasmon dispersion relation in graphene at low temperatures:
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(
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ω

)

  
(7b)

    

 In this case,  E  F  is the Fermi energy of single-sheet graphene. 
In graphene, the carrier density is directly proportional to the 
square on  E  F , and it thus can be computed from the knowl-
edge of  E  F  alone. A carrier concentration of 3  ×  10 13  cm  − 3  cor-
responds to an  E  F  of about 0.64 eV. [  278  ]  

 Equations 7a,b allow us to quantitatively examine the char-
acteristics of plasmons in 2D plasmonic materials. One of the 
important characteristics is the ratio of the free-space wave-
length (  λ   0 ) to the plasmon wavelength (  λ   p ). Another important 
parameter is the number of plasmon wavelengths the plasmon 
wave will propagate, which is given by Re( q  p )/Im( q  p ). From 
Equation 7a,b, we can deduce these quantities as shown in 
Equation 8. For parabolic-band 2DEGs:
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(8a)

   

and for the case of massless carriers as in graphene:
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wavelengths. The dips in the refl ectance confi rmed SPP excita-
tion. In our recent studies on TiN fi lms, we also reported SPP 
coupling on epitaxial TiN thin fi lms deposited by DC reac-
tive sputtering on c-sapphire substrates. [  231  ]  The SPP modes 
were coupled onto the TiN fi lm using a dielectric grating cou-
pler formed by patterning a thin layer of polymer (electron-
beam resist, ZEP-520A) on top of the TiN fi lm. A schematic 
of the experimental set-up is shown in the inset of Figure  16 c. 
Figure  16 c also shows the angular refl ectivity measured at 
wavelengths of 900 and 1000 nm. The dips in refl ectance cor-
respond to SPP excitation, which was also verifi ed by numerical 
calculations. The fact that the SPP coupling condition was sat-
isfi ed at the measured refl ectance dips is also verifi ed by the 
dispersion curves plotted in Figure  16 d.  

 When patterned, titanium nitride has also been shown to 
exhibit LSPR modes. Cortie et al. sputter-deposited TiN on a 
monolayer of self-assembled polystyrene spheres. [  243  ]  This pro-
duced TiN-capped, 200-nm-diameter dielectric spheres, which 
were predicted to exhibit a plasmonic resonance near an exci-
tation wavelength of 900 nm. However, the measurements 
did not show a distinct resonance peak as expected, probably 
because the TiN-capped spheres were not isolated from each 
other. The authors mentioned that the high loss in the TiN 
material is the reason for not observing appreciable resonance 
peak, but Mie theory-based analyses by Guler et al. showed that 
the LSPR mode in TiN nanospheres is comparable in strength 
with that in gold nanospheres. [  244  ]    

 6.3. Summary 

 Many classes of materials such as intermetallics and ceramics 
exhibit plasmonic behavior in the optical range. However, 
none of them exhibit optical properties better than those of 
silver. Nevertheless, some materials such as TiN have optical 
properties similar to gold. There is, however, a great promise 
in optimizing the properties of these materials. The important 
development towards the design of better plasmonic materials 
could come from the theoretical domain. For example, a binary 
metal nitride system such as Ti  x  Zr 1 −  x  N might exhibit better 
optical properties than either TiN and ZrN. Further studies 
in this direction are therefore essential for fi nding better plas-
monic materials.    

 7. 2D Plasmonic Materials 

 Recently, plasmonics with 2D materials, or fl atland plas-
monics, [  245–249  ]  has gained much attention, especially after the 
demonstration of plasmons in graphene. [  250–253  ]  Two-dimen-
sional materials such as graphene have many advantages over 
bulk 3D materials from both scientifi c and technological per-
spectives. [  249  ]  The optical properties of 2D materials are quite 
different from those of bulk, 3D materials, which results in 
signifi cantly different plasmon dispersion relationships. [  254,255  ]  
Two-dimensional materials are technologically important 
because their properties are useful in many other applications, 
including electronics. [  249  ,  256–261  ]  The properties of 2D mate-
rials can be dynamically tuned by electrical, chemical, elec-
trochemical and other means. [  262,263  ]  For example, the optical 

Adv. Mater. 2013, 25, 3264–3294



3284

www.advmat.de
www.MaterialsViews.com

wileyonlinelibrary.com © 2013 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

R
E
V
I
E
W

actual propagation length in graphene would be about a few 
tenths of the free-space wavelength for  n  s   =  1.3  ×  10 12  cm  − 2 , 
whereas the same in MoS 2  would be about a hundredth of the 
free-space wavelength for the same carrier density. The conclu-
sions drawn here for MoS 2  may be generalized to any other 
2D semiconductor material. It is preferable to have a small 
effective mass, a bandgap higher than the photon energy, and 
the possibility of a large carrier concentration. In this regard, 
the oxide interfaces and semiconductor heterojunctions now 
under development may be useful because of their ability to 
support higher carrier concentrations. [  274  ,  279,280  ]  NIR or visible 
operation of these materials requires carrier concentrations in 
excess of 10 14  cm  − 2 , which is currently diffi cult to achieve in 
both graphene and other 2D materials.    

 8. Comparative Study 

 Recently, many new ideas have fused the fi elds of plasmonics 
and metamaterials, leading to a variety of new devices. Each of 
the proposed devices would have its own optimum operating 
condition. In general, the performance of the device is a func-
tion of its structure, geometry and material properties. For 
many standard device geometries, the performance can be esti-
mated for a given set of constituent materials. Such estimations 
would allow us to evaluate how good or bad a particular mate-
rial set is for the specifi c application. Thus, the performance 
of devices belonging to a particular class can be compared for 
different plasmonic materials. [  24  ,  281  ]  In this work, we consider 
SPP waveguides, LSPR devices, negative index metamaterials 
(NIMs), TO devices such as cloaks and light concentrators, 
HMMs, and epsilon-near-zero applications. Similar analyses for 
other applications may be qualitatively extended from the com-
parative study presented here. Here, we restrict our analyses 
only to 3D or bulk plasmonic materials.  

 Note that plasmons can exist in 2DEGs at all wavelengths. 
However, the plasmon wavelength might be too short to enable 
either excitation or observation of the plasmon mode. Also, 
when the plasmon wavelength shrinks below a few nanometers, 
non-local effects, which are ignored in the equations above, 
will have to be considered. Thus, practical considerations limit 
the plasmon wavelength (  λ   p ) to not more than a few hundred 
times smaller than the free-space wavelength (  λ   0 ). In  Figure    17  a 
we plot this quantity,   λ   0 /  λ   p , for graphene and for a typical 2D 
semiconductor such as MoS 2  ( m   ∗    =  0.45) for two different car-
rier densities. Figure  17 b shows the quantity Re( q  p )/Im( q  p ), 
which is essentially the number of plasmon wavelengths 
that the plasmon wave will propagate in the material. In 
this plot, graphene is assumed to have a DC mobility of 
10 000 cm 2  V  − 1  s  − 1  with a carrier scattering rate assumed constant, 
  γ     =  1/(7  ×  10  − 14 ) s  − 1  for  n  s   =  3  ×  10 13  cm  − 2  and   γ     =  1/(1  ×  10  − 14 ) s  − 1  
for  n  s   =  1.4  ×  10 12  cm  − 2  .  More details and precise calculations 
are provided by Jablan et al. [  278  ]  The parameters for MoS 2  are 
computed from the DC mobility report of 200 cm 2  V  − 1  s  − 1  and 
effective mass of 0.45. [  259  ]  Unlike graphene, interband transi-
tions in MoS 2  are absent for both carrier concentrations in the 
spectrum displayed in the fi gure. The effect of optical phonons 
in MoS 2  is also not included in this plot. We note that a high 
carrier concentration is required in order to observe plasmons 
in the MIR range. Plasmons in the NIR and visible ranges are 
very hard to observe with carrier concentrations lower than 
1  ×  10 14  cm  − 2 . MoS 2  requires an even higher carrier concen-
tration than graphene because of its large effective mass. In 
Figure  17 a, the curve for MoS 2  with  n  s   =  1.4  ×  10 12  cm   − 2  is out 
of scale, and the curve for  n  s   =  3  ×  10 13  cm  − 2  shows that the 
plasmon wavelength is about 100 to 200 times smaller. On the 
other hand, graphene accomplishes this behavior for a carrier 
density of an order of magnitude lower. When comparing the 
losses or propagation length shown in Figure  17 b, graphene 
performs much better owing to its high carrier mobility. The 

     Figure  17 .     Plasmon characteristics on two-dimensional electron gas systems: graphene and semiconducting MoS 2 . a) shows the dispersion curves 
for a particular carrier concentration ( n  s ) in MoS 2  and two different  n  s  in graphene. On the x-axis is plotted the quantity   λ   0 /  λ   p , which is the ratio of 
free-space wavelength (  λ   0 ) to the plasmon wavelength (  λ   p ). b) Plots the calculated propagation length (in number of plasmon wavelengths) for the 
two materials. The parameters for this simplifi ed calculations were obtained from refs. [  259  ,  278  ]   
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plasmonic materials with air. The propagation length ( L  w ) and 
confi nement width for SPPs propagating at the interface may 
be computed using Equation 9 and 10. [  283  ] 

 
Lw = 1/

{

k0

√

εm

εm + 1   
(9)

   

 
Dw =

{

δair |εm| ≥ e
δair + δm(1 − ln(|εm|) |εm| < e

  
(10)

   

where  δair = 1 /Re
{

k0

√

−1
εm+ 1

}

,    δm = 1 /Re
{

k0

√

εm+ 1

}

,
−ε

2
m     k  0    =   ω  / c  and   ε   m  

is the permittivity of the plasmonic material.  Figure    18   
a,b plot the confi nement width and propagation length for 
metal/air interface. TCOs provide good confi nement, but very 
poor propagation length. TiN and ZrN also provide better 

 8.1. SPP Waveguiding 

 Propagating SPPs along metal-dielectric interfaces may be 
guided using many different waveguide geometries (see Gra-
motnev and Bozhevolnyi [  282  ]  and references therein). One-
dimensional geometries include a single metal-dielectric 
interface, metal-insulator-metal (MIM) and insulator-metal-
insulator (IMI) designs. Two-dimensional waveguides include 
slot-, stripe-, V-groove and dielectric-loaded waveguide designs. 
Each of these designs offer different trade-offs between two 
important performance metrics: propagation length ( L  w ) and 
confi nement width ( D  w ). [  283,284  ]  In order to get an insight into 
the trade-off between propagation length and confi nement 
width, it is useful to plot these quantities for a single metal/
dielectric interface. Consider a single interface of any of the 

     Figure  18 .     Comparative study of performances of various plasmonic materials in SPP waveguiding applications: a) fi eld confi nement width ( D  W ) of 
SPPs on plasmonic material/air interface (inset shows the geometry of the structure). b) 1/ e  propagation length ( L  W ) of SPPs along the plasmonic 
material/air interface. c) The fi gure-of-merit  M1D

1
   is defi ned as the ratio of propagation length ( L  W ) to confi nement width ( D  W ) for SPPs on dielectric/

metal interface. [  283  ]  This fi gure-of-merit is indicative of the trade-off offered by each plasmonic material between confi nement and propagation length. d) 
Propagation length of long-range symmetric mode in metal/insulator/metal waveguide with 100 nm air as the insulator (the inset shows the geometry 
of the structure). The calculations for these plots use optical constants of noble metals from ref. [  22  ]   
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 8.2. LSPR Applications 

 The LSPR modes occurring in metal nanoparticles are useful 
in many applications such as sensing, catalysis and medical 
applications. [  12  ,  16  ]  Metal nanoparticles at resonance show high 
fi eld enhancement on the metal surface, which enhances the 
interaction of light with the local medium surrounding the 
nanoparticles. At resonance, the absorption cross-section (  σ   abs ) 
of the nanoparticles increases enormously and reaches a max-
imum. This causes the metal nanoparticles to strongly absorb 
light at the resonance and causes local heating, which is useful 
in catalysis and medical applications. In far fi eld, the strength 
of resonance may be observed by extinction effi ciency which 
may be characterized by extinction cross-section (  σ   ext ). Near-
fi eld enhancement, absorption cross-section and extinction 
cross-section are important quantities in assessing different 
plasmonic materials for LSPR applications. Using a dipole 
approximation in the electrostatic limit, the near-fi eld enhance-
ment, absorption cross-section and extinction cross-section of 
spherical plasmonic nanoparticles have been calculated previ-
ously for conventional and alternative plasmonic materials. [  285  ]  
 Figure    20   plots the maximum fi eld enhancement ( |  E  max / E    0  | ) 
on the surface of spherical nanoparticles of gold, silver, tita-
nium nitride, zirconium nitride and TCOs. [  164  ,  231  ]   Figure    21  a 
and b plot normalized   σ   abs  and normalized   σ   ext  respectively for 
spherical nanoparticles of diameter   λ  /10. The refractive index 
of the host medium surrounding the nanoparticles is assumed 
to be 1.33. Clearly, silver outperforms all other materials with 
resonances in the blue part of visible spectrum. Other materials 
show comparable performance in different parts of the NIR 
and visible ranges. Notably, TCOs could enable LSPR applica-
tions in the NIR without the need for complex geometries such 
as core-shell structures. Titanium nitride and zirconium nitride 
have similar performance and exhibit LSPR modes in the vis-
ible part of the spectrum. In particular, titanium nitride could 
be of signifi cant interest for biological applications because TiN 
is biocompatible [  286  ]  and its LSPR mode lies in the biological 

confi nement than gold and silver. However, propagation 
length is smaller. We have shown that the SPP characteristics 
on TiN fi lms resemble those on gold fi lm when the Drude-
damping in gold is artifi cially increased by 3.5 times. [  231  ]  
Since thin gold fi lms are known to exhibit higher losses, a 
loss factor of 3.5 may not be unreasonable. [  45  ]  Thus, TiN may 
be a good replacement to gold. The trade-off between propa-
gation length and confi nement width is conveniently captured 
by fi gure-of-merit ( M1D

1   ) defi ned as the ratio of propagation 
length to confi nement width. [  283  ]  Figure  18 c shows the fi gure-
of-merit for 1D SPP waveguides plotted for different plas-
monic materials. The trade-off is offered the best by silver, 
followed by gold, nitrides and TCOs. Nitrides and TCOs are 
less metallic compared to gold or silver. Hence, fi eld pen-
etration into these plasmonic materials is more than that in 
gold or silver waveguides. Since plasmonic components have 
losses, more fi eld penetration causes more attenuation or less 
propagation of the SPPs. From the plot of  M1D

1   , it may be 
inferred that the reduction in propagation length is dramatic 
for nitrides and TCOs in comparison to the improvement in 
fi eld confi nement. Thus,  M1D

1    is smaller with nitrides and 
TCOs than with noble metals.  

 The trade-off between propagation length and confi ne-
ment width offered by many different plasmonic materials 
may be fairly compared when one of the quantities is held 
constant. Here, we choose MIM waveguide with a fi xed gap 
size providing a constant confi nement width, and we com-
pare the propagation lengths of the symmetric long-range SPP 
mode. [  164  ,  231  ]  Figure  18 d shows the propagation length of the 
long-range symmetric mode in a MIM waveguide with air as 
the dielectric and a gap size of 100 nm. A number of alternative 
plasmonic materials are used as the metallic part of the wave-
guide, as shown in the fi gure. We fi rst note that TCOs exhibit 
poor propagation lengths compared to those of gold and silver. 
Titanium nitride, too, performs worse than either gold or silver. 
However, the propagation length in the titanium nitride wave-
guide is comparable to that of gold with a loss factor of 3.5. The 
zirconium nitride waveguide performs slightly better compared 
to the titanium nitride waveguide. 

 In general, for SPP waveguiding applications, the fi eld pen-
etration into the metal infl uences the trade-off between con-
fi nement and propagation loss signifi cantly. A larger negative 
real permittivity gives rise to smaller fi eld penetration into 
the metal, while a smaller imaginary permittivity leads to 
lower losses. Hence, the fi gure of merit would take the form 
[Re(  ε   m )] 2 /Im(  ε   m ) where   ε   m  is the permittivity of the plasmonic 
material. [  24  ]  This quantity is plotted for different alternative 
plasmonic materials in  Figure    19  . Noble metals outperform 
all other materials because of their large negative real permit-
tivity. The large negative real permittivity is a consequence of 
large plasma frequency or large carrier concentration. Since 
the fi gure-of-merit, [Re(  ε   m )] 2 /Im(  ε   m ) exhibits stronger depend-
ence on real permittivity than imaginary permittivity, having a 
larger plasma frequency results in a more signifi cant improve-
ment in performance than reducing the losses. Because all 
the alternative plasmonic materials we considered have lower 
plasma frequencies than noble metals, their performance met-
rics as SPP waveguides are worse than those offered by noble 
metals.    

     Figure  19 .     The performance of many 2D plasmonic waveguides, non-
spherical LSPR structures, resonant metamaterial devices such as 
negative-index-metamaterials depend on the quantity  

[Re(εm )]2

lm(εm )
   (  ε   m  is the 

permittivity of plasmonic material). This quantity is plotted in the fi gure 
for various plasmonic materials.  
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 8.3. Negative-Index Metamaterials 

 Artifi cial magnetism is accomplished in metamaterials by intro-
ducing nanostructures that produce a tiny current loop upon 
optical excitation. [  5  ,  290  ]  Current loops act like inductors pro-
ducing magnetic response. In order to achieve negative index, 
both permittivity and permeability need to be negative. [  290–293  ]  
A strong magnetic resonance can produce negative perme-
ability and a strong electric resonance can produce negative 
permittivity. Overlapping electric and magnetic resonances in 
the nanostructured metamaterial enables negative index. Thus, 
NIMs are resonant devices which generally rely upon plasmonic 
resonances in the nanostructures that constitute them. The 
nature of the resonance in the metal-dielectric nanostructures 
is similar to that in LSPR modes. This makes the performance 
dependence the same as that of LSPR structures. We know from 
the previous section that for non-spherical geometry of the plas-
monic nanostructures, the performance of the device scales as 
[Re(  ε   m )] 2 /Im(  ε   m) , where   ε   m  is the permittivity of the plasmonic 
component. Hence, a large magnitude of real permittivity of 
metal boosts the performance signifi cantly. In other words, a 
large carrier concentration in the metal makes a better negative-
index metamaterial. Since alternative plasmonic materials have 
smaller carrier concentration than in noble metals, their magni-
tudes of real permittivity are smaller than those of noble metals. 
Hence, the alternative plasmonic materials that we considered 
do not perform as well as noble metals for NIM applications. A 
detailed analysis and comparative study for negative-index meta-
materials have been provided by Tassin et al. [  294  ]    

 8.4. Epsilon-Near-Zero Applications 

 Epsilon-near-zero applications require that the permittivity of 
the material approaches zero. Bulk ENZ materials are useful as 
insulators in nano-optical circuits, in spatial fi ltering resulting 
in beaming, and in photon funnels. [  129  ,  295,296  ]  A bulk ENZ 

transparency window (700–1000 nm). [  287  ]  Also, TiN may be 
useful in plasmonic heating applications [  288  ]  because TiN nano-
particles have large absorption cross-section at the plasmon res-
onance and TiN has extremely high melting point ( > 2900  ° C).   

 When the particle geometry is more complex than a sphere, 
the LSPR wavelength and its strength change. In general, small 
spherical particles exhibit a resonance strength that is pro-
portional to Re{ −   ε   m }/Im{  ε   m }, where   ε   m  is the permittivity of 
the plasmonic material. [  24  ]  When the geometry changes from 
a sphere to cigar-like elongated structures, for example, the 
resonance quality varies as [Re(  ε   m )] 2 /Im(  ε   m ). Alternative plas-
monic materials have smaller magnitudes of real permittivity 
due to their smaller plasma frequencies, and hence they per-
form poorly when compared to noble metals for such compli-
cated geometries. [  289  ]    

     Figure  21 .     Normalized absorption cross-section (  σ   abs ) and extinction cross-sections (  σ   ext ) of spherical nanospheres of different plasmonic materials. 
The diameter of the nanospheres is assumed to be a tenth of the wavelength. The nanospheres are assumed to be in a host of refractive index 1.33. 
The calculations are based on quasistatic approximation.  
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     Figure  20 .     The maximum fi eld enhancement on the surface of a spher-
ical nanoparticle of the plasmonic material computed from quasistatic 
approximations. The nanoparticles are assumed to be in a host of refrac-
tive index 1.33.  
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limit on the enhancement of PDOS is imposed by the losses in 
the constituent materials and the size of the smallest structure 
used to build the HMM. The latter limit could be pushed higher 
by sophisticated fabrication techniques. However, the former is 
a limiting factor given that the losses in plasmonic components 
are high. Jacob et al. show that the enhancement in PDOS for 
a HMM depends inversely with the cube on the losses. [  308  ]  
Therefore, HMMs made from low-loss plasmonic materials are 
extremely important. Since many alternative plasmonic mate-
rials have much smaller losses than noble metals, they can be 
better substitutes for noble metals in HMM applications. In 
HMM applications such as thermal radiation engineering and 
thermophotovolataic applications, where a stable high temper-
ature operation is essential, plasmonic materials such as TiN 
possessing very high melting point are very promising. [  307  ]    

 8.6. Transformation Optics 

 Devices and applications that rely on TO often require a spe-
cifi c spatial distribution of permittivity in order to achieve 
the desired functionality. [  7  ]  This is achieved in a composite 
by varying the fi ll fraction of one of the constituent ele-
ments. [  309–311  ]  In the case of those devices that require metals 
as one of their constituents, the magnitude of real permittivity 
of the metal should be on the order of that of the dielectric in 
order to achieve a nearly balanced polarization response in the 
overall system and create the desired effective parameters. As 
an example, Cai et al. proposed a non-magnetic cloak using 
needle-like metallic structures. [  28  ]  Such a design is hard to 
realize using conventional metals because the magnitude of 
their real permittivity is at least one order higher than that of 
any dielectric in the optical range. The large magnitude of real 
permittivity necessitates a small metal fi ll fraction, which in 
turn translates into the fabrication of small nanostructures with 
noble metals. Very small nanostructures of noble metals are 
hard to fabricate due the many reasons mentioned previously 

material requires that both the real and imaginary parts of the 
permittivity must vanish. However, real materials are always 
associated with losses and never show ENZ-like behavior. All 
is not lost, however, as there are materials with a vanishing real 
permittivity and only a small imaginary part of permittivity at 
the same wavelength. For example, TCOs have a zero crossing 
in their real permittivity in the NIR and have small losses in 
the same range, and thus they can be good ENZ materials. On 
the other hand, metal nitrides have high losses near their zero 
crossovers due to interband transition losses, and hence they 
are not good ENZ candidates.   

 8.5. Hyperbolic Metamaterials 

 Hyperbolic materials are strongly anisotropic, possessing oppo-
site signs of real permittivity in orthogonal directions. [  297,298  ]  
Such a material exhibits hyperbolic dispersion and is there-
fore called a hyperbolic metamaterial. [  299  ]  In other words, the 
constant energy surface of a HMM in the  k -domain is a hyper-
boloid which is an open surface. In contrast, the constant fre-
quency surface of an isotropic dielectric is a sphere, and that 
of an anisotropic dielectric is an ellipsoid, both of which are 
closed surfaces. An open surface such as hyperboloid gives rise 
to many interesting properties, such as a very high effective 
index and a very large photonic density of states. [  300,301  ]  Devices 
such as the hyperlens rely upon HMMs. [  302  ]  Hyperbolic dis-
persion can be engineered through the use of metamaterials. 
For example, a stack of alternating sub-wavelength thick layers 
of metal and dielectric produces hyperbolic dispersion in the 
effective-medium limit. [  73  ]  Similarly, subwavelength-thick metal 
wires embedded in a dielectric host also produce hyperbolic 
dispersion in the effective-medium limit. [  303,304  ]  From a device 
fabrication and integration perspective, the superlattice (lay-
ered) structure of an HMM would be favorable. In this section, 
we consider various candidates as the plasmonic element in a 
layered HMM design. The performance of these HMMs can be 
compared directly by using a fi gure of merit (FoM). Hoffman 
et al. [  73  ]  mention that a good FoM for low-loss HMMs would be 
 Re(β⊥)/Im(β⊥)   , where   β   ⊥  is the propagation constant for light 
in the direction perpendicular to the layers. We plot this quan-
tity in  Figure    22   for various superlattices with metal fi lling frac-
tions of 50%. The curves are plotted in the wavelength range 
where hyperbolic dispersion exists. The dielectrics chosen with 
the plasmonic materials are based on ease of fabrication, and 
for simplicity, their index is assumed constant. Thus TCOs 
are paired with ZnO with an index of 2.0; titanium and zirco-
nium nitrides are paired with aluminum nitride (index 1.70); 
and silver and gold are paired with aluminum oxide (index 
1.78). In the visible and NIR ranges, alternative plasmonic 
materials clearly outperform noble metals. However, this con-
clusion holds only for HMMs in a planar geometry of HMMs, 
and alternative plasmonic materials may not outperform noble 
metals for other geometries.  

 In imaging applications HMMs can be quite useful, but 
HMMs are of great interest as well in quantum photonics and 
thermal engineering applications. [  299  ,  305–307  ]  These applications 
rely upon the enhancement of the photonic density of states 
(PDOS) brought about by the HMM properties. In reality, the 

     Figure  22 .     The fi gure-of-merit of hyperbolic metamaterials (HMMs), 
as defi ned in ref. [  73  ]  The calculations are for planar alternating layers of 
metal/dielectric layers formed by different pairs of materials.  
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properties. In general, alternative plasmonic materials out-
perform noble metals for non-resonant applications. For reso-
nant device applications, however, noble metals perform better 
except in the case of applications that leverage the special prop-
erties of alternative plasmonic materials. For example, TCO-
based plasmonic gas sensors are useful because TCOs are both 
plasmonic and chemically sensitive to gas, and LSPR modes in 
spherical nanoparticles also benefi t from alternative plasmonic 
materials because they enable LSPR at longer wavelengths. 
 Table    3   qualitatively summarizes the discussion on the com-
parative study of materials for various plasmonic and metama-
terial applications. We note that there is no single material that 
is good for all applications and for all wavelength ranges. How-
ever, there are plasmonic materials that are better than noble 
metals for many metamaterial and plasmonic applications in 
the visible and NIR ranges.     

 9. Conclusions and Future Directions 

 Conventional materials such as gold and silver limit the per-
formance of plasmonic and metamaterial devices in the optical 
range. For such devices to become integrated into realistic con-
sumer applications, a new material platform must be investi-
gated. To determine the requirements of this new material, a 
systematic study of the ideal plasmonic material was conducted. 
Properties including low loss, adjustable carrier concentration, 
ease of fabrication and integration, chemical stability, tunable 
optical properties, and CMOS compatibility were important 
requirements of this new material. While there are many suit-
able candidates, the best replacement is likely to be dependent 
on the wavelength of interest. Conventional semiconduc-
tors and 2D materials such as graphene would be suitable for 
mid-IR applications, while TCOs and metal-nitrides will bring 
signifi cant advances to devices in the NIR and visible ranges. 
These alternative plasmonic materials were evaluated for their 
suitability in several applications, and their performance was 
compared to that of conventional gold and silver. Simply put, 
there is no single material that offers superior performance 
for all applications in a given wavelength range. However, 
the optimization of alternative materials based on wavelength 

in this review. This issue is alleviated by the use of alternative 
plasmonic materials because their real permittivity is small in 
magnitude. Thus, many TO devices could benefi t signifi cantly 
from alternative plasmonic materials.   

 8.7. Tunable Devices 

 Tunable devices are technologically important because there are 
many applications that demand tunablity or ability to dynami-
cally modulate the device characteristics. [  9  ,  312,313  ]  Plasmonic and 
metamaterial devices can be effectively tuned if their plasmonic 
component is tunable. [  314,315  ]  Since the fi eld penetration in a 
plasmonic material is typically small, tuning a small plasmonic 
structure could tune the properties of the device quite dramati-
cally. However, noble metals cannot be signifi cantly tuned, and 
only with diffi culty. [  187  ,  315–317  ]  On the other hand, some of the 
alternative plasmonic materials can be tuned rather easily: for 
example, TCOs can be tuned by the application of an electric 
fi eld; [  175,176  ]  VO 2  may be tuned by inducing a phase change in 
the material. [  181  ]  Therefore, for applications where tuning is 
required, the benefi ts of using alternative plasmonic materials 
are signifi cant. 

 2D materials such as graphene and semiconductor hetero-
structures are very useful plasmonic materials owing to their 
ability to change optical properties by chemical, electrochemical 
and electrical means. [  131,132  ,  252,253  ,  256  ,  261  ,  264  ,  266  ]    

 8.8. Summary 

 Broadly, plasmonics and metamaterial applications can be clas-
sifi ed into resonant and non-resonant applications. Resonant 
devices can be defi ned as those devices whose operation is 
based on a localized plasmon resonance in metal-dielectric 
structures. Hence an LSPR device is resonant, whereas a plas-
monic waveguide is non-resonant according to our defi nition. 
Superlenses and NIMs are resonant devices, whereas HMMs 
and TO devices such as cloaks are non-resonant devices. This 
defi nition helps us to separate applications into groups with 
based on how their performance depends on the material 

   Table  3.     Summary of comparative study of various alternative plasmonic materials for different metamaterial and plasmonic applications in the vis-

ible and NIR ranges. � represents suitable;  ×  represents not suitable. 

 LSPR SPPs & Waveguides NIMs TO ENZ Switchable MMs

Noble Metals � � �  ×  ×  × 

Metal Nitrides  × �  × �  ×  × 

TCOs �  ×  × � � �

Noble Alkali Alloys  ×  ×  × � �  × 

Alkali Metals � � �  ×  ×  × 

Other Metals  ×  ×  ×  ×  ×  × 

Graphene a) 
� �  × �  × �

Conventional semiconductors a) 
�  ×  × � � �

    a) Current considerations are only in the mid-IR.   
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range has led to devices which outperform conventional gold 
and silver in many applications. Similar to the way silicon revo-
lutionized the microelectronics industry, the development of 
better materials will usher in the next-generation of nanopho-
tonic and metamaterial technologies. 

 Owing to its huge technological impact, materials research 
for plasmonics and metamaterials is attracting the attention of 
many researchers. The research in this direction is fairly open-
ended, and provides an excellent opportunity to explore and 
develop new dimensions. Some of the important directions in 
this fi eld of materials research for plasmonics and metamate-
rials are listed here:  

 •     Computational and theoretical studies in predicting im-
proved plasmonic materials or materials enabling new func-
tionalities   

 •     Investigation of plasmonic properties of two-dimensional 
materials such as graphene   

 •     Realization of plasmonic and metamaterial devices with al-
ternative plasmonic materials for improved performance and 
new functionalities   

 •     Exploration of new physics enabled by alternative plasmonic 
materials, e.g. ENZ structures, high-performance HMM de-
vices and non-linear plasmonic devices   

 •     Realization of novel classes of active and tunable devices 
based on new plasmonic materials   

 •     New device concepts enabled by alternative materials, e.g. in 
sensing, imaging, light generation and harvesting   

 •     Process development for deposition, patterning and integrat-
ing new materials into complex plasmonic and metamaterial 
device geometries   

 •     Reliability and scalability studies for device manufacturing    

 The development of materials technology, both for plas-
monic and dielectric materials, holds the key in transforming 
the science of plasmonics and metamaterials into a technology 
of daily use.  
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