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Convective Heat Transfer of
Ethanol/Polyalphaolefin
Nanoemulsion in Mini- and
Microchannel Heat Exchangers for
High Heat Flux Electronics
Cooling
Jaime Rios, Mehdi Kabirnajafi,Takele Gameda,

Raid Mohammed and Jiajun Xu

Abstract

The present study experimentally and numerically investigates the flow and heat
transfer characteristics of a novel nanostructured heat transfer fluid, namely, etha-
nol/polyalphaolefin nanoemulsion, inside a conventionally manufactured
minichannel of circular cross section and a microchannel heat exchanger of rectan-
gular cross section manufactured additively using the Direct Metal Laser Sintering
(DMLS) process. The experiments were conducted for single-phase flow of pure
polyalphaolefin (PAO) and ethanol/PAO nanoemulsion fluids with two ethanol
concentrations of 4 wt% and 8 wt% as well as for two-phase flow boiling of
nanoemulsion fluids to study the effect of ethanol nanodroplets on the convective
flow and heat transfer characteristics. Furthermore, the effects of flow regime of
the working fluids on the heat transfer performance for both the minichannel and
microchannel heat exchangers were examined within the laminar and transitional
flow regimes. It was found that the ethanol/PAO nanoemulsion fluids can improve
convective heat transfer compared to that of the pure PAO base fluid under both
single- and two-phase flow regimes. While the concentration of nanoemulsion
fluids did not reflect a remarkable distinction in single-phase heat transfer perfor-
mance within the laminar regime, a significant heat transfer enhancement was
observed using the nanoemulsion fluids upon entering the transitional flow regime.
The heat transfer enhancement at higher concentrations of nanoemulsion within
the transitional regime is mainly attributed to the enhanced interaction and inter-
facial thermal transport between ethanol nanodroplets and PAO base fluid. For two-
phase flow boiling, heat transfer coefficients of ethanol/PAO nanoemulsion fluids
were further enhanced when the ethanol nanodroplets underwent phase change. A
comparative study on the flow and heat transfer characteristics was also
implemented between the traditionally fabricated minichannel and additively
manufactured microchannel of similar dimensions using the same working fluid of
pure PAO and the same operating conditions. The results revealed that although the
DMLS fabricated microchannel posed a higher pressure loss, a substantial heat
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transfer enhancement was achieved as compared to the minichannel heat exchanger
tested under the same conditions. The non-post processed surface of the DMLS
manufactured microchannel is likely to be the main contributor to the augmented
heat transfer performance. Further studies are required to fully appreciate the
possible mechanisms behind this phenomenon as well as the convective heat
transfer properties of nanoemulsion fluids.

Keywords: ethanol/polyalphaolefin nanoemulsion, minichannel, additively
manufactured microchannel, single-phase flow, two-phase flow boiling, heat
transfer enhancement

1. Introduction

Fluid flow within the channels can be viewed as the heart for plenty of natural
and industrial systems. Heat and mass transfer are carried out along the walls of
channels existing in biological systems, for instance blood vessels, kidney, lungs,
and brain, as well as in many of industrial systems, for example heat exchangers, air
separation plants, water desalination systems, and nuclear power reactors [1].
Figure 1 illustrates a range of channel dimensions applied for different systems.
While the smallest channel dimensions are observed in the biological systems under-
going mass transport, the larger dimensions are employed for the transportation of
fluids. From a technological point of view, a steady transition from the larger channel
dimensions, order of magnitudes of 10 to 25 mm, to the smaller channel dimeters,
order of magnitudes of tens to hundreds of μm, can be seen in the recent years.

Generally, the energy transport process takes place along the channel wall, while
the bulk flow occurs through the channel’s cross-sectional area. The transport rate
varies with the surface area, being in a linear proportion to the channel diameter
(D), while the flow rate shows a direct proportion to the cross-sectional area (D2).
Hence, the ratio of channel surface area to the volume is proportional to 1/D.
Obviously, a reduction in the channel diameter leads to the increase in the ratio of
surface area to volume.

Figure 1.
Channel diameter ranges applied for different applications [2].
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By shifting to the smaller channel dimensions, some of the conventional princi-
ples of fluid flow, mass transport, and energy transport need to undergo
reevaluation for validation or possible revisions. The following three main reasons
can be mentioned to address the difference in the fluid flow modeling between
conventional and mini/microchannels [3]:

i. some changes realized in the fundamental principles; as an illustration, the
continuum hypothesis may not be valid for gas flows in mini/
microchannels, or a deviation arisen from an enhanced effect of some
forces (e.g., electrokinetic),

ii. uncertainties originating in those factors extracted empirically from
experiments on the large-size channels, for instance pressure loss
coefficients of fluid flow at the tube entrance and exit,

iii. uncertainties originating from microscale measurements, either in
geometry or operating conditions.

In the heat transfer applications, the reasons which drive such a shift towards
smaller flow passages are as follows [2]:

i. Substantial enhancement of heat transfer,

ii. Improved dissipation of heat flux in the microelectronic circuits and devices,

iii. Development of micro-scale devices which require the equally small
cooling systems.

The use of smaller channels provides a better performance in heat transfer,
albeit accompanied mostly with an increase in the pressure drop. An optimal bal-
ance between these parameters results in the various channel dimensions for dif-
ferent applications. Take as an illustration, in automobile industry, the dimensions
of flow passages in evaporators and radiators have reached to nearly 1 mm as a
result of the balance between the cleanliness standards, heat transfer, and pumping
power. Similarly, the high heat fluxes generated by microelectronic devices as well
as the geometric and dimensional constraints imposed by the micro-scale devices
and microelectromechanical systems (MEMS) require a drastic reduction in the
dimensions of flow channels designed for their cooling systems. Also, the mirrors
used for high-power laser devices employ the cooling systems having extremely
small footprint. The continuous advances in the fields of genetic and biomedical
engineering are contingent upon the precise transport control and thermal control
of fluid flow in the micro-scale passages. Hence, a solid understanding of heat
transfer process and fluid flow in such micro-scale systems is crucial to the design
and operation.

1.1 Classification of flow channels

The hydraulic diameter can serve as an indicator for taking into account a
channel’s dimensions and then classifying the flow channels. The reduction in
channel dimensions has different impacts on various processes. Although the deri-
vation of particular criteria based on different process parameters seems to be
fascinating, a simple dimensional-based classification is typically employed in the
literature due to the abundance of process parameters arising in the transition from
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conventional to micro dimensions. The channel classification suggested in [4] has
categorized the range of 1–100 μm as the microchannels, 100 μm to 1 mm as the
mesochannels, 1–6 mm as the compact passages, and the range above 6 mm as the
conventional channels.

Kandlikar et al. [3] improved their channel classification reported earlier in [5],
and then presented a more general classification according to the minimum channel
dimension, shown in Table 1. In this table, D indicates the channel diameter.
However, in case the channel is non-circular, the smallest channel dimension is
recommended to be taken for D; for instance, in a rectangular channel the smaller
side is considered for D. This channel classification may be used for either of single-
phase or two-phase flow applications.

For the case of phase-change heat transfer in particular, the channels with
various scales are classified according to the Bond number proposed by Cheng et al.
[6] for expressing the transition from macroscale heat transfer to microscale heat
transfer. Bond number takes into consideration the impacts of pressure, tempera-
ture, and some thermophysical properties of a fluid and is given as follows:

Bo ¼ Dh

lC

� �2

(1)

where Dh stands for hydraulic diameter, and lC accounts for capillary length
expressed as:

lC ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

σ

g ρ1 � ρVð Þ

r

(2)

For water at 373 K, the capillary length (lC) of water is practically 2.72 mm.
Based on Cheng’s et al. classification, the channels with the range of a hydraulic
diameter (Dh) between 600 μm and 4,720 μm can be considered as minichannels
for the applications using water as the base liquid. Table 2 shows the channel
classification based on Bond Number (Bo) for water at 373 K.

Channel Classification Smallest Channel Dimension (D)

Conventional Channels D ˃ 3 mm

Minichannels 3 mm ≥ D ˃ 200 μm

Microchannels 200 μm ≥ D ˃ 10 μm

Transitional Microchannels 10 μm ≥ D ˃ 1 μm

Transitional Nanochannels 1 μm ≥ D ˃ 0.1 μm

Nanochannels 0.1 μm ≥ D

Table 1.
Channel classification based on dimensions.

Channel Classification Bond Number (Bo) Hydraulic Diameter

Microchannels Bo <0.05 Dh < 600 μm

Minichannels 0.05 < Bo <3 600 μm < Dh < 4720 μm

Macrochannels Bo >3 Dh > 4720 μm

Table 2.
Channel classification based on bond number for water at 373 K.
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In the present study, we follow and meet both the selection criteria stated above
for channel classification (i.e., Tables 1 and 2) to ensure proper differentiation in
performance between minichannels and microchannels as well as proper collection
of the literature associated with heat transfer of mini and/or microchannels.

1.2 Ethanol/polyalphaolefin nanoemulsion: a novel heat transfer fluid

A variety of industries and military sectors have faced the challenge of finding
effective and efficient thermal management solutions as the electronic systems used
can output heat flux as high as 100 W/cm2 [7–11]. While many advanced works
have been performed to develop high performance heat exchangers with varieties
of shape, size and tube surface augmentation, the bottleneck of improvement has
fall into how to develop efficient heat transfer fluids with significantly improved
thermal properties over those currently available. To date, several heat transfer
fluid candidates have been reported, which include, but not limited to, nanofluids
[12–34], dilute emulsion [35, 36], and emulsion [37–41]: Nanofluid has been inten-
sively studied since it was proposed in 1995 by Choi [42]. It is consisted of a mixture
of solid nanoparticles and base fluid, and it has been reported to be potentially
useful in applications such as nuclear power system, solar collector, and compact
high power density electronics system. Emulsion and dilute emulsion fluid are
essentially similar systems made of a mixture of two immiscible liquids, while the
“dilute emulsion” has 5 vol% or less dispersed component. Using emulsion to
enhance heat transfer can be dated back to 1959 by Moore [43], and it has attracted
interests of researchers [35–45]. One of the most detailed descriptions of how
emulsions boil is the work of Bulanov and Gasanov [38–41, 44, 45], in which they
proposed chain-reaction boiling of the droplets as an explanation for the observed
superheated droplets and bubble dynamics on the heat surface. In addition, Rosele
[46] et al. carried out an experimental study of boiling heat transfer from a hori-
zontal heated wire, including visual observations in which the heat transfer could be
enhanced in dilute emulsions compared to that of water as a base fluid.

Recently, the authors have proposed a new type of heat transfer fluid called
“nanoemulsion” [47]. Nanoemulsion is a suspension of liquid nanodroplets formed
by self-assembly inside another immiscible fluid, as part of a broad class of
multiphase colloidal dispersions [48]. The nanoemulsion eliminates the presence of
solid particles, which usually cause abrasion and erosion issues even with extremely
fine particles such as nanoparticles [49–53], and instead, uses liquid nanostructures
[54–63]. The droplets typically have a length scale less or equal to 50 nm, which
makes the nanoemulsion fluid thermodynamically stable and transparent to natural
light. A comparison of nanoemulsion with emulsion (dilute emulsion) is
represented in Table 3 [47, 48].

Property Nanoemulsion Emulsion

Appearance Transparent Turbid

Interfacial tension Ultra-low (<<1 mN/m) Low

Droplet size <50 nm >500 nm

Phase stability Thermodynamically stable Thermodynamically unstable

Preparation Self-assembly Need of external shear

Viscosity Newtonian Non-Newtonian

Table 3.
Comparison of Nanoemulsion and emulsion (dilute emulsion).
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Pool boiling heat transfer studies of nanoemulsion fluids have shown that: (i) the
thermophysical properties of the nanoemulsion fluids are found to be better than that
of the base fluid [54, 55]; and (ii) an appreciable increase in heat transfer coefficient
(HTC) and critical heat flux (CHF) can be observed in nanoemulsion fluids when the
phase-changeable nanodroplets formed inside undergo nucleation [57, 61, 62].

Convective heat transfer of conventional heat transfer fluids inside mini/
microchannel heat exchangers has been extensively studied due to its capability to
remove high heat fluxes [33, 36, 64–66]. However, relatively few studies have been
carried out to investigate the application of novel heat transfer fluids inside mini/
microchannels. The recent development of nanotechnology has led to the improve-
ment of heat transfer coefficient using novel nanostructured working fluids. While
there are some recent experimental studies addressing the possibility of using
nanostructured heat transfer fluids inside micro/nanostructured surface to enhance
heat transfer [26, 31, 34], other recent studies showed that the use of nanofluids and
nanotube coating offers a lower heat transfer coefficient at the coated surface
compared to the bare surface [67–70].

Despite the significant enhancement observed in pool boiling heat transfer of
nanoemulsion fluids compared to the base fluids, it remains inconclusive whether
the same optimistic outlook can be expected in the convective heat transfer of
nanoemulsion fluids. The present study aims to numerically and experimentally
investigate the flow and heat transfer characteristics of ethanol/PAO nanoemulsion
inside a conventionally manufactured minichannel and compares them with those
of a microchannel heat exchanger manufactured additively.

2. Experimental approach

2.1 Preparation of nanoemulsion

To minimize the impact of the differences in thermophysical properties of the
two constitutive fluids on the convective heat transfer experiments, ethanol and
PAO fluids were used to prepare the nanoemulsion for this study since their thermal
conductivity values are very similar. Dioctyl sulfosuccinate sodium salt (Sigma
Aldrich) was used as a surfactant to form the nanoemulsion.

In the preparation process, the first step was to add the dioctyl sulfosuccinate
sodium salt (Sigma Aldrich) into PAO fluid. The mixture was stirred until the dioctyl
sulfosuccinate sodium salt was completely dissolved. The second step is to inject
ethanol into the base fluid and mix them well until the mixture became transparent.
In the present study, ethanol (4 or 8 percentage of ethanol by weight) is added into
PAO to form 4 wt % or 8 wt % Ethanol/PAO nanoemulsion fluids respectively.

2.1.1 Structural properties

Figure 2 shows the small angle neutron scattering (SANS) experimental results
of ethanol nanodroplets measured by NG7 SANS beamline at NIST Center for
Neutron Research (NCNR), and the data was reduced to extract the structural
information following the protocol provided by NCNR [71, 72]. It was found that
the ethanol nanodroplets formed inside the nanoemulsion fluids have a radius of
less than 1 nm on average.

2.1.2 Thermophysical properties

Thermal conductivity and viscosity are macroscopically observable parameters
that affect the thermal performance of the fluids. Figure 3 shows the thermal

6

Heat Transfer - Design, Experimentation and Applications



conductivities of the base PAO fluid and 8 wt % Ethanol/PAO nanoemulsion fluid
and their dependence upon temperature. Thermal conductivity of the pure PAO
and Ethanol/PAO nanoemulsion fluids was measured in the temperature range
from 25–75°C using the 3ω-wire method [56]. As represented in Figure 3, the
Ethanol/PAO nanoemulsion fluid experimented here exhibits a higher thermal con-
ductivity compared to pure PAO: a 3.9% increase which agrees well with the earlier
study [57]. In addition, the thermal conductivity decreases with higher temperature
but at a substantially lower rate compared to pure PAO.

Similarly, the viscosity of the Ethanol/PAO nanoemulsions was measured using
a commercial viscometer (Brookfield DV-I Prime) from 25–75°C. In general, the
viscosity is found to decrease with increasing temperature in most heat transfer
fluids, which is also observed in the proposed Ethanol/PAO nanoemulsion, that is, a
decrease from 14.3 cP to 3.05 cP as illustrated in Figure 4, which agrees well with
the authors’ previous study [57].

The thermophysical properties considered in the present study for ethanol/PAO
nanoemulsion and pure PAO fluids to conduct experimental heat transfer tests are
summarized in Table 4.

Figure 2.
Small angle neutron scattering curves for 4 wt % and 8 wt % ethanol/PAO nanoemulsion heat transfer fluids.

Figure 3.
Thermal conductivity of the pure PAO and 8 wt % ethanol/PAO nanoemulsion at temperature range of
25 � 75°C.

7

Convective Heat Transfer of Ethanol/Polyalphaolefin Nanoemulsion in Mini…
DOI: http://dx.doi.org/10.5772/intechopen.96015



2.2 Experimental apparatus

The convective heat transfer tests of nanoemulsion fluids were carried out for two
heat exchangers comprising a conventionally manufactured minichannel of 12 circu-
lar channels and an additively manufactured microchannel of 30 rectangular chan-
nels, both with the same exterior heat exchanger geometry. A schematic of the test
loop setup built to conduct experiments is shown in Figure 5. The test apparatus
consists mainly of a horizontal test section of either minichannel or microchannel
heat exchanger, three gear pumps, a fluid reservoir, a flow sight glass, preheating
section, condenser, and data acquisition system to measure and record the pressure,
temperature, and mass flow rate. In the present study, the heat transfer tests were
performed under a uniform wall heat flux applied on the top and bottom surfaces of
the minichannel and microchannel heat exchangers. A programmable DC power
supply with 0.05% power uncertainty was used to electrically heat up the test sections
in order to obtain the constant wall heat flux. Furthermore, the preheating section
was also electrically heated by a circulator, and the inlet fluid temperature is con-
trolled at a desired value before entering the test sections. The inlet and outlet fluid
temperatures were measured by two K-type thermocouples. The test section was
carefully wrapped using an insulation material with a thermal conductivity of
0:043 W= m:Kð Þ. A layer of aluminum foil was then wrapped on the outside of
thermal insulation layer. The heat losses through the insulation layer were estimated
to be lower than 2% of total heat losses and it was neglected in thermal performance
calculations in the present study. Pressure drops of the test section were measured by
two GP-50 differential pressure transducers with a working range of 0–200 kPa and
an uncertainty of 0.25%. For all the tests conducted, both minichannel and

Figure 4.
Dynamic viscosity of the pure PAO and ethanol/PAO Nanoemulsion fluids at temperature range of 25 � 75°C.

Property 4 wt % Nanoemulsion 8 wt % Nanoemulsion PAO

Density (kg=m3) 794 792 798

Conductivity (W/m-K) 0.148 0.149 0.143

Viscosity (kg/m-s) 13.8 � 10�3 14.3 � 10�3 7.34 � 10�3

Nanodroplet radius (nm) 0.5 0.8 N/A

Table 4.
Thermophysical properties of ethanol/PAO Nanoemulsion and PAO at 25°C.
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microchannel heat exchangers were placed horizontally to the ground. The liquid in
the reservoir was first preheated to a preset temperature of 75°C. The liquid flow rate
was adjusted to the desired value and monitored by a digital paddle wheel flow meter
(Micro-Flow™). Within the experiments, the fluid temperature and surface temper-
ature were automatically recorded by the data acquisition system. The test system
reached steady-state conditions while the changing rates of all the set parameters
mentioned above were less than 0.2%. The entire test rig was fully automated using
the National Instrument LabVIEW software and data acquisition devices (National
Instruments Corp., Austin, TX, USA).

Figure 6(a) and (b) depict the side-view and top-view of the test sections
respectively, in which seven thermocouples were attached to the top surface of both
minichannel and microchannel heat exchangers and were used to measure the local

Figure 5.
Schematic of the test apparatus.

Figure 6.
Schematic of the test sections (both mini- and microchannels): (a) side view, (b) top view with wall-mounted
thermocouples.
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wall temperatures as shown in Figure 6(b) where each red dot represents one wall-
mounted thermocouple.

Table 5 summarizes geometry of both test sections (minichannel and
microchannel) coupled with the operating conditions applied to conduct
experimental tests for single-phase flow and two-phase flow as well as to conduct
numerical analysis of heat transfer performance for comparison purposes.

2.2.1 Data processing

In the present study, the average heat transfer coefficient h is used and
expressed as follows:

h ¼ qwall
Ts � T f

(3)

where qwall is the local heat flux estimated by considering the local heat loss as
shown in Eqs. (4) and (5) for minichannel and microchannel respectively, Ts is the
average local surface temperature measured by the wall-mounted thermocouples
along the channel direction calculated by Eq. (6), T f is the fluid’s bulk mean

temperature calculated by Eq. (7).

qwall ¼
Q

n πDLð Þ (4)

qwall ¼
Q

n 2HLþ 2WLð Þ (5)

Ts ¼
1

7

X

x¼7

x¼1

Tx (6)

T f ¼
1

2
T f ,in þ T f ,out

� �

(7)

The average Nusselt number of nanoemulsion fluid can be expressed by:

Nu ¼ h Dh

k f
(8)

in which Dh is the hydrodynamic diameter for either of minichannel or
microchannel.

Geometry

Test Section Material Cross Section Orientation Channel Diameter Length

Microchannel 316 L Steel Rectangular Horizontal 640μm� 760μm 120 mm

Minichannel Aluminum Circular Horizontal 1 mm 120 mm

Operating Conditions at Inlet of Test Sections

Loop Working Fluid Tin Pin Heat Flux Mass Flux

Single-Phase Flow Nanoemulsion 75°C 159 kPa 13–44 kW/m2 1063–8504

Kg/m2-s

Two-Phase Flow Nanoemulsion 75°C 159 kPa 13–44 kW/m2 630–5037

Kg/m2-s

Table 5.
Geometry of the test sections along with operating conditions used.
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The Reynolds number of the flow can also be calculated as follows:

Re ¼ ρVD

μ
(9)

Total pressure loss along the test sections is calculated by:

∆P ¼ ∆Pfriction þ ∆Pminor (10)

and the friction factor is calculated by:

f ¼ ∆Pfriction
2D

ρLV2 (11)

To take the shape of the channel’s cross-section into consideration, the Poiseuille
number (Po) can be found to be only a function of microchannel’s aspect ratio:

Po ¼ f � Re ¼ 4π2 1þ ε2ð Þ
3

ffiffiffi

ε
p

1þ εð Þ (12)

in which ε ¼ H=W.

2.2.2 Uncertainty propagation

The uncertainties for different parameters involved in the experimental tests are
listed in Table 6.

An uncertainty analysis is performed from the measurement uncertainties using
calculus and the principle of superposition of errors. In general, for a variable F that
is a function of several variables such as F ¼ F a, b, c, …ð Þ, the squares of the

Parameter Uncertainty

Temperature (°C) �0:1

Flow velocity (m=s) �6%

Position of the thermocouples (m) �0:01

Dimensions of the minichannel (m) �0:002

Dimensions of the microchannel (m) �0:002

Power input (W) �0:5%

Heat flux (W/m2) �0:5%

Pressure (Pascal) �0:25%

Table 6.
Uncertainties sources for the experimental tests.

Calculated Variable Uncertainty

Heat transfer coefficient, h �6%

Nusselt number, Nu �8%

Reynolds number, Re �6%

Friction factor, f �10%

Table 7.
Uncertainties for heat transfer performance parameters.
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uncertainty in F is the sum of the square of the uncertainties due to each indepen-

dent variable, δF ¼ ∂F
∂a δa
� �2 þ ∂F

∂b δb
� �2 þ ∂F

∂c δc
� �2 þ …

h i0:5
where δa stands for the

uncertainty due to variablea. The uncertainties of the heat transfer performance
parameters are calculated and represented in Table 7.

3. Conventionally manufactured minichannel heat exchanger

Figure 7 illustrates the minichannel heat exchanger of 12 circular channels
designed and fabricated conventionally to conduct the experimental tests. The
material and geometry of the minichannel test section was shown earlier in Table 5,
coupled with the operating conditions engaged to run the experiments.

Using the PAO base fluid, the flow and heat transfer characteristics of the
minichannel test section were carefully evaluated to verify the integrity of the
experimental facility and test procedures. The experiments on the PAO base fluid
were first performed, and the test results were used as baseline data to compare
with those of Ethanol/PAO nanoemulsion fluids of 4% and 8% wt% ethanol. A
range of heat fluxes addressed earlier in Table 3 was selected as heat inputs to
simulate single-phase and two-phase flow heat transfer conditions. All the experi-
ments performed in the present study were repeated five times, and the relative
errors of test data were found to be less than 5%. The SANS measurements were
performed on the samples only prior to initiating the experiments. However, pre-
vious studies on a similar water/PAO system have demonstrated that there are no
remarkable structure changes of the nanodroplets before and after pool boiling tests
inside an enclosed system [63].

3.1 Results and discussions

3.1.1 Experimental results

3.1.1.1 Single-phase results of PAO Base fluid

Figure 8 illustrates variations of average Nusselt number with Reynolds for the
pure PAO base fluid and compares the results with the empirical heat transfer
correlations tabulated in Table 8. While Stephan correlation was used to predict

Figure 7.
Traditionally manufactured minichannel heat exchanger developed for the present comparative study.
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heat transfer characteristics within the laminar regime [73], the Gnielinski correla-
tion was exploited for fully developed turbulent flow regime [73] and modified
Gnielinski correlation [74] was used for comparison purposes within the transi-
tional flow regime. As shown by the measured data and empirical correlations in
Figure 8, the Nusselt number consistently increases with the Reynolds number,
however it starts to increase at a greater rate for Reynolds greater than 2300 (critical
Reynolds), which indicates a transition from laminar to turbulent flow regime. As
represented in this figure, the experimental heat transfer results show good agree-
ments with the empirical correlations in both laminar and transitional flow regimes.

Figure 9 shows variations of friction factor with Reynolds number for the pure
PAO base fluid and compares the results with the empirical friction factor correla-
tions listed in Table 9. The Hagen-Poiseuille correlation was used to predict flow
characteristics within the fully developed laminar flow regime inside a circular
minichannel [73] whereas the Shah correlation was used to include the entrance
effect within the hydrodynamically developing region [73]. As represented in

Figure 8.
Average Nusselt number versus Reynolds number for pure PAO fluid.

Correlation Conditions Validity Range

Stephan correlation [73]

Nu ¼ 4:364þ 0:086 RePrDLð Þ1:33
1þ0:1Pr Re DLð Þ0:83

Laminar flow in a circular pipe Re < 2300

Gnielinski correlation [73]

Nu ¼ f=8ð Þ Re�1000ð ÞPr
1þ12:7

ffiffi

f
8

p

Pr
2
3�1

� �

where f ¼ 1
1:82 log Reð Þ�1:64ð Þ2

Constant wall heat flux, fully

developed turbulent and transitional

flow

3000< Re < 5� 104

Modified Gnielinski correlation [74]

Nu ¼ f=8ð Þ Re�1000ð ÞPr
1þ12:7

ffiffi

f
8

p

Pr
2
3�1

� �

where f ¼ 3:03� 10�12
∙Re 3 � 3:67 �

10�8
∙ Re 2 þ 1:46� 10�4

∙Re � 0:151

Constant wall heat flux, transitional

flow in a straight circular pipe

2300< Re <4500

Table 8.
Empirical heat transfer correlations used for comparison purposes with their validity ranges.
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Figure 9, the measured values of friction factor for the pure PAO flowing inside the
minichannel agree well with the empirical correlations during laminar flow regime.
The friction factor decreases when Reynolds number increases up to around 2000.
Afterwards, the friction factor starts to increase sharply for Reynolds greater than
2000, which indicates transition from laminar to turbulent flow regime.

3.1.1.2 Single-phase results of ethanol/PAO nanoemulsions

After confirming the integrity of the test loop using the experimental results of
pure PAO fluid, heat transfer and flow characteristics of Ethanol/PAO
nanoemulsion fluids with 4 and 8 wt% ethanol were experimentally investigated by
following a similar test procedure.

Figure 10 represents variations of average Nusselt for the base fluid and
nanoemulsion fluids against a range of Reynolds lying in the laminar and transi-
tional flow regimes. As shown in this figure, Nusselt increases with Reynolds for all
the working fluids tested in the present study within either laminar regime (Re
< 2300) or transitional regime (Re > 2300). Figure 10 also illustrates that increase
in ethanol concentration of nanoemulsion fluids does not reflect a remarkable
distinction in heat transfer performance within the laminar regime. However, when
ethanol concentration of nanoemulsions increases from pure PAO (0%) to 8 wt%
nanoemulsion, Nusselt number exhibits significant enhancements within the

Figure 9.
Friction factor versus Reynolds number for pure PAO fluid.

Correlation Conditions Validity Range

Hagen-Poiseuille correlation [73]

f ∙Re ¼ 64

Laminar flow in a circular

channel

Re < 2300

Shah correlation [73]

f ∙Re ≈ 4 3:44
ffiffi

ξ
p þ

16þ0:3125ξ�3:44
ffiffi

ξ
p

1þ2:12�10�4

ξ2

� �

where ξ¼ x
D

� �

=Re

Laminar flow inside

circular channel with

consideration of entrance

length

Re < 2300

Table 9.
Empirical friction factor correlations used for comparison purposes with their validity ranges.
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transitional and the early stage of turbulent flow regimes. The results show a 24%
increase in average Nusselt number for 8 wt% nanoemulsion fluid and a 11%
increase in average Nusselt for 4 wt% nanoemulsion fluid compared to that of pure
PAO at the same Reynolds number of 3400. The heat transfer enhancement in the
transitional regime can be attributed to the enhanced interaction and interfacial
thermal transport between ethanol nanodroplets and PAO base fluid, so that the
increase in density and size of nanodroplets at higher concentrations of ethanol can
contribute to a stronger mixing and mass exchange effects within the transitional
and turbulent flow regimes.

Figure 11 compares experimental heat transfer data for 8 wt% ethanol/PAO
nanoemulsion with conventional heat transfer correlations suggested in the litera-
ture for internal flow. As shown in this figure, the experimental results agree very
well with those predicted by the empirical correlations in both laminar and transi-
tional flow regimes. While the classical Gnielinski correlation overestimates the
Nusselt number for the transitional flow, the Stephan and modified Gnielinski
correlations provide a better prediction of Nusselt number for the laminar and
transitional flow regimes, respectively.

Figure 10.
Nusselt number versus Reynolds for pure PAO and nanoemulsion fluids.

Figure 11.
Nusselt number versus Reynolds for 8 wt% ethanol/PAO nanoemulsion.
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Figure 12 represents variations of friction factor with Reynolds number for 8 wt
% ethanol/PAO nanoemulsion, and compares the experimental results with those
predicted by the empirical correlations, in which a very similar trend can be
observed with that of the single-phase PAO base fluid as previously shown in
Figure 9. As illustrated in Figure 12, the friction factor of nanoemulsion within the
laminar regime decreases consistently with Reynolds number up to the Reynolds of
2000, indicating a slightly earlier entrance into the transitional flow regime com-
pared to that of the pure PAO. Upon entering the transitional regime, friction factor
is found to increase and then starts to flat out at Reynolds number of around 3000.
As clearly seen in this figure, the experimental data measured for friction factor of
nanoemulsion showed good agreements with those predicted by the Hagen-
Poiseuille and Shah correlations.

3.1.1.3 Two-phase results of ethanol/PAO nanoemulsions

One of the reasons to replace conventional heat transfer fluids with
nanoemulsion is to achieve significant heat transfer enhancements when the phase
changeable nanodroplets undergo nucleation. Previous studies have demonstrated a
significantly improved heat transfer coefficient and critical heat flux using
nanoemulsion with phase changeable nanodroplets undergoing the nucleate boiling
[57, 61, 62]. In the present study, the ethanol nanodroplets formed inside the
nanoemulsion are expected to function as phase change nuclei at elevated temper-
atures during the two-phase flow boiling experiments. The maximum flow rate
needs to be limited to less than 4.46 m/s (or Re = 1136) to maintain a wall temper-
ature high enough to trigger flow boiling. Accordingly, all the flow boiling data
collected and shown in the present study reflect heat transfer behavior within the
laminar flow regime.

Figure 13 represents the variations of average transient wall temperature data
for all the tested working fluids (4 and 8 wt% ethanol/PAO nanoemulsions and pure
PAO) with time, which overlapped well with each other within single-phase flow
regime. However, the wall temperatures of nanoemulsions started to deviate from
the single-phase trend line, followed by a sudden drop in the wall temperature
which indicates an increase in heat transfer coefficients due to the flow boiling.
Using the sight flow indicator located next to the outlet of the minichannel test
section, it was observed that there were bubbles coming out of the minichannel heat
exchanger, which confirms that the ethanol nanodroplets underwent nucleation

Figure 12.
Friction factor versus Reynolds number (Nanoemulsion fluid).
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and the flow lies in the state of two-phase flow boiling. Another interesting obser-
vation was the delay in nucleation boiling temperature or the onset of nucleate
boiling (ONB). As illustrated in Figure 13, the nucleation did not start until the
average surface temperature of the minichannels reached a temperature around
140°C while the boiling temperature for ethanol is 78°C. Similar findings of delayed
ONB were previously reported for pool boiling experiments of sub-cooled ethanol/
PAO nanoemulsion fluids [57]. The delayed ONB can be attributed to the inefficient
thermal transport between each surfactant molecule and its surrounding PAO fluid,
in which the PAO molecules are not packed closely near the hydrophilic head-group
of the surfactant molecule and could not provide efficient thermal pathway in
between the micelles and base fluid [59, 60].

Figure 14 shows the variations of average heat transfer coefficient with Reyn-
olds number for flow boiling of nanoemulsion fluids, and compares them with those
of single-phase flow of pure PAO and nanoemulsions. In addition to the fact that the
Ethanol/PAO nanoemulsion fluids exhibit slightly higher heat transfer coefficients
(HTCs) compared to those of pure PAO in single-phase flow due to the minor
improvement in thermophysical properties, the HTCs were found to be signifi-
cantly enhanced when the nanoemulsion fluids underwent two-phase flow boiling.
It is also apparent that the phase change of the ethanol nanodroplets is the main
contributor to the heat transfer improvement. Figure 14 also reveals that the etha-
nol concentration of nanoemulsion has a positive impact on the overall heat transfer
coefficients in both single-phase flow and two-phase flow boiling. As shown in this
figure, an average HTC enhancement of 50 � 70% was achieved with Ethanol/PAO
nanoemulsion compared to that of the PAO base fluid.

3.1.2 Simulation results

The prototype of the minichannel heat exchanger was designed using CREO
software and then the model was imported to COMSOL-Multiphysics to conduct
numerical heat transfer analysis for the same geometry and operating conditions
summarized in Table 5. The following assumptions were adopted to conduct the
simulations: no slip boundary condition, normal inflow velocity, uniform wall heat

Figure 13.
Evolution of the average wall temperature with time for pure PAO and nanoemulsions.
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flux boundary conditions imposed on the top and bottom surfaces of the
minichannel heat exchanger, and thermophysical properties of the working fluids
are set to remain constant for the values addressed earlier in Table 4.

Three types of meshes were developed in the present study to examine accuracy
of simulation results as well as to confirm mesh independency of the results,
including finer, fine, and normal. The size settings for each mesh are shown in
Table 10. The finer mesh size was eventually chosen as it allows to conduct suffi-
ciently accurate analysis while still maintaining a reasonable computational time.

Figure 15 represents the variations of local Nusselt number at a certain Reynolds
number of 2500 (i.e., the beginning of transitional regime) along the minichannel
heat exchanger with the same geometry and dimensions used previously for the
experimental investigations as summarized in Table 5. As illustrated in this figure,
the local Nusselt number decreases along the minichannel at early positions and
then reaches relatively constant values of 23 and 26 for the pure PAO and 8 wt%

Figure 14.
Average heat transfer coefficient versus Reynolds for single-phase and two-phase flow of the working fluids.

Description Finer Fine Normal

Calibrate for Fluid dynamics Fluid dynamics Fluid dynamics

Maximum element size 0.148 0.212 0.4

Minimum element size 0.016 0.04 0.12

Curvature factor 0.4 0.5 0.7

Resolution of narrow regions 0.95 0.8 0.7

Maximum element growth rate 1.08 1.13 1.4

Number of elements 684,571 200,829 86,383

Mesh shape Triangle Triangle Triangle

Computational time 14 min 25 sec 3 min 19 sec 1 min 22 sec

Table 10.
Mesh types developed to conduct numerical analysis.
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Ethanol/PAO nanoemulsion, respectively, within the fully developed transitional
region. This reveals a heat transfer enhancement of around 13% at a certain Reyn-
olds number of 2500 using the 8 wt% nanoemulsion fluid compared to that of the
pure PAO inside the minichannel heat exchanger.

This is important to point out that while the simulation results in Figure 15 show
the Nusselt values of 23 and 26 for the fully developed flows of pure PAO and 8%
nanoemulsion, respectively, the experimental results of pure PAO and 8%
nanoemulsion introduced earlier in Figures 8 and 11 show the Nusselt values of
around 21 and 24 at the same Reynolds of 2500, respectively. This indicates a
relative deviation of approximately 9% between the model and experimental
results.

As also observed from the simulation results in Figure 15, there is a declining
trend of Nusselt number along the early locations of the minichannel. The signifi-
cantly higher Nusselt number at the early locations and its subsequent sharp drop is
due to the thermal entrance region at the inlet of the minichannel test section where
the internal liquid single-phase flows are still neither thermally nor hydrodynami-
cally fully developed. As a result of having a thermally developing flow in the
entrance region, the thermal boundary layer is extremely thin which causes larger
values of Nusselt and HTC compared to those of locations outside the entrance
region where both of the working fluids are fully developed.

The hydrodynamic (xfd,hyd) and thermal (xfd,th) entry lengths for an internal

flow in a circular channel can be calculated as follows, respectively [73]:

xfd,hyd
D

≈0:05 Re D (13)

xfd,th
D

≈0:05 Re DPr (14)

The hydrodynamic entry length for the transitional flows of PAO and 8%
nanoemulsion in the minichannel was found to be 25 mm. As demonstrated in
Figure 15, the local Nusselt numbers for each of the working fluids take relatively
constant values after the entry length of 25 mm where the boundary layer develops
fully across the cross section of the microchannel and appears to be independent of

Figure 15.
Variations of local Nusselt number along the minichannel at Re = 2500 for pure PAO and 8% ethanol/PAO
nanoemulsion fluids with the entrance effects
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the channel length. Since the working fluids are PAO and nanoemulsion with
Prandtl numbers greater than 1 (Pr > 1), the hydrodynamic boundary layer
develops more quickly than the thermal boundary layer xfd,th > xfd,hyd

� �

.

4. Additively manufactured microchannel heat exchanger

4.1 Additive manufacturing of microchannel prototype

While micro- and minichannels show promising potential and have been incor-
porated in a wide variety of unique, compact, and efficient cooling applications,
manufacturing of micro- and minichannels made of high temperature alloys is still a
challenging task. Recently, additive manufacturing (AM) technology has shown its
promising application in manufacturing [75–79]. The use of additive manufactur-
ing, or widely known as 3D printing technique, has revolutionized the traditional
manufacturing process, which now eliminates the traditional constrictions in
geometry design and manufacturability. AM based manufacturing technique has
opened the design potential of traditionally impossible geometries and structures.

The metal based additive manufacturing techniques, including: Selective Laser
Melting (SLM), Selective Laser Sintering (SLS), and Electron Beam Melting (EBM),
are the most widely studied. Of the aforementioned techniques, Direct Metal Laser
Sintering (DMLS) method, as a subset of the SLS process, is particularly appropriate
for building production-grade parts due to its ability to use high temperature alloys
in the process [77, 80–83].

With DMLS, thin layers of atomized fine metal powder are evenly distributed
using a coating mechanism onto a substrate plate, usually metal, that is fastened to
an indexing table that moves in the vertical (Z) axis. This takes place inside a
chamber containing a tightly controlled atmosphere of inert gas, either argon or
nitrogen at oxygen levels below 500 parts per million. Once each layer has been
distributed, each 2D slice of the part geometry is fused by selectively melting the
powder. This is accomplished with a high-power laser beam, usually an ytterbium
fiber laser with hundreds of watts. The laser beam is directed in the X and Y
directions with two high frequency scanning mirrors. The laser energy is intense
enough to permit full melting (welding) of the particles to form solid metal. The
process is repeated layer after layer until the part is complete.

One of the unique characteristics of DMLS manufacturing process is that the
surfaces of manufactured parts are intrinsically rough due to the nature of laser
sintering process [80]. While the outward-facing surfaces can be smoothed via
machining, internal surfaces cannot be post-processed easily. Stimpson et al. exam-
ined the effects of surface roughness on flow structures in DMLS parts containing
microchannels [84]. In another study, Snyder et al. [85] analyzed the effect of
building direction on flow structures in similar DMLS parts, paying particular
attention to the different roughness features generated by different printing orien-
tations. The authors of both studies [84, 85] reported relative roughness values
ranging between 20% and 38% of the channel hydraulic diameters and proved that
correlations for friction factor and heat transfer are no longer valid for surfaces with
such high roughness values. Thus, it is imperative to characterize the internal
surface of DMLS manufactured parts.

Many investigations have also been conducted to study flow behavior in
microchannels of different cross-sections such as rectangular, circular, trapezoidal,
triangular, and elliptical [86–88]. Rectangular and trapezoidal cross-sections have
been extensively studied for a wide range of applications, mainly due to practical
considerations such as fabrication techniques, cost, and ease of manufacturing.
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Most researchers have employed rectangular cross-sections for studying friction
and pressure drop in microchannels. Since microchannels length is normally long
(compared to other dimensions), inlet and exit effects have been neglected in most
works.

In the present study, the additively manufactured microchannel heat exchanger
was developed using the EOSINT M280 machine at the University of the District of
Columbia (UDC). The machine takes advantage of the DMLS technique to 3D print
the designed prototype. Figure 16 represents the EOSINTM280 machine which can
be used to seamlessly manufacture complex heat exchanger designs. The process
parameters (material scaling, layer thickness, and beam offset) applied to the
machine are listed in Table 11. Adjusting process parameters and investigating
different building directions to understand their impacts on the prototype perfor-
mance is beyond the scope of this study.

Using the aforementioned fabrication process, a rectangular cross-sectional
microchannel heat exchanger was designed and additively manufactured with 316 L
Stainless Steel. Each channel is designed to be 640μmin width and 760μmin height,
with a length of 120 mm. A total of 30 microchannels were fabricated along the
center of the heat exchanger. Flanges were manufactured on each end of the heat
exchanger to fit the existing test loop and facilitate the experimental investigations.
Figure 17 represents the additively manufactured microchannel heat exchanger
developed for the present study.

Figure 16.
EOSINT M280 machine used to develop the microchannel prototype.

Parameter Setting

Material 316 L Stainless Steel

Process Gas Nitrogen

Laser Power 400 W

Material Scaling X 0.045%

Material Scaling Y 0.16%

Beam Offset 0.11 mm

Layer Thickness 40 micrometer

Software EOSTATE Magics RP (materialize)

Table 11.
Settings applied to EOSINT M280 machine to develop the prototype.

21

Convective Heat Transfer of Ethanol/Polyalphaolefin Nanoemulsion in Mini…
DOI: http://dx.doi.org/10.5772/intechopen.96015



To characterize internal surfaces of the part including the roughness of each
surfaces and true cross-section area, a computed X-ray tomography (CT Scan) was
used. The CT scan takes a series of 2D images of an object and then incorporates
them to form a 3D reconstruction of the object using the software algorithms.
Through this method, the external and internal surfaces can be determined along
with the channel surface roughness. An arithmetic roughness average, Ra, was
calculated using the height differences between the CT scan data and the designed
channel wall surface. The results have shown that the Ra=Dhvalue is 0.23.

4.2 Results and discussions

4.2.1 Experimental results

After verifying the integrity of the experimental configuration and test proce-
dures, heat transfer and flow characteristics of the single-phase flow of pure PAO
fluid inside the additively manufactured microchannel were experimentally inves-
tigated and then compared with those of minichannel heat exchanger introduced
earlier. All the experiments conducted in the present study were repeated five
times, and the relative errors of test data were found to be less than 5%. Since
Poisueille number remains constant with variations of Reynolds in the laminar
regime, the experimental data for each set was averaged over the laminar flow
regime.

Figure 18 represents the variations of the measured average Nusselt number
with Reynolds for single-phase flow of the pure PAO within the laminar regime
(100 < Re < 2000) for both microchannel and minichannel heat exchangers. As
shown in this figure, while the Nusselt number gradually increases with Reynolds
for both microchannel and minichannel, a significant enhancement of heat transfer
is observed using the microchannel compared to the minichannel heat exchanger
under the same operating conditions. Furthermore, the experimental results were
compared with the Stephon’s correlation for internal flow. As illustrated in
Figure 18, the Stephon’s correlation underestimates the Nusselt number inside the
microchannel whereas it agrees well with the minichannel. The main reason for the
reflected deviation is attributed to the larger surface roughness of the additively
manufactured microchannel using the DMLS technique compared to that of the

Figure 17.
Additively manufactured (AM) microchannel heat exchanger developed for the present study.
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traditionally manufactured minichannel heat exchanger. Stimpson et al. [84] and
Snyder et al. [85] have investigated the effects of surface roughness and printing
orientation on flow structures in DMLS manufactured parts and proved that the
existing empirical correlations for heat transfer and friction factor are no longer
valid for the additively fabricated surfaces with high roughness values. This is also
important to point out that the non-post processed surface of the DMLS
manufactured microchannels is likely to be the main contributor to the augmented
heat transfer performance. Future study is then required to better appreciate the
possible mechanisms behind the phenomenon observed here.

Figure 19 shows the variations of friction factor with a range of Reynolds
numbers lying in the laminar regime for both the minichannel and microchannel
heat exchangers. As clearly represented in this figure, the friction factor decreases
with the increase of Reynolds number for both the test sections experimented in the
present study. It can also be observed that the average friction factor of the PAO
fluid inside the AMmicrochannel remains noticeably higher compared to that of the
minichannel, and the entrance effect is more pronounced at lower Reynolds

Figure 18.
Average Nusselt number versus Reynolds for the pure PAO fluid in both minichannel and microchannel heat
exchangers.

Figure 19.
Friction factor versus Reynolds number for the pure PAO fluid in both minichannel and microchannel heat
exchangers.
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numbers. Similar to the heat transfer measurements, the friction factor measure-
ments were compared and validated with classical empirical correlations proposed
in the literature. As illustrated in Figure 19, the friction factor of the PAO fluid
flowing inside the minichannel agrees well with the classical Hagen-Poiseuille cor-
relation within the laminar regime. Considering the relatively large dimensions of
the microchannel (H ¼ 780μm�W ¼ 640μmÞ, Baharmi model [89] underesti-
mates the frication factor, and it is likely due to the rough internal surface of the
DMLS manufactured microchannel as discussed earlier.

4.2.2 Simulation results

The prototype of the microchannel heat exchanger was designed using CREO
software and then the model was imported to COMSOL-Multiphysics to conduct
numerical heat transfer analysis for the same geometry and operating conditions
summarized in Table 5. The following assumptions were adopted to conduct the
simulations: no slip boundary condition, normal inflow velocity, uniform wall heat
flux boundary conditions imposed on the top and bottom surfaces of the
microchannel heat exchanger, and thermophysical properties of the working fluids
are set to remain constant for the values listed earlier in Table 4. To confirm mesh
independency of the simulation results and compare their accuracies, three types of
meshes were developed, including finer, fine, and normal. The finer mesh size was
ultimately chosen as it provides sufficiently accurate analysis while still sustaining a
reasonable computational time.

Figure 20 represents the variations of local Nusselt number at a certain Reynolds
number of 500 along the microchannel heat exchanger with the same geometry and
dimensions used previously for the experimental investigations as listed in Table 5.
As shown in this figure, the local Nusselt number decreases along the microchannel
at early positions and then reaches relatively constant values of 22 and 29 for the
pure PAO and 8 wt% Ethanol/PAO nanoemulsion, respectively, within the fully
developed laminar region. This reveals a heat transfer enhancement of around 32%

Figure 20.
Variations of local Nusselt number along the microchannel at Re = 500 for pure PAO and 8% ethanol/PAO
nanoemulsion fluids with the entrance effects.
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at a certain Reynolds number of 500 using the 8 wt% nanoemulsion fluid compared
to that of the pure PAO inside the microchannel heat exchanger.

This is important to note that while the simulation results in Figure 20 show a
Nusselt value of 22 for the fully developed flow of pure PAO, the experimental
results introduced in Figure 18 show a Nusselt value of almost 20 at the same
Reynolds of 500, which indicates a relative deviation of approximately 10%
between the simulation and experimental results. This deviation is mainly due to
the development of model which fails to study the effect of the DMLS
manufactured surfaces on the flow and heat transfer characteristics.

As vividly seen from the simulation results in Figure 20, there is a declining
trend of local Nusselt number along the early locations of the microchannel. The
significantly higher Nusselt number at the early locations and its subsequent sharp
drop is due to the thermal entrance region at the inlet of the microchannel test
section where the internal liquid single-phase flows are still neither thermally nor
hydrodynamically fully developed. As a result of having a thermally developing
flow in the entrance region, the thermal boundary layer is extremely thin which
causes larger values of Nusselt and HTC compared to those of locations outside the
entrance region where both of the working fluids are fully developed.

Using the Eq. (13), the hydrodynamic entry length for the laminar flows of PAO
and nanoemulsion in the microchannel was found to be 17.5 mm. As illustrated in
Figure 20, the local Nusselt numbers for each of the working fluids take relatively
constant values after the entry length of 17.5 mm where the boundary layer
develops fully across the cross section of the microchannel and appears to be
independent of the channel length. Since the working fluids are PAO and
nanoemulsion with Prandtl numbers greater than 1 (Pr > 1), the hydrodynamic
boundary layer develops more quickly than the thermal boundary layer.

5. Conclusions

In this study, the flow and heat transfer characteristics of a novel nanostructured
heat transfer fluid (i.e., ethanol/polyalphaolefin nanoemulsion) inside a
minichannel of circular cross section and a microchannel of rectangular cross sec-
tion were investigated experimentally and numerically. The experiments were
performed for single-phase flow of pure PAO and ethanol/PAO nanoemulsion
fluids of 4 wt% and 8 wt% concentrations within the laminar and transitional
regimes as well as for two-phase flow boiling of nanoemulsion fluids within the
laminar flow regime.

It was revealed that the nanoemulsion fluids thermally outperformed the pure
PAO base fluid in single-phase flow of transitional regime, however, it does not
reflect an appreciable improvement in single-phase heat transfer performance
within the laminar flow regime. The significant heat transfer enhancement achieved
at higher concentrations of nanoemulsion within the transitional regime is mainly
attributed to the enhanced interaction and interfacial thermal transport between
ethanol nanodroplets and PAO base fluid. For two-phase flow boiling, heat transfer
coefficients of ethanol/PAO nanoemulsion fluids were further enhanced once the
ethanol nanodroplets underwent phase change. A comparative study was also
conducted on the flow and heat transfer characteristics of pure PAO between the
traditionally manufactured minichannel and additively manufactured
microchannel under the same operating conditions. Despite the higher friction
factor and pressure loss, significant heat transfer enhancements were achieved
using the additively manufactured microchannel compared to the traditionally fab-
ricated minichannel heat exchanger under the same operating conditions, so that
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the gained heat transfer enhancement through the microchannel is more prominent
than its drawback of increased pressure loss. The non-post processed surface of the
DMLS manufactured microchannel is believed to be the main contributor to the
augmented heat transfer and pressure drop. Further studies are needed to fully
understand the possible mechanisms behind it, and also to gain a deeper insight into
the phase-change heat transfer characteristics of nanoemulsion fluids.
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