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In this Article, the scale bars are omitted from Figures 1a,c,d and 2a. �e correct Figures 1 and 2 appear below.

OPEN

http://doi: 10.1038/srep27898


www.nature.com/scientificreports/

2Scientific RepoRts | 6:31018 | DOI: 10.1038/srep31018

Figure 1.  
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Figure 2.  

http://creativecommons.org/licenses/by/4.0/

	Corrigendum: Hydrothermal growth of VO2 nanoplate thermochromic films on glass with high visible transmittance

