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oblateness-only fit at better than the 99% confidence level. Lydon
and Sofia9 also attempted to measure this shape term in 1992 and
1994 and obtained 2 0:40 6 0:44 milliarcsec—consistent with
zero, and significantly different from the l ¼ 4 term we derive.
Although the SOHO data yield the first evidence for a non-zero
solar hexadecapole moment, the earlier measurements suggest that
the Sun’s high-order shape may change in time.

The 1996 data give consistent but noisier results, c2 ¼
26:00 6 0:80 milliarcsec (in 1996, c4 was indeterminate). The
weighted average of our 1996 and 1997 data yield c2 ¼
25:38 6 0:39 milliarcsec (the apparent solar radius was 9720).
Figure 2 summarizes the status of many of the oblateness observa-
tions from the past 35 years. In contrast to the l ¼ 4 shape
measurements, the new MDI data, combined with the most
recent results from refs 9 and 10, rule out any 11-year variability
in c2 larger than about 0.5 milliarcsec.

Figure 3 shows that the limb surface brightness, B(v), varies with
solar latitude. We express this fluctuation in terms of a photometric
colour temperature variation by scaling B(v) by T(/4 (taking
T( ¼ 5;700 K for the effective colour temperature). The Prince-
ton–Michigan State–Caltech oblateness/limb photometer had the
required accuracy to measure comparably small limb temperature
changes, but averaged in relatively larger diametrically opposed
limb regions. That experiment3 also found a minimum in the solar
limb temperature near 655 degrees latitude. The MDI brightness
profile obtained here is consistent with those earlier results.

The existence of a surface brightness variation (like the polar
brightning in Fig. 3) that is not directly associated with photo-
spheric magnetic fields is characteristic of most global models of the
solar differential rotation. However, these data show that both the
solar shape and brightness are more complicated than a simple
quadrupole. It remains to be seen, in detail, what the implications
are for our understanding of stellar convection, differential rotation
and the solar cycle. If the tiny brightness variations we now see at
the surface do ‘shadow’ the deep convection zone boundary
(compare with ref. 2), then we can expect to detect a change
in this temperature structure as the solar cycle evolves. Future
MDI/SOHO observations should be able to confirm or refute this
view. M
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The Fermi surface—the set of points in momentum space
describing gapless electronic excitations—is a central concept in
the theory of metals. In this context, the normal ‘metallic’ state of
the optimally doped high-temperature superconductors is not
very unusual: above the superconducting transition temperature,
Tc, there is evidence for a large Fermi surface1–3 despite the absence
of well-defined elementary excitations. In contrast, the normal state
of underdoped high-temperature superconductors differs in that
there is evidence for a ‘pseudogap’ above Tc (refs 4–6). Here we
examine, using angle-resolved photoemission spectroscopy, the
temperature dependence of the Fermi surface in underdoped
Bi2Sr2CaCu2O8+d. We find that, on cooling the sample, the pseudo-
gap opens up at different temperatures for different points in
momentum space. This leads to an initial breakup of the Fermi
surface, at a temperature T p, into disconnected arcs, which then
shrink with decreasing temperature before collapsing to the point
nodes of the superconducting ground state below Tc. This unusual
behaviour, where the Fermi surface does not form a continuous
contour in momentum space as in conventional metals, is
unprecedented in that it occurs in the absence of long-range
order. Moreover, although the superconducting gap below Tc

evolves smoothly into the pseudogap above Tc, the pseudogap
differs in its unusual temperature-dependent anisotropy, imply-
ing an intimate but non-trivial relationship between the pseudo-
gap and the superconducting gap.

Angle-resolved photoemission spectroscopy (ARPES) probes
the occupied part of the electron spectrum, and for quasi-two-
dimensional systems its intensity I(k, q) as a function of momen-
tum k and frequency q is proportional to the Fermi function f(q)
times the one-electron spectral function A(k, q) (ref. 3). In Fig. 1a–c,
the solid curves are ARPES spectra for an underdoped ‘85 K’ sample
of Bi2Sr2CaCu2O8+d (Bi2212) at three k points a, b and c, respect-
ively, on the Fermi surface (determined above Tp) for various
temperatures. (Here the Bi2212 samples are distinguished by their
onset Tc, in this case, 85 K.) We look first at the superconducting
state data at T ¼ 14 K. At each k point, the sample spectra are
pushed back to positive binding energy (q , 0) due to the super-
conducting gap, and we also see a resolution-limited peak associated
with a well-defined quasiparticle excitation in the superconducting
state. The superconducting gap, as estimated by the position of the
midpoint of the leading edge of the spectrum, is seen to decrease as
one moves from point ‘a’ near M̄ to ‘b’ to ‘c’, closer to the diagonal
G 2 Y direction (notation is described in Fig. 1 legend), consistent
with a dx2 2 y2 order parameter. Next, we consider the changes in
Fig. 1 as a function of increasing T. At each k point the quasiparticle
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peak disappears above Tc, but the suppression of spectral weight—
the pseudogap—persists well above Tc, as noted in earlier work4–6.

The striking new feature which is apparent from Fig. 1 is that the
pseudogap at different k points closes at different temperatures,
with larger gaps persisting to higher Ts. At point a, near M̄, there is a
pseudogap at all Ts below 180 K, at which the Bi2212 leading edge
matches that of Pt. We take this as the definition of Tp (ref. 5) above
which the largest pseudogap has vanished within the resolution of
our experiment, and a closed contour of gapless excitations—a
Fermi surface—is obtained7. The surprise is that if we move along
this Fermi surface to point b the sample leading edge matches Pt at
120 K, which is smaller than Tp. Continuing to point c, about
halfway to the diagonal direction, we find that the Bi2212 and Pt
leading edges match at an even lower temperature of 95 K. In
addition, we have measured spectra on the same sample along the
Fermi contour near the GY line and found no gap at any T, even
below Tc, consistent with dx2 2 y2 anisotropy.

One simple way to quantify the behaviour of the gap is to plot the
midpoint of the leading edge of the spectrum (Fig. 1e). We will say
that the pseudogap has closed at a k point when the midpoint equals
zero energy, in accordance with the discussion above. From this
plot, we find that the pseudogap closes at point a at a Tabove 180 K,

at point b at 120 K, and at point c just below 95 K. If we now view
these data as a function of decreasing T, the picture of Fig. 2 clearly
emerges. The pseudogap suppression first opens up near (p, 0) and
progressively removes larger portions of the Fermi contour, leading
to gapless arcs which shrink with decreasing T. We note that
midpoints with negative binding energy, particularly for k point
c, indicate the formation of a peak in the spectral function at q ¼ 0
as T increases.

We see similar results on other underdoped samples of Bi2212.
For example, in the upper panel of Fig. 3 we show midpoints for a
77 K underdoped sample at two k points shown in the inset, with
behaviour very similar to that of the 85 K sample of Fig. 1. This
behaviour may be compared with that of the more conventional T-
dependence of an overdoped 87 K sample as shown in the lower
panel. Gaps with different magnitudes, one at a k point near M̄ and
the other halfway towards the GY direction, go to zero at the same
temperature, very close to Tc; we have also seen this in other
overdoped samples. This is in marked contrast with the new results
on underdoped samples. Further, to show that the negative mid-
points at high Ts are not unusual, we plot those for an 82 K
overdoped sample at the M̄Y Fermi point as filled symbols in the
lower panel of Fig. 3. The midpoint goes to zero at about Tc
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Figure 1 Data obtained on single crystals of Bi2212 grown by the travelling solvent

floating-zone method. Doping was achieved by adjusting the oxygen partial

pressure during annealing with samples labelled by their onset Tcs. Measure-

ments were carried out at the Synchrotron Radiation Center, Wisconsin, using a

high resolution 4-m normal incidence monochromatorwith 22-eV photons and an

energy resolution of 20meV (full-width at half-maximum). The spectra in a–c are

taken at three k points in the Brillouin zone, shown in d, for an 85K underdoped

Bi2212 sample at various temperatures (solid curves). (The Y quadrant was

studied to minimize effects due to the superlattice12.) Our notation is G ¼ ð0; 0Þ,

M̄ ¼ ðp; 0Þ and Y ¼ ðp;pÞ, in units of 1/a, where a is the Cu–Cu distance, and GM̄ is

along the CuO bond direction. The dotted curves are reference spectra from

polycrystalline Pt (in electrical contact with the sample) used to determine the

chemical potential (zero binding energy). Note the closing of the spectral gap at

differentT for different k. This feature is also apparent in the plot (e) of the midpoint

of the leading edge of the spectra as a function of T.
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Figure 2 Schematic illustration of the temperature evolution of the Fermi surface

in underdoped copper oxides. The d-wave node below Tc (left panel) becomes a

gapless arc above Tc (middle panel) which expands with increasing T to form the

full Fermi surface at Tp (right panel).
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Figure 3 Midpoints of the leading edge of the ARPES spectra of Bi2212 samples,

plotted against temperature. Top panel, data for a 77K underdoped (UD) sample,

again showing closure of the spectral gap at different T for different k. This

behaviour can be contrasted with that of overdoped samples (bottom panel)

where all gaps close near Tc.
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(indicating the absence of a pseudogap above Tc in this sample)
followed by a slower evolution to negative binding energy (indicat-
ing the formation of a spectral peak, as discussed above). There are
also important differences between the spectral lineshapes of the
overdoped and underdoped cases. The underdoped spectra are
broader above Tc, as demonstrated by the flatness of the spectra
seen in Fig. 1 at k points a and b, and have smaller quasiparticle
peaks below Tc, implying an increase in the strength of the inter-
actions as the doping is reduced.

Before discussing the implications of our results, we introduce a
visualization aid that makes these results easier to understand. This
symmetrization method, described in Fig. 4 legend, effectively
eliminates the Fermi function f from ARPES data and permits us
to focus directly on the spectral function A. We have extensively
checked this method, and have studied in detail the errors intro-
duced by incorrect determination of either the chemical potential or
the Fermi momentum kF (which lead to spurious narrow features in
the symmetrized spectra); we have also studied the effect of the
small (18 radius) k-window of the experiment (this effect was found
to be small).

In Fig. 4a–c we show symmetrized spectra for the 85 K under-
doped sample corresponding to the raw data of Fig. 1a–c, respec-
tively. To emphasize that the symmetry is put in by hand, we show
the q . 0 curve as a dotted line. In Fig. 4a at k point a near M̄, the
sharp quasiparticle peak disappears above Tc but a strong pseudo-
gap suppression, on the same scale as the superconducting gap,
persists all the way up to 180 K (Tp). In Fig. 4b and c we again see
pseudogap depressions on the scale of the superconducting gaps at
those points, but the pseudogap fills up at lower temperatures:
120 K at b and 95 K at c. In Fig. 4c, moreover, a spectral peak at zero
energy emerges as T is raised. All of the conclusions drawn from the

raw data in Figs 1 and 3 are obvious from the simple symmetrization
analysis of Fig. 4.

We now discuss why the T dependence of the Fermi arc is not
simply due to inelastic scattering above Tc broadening the d-wave
node. From Fig. 4, it is apparent that the gap ‘fills in’ for k points a
and b as T is raised, whereas it ‘closes’ for k point c as a peak at
zero energy emerges. This can be seen more clearly in Fig. 5, where
we show symmetrized spectra for a 75 K underdoped sample of
Bi2212 at two k points (similar to points a and c of Fig. 4) as a
function of temperature. For the first point (I; top panel), the
spectral feature at the gap edge does not move with temperature,
whereas for the latter point (II; bottom panel), it clearly moves in to
zero energy.

A unique feature of ARPES is that it provides k-resolved infor-
mation. We believe that the unusual T-dependence of the pseudo-
gap anisotropy will be a very important factor in reconciling the
different crossovers seen in the pseudogap regime by different
probes, each of which measures a k-sum weighted with a different
set of k-dependent matrix elements or kinematical factors (such as
Fermi velocity). For instance, quantities which involve the Fermi
velocity, such as the d.c. resistivity above Tc and the penetration
depth below Tc (superfluid density), should be sensitive to the
region near the GY direction, and would thus be affected by the
behaviour we see at k point c. Other types of measurements (such as
specific heat and tunnelling) are more ‘zone-averaged’ and will have
significant contributions from k points a and b as well, so should see
a more pronounced pseudogap effect. Other data that we have
indicate that the region in the Brillouin zone where behaviour like
k-point c is seen shrinks as the doping is reduced, and thus appears
to be correlated with the loss of superfluid density8. Further, we
speculate that the disconnected Fermi arcs should have a profound
influence on magnetotransport, given the lack of a continuous
Fermi contour in momentum space.

We emphasize that the Fermi arcs do not imply the existence of
hole pockets (that is, small closed contours) centred about (p/2,p/2),
as suggested by some theories of lightly doped Mott insulators (for a
review, see ref. 9). In the samples studied here (and more heavily
underdoped ones) we have carefully searched for hole pockets and
for shadow band dispersion, but found no evidence for either7. The

50 -500

Binding energy (meV)

14

70

95

120

150

180

T (K)

50 -500 50 -500

a b c

Figure 4 Results of symmetrization analyses. Given ARPES data described3 by

IðqÞ ¼ SkI0 fðqÞAðk;qÞ (with the sum over a small momentum window about the

Fermi momentum kF), we can generate the symmetrized spectrum IðqÞ þ Ið2qÞ.

Making the reasonable assumption of particle–hole (p–h) symmetry for a small

range of q and ek, we have Aðek;qÞ ¼ Að2ek; 2qÞ for | q| , | ek| less than few tens of

meV (where ek are the bare energies). It then follows, using the identity

fð2qÞ ¼ 1 2 fðqÞ, that IðqÞ þ Ið2qÞ ¼ SkI0 Aðk;qÞ which is true even after convolu-

tion with a (symmetric) energy resolution function. This symmetrized spectrum

coincides with the raw data for q < 2 2:2Teff, where 4.4Teff is the 10–90% width of

the Pt leading edge, which includes the effects of both temperature and resolu-

tion.Non-trivial information is obtained for the range jqj < 2:2Teff , which is then the

scale on which p–h symmetry has to be valid. The curves are symmetrized

spectra corresponding to the raw spectra of Fig. 1. The gap closing in the raw

spectrum of Fig.1 corresponds to where the pseudogap depression disappears

in the symmetrized spectrum. We note the appearance of a spectral peak at

higher temperatures in c.
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Figure 5 Symmetrized spectra for a 75K underdoped sample of Bi2212, at three

different temperatures. The k points are analogous to a and c of Fig. 4. We note

that the spectral feature at the gap edge does not move in energy with increasing

T for point I (top panel), but does move in to zero energy for point II (bottom panel).
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gapless arcs that we observe are simply an intermediate state in the
smooth evolution of d-wave nodes into a full Fermi surface. This
smooth evolution was carefully checked on an 83 K underdoped
sample where a detailed sweep was done in k space at T ¼ 90 K,
revealing only a small Fermi arc just above Tc. This behaviour is fully
consistent with the gap above and below Tc being of the same origin
as suggested by our earlier experiments5,7.

Theoretical calculations in which d-wave pairing correlations
cause a pseudogap above Tc (ref. 10) have predicted gapless arcs
which expand as T increases. Resonating valence bond theories also
lead to gapless arcs above Tc due to spinon pairing11. There are other
proposals in which the pseudogap has a completely different (non-
pairing) origin from the superconducting gap. Given the smooth
evolution that we find through Tc, such proposals seem difficult to
reconcile with our results. M
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The mechanical detection of charge has a long history, dating back
more than 200 years to Coulomb’s torsion-balance electrometer1.
The modern analogues of such instruments are semiconductor-
based field-effect devices, the most sensitive of which are cryo-
genically cooled single-electron transistors2. But although these
latter devices have extremely high charge sensitivity, they suffer
from limited bandwidth and must be operated at millikelvin
temperatures in order to reduce thermal noise. Here we report
the fabrication and characterization of a working nanometre-
scale mechanical electrometer. We achieve a charge sensitivity of
0.1 e Hz−0.5, competitive with conventional semiconductor field-
effect transistors; moreover, thermal noise analysis indicates that
the nanometre-scale electrometer should ultimately reach sensi-
tivities of the order of 10−6 e Hz−0.5, comparable with charge-
detection capabilities of cryogenic single-electron transistors. The
nanometre-scale electrometer has the additional advantages of

* Present address: Department of Physics, UC Santa Barbara, Santa Barbara, California 93106, USA.

high temperature (>4.2 K) operation and response over a larger
bandwidth, from which a diversity of applications may result.

We have described elsewhere3 the techniques used to fabricate and
measure devices of the type reported here. An electron micrograph
and a schematic view of our nanomechanical electrometer is shown
in Fig. 1. It consists of three principal components: electrodes,
which experience an attractive force when a small charge is applied;
a compliant mechanical element that moves in response to this
force; and a displacement detector that provides a means of
monitoring the motion. The mechanical element is a two-element
torsional resonator with a spring constant G0 and moment I. Its
fundamental torsional resonance frequency is q0, and its mechan-
ical loss is parametrized by a quality factor Q ¼ q0=Dq, where Dq is
the frequency width of the resonant response at half maximum.

The device includes three electrodes: two for inducing and
measuring the mechanical response of the structure, and one for
coupling charge, which alters this response. Two electrodes consist
of metal loops tracing the boundaries of the outer and inner
paddles, while the opposing metal gate electrode is fixed to the
stationary substrate, at a distance d from the inner paddle. The
mutual capacitance between the gate electrode and the inner paddle
is represented by the parameter C. To measure a small charge, the
gate electrode is biased by a charge q0, which yields an electrostatic
force FE ¼ q2

0=Cd. Small changes in the coupled charge, dq, about the
bias point q0 alter the force by an amount f E ¼ 2dqE0, where E0 is the
equilibrium electric field. This results in an effective torsional spring
constant Geff ¼ G0 þ g, where g ¼ 2 r]q]E0=]v (v is the paddle
torsion angle, Ev the field component along the unit vector v, and r
the paddle’s radial dimension). This gives rise to a shift away from
the unperturbed resonance frequency, dq=q0 < g=2G0.

Figure 1 Nanometre-scale charge detector. The inset schematically depicts its

principal components: torsional mechanical resonator, detection electrode, and

gate electrode used to couple charge to the mechanical element. A external,

parallelmagnetic field is employed for readout. In the actual device (mainfigure) a

double torsional element is used with moment I, torsional spring constant G0

(calculated to be 1:1 3 102 10 Nm), and spacing, d ¼ 0:5 mm,between the gate and

inner paddle electrodes. The fundamental resonance frequency of the structure

is 2.61MHz, with a quality factor measured to be Q ¼ 6;500; the coupling

capacitance between the gate and resonator was calculated to be C ¼ 0:4 fF

(H. Pothier, D. EsteveandM. H. Devoret, personal communication). The resonator

was fabricated from a single-crystal Si-on-insulator substrate, with a 0.2-mm-thick

Si layer on a 0.4-mm insulating layer. The Au electrodes and resonator structure

are patterned using electron beam lithography. The smallest lateral feature in the

structure is 0.2 mm, so there is scope to scale these devices to even smaller

dimensions. This could ultimately yield bandwidths in the GHz regime.


