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Energy Dependence of Electron Lifetime in Graphite Observed
with Femtosecond Photoemission Spectroscopy
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The energy dependence of the electron lifetime in graphite was measured using femtosecond time-
resolved photoemission spectroscopy. The lifetime was found to be inversely proportional to the
excitation energy above the Fermi level, i.e.,sE 2 EFd21, in sharp contrast to that of metals, whose
lifetime is found to be proportional tosE 2 EFd22. The results are in agreement with the prediction of
the layered electron gas theory, which suggests that electron-plasmon interactions dominate the lifetime
of electrons in a layered electron gas, even for small excitation energies, due to interlayer plasmon
coupling.

PACS numbers: 72.15.Lh, 71.45.Gm, 73.61.Cw
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The transient behavior of excited electrons in soli
has been the subject of experimental and theoreti
investigations for years. The finite lifetime of excite
electrons reflects a number of decay channels, such
electron-electron, electron-plasmon, electron-phono
electron-photon, and electron-impurity interactions. T
elucidation of the relaxation channels provides insigh
into the basic interactions in many-body systems. T
recent advent of ultrafast lasers has made it possible
probe dynamic processes in solids directly in the tim
domain on the femtosecond scale. Among time-resolv
techniques, time-resolved photoemission spectrosco
(TR-PES) is unique in that it directly measures the temp
ral evolution of photoexcited electrons and the underlyi
microscopic process. Several TR-PES studies of me
[1–3] and semiconductors [4–8] have been reporte
Notably, the TR-PES study on copper [1] showed th
lifetime of the excited electrons close to the Fermi lev
is proportional to the inverse square of excitation energ
i.e., sE 2 EFd22. This result is expected from Ferm
liquid theory [9–11] and reflects the fact that the domina
relaxation process near the Fermi level is electron-elect
scattering. At energies higher than the plasmon ener
the electron-plasmon interaction becomes important a
dominates the other decay channels [12].

In this Letter, the TR-PES investigation of the energ
dependence of the electron relaxation lifetime in high
oriented pyrolytic graphite is reported. Graphite is viewe
as a model system for layered electron gases, which
exist in many interesting materials such as layered co
pounds, semiconductor superlattices, and high tempe
ture superconductors. The results show that the rel
ation lifetime depends linearly on the inverse of the e
citation energy referenced to the Fermi level, i.e.,t ~

sE 2 EFd21. This is drastically different from what one
would expect if electron-electron scattering were the do
inant relaxation process, as in the case of copper, wh
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t ~ sE 2 EFd22. The theoretical analysis of the layere
electron gas indicates that it is due to electron-plasmon
teractions [13,14]. As far as we know, there has been
report of experimental evidence for electron-plasmon i
teraction in layered materials, whether in the time doma
or frequency domain. Hence, these results on graph
provide the first experimental evidence that the domina
scattering process in layered materials can be electr
plasmon scattering, even for excitations close to the Fer
level.

The experimental setup has been described elsewh
[1]. The laser system consists of anAr1 laser pumped
self-mode-locked Ti:sapphire laser, with a pulse wid
of ,43 fs, a pulse energy of,10 nJ, a wavelength
of ,750 nm, and a repetition frequency of,82 MHz.
The frequency-doubled pulse (hn  3.31 eV) was passed
through a pair of external prisms for group-velocit
dispersion compensation. A beam splitter was used
separate the frequency-doubled light into two beams, i.
pump and probe beams, with equal intensity. The pu
width of the frequency-doubled light was measured to
63 fs from the two pulse convolution of the photoemissio
spectrum of a stainless steel sample, on the assump
that its lifetime is negligible far above the Fermi leve
(.3.0 eV).

The ultrahigh vacuum system has a base pressure of5 3

10211 torr. A highly oriented pyrolytic graphite sample
was cleavedin situ to obtain a clean surface (0001). I
was set at 45± relative to the laser beam and normal to th
entrance axis of the energy analyzer. The energy analy
has a resolution of 200 meV. In order to eliminate th
effects of any stray electric fields and extend the ran
of k states being collected, a210.0 eV bias is applied to
the sample. A small amount of Cs was deposited to low
the work function of graphite so that we could measure t
data close to the Fermi level. The work function chang
can be obtained from the extension of the emission cuto
© 1996 The American Physical Society 483
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which gives the work function of Cs-deposited graphi
in our experiment to be 3.66 eV. The deposited C
less than4 3 1013 atomsycm2 as estimated [15] from the
work function change of21.04 eV, covers only less than
0.1 monolayer on the graphite surface, with little or n
effects on the inner graphite layers. Experimentally, w
observed that the photoemission spectra were exten
only to the low kinetic energy side without any noticeab
change on the high kinetic energy side when Cs w
deposited [see Fig. 1(b)], indicating little change of th
electronic properties in the range of interest.

The schematic diagram of the two-photon photoem
sion process is shown in Fig. 1(a), and in Fig. 1(b
the photoemission spectrum of pristine graphite (da
line) and Cs-covered graphite (solid line), measured w
one of the laser beams blocked, are shown. The bro
features of the spectrum indicate that, besides the
rect transition (that is,Dkk  0), the indirect transition
(that is,Dkk fi 0) can also happen due to phonon assi
tance [16]. Further analysis shows the signal intens
varies quadratically with laser power, as expected for
two-photon process. The time-resolved photoemissi
experiment was carried out by monitoring the number
electrons at a given kinetic energy as a function of del
between the two pulses, i.e., pump and probe pulses. T
scan obtained when monitoring photoelectrons at a kine
energy of 1.69 eV is shown in the inset of Fig. 2.

Generally the two-photon process contains two cha
nels [17]. In the simultaneous channel, the two-photo
transition is due to the absorption of two photons simult

FIG. 1. (a) The schematic representation of the two-phot
photoemission process. The shaded region indicates the den
of occupied states, whereEK is the kinetic energy of the
photoelectron,EVac and ECs

Vac are the vacuum level of graphite
without and with Cs deposition, respectively,F0 andF are the
work function without and with Cs deposition, respectively,hn
is the photon energy, andt0 is the time delay between the pump
pulse and the probe pulse. (b) The photoemission spectra
the Cs-covered graphite (solid line) and pure graphite (da
line) obtained with one beam blocked, whereEF is the Fermi
level.
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neously and has nothing to do with the population of t
intermediate states. In the sequential channel, on the o
hand, the electron is first excited to an intermediate st
by the pump pulse and is photoemitted from the interm
diate state by the probe pulse. In order to eliminate t
simultaneous two-photon process, we employed a pair
crossed-polarized laser pulses with the pump beamp po-
larized and the probes polarized, as demonstrated in ou
previous results [18]. In this case, the line shape of t
pump-probe scan is the convolution of the autocorrelati
function of the two laser pulses and the exponential dec
function of the conduction band electrons, exps2jtjytd,
wheret is the relaxation lifetime of the conduction ban
electron [1,18]. By fitting the experimental data with th
convoluted function, the lifetime of the conduction ban
electron was extracted. The variation of lifetime with re
spect to the excitation energy is shown in Fig. 2, where t
excitation energy relative to the Fermi level was calculat
with the value of the work functionF, the photon energy of
the probe laserhn, and the kinetic energy of photoelectro
EK , i.e.,E 2 EF  EK 1 F 2 hn [Fig. 1(a)]. Since the
lifetime measurement was done beyond 0.3 eV above
Fermi level and the lifetimes measured are all below 100
it is unnecessary to consider the cascade of high ene
electrons into lower energy states. Also the transport
fect is small for graphite due to its layered nature, so t
deconvoluted times should accurately represent the exc
electron lifetime.

Compared with the results obtained in the copp
experiment, we found that the lifetime of conduction ban
electrons in graphite had nearly the same magnitude
observed in copper, whose lifetime is mainly due to th

FIG. 2. Experimentally measured relaxation lifetimes of co
duction band electrons are plotted as a function of energy re
tive to the Fermi level, i.e.,E 2 EF . The inset shows
the pump-probe scan when monitoring electrons withEK 
1.69 eV, where the filled circles are the experimental data wh
the solid line is the fitting given by the convolution of the auto
correlation function of the two pulses and the exponential dec
function of the conduction band electrons.
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electron-electron scattering process. This is somew
surprising since electron-electron scattering in graph
should be very small because graphite is a semimetal
a pointed Fermi surface [19]. From Zunger’s calculatio
the density of states near the Fermi level is small a
vanishes at the Fermi level [20]. This greatly reduc
the chance of electron-electron scattering according
Fermi liquid theory [11,12]. Another factor diminishin
the chance of electron-electron scattering is the geome
confinement of charge carriers since the excited electr
can be scattered only by the electrons in the same grap
layer. Those in other layers have no effect. Both fact
would have led to longer lifetimes if electron-electro
scattering were the main decay channel.

A close inspection of the energy dependence of the
laxation lifetime shows a fundamental difference betwe
the copper and the graphite. The least-squares fit
of the graphite data shows that lns1ytd vs lnsE 2 EFd
gives a slope of 1.07 (see the solid line in Fig. 3). Th
suggests the inverse lifetime is linearly proportional
the excitation energy referenced to the Fermi level, i
t21 , sE 2 EFd (see the inset in Fig. 3). This result
in sharp contrast tot21 , sE 2 EFd2 observed in Cu, a
three-dimensional (3D) metal and dictated by Fermi liqu
theory.

A semiquantitative description of the excitation ener
above the Fermi level has been obtained by treating

FIG. 3. Logarithmic plot of the inverse lifetimes of photoe
cited conduction band electrons vs their energy relative to
Fermi level, i.e.,E 2 EF . The filled circles are the experi
mental data, while the solid line is the least-squares fit with
layered electron gas model. The dashed line shows the fit
the 2D electron gas model. The inset shows a linear scale
of the inverse lifetime vs the excitation energy, where the fil
circles stand for experimental data, and the solid line stands
the prediction of the layered electron gas theory.
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excitation as a “quasiparticle” [10]. The self-energy
of the quasiparticle contains an imaginary part whic
reflects the relaxation of the excited electron. Withi
the random-phase approximation, the imaginary part
the self-energy consists of two terms, i.e., the excitatio
of another electron-hole pair (corresponding to electro
electron scattering) and plasmons (electron-plasm
scattering) [21]. For the quasiparticle close to the Ferm
surface, i.e.,k , kF , only the excitation of electron-hole
pairs contribute to the lifetime in a 2D or 3D electron ga
[13]. The lifetime of excited electrons in a 2D electron
gas at low excitation energy can be written as [21]

1
tee

 2
EF

4p h̄

"
E 2 EF

EF

#2

3

24ln

µ
E 2 EF

EF

∂
2

1
2 2 ln

0@2q
s2d
TF

pF

1A35 , (1)

where tee is the lifetime due to the electron-electron
scattering,EF and pF are the Fermi energy and Ferm
wave vector, respectively, andq

s2d
TF is the Thomas-Fermi

screening wave vector in 2D given by2me2yh̄2. The
fitting with Eq. (1) has been done for graphite, and th
fitting results are plotted in Fig. 3. The fit is poor and
cannot explain the trend of the experimental data. Th
leads us to dismiss electron-electron scattering as t
main decay channel and to search for an alternati
many-body interaction mechanism to explain the grap
ite data.

In 3D metals, electron-plasmon interactions becom
dominant for the excitation energies above a critical valu
[12]. Nevertheless, electron-plasmon interactions cann
happen in 3D or 2D systems when the excitation ener
jk is less than the critical valueDC, which is usually
a large fraction of the Fermi energy. In 3D systems
the plasmon spectrum is almost nondispersive, and t
threshold valueDC is h̄vP, the plasmon energy [13,14].
Although the 2D plasmon spectrum is dispersive (v

2
P ~

q, for small q’s), a kinematic constraint prohibits the
electrons of low excess energy from transferring the
energy to plasmons [13,14,21].

The layered nature makes the excited electrons in t
layered material quite different from that in a 2D o
3D system, and the layered electron gas (LEG) mod
[13,14] is needed to describe the many-body interactio
in this system. Unlike a 3D and 2D electron gas, LEG
is an inhomogeneous and highly anisotropic medium
The electrons in the layered electron gas can mo
freely in the two-dimensional electron gas layers, whil
motion between the layers is forbidden. Nevertheles
the plasmons associated with the individual layers coup
with each other through long-range Coulomb interaction
leading to the formation of a plasmon band [13,14,22
Because of the formation of this band, electron-plasmo
interactions become an effective channel for excite
electron relaxation, even at small excitation energies. T
smaller the interlayer separation, the larger the band wid
485
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will be in phase space [14]. The formation of the plasm
band reduces the kinematic constraints for the electr
plasmon interactions close to the Fermi level, and hen
plasmon excitation becomes an effective channel for
relaxation of excited electrons even for low excitati
energy. Generally, electron-electron scattering is v
weak in a LEG due to the geometric confinement
the 2D charge carrier [18]. Hence, when the interla
separation is small, as is the case of graphite, the elect
plasmon interactions can dominate the excited elec
lifetime [14]. In this case, the lifetime of an excite
electron can be written as [14]

t21
k 

8R
p

a
p

2 r2
s

"
1 1 1ya

s1 1 1yad2 2 1

#3y2"
k 2 kF

kF

#2

, (2)

where R is the effective Rydberg constant in units
h̄, a is the interlayer separation, andrs is the average
distance between electrons in the layer. Botha and rs

are measured in units of effective Bohr radiusa0.
For excitation close to the Fermi level, we have

t21
E ø CsE 2 EFd , (3)

whereEF is the Fermi energy and

C 
8R

p
a

p
2 r2

s EF

"
1 1 1ya

s1 1 1yad2 2 1

#3y2

. (4)

That is to say, the inverse lifetime is proportional
the excitation energy referenced to the Fermi level.
graphite, the interlayer separation is 3.37 Å [23] and
effective mass near the Fermi level is0.06me [24]. Hence
a and Ryh̄ are calculated to be 0.38 and 1.24fs21,
respectively. For electrons in 2D layers,rs and kF are
related to the electronic densityn by [12]

n  k2
Fy2p (5)

and

1yn  pr2
s . (6)

Consequently,EF can be calculated as [12]

EF  s27.2 eVdyr2
s . (7)

Putting them together into Eq. (4) givesC 
0.026 eV21 fs21. This value is in excellent agree
ment with the best fit to the experimental data whi
gives0.029 eV21 fs21 (Fig. 3). The degree of agreeme
between the layered electron gas theory and our ti
resolved lifetime measurements for graphite gives dir
experimental evidence that electron relaxation in grap
is mainly due to the electron-plasmon interaction.

Although our observation is based on graphite, the
sult can be applied to other layered compounds includ
semiconductor superlattices since the dominant contr
tion of the electron-plasmon interaction to the electr
relaxation is due to the layered nature of graphite. T
fact that graphite has a point Fermi surface may also c
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tribute to the insignificance of electron-electron scatteri
and dominance of electron-plasmon scattering observ
Nonetheless, the layered nature alone can also greatly
duce the electron-electron scattering since the electr
electron interaction can happen only inside each layer a
its contribution to the 2D electron relaxation is about 3–
times slower than that of 3D electron relaxation [18].

Finally, we believe our results on graphite may hav
significant implications for the case of high-Tc supercon-
ductors. Recent studies [25] on line broadening in ang
resolved photoemission spectra of Bi2Sr2CaCu2O8 show
that the effective inverse photohole lifetime is linear
energy. This has been presented as evidence that
electron system in high temperature superconductors
non-Fermi-liquid. From our results, we believe that the
phenomena may also be caused by the electron-plasm
interaction as in graphite, since Bi2Sr2CaCu2O8 as well as
most other high-Tc superconductors have a layered ele
tronic structure [25].
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