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Abstract 

® 
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The transport number of water in Nafion 117 membrane over a wide 

range of water contents is determined experimentally using a concentra-

tion cell. The transport number of water, the ratio tm/z , is about 1.4 
o 0 

for a membrane equilibrated with saturated water vapor at 25°C, 

decreases slowly as the membrane is dehydrated, and falls sharply toward 

zero as the concentration of water approaches zero. The relationship 

between the transference number, the transport number, and the e1ec-

troosmotic drag coefficient is presented, and their relevance to water-

management in solid-polymer-electrolyte fuel cells is discussed. 

Results are compared with other data available in the literature and 

with the theoretical maximum. 
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Introduction 

A number of fuel-cell systems under development use perfluorinated 

ionomer membranes for both the separator and the electrolyte. Proton 

conductivity is strongly coupled to the hydration of the polymer, and 

therefore, it is vital to manage the water content in the separator of 

the solid-polymer-electrolyte fuel cell to maintain sufficient electri-

cal conductivity for practical use. Cell efficiency is related to the 

transport properties of the membrane and may be the critical factor in 

load-leveling devices, for example, if the kinetics of the reactions are 

fast[l] . From the inception of solid polymer-electrolyte fuel cells, 

water-transport was recognized as a possible problem[2]. 

The motion of water is caused by a gradient in its chemical poten-

tial and by the movement of hydrogen ions, which is proportional to the 

current. The electroosmotic drag coefficient e, 

N 
o e = N ' 
+ 

(1) 

is defined here as the number of water molecules moving with each hydro-

gen ion in the absence of concentration gradients. e can be related to 

the transference and transport numbers of water, as will be shown later. 

Previous work shows that for each hydrogen ion that moves across a fully 

hydrated membrane about three water molecules are carried along. [3] [4] 

[5 ] 

Earlier methods to determine the electroosmotic drag coefficient 

measured the flux of water across the membrane at constant current. The 

membranes were always in direct contact with liquid water, and 
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therefore, the water concentration in the membrane was fixed at A=22, 

where A is the number of water molecules per sulfonic acid group. 

Changes in the pretreatment of the membranes permit limited variation in 

the water content of the membranes that are equilibrated with liquid 

water. Springer et al.[6] used this approach to measure e at A=ll. The 

pretreatment, however, can affect the transport properties of the mem

brane as well. Furthermore, this method still does not allow examina

tion of e at low water contents, which is critical to the modeling of 

fuel-cell operation. 

Water content in the membrane can be controlled over a wide compo

sition range by equilibrating the membrane with a known partial pressure 

of water. Our attempts to measure the flux of water from the gas phase 

and to eliminate concentration gradients were difficult and proved 

unreliable. An alternative approach using the potentials of cells with 

transference was developed to measure the transport number of water in 

ionically conducting polymers over a large range of water contents. 

Theory 

Transport properties can be obtained from electrochemical cells 

with a single electrolyte of varying concentration[7]. The cell poten

.tial depends not only on thermodynamics but also on the transport pro

perties of the system in the transition region. The transport number of 

water in an ionically conducting polymer can be obtained by analyzing 

the concentration cell shown below. 



The cell potential is 

transition tmembr:ne(~7) 
region t 

Concentration cell 

At the two electrodes, the chemical reaction 

IH --+H+ '22+- +e 

is assumed to be at equilibrium, and therefore 

e 

The cell potential reduces to 

a 

I 
PH Y-y 

In 2 I 'ilJ.L+dy. FU=-RT 
S + 2 

PH 
2 

Yf3 

4 

(2) 

(3) 

To analyze the system further we must examine the transport 

processes in the junction region. A gradient in chemical potential of 

water exists in the transition region, and diffusion occurs. The mul-

ticomponent diffusion equation, 

c.'ilJ.L. 
~ ~ 

n 
I K . . (v . -v . ) , 
. . ~J J ~ 
J~~ 

(4) 
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describes transport in the membrane. c. VJ1.. is the driving force for 
~ ~ 

transport, v. is the velocity of species i relative to some arbitrary 
~ 

reference velocity, and K .. (~ K .. from the Onsager reciprocal rela-
~J J~ 

tions) are the frictional coefficients. In general, for n species there 

are ~(n-l) independent transport properties necessary to characterize 

the system. The membrane is considered to be comprised of three com-

ponents: water, hydrogen ions, and polymer, and therefore three indepen-

dent transport properties are required. Because of the Gibbs-Duhem 

relationship, for n species there are only n-l independent equations of 

the form of equation 4. The membrane velocity is set to zero, and all 

fluxes are referenced to it. These n-l equations, together with N 0, 
m 

can be written in matrix form. With the electrochemical potential as 

the driving force, the multicomponent diffusion equations can be 

inverted to give 

and 

N 
o 

2 
-L++c+VJ1.+ - L+ c+c VJ1. 000 

c v = -L c c VJ1. - L C
2VJ1. o 0 0+ 0 + + 00 0 0 

The L . . ' s (= L .. ) are related directly to the K . . : o J~ 0 

L 
0+ 

L 
00 

K 
+0 

K K +K K +K K +0 om +0 +m +m om 

K + K +0 +m 
K K +K K +K K 

+0 om +0 +m +m om 

(5) 

(6) 

(7) 

(8) 
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and 

K +K +0 om (9) 
K K +K K +K K +0 om +0 +m +m om 

See Newman [8] for further details. Conseque~tly, if experiments can be 

devised to measure the L .. , then the binary interaction coefficients can 
~J 

be estimated as a function of water content within the membrane. This 

concept is the same as the orthogonal experiments described by Pintauro 

® 
and Bennion[9]. For the Nafion membrane used in fuel-cell applica-

tions, the transport properties required are: the diffusion coefficient 

of water, the electrical conductivity, and the transport number of 

water. L++ is related to the electrical conductivity by 

K: 

2 2' 
F c 

+ 

From the definition of e, equations 5 and 6 give 

L 0+ 2 
Fcc + 0 

(10) 

(11) 

For the concentration cell depicted above, equation 5 can be writ-

ten with the flux of hydrogen ions set to zero as 

(12) 

Thus, if 6~ represents the last term in equation 3, then we can write 



FU - 1. RT ln 
2 

7 

(13) 

Everything in the integral is a function of water content, and therefore 

the equation can be integrated over the concentration. That is, the 

potential of the cell is independent of the shape of the concentration 

profile. Equation 13 becomes 

(14) 

and differentiation gives 

(15) 

This means that we would hold the water activity constant on the right 

side of the cell (-y) and vary the activity of water on the left side 

(~). Equation 15 then gives the value of ~ at this water activity (~). 

An equivalent analysis can be made in terms of transference 

numbers. See, for example, Newman [8] for further information on the 

definitions and the details of this approach. The transference number 

is defined, in the absence of concentration gradients, by 

it~ 
~ 

Fz.c.(v. - v ) 
~ ~ ~ m 

(16) 

and is clearly related to the L .. ' s or K .. ' s of the multicomponent dif-
~J ~J 

fusion equations. The current expressed in terms of transference 



numbers is 

F i 
It 

I (tlI}/Z.J 'ilp. .. 
i' ~ ~ ~ 

8 

(17) 

The ratio tlI}/z., also called the transport number, is not necessarily 
~ ~ 

® 
zero for neutral species. For the Nafion system, all the current is 

carried by the protons, and consequently the transference number of the 

hydrogen ions is one. At open circuit, the current is zero, and 

t
m 
o 

'ilp. • z 0 
o 

(18) 

e is defined in the absence of a gradient in the chemical potential of 

water and therefore is related to the transference number by 

N 
e = 0 

N 
+ 

(19) 

Thus one obtains equation 12. Hereafter we shall use the ratio t
m 
/z 

, 0 0 

and e interchangeably. 

Experimental 

Figure 1 shows a schematic of the concentration cell. 
® 

A Nafion 

117 (equivalent weight = 1100, thickness 7 mils = 0.0178 cm) membrane 

was placed between the two chambers, suspended above solutions of 

lithium chloride of different compositions. At each end of the membrane 

there was a platinum electrode. The electrodes and the membrane were in 

contact with hydrogen and water vapor at ambient pressure. Sufficient 

" 



Pt electrode 

Nafion bridge 
Fb Py 

I , . 

9 

Figure 1. Schematic of concentration cell. The partial pressure of 
water is controlled with a lithium chloride solution. The LiCl 
concentration in the right side is maintained at m=O.l mol/kg. 
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length from the barrier between the two chambers and the electrodes 

ensured that the activity of water in the membrane at each electrode was 

" uniform and in equilibrium with the solution below it. 

At equilibrium, the chemical potential of water is the same in the 

vapor phase and in the polymer electrolyte. Equation 15 becomes 

(20) 

If the potential in the form F6~/RT is plotted against the logarithm of 

the activity of water, the slope of the line is equal to €. 

The partial pressure of water in each half of the cell was con-

trolled using a lithium chloride solution. Robinson and Stokes[lO] and 

Gibbard and Scatchard[ll] give the osmotic coefficient for a lithium 

chloride solution as a function of the concentration of the salt at 

various temperatures. The partial pressure of water is calculated from 

In a = -vm M ~ . 
o 0 

(21) 

One side of the cell was filled with dilute lithium chloride solution, 

and the partial pressure of water remained constant for all experiments. 

Lithium chloride solutions of various concentrations were put, in the 

other side. To minimize evaporation from the cell, hydrogen gas passed 

through a gas-washing bottle filled with a solution of identical compo-

sition to that in the corresponding chamber before entering the cell. 

The membranes were pretreated with 1 M boiling sulfuric acid to 

convert to the hydrogen form, and thoroughly rinsed in deionized water. 
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The electrodes were fabricated from platinum mesh that was platinized 

with Hellige platinizing solution to ensure highly reversible reactions. 

The mesh was spot welded to platinum wire, which served as the electri-

cal lead. The entire cell was placed in a water bath maintained at a 

constant temperature ±O.loC. 

After the addition of a new solution of lithium chloride, the sys

tem was purged with nitrogen to remove oxygen from the cell, and then an 

equal flow of hydrogen was established to each side. The system was 

allowed to reach a quasi steady state; a slow relaxation of the cell 

occurs because of the gradient in chemical potential of water across the 

cell. The cell potential was measured with a Hewlett Packard model 

3456A digital voltmeter, with an input resistance of greater than 10 MO. 

This was checked against a Keithly electrometer model 602 with an input 

impedance of greater than 14 MO with identical results. The potential 

was measured over a period of two days, with sampling about every hour. 

~~ is calculated from equation 13. The potential due to differ-

ences in hydrogen pressure, which is important at higher temperatures 

(see equation 3), was calculated assuming a total pressure of 1.01 bar 

and subtracting the partial pressure of water. The errors because of 

slight differences in the total pressure in the two chambers was 

believed to be small, but was not measured. 

Results and Discussion 

Figure 2 shows the measured potentials of the cell. Each line 

corresponds to a set of experiments with a different membrane at a given 

temperature. The error bars for run 4 represent the range of the meas-



0.0 

-0.5 

FU -1.0 

RT 

-1.5 

0.2 

-~ - run 125°C 
-0- run 225°C 
- -/r - run 3 37.5°C 

B run 425°C 

0.4 

PI} 

Py 

0.6 0.8 

Figure 2. Measured cell potential. Each line represents a set of 
data with a different membrane.. Data points are averaged over two 
days, sampling about every hour. Error bars are included for run 4 
and represent the range of measured potentials. 
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ured potentials. The relaxation of the cell is thought to cause the 

variations in potential. Since a concentration gradient exists, water 

is transported across the membrane. The variations are larger than 

predicted and suggest that a perfect seal was not obtained. Neverthe-

less, this resulted in only a slow reduction in the magnitude of the 

cell potential with time. 

The data were fitted with an analytic expression (as shown in fig-

ure 3), and that expression was differentiated rather than differentiat-

ing the data directly. Many functional forms were tried to fit the 

data, using a least-squares routine to minimize the total error. In 

order not to ~rejudice the results; we only required that the potential 

approach a constant as the activity of water approaches zero. A three-

parameter polynomial and an exponential function gave the best results. 

The latter form used to interpret the data was 

Fl!.~ 

RT A + B exp (-ca 0) . 

The transport number of water, therefore, is 

z 
o 

-BCao exp(-cao)' 

(22) 

(23) 

The results are summarized in table 1. Leaks in the cell prevented mak-

ing measurements at higher temperatures, although the transport number 

of water is not expected to vary dramatically with small changes in tem-

perature. Runs 2 and 4 gave the most reproducible results. Improve-

ments in the experimental technique are believed to have caused the 

differences between these two and the first run. The fit of data from 



Fi1lP 
RT 

0.2 0.4 

a O 

0.6 0.8 

14 

1.4 

1.2 

1.0 

1.0 

Figure 3. Experimental data for run 2, the fitted curves using 
equation 22 (solid line) and a second order polynomial (dashed line), 
and the transport number of water from equation 23. 
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Table 1. 

run °C A B C 

1 25.0 0.6165 -3.4377 1. 717 
2 25.0 1.3918 -3.9851 1.017 
3 37.5 0.6994 -3.5519 1.454 
4 25.0 1.1777 -3.9078 1.167 

run 2 is shown in figure 3 for both a polynomial and an exponential fit. 

Since this is a derivative method, the greatest error is expected at the 

ends. As the concentration of water tends to zero, the transport number 

must also approach zero, which 'implies that the potential must become 

constant; but there is no similar asymptote as the membrane becomes 

fully hydrated. 

To relate the transport number of water to the concentration of 
, . 

water in the membrane, instead of the activity of water, an adsorption 

isotherm is needed. This thermodynamic relationship was measured at 

30°C by Zawodzinski et a1. [12] . In the absence of other data, this 

relationship was assumed to hold at other temperatures. Figure 4 shows 

the results at 25°C of the present analysis; the theoretical maximum 

value, which is discussed below, and other data available in the litera-

ture. 

At 25°C, the electroosmotic drag coefficient is about 1.4, 

decreases with lower water content at moderate hydration, and falls 

sharply as the membrane is fully dehydrated. The values are not in com-

plete agreement with those measured at >.=11 [6]. The differences in 

pretreatment could cause the discrepancy. At low water contents, the 

value of € begins to drop sharply in accordance with the theoretical 
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theoretical maximum 
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I 
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I , 
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I 
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~= A. 
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---- -----------
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V 
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V 
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water drag cell 
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equilibrated with 
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15 20 

Figure 4. Transport number of water as a function of the 
concentration of water at 2S·C. Dashed line represents the results 
of the present work. Triangles are values measured at Los Alamos 
National Laboratory [6], and the square is our unpublished result 
from the gas-phase flux measurements. 
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maximum. Physically we can picture that the first waters of hydration 

are tightly bound, and therefore the transport number is close to one. 

Only when the membrane is dehydrated does the transport number fall 

below one and approach zero . A membrane that has received identical 

pretreatment will have a different water content when exposed to liquid 

water as opposed to saturated water vapor. Thus, the concentration 

jumps from about A=14 to A=22 on figure 4, and we can also expect the 

transport properties to change abruptly as well. 

The coupling between transport processes precludes one from obtain-

ing any coefficient completely independently of the others. For an 

isothermal, isobaric system, with no chemical reactions, the equation of 

entropy production is given by 

I I v, ·d" 
T i ~ ~ (24) 

which must be positive. Any experimental determination of the transport 

properties should be consistent with the second law of thermodynamics. 

Equation 4 is substituted into 24, and for our ternary system 

(K + K ) v 2 - 2 K v v + (K + K ) v+2 > 0. +0 om 0 0+ 0 + 0+ +m 

Therefore, to ensure positive production of entropy 

and 

K + K > 0, om 0+ 

Km+ + K > 0, 0+ 

(25) 
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Finally we can conclude that 

and 

L++ > 0 

L > O. 
00 

(26) 

(27) 

These last two equations are equivalent to the requirement of the second 

law of thermodynamics that the conductivity and diffusivity be positive 

quantities. 

The second law, however, makes no restriction on L , or on the 
0+ 

transport number of water. Although it is physically reasonable for the 

frictional coefficient to be positive, K .. may be less than zero without 
~J 

violating the second law of thermodynamics. Robinson and Stokes [10] 

for example, discuss cation transference numbers that are negative for 

zinc halide systems. In these systems, the zinc is believed to be com-

plexed with the halides to form a negative ion, which results in a nega-

tive transference number for the zinc cation. Thus, we can still argue 

that if the speciation is done properly we will not obtain negative 

transport numbers. If the speciation is correct for our system and the 

frictional coefficients are positive, one can conclude from equations 7 

to 11 that 

(28) 

and 



.. 

D > g (A - e) 
o F2 

dp. 
o 

dc . 
o 
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(29) 

Equation 28 ensures that K is positive. 
om 

A larger value of e would 

indicate that the interactions between water and the membrane were nega-

tive. The same result may be obtained from simple physical arguments. 

From the definition of e, 

c v 
o 0 

c v ' 
+ + 

(30) 

for a small current density passed through the membrane and a uniform 

chemical potential of water, then equation 28 means that v < v 
o + 

Vio-

lation of the inequality of equation 28 would imply that the membrane 

was accelerating the water rather than retarding it. The solid line in 

figure 4 is obtained from equation 28. Analyzing equation 29 requires 

data for the conductivity and diffusion coefficient of water and is not 

discussed further here. 

The dependence of the transport number of water on concentration is 

needed in the modeling of fuel cells. Two assumptions that have been 

used are: the transport number is constant[13] and e proportional to A 

[6]. We can integrate equation 14 and compare the predicted potential 

of the cell to the experimental measurements, as figure 5 shows for 

these two assumptions. The assumption that the transport number is pro-

portional to A predicts a much lower potential than was observed and is 

clearly not consistent with the experimental data at low water contents. 

Assuming the transport number of water is constant is also inconsistent 

with the data as well as the theoretical maximum derived earlier. The 
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Figure 5. Comparison of the measured potential of the cell 
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data show that e must increase with the concentration of water. The 

results of the present analysis combine the best features of the two 

assumptions given above . 
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List of Symbols 

activity of water 

constant in equation 22 

constant in equation 22 

concentration of species i, mol/l 

constant in equation 22 

driving force for transport of species i, N/m3 

2 mutual diffusion coefficient of water, cm /s 

Faraday's constant, 96,487 C/eq 

current density, A/cm
2 

frictional coefficient defined by equation (1), J.s/mS 

coefficient defined in equations (4 to 6), mS/J.s 



m 
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o 

n 

N. 
~ 

R 

t
m 
i 
m t./z. 
~ ~ 

T 

v. 
~ 

x. 
~ 

y 

z. 
~ 

g 

m 

o 

molality, mol/kg 

molar mass, kg/mol 

number of species 

molar flux of species 
2 

i, moles/cm . s 

partial pressure or fugacity of species i, bar 

universal gas constant, 8.3143 J/mol·K 

transference number of species i 

transport number of species i 

temperature, K 

velocity of species i, cm/s 

mole fraction of species i 

distance along membrane, cm 

charge number of species i 

22 

number of moles of ions into which a mole of electrolyte 
dissociates 

electrical conductivity, S/cm 

electrochemical potential of species i, J/mol 

osmotic coefficient 

electrostatic potential, volts 

electroosmotic coefficient 

Subscripts 

gas 

membrane 

water 



• 

s 

+ 

solid 

hydrogen ion 

23 

References 

[1] R. S. Yeo, "Applications of Perfluorosulfonated Pqlymer Mem

branes in Fuel Cell, Electrolyzers, and Load Leveling Devices," in Per

fluorinated Ionomer Membranes, edited by A. Eisenberg and H. L. Yeager, 

Amer. Chern. Soc. Symposium Series No. 180, Washington, D.C. (1982). 

[2] Carl Berger, ed., Handbook of Fuel Cell Technology, Prentice

Hall, Inc., Englewood Cliffs, N. J. (1968). 

[3] J. L. Fales, N. E. Vanderborgh, and P. Stroeve, "The Influence 

of Ionomer Channel Geometry on Ionic Transport," in Diaphragms, Separa

tors, and Ion-Exchange Membranes, edited by J. W. Van Zee, R. E. White, 

K. Kinoshita, and H. S. Burney, PV 86-13, p. 179, The Electrochemical 

Society Softbound Proceedings Series, Pennington, N. J. (1986). 

[4] A. B. LaConti, A. R. Fragala, and J. R. Boyack, in Proceedings 

of the Symposium on Electrode Materials and Processes for Energy Conver

sion and Storage, edited by J. D. E. McIntyre, S. Srinivasan, and F. G. 

Will, The Electrochemical Society, Inc., Pennington, N.J. (1977). 

[5] Los Alamos National Laboratory Report, Second quarterly pro

gress report (1989). 

[6] T. E. Springer, T. A. Zawodzinski, and S. Gottesfeld, "Polymer 

Electrolyte Fuel Cell Model," J. Electrochem. Soc., 138, 2334-2342 

(1991) . 



24 

[7] W. Smyrl and J. Newman, "Potentials of Cells with Liquid Junc

tions," J. Phys. Chem., 72, 298-303 (1968). 

[8] John Newman, Electrochemical Systems, 2nd edition, Prentice

Hall Inc., Englewood Cliffs, N.J. (1991). 

[9] P. N. Pintauro and D. N. Bennion, "Mass Transfer of Electro

lytes in Membranes. 1. Development of Mathematical Model and 2. Deter

mination of NaCl Equilibrium and Transport Parameters for Nafion," Ind. 

Eng. Chem. Fund., 23, 230-243 (1984). 

[10] R. A. Robinson and R. H. Stokes, Electrolyte Solutions, 

Butterworths, London (1968). 

[11] H. F. Gibbard, Jr., and G. Scatchard, "Liquid-Vapor Equili

brium of Aqueous Lithium Chloride, from 25 to 100°C and from 1.0 to 18.5 

Molal, and Related Properties," J. Chem. Eng. Data, 18, 293-298 (1973). 

[12] T. Zawodzinski, M. Neeman, L. Sillerud, and S. Gottesfeld, J. 

Chem. Phys. submitted. 

[13] T. F. Fuller and J. Newman, "A Concentrated Solution Theory 

Model of Transport in Solid-Polyrner-Electrolyte Fuel Cells," Proceeding 

of the Symposium on Fuel Cells, edited by R. E. White and A. J. Appleby, 

proceedings volume 89-14, The Electrochemical Society, Pennington, N.J. 

(1989). 



~-- ~, 

LAWRENCE BERKELEY LABORATORY 
UNIVERSITY OF CALIFORNIA 

INFORMATION RESOURCES DEPARTMENT 
BERKELEY, CALIFORNIA 94720 

aAo,~_ ...... 'f''' 


