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 RESEARCH PAPER 

• The adsorption of picric acid on 

the surface of C20 fullerene is 

explored using DFT calculations.   

• HUMO/LUMO bandgap of C20 

reduces significantly in the 

adsorption process.  

• Picric acid desorbs from the 

adsorbent surface by increasing 

of temperature. 

Picric acid is a nitrophenol environmental contaminant that has adverse effects on 

the environment and the health of humans. Therefore, its removal and detection are 

very important. In this respect, infra-red (IR), natural bond orbital (NBO) and 

frontier molecular orbital (FMO) computations were employed for estimating the 

performance of fullerene (C20) as a sensor and adsorbent for picric acid. The 

calculated values of adsorption energy, Gibbs free energy changes and enthalpy 

variations showed picric acid adsorption on the surface of fullerene is 

experimentally possible, exothermic and spontaneously. In the adsorption process, 

the specific heat capacity of fullerene increased from 152.495 to 361.224 J/Mol.K 

but its bandgap declined -39.039% from 7.145 (eV) to 4.356 (eV) that indicated the 

thermal and electrical conductivity of fullerene enhanced remarkably when picric 

acid was adsorbed on its surface and this nanostructure is a suitable sensing material 

for the construction of new thermal and electrochemical sensors. The influence of 

temperature was also checked out and the results showed picric acid interaction 

with C20 was more favorable in lower temperatures. The NBO computations 

showed picric acid interaction with fullerene was chemisorption. The FMO results 

showed the chemical hardness of picric declined after its interaction with fullerene 

and picric acid-C20 complexes were more reactive than pure picric acid. The 

electrophilicity and maximum transferred charge capacity indices demonstrated the 

tendency of picric acid towards electron decreased after it was adsorbed on the 

surface of fullerene and picric acid-fullerene complexes were less electrophile than 

pure picric acid. Other structural parameters were also discussed in detail. 
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1. Introduction 
Picric acid (PA, Fig. 1) is a nitrophenol environmental contaminant that is widely used in various industries 

such as the production of explosives, fireworks, leather, plastics, dyes and medicinal compounds and 

consequently its discharge to the environment is highly probable (Dennie et al., 1929; Parham et al., 2012). The 

former researches showed, even short term exposure to PA can lead to serious health problems like Hepatitis, 

dizziness, headaches, jaundice, diarrhea, different types of cancer, hemorrhagic nephritis, discomfort, 

respiratory distress and gastroenteritis in humans and other living organisms (Huang et al., 2014; Nipper et al., 

2005). In this respect, developing new effective methods for the removal and detection of PA is of great 

importance (Song et al., 2019). To date, different methods including filtration, oxidation/precipitation, 

adsorption, photocatalytic degradation, electrochemical destruction, ozonization, aerobic and anaerobic 

biological treatment, coagulation/flocculation and reverse osmosis have been reported for the removal of 

environmental pollutants (Doroudi and Jalali Sarvestani, 2020). However, in the mentioned techniques, 

adsorption is more preferable because of being economical, easy operability, rapidness, flexibility and high 

efficiency (Agarwal et al., 2014). But, the main challenge for the adsorption method is finding an economical 

adsorbent with high adsorption capacity, good selectivity, enough reusability and applicability in harsh 

conditions (Uslu and Demir, 2010). Furthermore, various analytical techniques such as capillary electrophoresis, 

fluorimetry, UV-Visible spectrophotometry, high-performance liquid chromatography, mass spectrometry and 

gas chromatography have been reported for the measurement of PA but all of the referred methods are 

expensive, time-consuming and demanding large amounts of toxic organic solvents (Mahyari, 2016; Wang et al., 

2018; Huang et al., 2014). In addition, highly experienced operators are needed for implementing the 

complicated sample-pretreatment steps before the main analysis process (Mohseni Kafshgari and 

Tahermansouri, 2017). On the other hand, thermal and electrochemical sensors are prominent alternatives for 

the mentioned analytical techniques because these types of sensors are small, portable and economical devices 

that can be also applied in colored and opaque specimens (Rashvand et al., 2020).  

Simple instrumentation, high selectivity and sensitivity, rapid analysis time and wide linear range are other 

advantages of thermal and electrochemical sensors. However, the first step in developing a new sensor for the 

determination of an analyte is selecting an appropriate sensing material that interacts selectively with the 

desired analyte and this interaction should lead to a substantial difference in the electrical or thermal 

conductivity of the sensing material (Rashvand et al., 2020). On the other hand, fullerene (C20), is the smallest 

nanomaterial with a dodecahedral cage structure (Fig. 1). The structure of this fullerene is highly curved and it 

is composed of pentagonal rings (Jalali Sarvestani and Ahmadi, 2020). C20 has unique traits that make it an 

eminent sensing material like high conductance, great surface area/ volume ratio and excellent reactivity (Jalali 

Sarvestani and Doroudi, 2020). In this respect, the goal of this study is to evaluate the performance of C20 as an 

adsorbent and a sensor for removal and detection of PA by density functional theory simulations. 

 

 

Fig. 1. The optimized structures of C20 and PA. 
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2. Materials and Methods  
 The structures of C20, PA and their complexes were designed by Nanotube modeler 1.3.0.3 and Guass View 6 

softwares. Firstly, all of the designed structures were optimized geometrically. Then, IR, NBO and FMO 

computations were done on them. All of the computations were performed by Gaussian 16 software using the 

density functional theory method in the B3LYP/6-31G (d) level of theory. This level of theory was chosen 

because in previous works its results were in admissible accordance with the experimental data. Guass Sum 3.0 

software was used for obtaining the density of states (DOS) spectrums. All of the computations were done in 

the aqueous phase in the temperature range of 298-398 K at 10˚ intervals.  

The studied processes were as follows: 

 

PA + Adsorbent ⟶ PA-Adsorbent                                                                                                                                                                                                                             (1) 

 

 Equations 2-5 were used for calculating adsorption energy values (Ead) and thermodynamic parameters 

including adsorption enthalpy changes (ΔHad), Gibbs free energy changes (ΔGad) and thermodynamic 

equilibrium constant (Kth) respectively.  

  𝐸𝑎𝑑 = (𝐸(PA-Adsorbent) − (𝐸(PA) + 𝐸(𝐴𝑑𝑠𝑜𝑟𝑏𝑒𝑛𝑡) + 𝐸(𝐵𝑆𝑆𝐸)))                                                                                                                                                                  (2) 𝛥𝐻𝑎𝑑 = (𝐻(PA-Adsorbent) − (𝐻(PA) + 𝐻(𝐴𝑑𝑠𝑜𝑟𝑏𝑒𝑛𝑡)))                                                                                                                (3) 𝛥𝐺𝑎𝑑 = (𝐺(PA-Adsorbent) − (𝐺(PA) + 𝐺(𝐴𝑑𝑠𝑜𝑟𝑏𝑒𝑛𝑡)))                                                                                                                                                                                        (4) 𝐾𝑡ℎ = exp(− Δ𝐺𝑎𝑑𝑅𝑇 )                                                                                                                                                                  (5) 

  

 In the aforementioned equations, E is the total electronic energy of each structure, EBSSE is the basis set 

superposition correction, H denotes the sum of the thermal correction of enthalpy and total energy of the 

evaluated materials. The G stands for the sum of the thermal correction of Gibbs free energy and total energy 

for each of the studied structures. R denotes the ideal gas constants and T stands for the temperature (Rashvand 

et al., 2020). Frontier molecular orbital parameters including bandgap (Eg), chemical hardness (η), chemical 

potential (µ), electrophilicity (ω) and the maximum charge capacity (ΔNmax) were calculated by equations 6-11.  

 

Eg = 𝐸𝐿𝑈𝑀𝑂 − 𝐸𝐻𝑂𝑀𝑂                                                                                                                                                              (6) %ΔEg = 𝐸𝑔2−𝐸𝑔1𝐸𝑔1 × 100                                                                                                                                                          (7) 

η = (𝐸𝐿𝑈𝑀𝑂 − 𝐸𝐻𝑂𝑀𝑂) 2⁄                                                                                                                                                         (8) μ = (𝐸𝐿𝑈𝑀𝑂 + 𝐸𝐻𝑂𝑀𝑂) 2⁄                                                                                                                                                          (9) ω = 𝜇2 2𝜂⁄                                                                                                                                                                              (10) 

Δ𝑁𝑚𝑎𝑥 = −𝜇 𝜂⁄                                                                                                                                                                      (11) 

 

 ELUMO and EHOMO in equations 6 to 11 are the energy of the lowest unoccupied molecular orbital and the 

energy of the highest occupied molecular orbital respectively. Eg1 and Eg2 are the bandgaps of the Nano-

adsorbent and PA-Adsorbent complex respectively (Ahmadi and Jalali Sarvestani, 2020).  

 

3. Results and Discussion 
PA interaction with fullerene was scrutinized at two different modes to find the most stable configuration. 

The initial and optimized structure of PA-C20 complexes is given in Fig. 2. As can be seen, at A-Conformer, 
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fullerene is inserted in parallel form towards the benzene ring of PA and at B-Conformer, the nanostructure is 

placed near the nitro and hydroxyl functional groups of the adsorbate. As it is clear from Fig. 2, sharp structural 

deformations have occurred after geometrical optimizations at both conformers that can be due to the formation 

of chemical bonds between PA and C20. The calculated values of total electronic energy, adsorption energy, 

zero-point energy (ZPE), the minimum and maximum IR frequencies and dipole moment for both investigated 

configurations are given in Table 1. As can be observed, B-Conformer is more energetically stable than A-

Conformer because it has a lower total electronic energy. Besides, the adsorption energy is considerably 

negative for both configurations indicating that the adsorption process is experimentally possible (Rashvand et 

al., 2020). 

 

 

Fig. 2. Initial and optimized structures of PA-C20 complexes. 

 

The computed minimum and maximum IR frequencies revealed all of the evaluated structures are a true 

local minimum because there was not observed any negative frequency. The dipole moment of PA increased 

sharply from 2.620 to 8.440 and 7.430 for A and B conformers respectively after it was adsorbed on the surface 

of C20 indicating that the reactivity of PA enhanced significantly after its interaction with fullerene. In order to 

obtain more information about the adsorption mechanism, NBO calculations were also implemented on the 

optimized structure and the results are tabulated at Table 2. As can be observed, a two-electron containing 

monovalent chemical bond with SP3 hybridization is created between adsorbate and adsorbent at both 

configurations. Hence, PA interaction with C20 is chemisorption (Ahmadi and Jalali Sarvestani, 2020).  
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Table 1. Structural properties of PA, C20 and their complexes. 

NO Total electronic energy 

(a.u) 

Ead 

(kJ/mol) 

ZPE 

(kJ/mol) 

νmin 

(cm-1) 

νmax 

(cm-1) 

Dipole Moment 

(Deby) 

PA -903.854 --- 321.250 51.190 3722.739 2.620 

C20 -747.196 --- 325.260 261.392 1690.640 0.000 

A-Conformer -1651.098 -74.722 672.290 0.977 3722.867 8.440 

B-Conformer -1651.120 -132.483 672.220 0.927 3722.612 7.430 

 

Table 2. NBO results for PA-C20 complexes. 

NO Chemical 

bonds 

Bond energy 

(a.u) 

Hybridization Occupancy Bond 

order 

Bond length 

(Å) 

A-Conformer C11-C -0.096 SP2.99 1.98 1 1.566 

B-Conformer O1-C -0.106 SP3.04 2.03 1 1.921 

 

The thermodynamic parameters of the adsorption process were also calculated and the results are presented 

as a function of temperature at Fig. 3. As can be seen, the ΔHad values are negative for both conformers 

implying the adsorption procedure is exothermic. The influence of temperature on ΔHad was also studied and 
the results showed temperature does not have a tangible impact on this parameter. The CV of fullerene 

increased remarkably after adsorption of PA on its surface indicating the thermal conductivity of C20 improved 

substantially in the adsorption process and this nanostructure can be used as a sensing material for the 

construction of thermal sensors for detection of PA. In a thermal sensor, a recognition element (here C20) is 

stabilized on the surface of a sensitive thermistor then the desired analyte should have a highly exothermic or 

endothermic interaction with the recognition element and the changes in the temperature of the sensor 

microenvironment temperature will be measure by the sensitive thermistor and it will be used as a signal that 

has a direct relationship with the analyte concentration (Jalali Sarvestani and Ahmadi, 2020). The negative 

values of ΔGad demonstrated that PA interaction with fullerene is spontaneous. The values of Kth indicating 
the adsorption process is more favorable and irreversible at lower temperatures but by increasing of 

temperature the adsorption becomes more reversible. 

 

 

Fig. 3. The calculated thermodynamic parameters including ΔHad, CV, ΔGad and Log Kth in temperature range of 

298.15-398.15 at 10° intervals. 
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 For investigating the capability of Fullerene as an electroactive sensing material, the DOS spectrums of PA, 

C20 and their complexes were computed and the results are presented at Fig. 4. As can be observed, the bandgap 

of fullerene is 7.145 (eV) but when PA adsorbs on its surface, Eg declines -29.199 and 39.039% to 5.059 and 4.356 

(eV) for A and B conformers respectively. Bandgap has an inverse relationship with electrical conductivity. In 

fact, compounds with narrow bandgap are more conductive than materials with wider bandgap (Ahmadi and 

Jalali Sarvestani, 2020). Therefore, it can be deduced that the electrical conductivity of fullerene enhanced in its 

interaction process with PA and C20 is an excellent sensing material for the fabrication of new electrochemical 

sensors for the detection of PA (Jalali Sarvestani and Ahmadi, 2020).   
 Other frontier molecular orbital parameters including chemical hardness, chemical potential, electrophilicity 

and maximum transferred charge capacity were also calculated and the results are given in Table 3. As can be 

seen, the chemical hardness of PA is 7.740 (eV) but when it adsorbs on the surface of fullerene, its chemical 

hardness decreases to 3.537 and 3.842 (eV) at A and B conformers. Therefore, PA-C20 complexes are more 

reactive and softer than pure PA without the nanostructure because the electron transmissions that are 

necessary for the implementation of chemical reactions can be done more conveniently in them. The calculated 

chemical potential values are negative for all of the structures indicating that the scrutinized structures are 

thermodynamically stable (Jalali Sarvestani and Doroudi, 2020). 

 When two molecules participate in a reaction, one of them acts as an electrophile and the other plays the role 

of a nucleophile. Electrophilicity and maximum transferred charge capacity are good standards for estimating 

the tendency of materials towards the electron. Indeed, the molecules with higher values of electrophilicity and 

lower amounts of ΔNmax are more electrophile than other molecules. As the provided data in Table 3, shows 

clearly when PA adsorbs on the surface of fullerene, the ω index decline from 5.165 to 2.529 and 2.178 (eV) 
while ΔNmax experiences a tangible increase from -2.575 to -1.008 and -1.664 (eV) at A and B conformers. 

Therefore, it can be inferred that PA-C20 complexes have less tendency towards electrons in comparison to pure 

PA without fullerene (Rashvand et al., 2020). 

 

 

Fig. 4. DOS spectrums of PA, C20 and their complexes. 

  

C20 PA 

  

A-Conformer B-Conformer 

 

Eg = 7.145 (eV) Eg = 10.330 (eV) 

Eg = 5.059 (eV) 

%ΔEg = -29.199 

Eg = 4.356 (eV) 

%ΔEg = -39.039 
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Table 3. Frontier molecular orbital parameters for PA, C20 and their complexes. 

NO EHOMO (eV) ELUMO (eV) Eg (eV) %ΔEg η (eV) µ (eV) ω (eV) ΔNmax (eV) 

PA -7.740 2.590 10.330 --- 7.740 -2.590 5.165 -2.575 

C20 -4.323 2.822 7.145 --- 3.573 -0.751 0.079 0.210 

A-Conformer -3.537 1.522 5.059 -29.199 3.537 -1.522 2.529 -1.008 

B-Conformer -3.842 0.513 4.356 -39.039 3.842 -0.514 2.178 -1.664 

 

4. Conclusion 

In this research, PA interaction with C20 was investigated using DFT computations. The calculated 

adsorption energies showed the adsorption process is experimentally feasible and the obtained thermodynamic 

parameters indicated PA interaction with fullerene is exothermic, spontaneous and more favorable in lower 

temperatures. The DOS spectrums showed when PA adsorbs on the surface of fullerene the bandgap decreases 

from 7.145 (eV) to 4.356 (eV), therefore, this nanostructure can be used as a promising electrochemical sensing 

material for the detection of PA. Besides, the sharp increase of specific heat capacity in the adsorption process of 

PA indicated thermal conductivity of fullerene enhanced when PA adsorbs on its surface and C20 can be 

employed for the development of new thermal sensors to PA detection. The NBO results showed PA interaction 

with C20 is chemisorption and fullerene is an appropriate adsorbent for the removal of PA from environmental 

specimens. 
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