
Gradient index metamaterials

D. R. Smith,1,2,* J. J. Mock,1 A. F. Starr,2,3 and D. Schurig1
1Department of Electrical and Computer Engineering, Duke University, Box 90291, Durham, North Carolina 27708, USA

2Department of Mechanical and Aerospace Engineering, University of California, San Diego, La Jolla, California 92093, USA
3SensorMetrix, 5965 Pacific Center Boulevard, Suite 701, San Diego, California 92121-4323, USA

sReceived 4 July 2004; published 17 March 2005d

Metamaterials—artificially structured materials with tailored electromagnetic response—can be designed to
have properties difficult or impossible to achieve with traditional materials fabrication methods. Here we
present a structured metamaterial, based on conducting split ring resonatorssSRRsd, which has an effective
index of refraction with a constant spatial gradient. We experimentally confirm the gradient by measuring the
deflection of a microwave beam by a planar slab of the composite metamaterial over a range of microwave
frequencies. The gradient index metamaterial may prove an advantageous alternative approach to the devel-
opment of gradient index lenses and similar optics, especially at higher frequencies. In particular, the gradient
index metamaterial we propose may be suited for terahertz applications, where the magnetic resonant response
of SRRs has recently been demonstrated.
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There have now been several demonstrations in which
electromagnetic material response—either previously unob-
served or otherwise difficult to achieve in conventional
materials—has been obtained in artificially structured mate-
rials f1–4g. These recent demonstrations have shown the po-
tential of artificial materials, often referred to asmetamate-
rials, to significantly extend the range of material properties,
enabling the potential for new physical and optical behavior,
as well as unique electromagnetic devices.

An example of unusual metamaterial response can be
found innegative index metamaterials, which possess simul-
taneously negative permittivitys«d and permeabilitysmd over
a finite frequency band. The fundamental nature of negative
refraction, hypothesized in 1968 by Veselagof5g, has re-
vealed the key role that metamaterials can play in materials
physics, as negative index is a material property not avail-
able in previously existing materials.

The negative index metamaterials thus far demonstrated
have been formed from periodic arrays of conducting ele-
ments, the size and spacing of which are much less than the
wavelengths of interest. The shape of the repeated conduct-
ing element determines the electromagnetic response of the
collective, which can be approximated as having an electric
f6g or a magneticf7,8g resonance. Application of effective-
medium theory to the overall periodically patterned compos-
ite allows a description in terms of bulk isotropic or aniso-
tropic « andm.

The split ring resonatorsSRRd, shown in the insets to Fig.
1, has become commonplace as the repeated element in
metamaterials that exhibit magnetic properties. A single SRR
responds to electromagnetic fields in a manner analogous to
a magnetic “atom,” exhibiting a resonant magnetic dipolar
response. A medium composed of periodically positioned
SRRs can be approximately characterized by the following
frequency-dependent permeabilitym:

msvd = 1 −
Fv2

sv2 − vr
2d + ivg

, s1d

where vr is a resonant frequency determined by the SRR
geometry,g is the damping, andF is the filling factor. The
SRR element is electromagnetically anisotropic, so thatm in
Eq. s1d refers only to thex component of the permeability
tensor. We assume throughout that the electromagnetic field
propagates along thez axis ssee Fig. 1d, the applied magnetic
field liies along the SRRsxd axis and electric field lies along
the y axis in the SRR plane; in this configuration, onlymx
and «y are relevant to the wave propagation characteristics.
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FIG. 1. Simulated dispersion curves for SRRs. The thicker black
curve pairsincluding an upper and lower branchd corresponds to
SRRs on a flat substrateslower insetd. The open circles indicate
simulated phase advances. Subsequent pairs of curves correspond to
cases in which the substrate has been removed around the SRR
supper insetd. The depth of cut increases by 6mm between each set
of curves.
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The effective permittivity«y of the SRR medium has been
shown to also be dispersive as a function of frequencyf9g;
however, this frequency-dependent behavior is minor at fre-
quencies far away from the resonance, and approaches a con-
stant in the limit of small cell size. Thus, we approximate
here the permittivity as a constant over frequency.

We note that the SRR is actually a more complicated
structure than our approximations would indicate, in that it
inherently exhibits a coupled electric-magnetic response. The
composite medium of SRRs is thus bianisotropic, generally
requiring more parameters than just the« andm tensor com-
ponents that we make use of heref10g. However, for our
restricted choice of polarization and propagation direction
relative to the SRR axis, those cross-coupling components
are negligible and we are justified in describing the system
with the two components specifiedf10–12g.

In the recent work to date, metamaterials have been con-
structed from repeated unit cells containing identical ele-
ments, such that the resulting medium can be considered
homogeneous in the sense that the averaged electromagnetic
response does not vary over the structure. However, metama-
terials whose averaged electromagnetic properties vary as a
function of position can also be fabricated. Such materials
are of interest, for example, as they can be utilized in a
variety of applications, including lensing and filtering. Here
we present a metamaterial based on SRRs, in which a spa-
tially varying refractive index can be introduced by a slight
change in the properties of each successive element along a
direction perpendicular to the direction of propagation. We
choose the parameters of the medium such that a relatively
constant gradient in the index occurs along one axis of the
metamaterial. The gradient is confirmed by beam deflection
experiments.

While an SRR medium is known to have a predominantly
magnetic response, this is not of direct interest here; rather,
we are concerned with the phase advance of a wave propa-
gating within the medium. For an isotropic medium, the re-
fractive indexnsvd provides this information, with the phase
advance over a distanced being nkd. For the anisotropic
SRR medium, we can apply the usual isotropic definition
anyway,nsvd=Î«svdmsvd, with msvd given by Eq.s1d and
«svd approximated as constant. This provides the correct
equivalent refractive index provided that the polarization is
restricted as described above. The dispersion relation for
these modes isv=ck/nsvd, which can be compared directly
with that obtained from a numerical solution of Maxwell’s
equations for a single unit cell. To obtain the dispersion dia-
gram numerically, we compute the eigenfrequencies for a
single unit cell sFig. 1, insetd, applying periodic boundary
conditions with zero phase advance in directions perpendicu-
lar to the propagation direction, and periodic boundary con-
ditions with various phase advances in the propagation direc-
tion. The simulations are performed using a commercial
finite-element based electromagnetic solversHFSS, Ansoftd.
The resulting dispersion diagram, shown as the frequency
versus the phase advancef across a unit cellsblack curved,
reveals the expected resonant form. Specifically, there are
two branches of propagating modes separated by a frequency
band gap. The lower branch starts at zero frequency and ends

at vr with a phase advance of 180°. The next branch begins
at a frequencyvmp=vr /Î1−F f7g. The propagation constant
k can be found fromk=f /d, whered is the size of the unit
cell.

The resonant frequency of an SRR,vr, depends rather
sensitively on the geometrical parameters and local dielectric
environment for the SRRf7g. Sincemsvd depends strongly
on vr fEq. s1dg, we see that relatively small changes to the
basic repeated unit cell can result in substantial changes to
the permeability of the composite, especially near the reso-
nance. The change in indexnsvd=Î«svdmsvd with change
in resonant frequency can be calculated using Eq.s1d. For
convenience, we neglect damping; we also set«svd=1 as the
primary role of the permittivity over the frequency band of
interest will be to rescale the dispersion curves. At low fre-
quenciessv!vrd, the index changes linearly with small
changes in the resonance frequency, or

Dn , −
v2

vr
3Dvr , s2d

whereas in the high-frequency limitsv@vrd, we find

Dn , −
vr

v2Dvr . s3d

AssumingDvr /vr !1 and ignoring higher-order terms, we
see that, for the model system described by Eq.s1d, the gra-
dient increases as the square of the frequency forv!vr and
decreases as the inverse of the square of the frequency for
v@vr.

There are a variety of modifications to the SRR or its
environment that can be used to introduce a variation invr.
The method we apply here is to adjust the depth of cut of the
dielectric substrate material surrounding the SRR. This
method is compatible with our sample fabrication, in which
SRRs are patterned on copper clad circuit boards using a
numerically controlled micromilling machinesdescribed be-
lowd. The removal of dielectric material from the region near
the SRRs«,3.8 for FR4 circuit boardd changes the local
dielectric environment of the SRR, effecting a change in the
resonance frequency.

In Fig. 1, we present several dispersion curves corre-
sponding to SRR composites for various depths of substrate
material around the SRR. The depth of substrate differs by
6 mm between successive dispersion curves. Figure 1 shows
thatvr shifts approximatelylinearly and monotonically with
increasing depth of cut, up to 36m in depth. Further simula-
tions, as well as the experimental results shown later, show
the approximate linearity is valid to 240mm.

Because the SRR exhibits a resonant frequencyvr that
increases linearly as a function of the substrate cut depth, it is
a convenient element from which to design a gradient index
metamaterial. In particular, if we form a metamaterial com-
prising a linear array of SRRs in which the substrate cut
depth advances linearly as a function of cell number,vr will
then also advance linearly as a function of cell number; that
is, vr becomes linearly proportional to distance. Using this
relationship in Eqs.s2d and s3d, we see that the gradient of
the index will thus be approximately constant as a function

SMITH et al. PHYSICAL REVIEW E 71, 036609s2005d

036609-2



of distance, at least for frequencies far enough away fromvr.
A constant gradient metamaterial can be experimentally

confirmed by observing the deflection of a beam incident on
a planar metamaterial slab whose index varies linearlysin a
direction perpendicular to incident radiationd. To calculate
this deflection, we consider two normally incident but offset
rays entering a gradient index planar slab of thicknesst, as
shown in Fig. 2. The rays will acquire different phase ad-
vances as they propagate through the slab. Assuming the two
rays enter at locationsx andx+Dx along the slab face, then
the acquired phase difference of the two beams traversing the
slab,

Fsx + Dxd − Fsxd , kt
dn

dx
Dx, s4d

must equal the phase advance across the path length marked
L in Fig. 2. We thus have

sinsud , t
dn

dx
= t

dn

dvr

dvr

dd

dd

dx
, s5d

which shows that for a material with a constant spatial gra-
dient in index, the beam is uniformly deflected. Here,dsxd is
the depth of cut as a function of distance along the slab. This
simplified analysis applies strictly to thin samples, as the
phase fronts will otherwise not be uniform within the mate-
rial. Note thatFsxd is the phase shift across a slab of arbi-
trary thickness. If the slab is one unit cell in thickness, then
for the SRR cell the phase shift will bef as defined earlier.

In order to construct a constant gradient index metamate-
rial, the above analysis suggests that we form a linear array
of SRRs, in which the substrate depth is a linearly increasing
function of cell number in the direction perpendicular to the
propagation. The resulting array should then deflect an inci-
dent beam by an angle that can be predicted by the disper-
sion diagrams in Fig. 1. To estimate this angle of deflection,
we can take the difference between any two of the curves in
Fig. 1 to find the gradient of the phase shift per unit cell. The
phase shift per unit cell is proportional to the sine of the
beam deflection angle that will be produced by a gradient

index metamaterial slab one unit cell thick in the propagation
direction. The resulting plot of phase advance as a function
of frequency, obtained from the dispersion curve in Fig. 1, is
shown in Fig. 3.

The curve in Fig. 3 is useful for calculating deflection
angles only for frequencies where the gradient is constant,
which can be determined, for example, by analyzing the dif-
ferences between several of the dispersion curves of Fig. 1.
Furthermore, near the resonant frequency on the low side,
the absorption resonance leads to a region of anomalous dis-
persion where the simulation resultsswhich do not take into
account lossesd are not valid. An additional complicating fac-
tor is that the analyzed structure is periodic, so that higher-
order bands exist at frequencies greater thanvr that are not
described by Eq.s1d. Nevertheless, Fig. 3 provides an indi-
cation that at frequencies above the band gap, per unit cell
phase shifts of one degree or more should be obtainable from
an SRR slab, one unit cell in thickness, in which each suc-
cessive cell has an additional 6mm of substrate dielectric
removed relative to the previous cell.

To fabricate the gradient index metamaterial samples, a
numerically controlled micromilling machinesProtoMat 100,
from LPKF, Oregond was used to fabricate many short strips
of SRRs, three or five unit cells in length. Single-sided
copper-clad circuit board substrates were usedsFR4, dielec-
tric constant of 3.8, copper thickness of 0.017 mmd. The unit
cell for an individual SRR was 5.0 mm by 3.33 mm, with
three SRRs patterned in the vertical direction such that the
strips were 10 mm in height. The SRR design had identical
parameters to those reported inf13g. For a typical sample,
SRRs could be patterned by adjusting the tool bit to a depth
just below the copper cladding level and removing all sur-
rounding material that is not part of the SRR design.

To form the gradient index structure, the milling machine
tool bit was lowered by two steps, or,6 mm, between the
milling of successive strips. Strips were fabricated in this
manner until the tool bit depth was nearly equal to the sub-
strate thicknesss0.25 mmd. The strips were then cut out from
the surrounding FR4 substrate and slotted for assembly. The
process produced,35–40 SRR strips, each having SRRs
with a surrounding substrate thickness that ranged from
,0.250 mm to,0 mm in steps of 6mm. Samples with
strips of either three or five unit cell lengths in the propaga-
tion direction were fabricated, and composite metamaterials

FIG. 2. Diagram showing the deflection of a wave by a structure
whose refractive index possesses a gradient that is constant. Shad-
ing of the sample indicates the gradient in the index: lighter shading
corresponds to a lower index value.

FIG. 3. Frequency vs phase difference per unit cell for the SRR
material shown in Fig. 1, in which each successive cell differs by a
6 mm depth of cut.
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assembled with roughly 40 stripssof three or five unit cell
lengthsd spaced one unit cell widths5 mmd apart. The strips
were held together by slotted FR4 cross pieces from which
all copper had been removed in a wine-crate assembly. The
sample construction is indicated schematically in Fig. 4.

The resonance frequency of each individual SRR strip
was measured in an angular resolved microwave spectrom-
etersARMSd described previouslyf14g. The measured reso-
nance frequencies of each stripsof the three-cell-thick SRR
slabd versus the depth of cut are plotted in Fig. 5, where the
linearity of the fabrication process is confirmed. The nominal
difference in substrate thickness between subsequent milling
passes was 6mm. Note that at two depths there are breaks
from the linearity; these deviations from linearity coincide
with tool bit changes on the milling machine, indicating
some lack of reproducibility in repositioning the mill at the
nominal zero cut depth position. The resulting linearity, how-
ever, proved to be sufficient for the deflection experiment.

The composite gradient index samples were measured in

the ARMS apparatus. To confirm the gradient in the sample,
a microwave beam was directed normally onto the face of
the samplesas in Fig. 2d, and the power detected as a func-
tion of angle at a radius 40 cm away. As in previous mea-
surements on metamaterial samples, the experiment was car-
ried out in a planar waveguide—an effectively two-
dimensional geometry in which the electric field is polarized
between two conductingsaluminumd platesf14g.

In Fig. 6, we present a map of the transmitted power
versus angle of detection, as a function of the frequency of
the incident microwave beam. Two samples are compared in
the figure: Fig. 6sad shows a control sample consisting of a
five-cell-deep SRR metamaterial, where each SRR strip is
identicalsno gradientd. The plot in Fig. 6sad shows transmis-
sion at frequencies corresponding to pass bands, and a fre-
quency region of attenuation corresponding to where the per-
meability is negative. As can be seen from the figure, the
microwave beam exits the sample without deflection, cen-
tered about zero degrees.

In Fig. 6sbd, we present the results of a measurement on
an eight-cell-thicksin propagation directiond gradient index
sample, formed by combining the three- and five-cell
samples together. The angular deviation is evident in the fig-
ure, especially at the high-frequency side of the gap region,

FIG. 4. A schematic depiction, as viewed from the top, of the
gradient index metamaterial sample. The sample consists of circuit
board strips containing patterned SRRs. The electric field is out of
the plane of the figure, while the incident magnetic field is directed
along the axes of the SRRs. The SRR positions are indicated by the
darker lines in the figure, with the circuit board strips indicated by
lighter gray lines.

FIG. 5. Resonant frequency vs substrate depth for the machined
SRR samples.

FIG. 6. Angular maps vs frequency of the power emerging from
sad an SRR sample, five unit cells in thickness, with no index gra-
dient andsbd an SRR sample, eight unit cells in thickness, with
linear gradient in the direction transverse to the incoming beam.
The gray curve superimposed summarizes the peak power at each
frequency.
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where a characteristic tail can be seen in agreement with that
predicted in Fig. 3. The qualitative aspects of the curve are in
agreement with the theory and simulations above, except that
there is weaker evidence of deflection on the low-frequency
side of the gap. This lack of symmetry, however, is expected,
as the lower-frequency side corresponds to the resonance,
where the absorptionsneglected in the dispersion diagramsd
is strongest.

A detailed comparison of the measured and calculated
angle of deflection versus frequency is shown in Fig. 7 for
the eight-cell-thick gradient index metamaterial. The curves
correspond to the gradient determined from Fig. 3, while the
black circles are measured points. A frequency translation
was applied to the dispersion curve to make the calculated
band gap coincident with the band gap measured in the ac-
tual structure; no other fitting or adjustments were per-
formed. The excellent agreement shown in Fig. 7 attests to
the precision of the fabrication process, as illustrated in Fig.
5. The agreement also provides evidence that even a single
unit cell can be described as having a well-defined refractive
index, since the interpretation of this effect depends on a
refractive index that varies controllably from cell to cell
within the structure.

Figures 6 and 7 show the practicality of designed spatially
dispersive structures. In this case, a linear gradient has been
introduced that has the effect of uniformly deflecting a beam

by an angle adjustable by design. We find it convenient to
work with the SRR system, as the properties of SRRs are
now well established. In particular, the resonance frequency
of the SRR is relatively easy to identify, can be easily tuned
by slightly modifying the parameters of the unit cell, and can
be used to roughly parametrize the entire frequency depen-
dence of the SRR. While not the only method for introducing
a gradient, the gradient index SRR structure shows the fea-
sibility of creating yet another unique type of metamaterial
by combining macroscopic elements.

An evident application of the gradient index metamaterial
is in gradient index lenses. A parabolicsas opposed to lineard
distribution of index in the slab along an axis perpendicular
to the direction of wave propagation results in a structure
that focuses radiation rather than deflecting itf15g. Common
examples of such gradient index lenses include radial gradi-
ent index rod lenses, used at optical frequencies, and
Luneberg lenses, used at microwave frequencies. Gradient
index rod lenses use optical glass materials that are ion-
doped via thermal diffusion. This process can produce only
modest variations of the refractive indexsless than 0.2d, and
is limited to fairly small diameter rodssless than 1 cmd f16g.
Luneberg spherical or hemispherical lenses, which require
the fairly wide index range ofn=1 to n=2, can be imple-
mented as stepped index devices with no particular size limi-
tation f15g. Both devices employ gradients in the dielectric
permittivity only, and thus have limited impedance matching
to the surrounding media.

Gradient index metamaterials may provide a useful alter-
native approach to the development of optics. The advan-
tages of both traditional and planar lenses formed from arti-
ficially patterned media, for example, have been
demonstrated at radio and microwave frequenciesf17g. With
the increased range of material response now identified in
metamaterials, including negative refractive index, consider-
ably more flexibility and improved performance from such
devices should be possiblef18g. Gradient index metamateri-
als that include magnetic permeability gradients, for ex-
ample, could be used to develop materials whose index var-
ies spatially but which remains matched to free space.
Moreover, with the recent demonstration of SRRs at THz
frequenciesf19g, the gradient index metamaterial should be
realizable at higher frequencies.
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