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Solid-state self-quenching processes of highly efficient Ir(III) phosphorescent emitters are investigated
by the measurement of thin film photoluminescence quantum efficiency and transient lifetime as a
function of doping concentration in a host matrix. The radiative decay rate constant is found to be
independent from the average distance between dopant molecules (R), and the concentration-quenching
rate constant is shown to be dependent on R�6. The quenching dependence on R strongly suggests that
luminescent concentration quenching in a phosphorescent Ir(III) complex:host film is controlled by
dipole-dipole deactivating interactions as described by the Förster energy transfer model.

DOI: 10.1103/PhysRevLett.96.017404 PACS numbers: 78.66.Qn, 78.55.Kz
The photophysical properties of organic phosphors in a
molecularly doped thin film, notably the photolumines-
cence (PL) quantum efficiency (�PL), can provide impor-
tant information on how to optimize the external
electroluminescence (EL) efficiency (�EL) of organic light
emitting diodes. In previous studies, we reported that
the green phosphorescent complex fac-tris(2-phenyl-
pyridinato)iridium(III) �Ir�ppy�3� has an �PL of 97%�
2% when doped in the wide energy gap host,
4; 40-bis�N-carbazolyl�-2; 20-biphenyl (CBP) [1]. The high
PL quantum yield corresponds well to the high
efficiency devices reported for Ir�ppy�3 that are believed
to be close to the theoretical device efficiency limit
due to out-coupling losses (�EL � 19%) [2,3]. By using
a suitable high triplet energy host, such as
m-bis(N-carbazolyl)benzene (mCP), it was shown that ex-
citons could be confined on the blue Ir(III) complex,
bis��4; 6-difluorophenyl�pyridinato -N;C2��picolinato�
iridium(III) [FIrpic] [4], also providing nearly 100% PL
efficiency [1]. These measurements were well supported
by the lack of temperature dependence on phosphores-
cence intensity, and no delayed transient component due
to back energy transfer to the host was observed [5–7].

It is well known that many fluorescent materials are
severely quenched as neat films due to significant overlap
of absorption and emission. While phosphorescent Ir(III)
complexes emitting from mixed 3MLCT (metal to ligand
charge transfer triplet state)/�-�� transitions tend to be
less absorptive in the region of emission, they are also
known to suffer from significant PL quenching at increased
dopant concentrations. Concentration quenching in neat
films of both monomeric [1] and dendrimeric [8] phos-
phorescent materials has been reported, but thus far the
nature of the quenching mechanism has not been clarified.
Herein, we studied the solid-state PL concentration depen-
06=96(1)=017404(4)$23.00 01740
dence of three principal phosphorescent Ir(III) complexes
in order to elucidate the mechanism of concentration
quenching and the intermolecular interactions that occur
between the ground and excited states (i.e., donor-acceptor
spectral overlap). Both �PL and transient PL lifetime (�PL)
are measured and described as a function of the average
distance between the Ir(III) complexes. The intermolecular
distance dependency on PL is discussed in terms of the
radiative rate constant (kph) and the concentration-
quenching rate constant (kCQ) based on the dipole-dipole
interaction theory described by Förster energy transfer [9].

Three Ir(III) dopants were evaluated; Ir�ppy�3
for green, bis�2-�20-benzothienyl�pyridinato-N;C30 ��
�acetylacetonato�iridium�III� [Btp2Ir�acac�] [10] for red,
and FIrpic [4] for blue. Two organic materials were
used as hosts, CBP for Ir�ppy�3 and Btp2Ir�acac�, and
mCP [11] for FIrpic. These hosts were chosen because
they are known to effectively confine the triplet exci-
tons on the guest phosphors [5]. The Ir(III) complex:
host composite films were fabricated using conventional
thermal vacuum codeposition (at 2	 10�3 Pa) on pre-
cleaned quartz substrates for measurement of the absolute
�PL and on silicon substrates for measurement of the �PL.
The films had a thickness of 100 nm and doping concen-
trations ranging from 1.2 to 100 mol % (2 to 100 wt %).
The �PL was measured using a streak camera (C4334,
Hamamatsu Photonics Co.) with an N2 gas laser (MNL
200, Laser Technik Berlin, � 
 337 nm, pulse width
� 500 ps, repetition rate 
 20 Hz) as the excitation
source. The measurements were done under low pressure
(�1	 10�1 Pa) in a cryostat. The �PL of the films was
measured under N2 flow using an integrating sphere based
on our previous paper [12]. The PL was measured using a
multichannel spectrophotometer (PMA-11 C7473, Hama-
matsu Photonics Co.), and the UV-visible absorption
4-1 © 2006 The American Physical Society
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FIG. 1. Dependence of radiative (open circle) and
concentration-quenching (cross-hair) rate constants, kph and
kCQ, on average distance (R) between two Ir(III) complexes
for (a) Ir�ppy�3 : CBP, (b) FIrpic:mCP, and
(c) Btp2Ir�acac� : CBP. Insets show the R dependence of PL
quantum efficiency �PL (filled squares) and emission lifetime
�PL (open squares).
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spectra was measured by a UV-VIS-IR spectrophotometer
(SHIMADZU UV-3100).

The concentration quenching of the phosphors is ex-
pressed by the rate constant, kCQ, determined from the
equation for �PL:

�PL 
 �et�isc

kph

kph � knr � kCQ
; (1)

where �et is the efficiency of the energy transfer from a
host to a dopant, �isc is the intersystem crossing efficiency,
kph is the rate of radiative decay from the excited dopant,
and knr is the rate of nonradiative decay. Energy transfer
from the excited singlet state of the host to the dopant
occurs quantitatively via Förster energy transfer. Since the
energy transfer rate from the host to the guest is high [1]
(ket � 1012 s�1) and no fluorescence is observed from the
host at the doping concentrations used in this experiment,
the intersystem crossing efficiency of the dopant, �isc,
must be nearly 100% [13].

The concentration dependence on the emission lifetime,
�PL, was also measured for the Ir(III) complex:host films.
The �PL was obtained by fitting to a single exponential
decay model as the first approximation. As shown in Fig. 1,
the units for the horizontal axis were converted from mol%
to the average distance between two dopants (R) using the
following equation: R 
 ��molecular density in film� 	
mol % of the dopant in a film��1=3. It was found that
both �PL and �PL exhibited similar dependences on the
average distance between the Ir�ppy�3 molecules [inset of
Fig. 1(a)]. The kph, calculated from �PL=�PL where �PL is
defined as 1=�kph � knr � kCQ), was 8:0	 105 s�1, and
showed no significant change as a function of R
[Fig. 1(a)]. The kph values for FIrpic:mCP [Fig. 1(b)] and
Btp2Ir�acac� : CBP [Fig. 1(c)] were also found to be inde-
pendent of R, and were measured to be 7:5	 105 s�1 and
0:94	 105 s�1, respectively. This suggests that the radia-
tive decay characteristics of the 3MLCT transitions are
insensitive to R.

On the other hand, kCQ values were found to be highly
dependent on R. As shown in Fig. 1, the value of kCQ is
negligible when R> 2 nm, and increases significantly
when R< 2 nm. It is noted that the kCQ values for
Btp2Ir�acac� were calculated by assuming an intrinsic non-
radiative decay rate of knr 
 0:91	 105 s�1, since the
Btp2Ir�acac� : CBP film showed a maximum �PL 
 51%
at high dilution, suggesting that kph � knr [14].

Figure 2 shows kCQ vs R for the three Ir(III) complex:
host films plotted to a double logarithmic scale. From this it
was found that the kCQ values clearly showed dependence
to R�6 in each case, thereby indicating that the Förster
dipole-dipole interaction controls the concentration
quenching. Here, the rate constant for the Förster energy
transfer [9] is given by the equation

k 

1

�PL

�
R0

R

�
6
; (2)
01740
where �PL is the intrinsic radiative decay lifetime of the
donor, R is the distance between the donor and the accep-
tor, and R0 is the critical distance for the concentration
quenching (Förster radius). Using this model, theoretical
plots shown as the dashed lines in Fig. 2 are found to fit
well with the experimental values. The calculation for the
Ir�ppy�3:CBP film was done using the experimentally ob-
tained value of �PL 
 1:3 �s, and a fitting parameter of
R0 
 1:4� 0:1 nm. Furthermore, excellent agreement be-
tween experimental values and theory was obtained for
both FIrpic and Btp2Ir�acac�; �PL 
 1:2 �s and R0 

1:4� 0:1 nm for FIrpic and �PL 
 5:4 �s and R0 
 0:8�
0:1 nm for Btp2Ir�acac�. The small values for R0 and the
independence of kph onR indicate that the distance require-
ments for intermolecular quenching interaction between
the phosphors is significantly less when compared with that
of the conventional fluorescent materials that typically
have an R0 
 5–10 nm in an amorphous thin film.

Another expression for Förster energy transfer [9] is
given by

R0 


�����������������������������������������������������������������������������
9000c4 ln10�2�PL

128�5n4NA

Z
fD���"A���

d�

�4 ;
6

s
(3)
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FIG. 3. Absorption (broken line) and PL spectra (solid line) of
(a) Ir�ppy�3, (b) FIrpic, and (c) Btp2Ir�acac� in methylenechlor-
ide (2	 10�5 M). The dotted lines show the absorption value
expanded 10 times for the Ir�ppy�3 and FIrpic and 20 times for
the Btp2Ir�acac�. The Förster radii (R0) obtained by the spectral
overlap in Eq. (3) are shown.

FIG. 2. Dependence of concentration-quenching rate constants
(kCQ) on average distance (R) plotted by double logarithmic axis
for three complexes. The Förster radii (R0) obtained by fitting the
kCQ-R relations are shown. Inset also shows R vs kCQ by linear
(R)-logarithmic (kCQ) axes.
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where c is the velocity of light, �2 is the orientation factor
(typically assumed to be 2=3 for random orientations ex-
pected in amorphous films), n is the refractive index of the
medium, NA is Avogadro’s number, and

R
fD���"A���

d�
�4 is

the spectral overlap integral between donor PL, fD���, and
acceptor absorption, "A���, when the function fD��� is
normalized as

R
fD���d� 
 1. Figure 3 shows the absorp-

tion and PL spectra of the Ir(III) complexes in a dichloro-
methane solution (2	 10�5 M). These spectra show how
the phosphorescent emission overlaps with the 3MLCT
absorption bands. Because of the weak oscillator
strength of the 3MLCT (molar absorption coefficient <
103 M�1 cm�1), the overlap integrals of the Ir(III) com-
plexes are smaller than that of conventional fluorescence
materials. Using Eq. (3), the R0 values determined from the
solution absorption and emission overlap integral, the
quantum efficiency in the doped thin film [�PL 
 97%
for Ir�ppy�3, 99% for FIrpic, 51% for Btp2Ir�acac�], and
n 
 1:7 were 1.8 nm for Ir�ppy�3, 1.7 nm for FIrpic, and
1.5 nm for Btp2Ir�acac�. The R0 values obtained from
Eq. (3) are comparable to the values from Eq. (2), and
the same ordering of R0 is observed in both cases.

It was also considered whether exciton quenching inter-
actions can occur via the Dexter energy transfer mecha-
nism [15]. Based on Dexter theory, kCQ would be expected
to decrease exponentially with R. However, as shown in the
inset of Fig. 2, a large deviation from exponential depen-
dence is observed, suggesting that the Dexter interaction is
not the dominant mechanism for long range exciton
quenching, although it would be possible that Dexter
quenching also occurs at these distances, as close contact
between the phosphors can significantly enhance the
Dexter process.
01740
The excellent agreement with the Förster model strongly
suggests that concentration quenching in the phosphores-
cent Ir(III) complex:host films is governed by dipole-
dipole interactions. Based on this, it is our understanding
that concentration quenching can be ascribed to the damp-
ening of energy through the multiple dipole-dipole energy
exchange interactions that readily occur between neighbor-
ing Ir molecules [16]. Although Ir�ppy�3 is measured to
have a very high �PL of 97%� 2% at high dilution in a
solid film, a few percent of the excited states are still
consumed by nonradiative decay. This dampening effect
of the excited state energy can also be described by the
classical dipole oscillation model. In this model both near
and far electromagnetic fields are simultaneously radiated
from an excited molecule. As described by Kuhn, the near
field interaction (proximity field to the electric field of the
sensitizer) decays according to R�6, identical to the Förster
expression for radiationless energy transfer [16]. There-
fore, it is probable that through the near field energy
exchange, i.e., the repeated emission and absorption of
light between adjacent Ir molecules, some of the excited
states are lost to thermal deactivation. To confirm this
consideration, an additional experiment to clarify the de-
activation process based on the resonant energy transfer is
now in progress.
4-3
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FIG. 4. Concentration dependences of PL spectra of
(a) Ir�ppy�3, (b) FIrpic, and (c) Btp2�acac� in a CBP host.
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The emissive complexes used in this study have strong
heavy atom induced spin-orbital coupling. This effect en-
hances the formally forbidden singlet-triplet intersystem
crossing transition leading to highly efficient phosphores-
cence with a transient lifetime of a few�s. Despite this, the
radiative decay rate of Ir�ppy�3, for example, (kr 
 8:0	
105), is nearly 2 orders of magnitude smaller than that of
typical fluorescent laser dyes (kr � 108) [12]. Therefore,
the oscillator strength for the radiative transition of these
organometallic phosphors is significantly less than that of
fluorescent materials. This relatively weak oscillator
strength leads to a smaller Förster radius of R0 < 2 nm
for the Ir complexes compared to an R0 � 10 nm in fluo-
rescent materials.

Finally, we mention the influence of the molecular ag-
gregation of the phosphors with an increase of the dopant
concentration. It has been widely known that molecular
01740
materials tend to aggregate at their high concentrations and
should influence the PL characteristics. Therefore, we
carefully measured the PL spectra depending on the con-
centration as shown in Fig. 4. In these three phosphors, we
observed slight broadening of the PL spectra at their higher
concentrations in the Ir�ppy�3 and FIrpic, although
Btp2Ir�acac� showed no appreciable broadening even
with the high concentrations. Thus, the presence of mo-
lecular aggregation may occur in the Ir�ppy�3 and FIrpic
films at their high concentrations, and the aggregated sites
would efficiently quench the excited states due to their low
PL efficiency. We should incorporate this aggregation ef-
fect to correctly describe the concentration-quenching ef-
fect. However, the definite R�6 dependence observed in the
three phosphors supports that our consideration is appro-
priate and the correction due to the aggregation may be
small.
4-4
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