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By employing a combination of analytical tools including lock-in thermography and
synchrotron-based x-ray fluorescence microscopy, transition metals have been identified at shunting
locations in two types of low-cost multicrystalline silicon~mc-Si! solar cell materials: cast
multicrystalline and ribbon growth on substrate~RGS!. At a shunting location in the cast mc-Si cell,
silver and titanium, both contact strip materials, have been identified at the shunting location,
suggesting a process-induced error related to contact metallization. At a shunting location in the
RGS cell, a material-specific shunting mechanism is described, involving channels of inverse
conductivity type, where copper and iron are found. The possible roles of these metals in this
shunting mechanism are discussed. These results illustrate the wide range of physical mechanisms
involved with shunting in solar cells. ©2004 American Institute of Physics.
@DOI: 10.1063/1.1636252#

I. INTRODUCTION

A rising 93% of the solar cells sold annually worldwide
are fabricated from crystalline silicon materials.1 Represent-
ing over half of this quantity are cost-competitive multicrys-
talline silicon ~mc-Si! materials that typically make use of
faster and relatively dirtier production techniques. Industrial
solar cells fabricated from these mc-Si materials are typically
only 12%–16% efficient~with an efficiency as high as
19.8% reported for a 1 cm2 cell area!, compared to efficien-
cies around 15%–17% for industrial solar cells made of high
quality single-crystalline Czochralski or float-zone wafers
~with the efficiency of 24.7% reported for a 4 cm2 cell area!.2

To explain this discrepancy, it must be noted that low-
cost mc-Si materials contain much higher amounts of transi-
tion metals, oxygen, carbon, and structural defects relative to
integrated circuit grade silicon.3,4 Transition metals, for ex-
ample, introduce energy levels into the silicon band gap that,
depending on their physical proximity to the solar cellpn
junction, can degrade solar cell device performance in a va-
riety of ways. Daviset al.5 have introduced various transition
metals into Czochralski silicon during growth, measured the
effect of contamination level and type on solar cell device
performance, and found a significant reduction of minority
carrier diffusion length (Ldiff) within the bulk, which typi-
cally limits the current output of the solar cell. For certain
metals in high concentrations, however, it was noticed that

changes inLdiff alone could not account for the measured
I –V characteristics of the solar cell, and that junction effects
must play a role. It is known from numerous studies of semi-
conductor devices that metals in high concentrations have
substantial impacts on theI –V characteristics and the effec-
tive barrier heights ofpn junctions.6–8 It was therefore hy-
pothesized that transition metals may play a role in produc-
ing localized regions of lowerpn junction barrier height,
either by forming point shunts or regions of increased recom-
bination activity. Both of these defects drain power from
other regions of the solar cell with betterpn junction prop-
erties, significantly reducing the current and voltage outputs
under operational conditions, and thus the fill factor~FF! of
the solar cell device, which is directly related to the
efficiency.9

Various experimental techniques have been developed to
detect these defective regions in thepn junction and to test
their electrical properties.10–12The concept of a ‘‘shunt’’ was
originally conceived as a highly localized defect in thepn
junction, ohmic in nature. With the development of more
sophisticated characterization techniques such as lock-in
thermography, it was found that many point shunts do not
exhibit a linear~ohmic! I –V characteristic, but in fact ex-
hibit a rectifying ~nonlinear! response to applied forward
bias voltage.13 Further studies revealed a variety of mecha-
nisms leading to the formation of regions of locally increased
forward current density, including but not limited to regions
with strong recombination activity, linear and nonlinear edge
shunts, cracks, holes, and scratches.14 While respecting this
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diversity of the physical causes, the term shunt will in this
publication refer to any site of an increased local current
density under forward bias, which can be detected as a hot
spot in a lock-in thermography map.

The direct correlation of transition metals with a variety
of shunting mechanisms has not yet been thoroughly inves-
tigated. This is because an experimental procedure combin-
ing a high sensitivity to transition metals with micron-scale
spatial resolution and high-sensitivity shunt imaging had not
been developed. In this study, we apply a combination of
state-of-the-art analytical techniques: lock-in thermography,
laser beam induced current~LBIC! with variable excitation
wavelengths, synchrotron-based x-ray beam induced current
~XBIC!, and x-ray fluorescence microscopy~m-XRF! to ex-
amine shunts in solar cells. We describe observations and
discuss the implications of transition metals present at shunt-
ing locations in two types of low-cost mc-Si solar cell mate-
rials: cast mc-Si~processed into a solar cell at Fraunhofer
ISE!, and ribbon growth on substrate~RGS!,15 processed into
a solar cell at University of Konstanz.

II. EXPERIMENTAL TECHNIQUE AND SAMPLE
PREPARATION

A powerful tool for locating shunts is lock-in thermog-
raphy. The lock-in thermography technique consists of sub-
jecting the solar cell to a sequence of either forward or re-
verse bias voltage pulses, which in turn stimulates a current
to flow with the same frequency as the bias pulses. More
current will tend to flow through the regions of shunts, re-
sulting in a local heating of the solar cell at these locations.
With the use of an infrared focal plane array camera coupled
to the voltage source frequency, one can capture an image of
the local periodic temperature variations across the solar cell
surface with a sensitivity of 10mK or better, making this an
ideal nondestructive tool to locate local increases in current
density in electronic components.12,16 The lock-in thermog-
raphy measurements in this work were performed at Fraun-
hofer ISE~for cast mc-Si! and at MPI Halle~for RGS!, using
commercially available equipment by Thermosensorik
GmbH.17

While lock-in thermography is a very useful technique
for spatially locating shunts, it gives no direct information
about the chemical species present at a shunt location. For
this purpose, we have employed the synchrotron-based
m-XRF technique available at Beamline 10.3.1 of the Ad-
vanced Light Source~ALS! of the Lawrence Berkeley Na-
tional Laboratory.18 The ALS, a third generation synchrotron,
offers an extremely bright and stable source of x rays, en-
abling the use of specialized focusing optics19 to obtain a
spot size on the order of 1 – 2mm2 with an optimal
;1010 photons/s and a peak energy of 12.4 keV. The com-
bination of small spot size and large flux allows them-XRF
technique to detect a single iron precipitate with radius
;18 nm, or homogenous iron concentrations of 1014 cm22.
More on the sensitivity limits and applications of them-XRF
technique can be found elsewhere.20,21

In order to correlatem-XRF with lock-in thermography
maps with sufficient accuracy, spectrally resolved laser beam
induced current~SR–LBIC! ~performed at Fraunhofer ISE

for cast mc-Si and University of Konstanz for RGS! and
XBIC22 techniques were employed. SR–LBIC and XBIC
techniques can be easily compared since they both map, over
the surface of the solar cell, the local current collection effi-
ciency upon illumination. This, in the absence of alternative
current collection mechanisms, allows one to draw conclu-
sions about the local minority carrier diffusion length. One-
to-one correspondence between illumination induced current
collection and shunt location is achieved by overlapping
SR–LBIC and thermography maps of the entire solar cell,
using the edges of the wafer and contact strips as guides. The
accuracy of this superposition is limited by the resolution of
each technique and is typically;300mm. In the case of
XBIC, the minority charge carriers are generated by the same
x-rays that fluoresce the sample. Thus, both XBIC and
m-XRF can be performed simultaneously, providing a one-
to-one correspondence between recombination activity and
elemental composition with micron-scale resolution. In this
manner, shunts can be correlated with transition metal con-
centrations with a precision that is limited by the resolutions
of the lock-in thermography and SR–LBIC techniques.

III. RESULTS: CAST MATERIAL

A shunt in a fully processed cast multicrystalline silicon
solar cell was analyzed using the approach described earlier.
Figure 1~a! shows a 739 mm2 region of interest, containing
two bright spots, of a lock-in thermography map. These
bright spots represent points of increased heat generation,
evidence for a locally increased dark forward current flowing
through shunts. The shunt featured in Fig. 1~a! was the
second-strongest shunt in the solar cell at operating condi-
tions, and unlike the strongest shunt~an edge shunt!, this
shunt analyzed herein cannot be removed by proper edge
isolation. This corresponding region in a SR–LBIC map is

FIG. 1. The process followed to determine the presence of metals at a
shunting location in a fully processed cast multicrystalline solar cell: A
lock-in thermography map~a! of a 739 mm2 region of the solar cell con-
taining two shunts is correlated with LBIC~b!. At the synchrotron, an XBIC
map ~c! is made over the same region. X-ray fluorescence microscopy@~d!
and~e!# is performed on the small subregion containing one shunt@denoted
by the box in~a!, ~b!, and~c!#. Silver ~d! and titanium~e! appear in quan-
tities comparable to their concentrations in the contact strips~visible at the
bottom of them-XRF maps!. Residues of the contact metallization are likely
the cause of this shunt.
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shown in Fig. 1~b!. The SR–LBIC and lock-in thermography
maps were superimposed using the contact strips as guides,
and the position of the shunt located on the SR–LBIC map.
At Beamline 10.3.1 of the Advanced Light Source, an XBIC
scan was performed@Fig. 1~c!#. Notice the similarity be-
tween the XBIC and the SR–LBIC@Fig. 1~b!# maps. This
good correlation ensures the coordinates of the shunt can be
determined for the purpose of acquiring a detailedm-XRF
map.

Upon am-XRF analysis at the shunt location@shown as
a small black box in each of Figs. 1~a!, 1~b!, and 1~c!#, high
concentrations of silver@Fig. 1~d!# and titanium@Fig. 1~e!#
were detected. These metals are used to form the contact
fingers of the metallization grid. Despite being found at the
shunt location a millimeter away from the nearest contact
finger, these metals were present in nearly the same propor-
tions as in the contact strips themselves, which are visible in
the lower part of Figs. 1~d! and 1~e!. Palladium is also ex-
pected to accompany Ag and Ti, since Pd is also a constitu-
ent of the contact metallization. However, the Pd–La fluo-
rescence peak could not be resolved from the shoulder of the
Ag–La. The weaker Pd–Lb1 , Lb2 , and Lg peaks overlap
with the Ag–La1 , Lb1 , and Lb2 peaks, respectively,
and are not distinguishable. If Pd is present, we conclude
it is certainly at least an order of magnitude less abundant
than silver, which again reflects the relative composition
of the contact fingers, typically a ratio of Ti:Pd:Ag
51:1:(300–1000).

These facts indicate that this shunt is most likely a
process-induced defect that was formed during metallization
grid deposition. If silver or palladium is deposited directly on
the surface of the wafer without a properly placed titanium
buffer layer, then silver and palladium, both relatively fast
diffusers in silicon, are likely to diffuse into the space-charge
region during the subsequent heat treatment designed to sin-
ter the contact metals. Such a process-induced defect, while
not material specific, can be especially deleterious for solar
cells with shallow emitters, as was the case with the sample
analyzed in this study. It must also be pointed out that simi-
lar, albeit more severe, shunting effects have been reported
after contact overfiring by Ballifet al.11 and overannealing
by Hahnet al.23

IV. RESULTS: RIBBON GROWTH ON SUBSTRATE
MATERIAL

RGS silicon wafer technology is still in the R&D phase
at the moment with a full-speed, continuously operating
bench-scale machine under development. Two distinguishing
features of RGS material are very high oxygen and carbon
concentrations~about 231018 cm23 and 131018 cm23, re-
spectively! and the so-called ‘‘current collecting channels,’’
which can form during a slow cool at the end of the wafer
fabrication process.24 The existence of channels which col-
lect current from the bulk was first proposed by Ha¨ßler
et al.25 to explain the extraordinarily large short circuit cur-
rent (Jsc) values of slow-cooled RGS solar cells
(.30 mA/cm2) despite short minority carrier diffusion
lengths below 20mm for as-grown and below 40mm for
hydrogen passivated wafers. This phenomenon was investi-

gated by Breitensteinet al.26 via electron beam induced cur-
rent ~EBIC! measurements performed from the backside of a
slow-cooled RGS solar cell along a beveled surface. Surpris-
ingly, it was found that a significant EBIC signal was de-
tected at points corresponding to etch pit defects, even when
the electron-hole pair generation volume was tens or hun-
dreds of microns away from the emitter. It was also known
from analytical electron microscopy27 and spatially resolved
secondary ion mass spectroscopy studies24 that extended
structural defects in slow-cooled RGS material can be
densely covered with oxygen and carbon precipitates. In ad-
dition, transmission electron microscopy studies by Werner
at MPI Halle24 showed that extended structural defects from
regions of the wafer with abnormally high internal quantum
efficiencies~that can only be explained by the presence of
current collecting channels! are heavily and continuously
decorated with precipitates, whereas extended structural de-
fects from regions of the wafer with standard diffusion
lengths are not. With this secondary information, and by ob-
serving the coincidence of defect etch pits with increased
EBIC signal in the bulk far from the emitter, it was con-
cluded from the study of Breitensteinet al.26 that the physi-
cal nature of current collecting channels is oxide and carbide
coated extended structural defects, which form a three-
dimensional network of inversion channels extending from
the emitter into the bulk. Further details can be found
elsewhere.26

The theoretical benefits of current collecting channels
are obvious: an extension of the effectivepn junction of the
solar cell along channels leading into the bulk should equate
into an increased current output of the device, especially for
materials with relatively short minority carrier diffusion
length. However, as more investigations24 were made into
the effectiveness of current collecting channels for improv-
ing device performance, it was found that RGS solar cells
with an abundance of these channels tend to have lower open
circuit voltages and fill factors than their counterparts with
fewer channels, as shown in Table I. Hence, it is clear that
current collecting channels in their present form are globally
detrimental to cell performance.

The lower FF andVoc for cells with higher amounts of
current collecting channels suggest that thepn-junction
properties of the space charge region surrounding the current
collecting channels are very different from those of the space
charge region of the emitter. Specifically, the barrier heights
of the pn junctions surrounding at least some of the current
collecting channels must be lower than the effective emitter
pn-junction barrier height at forward biases, producing

TABLE I. Device parameters for three different 20320 mm2 hydrogen pas-
sivated RGS solar cells with high, medium, and low densities of current
collecting channels.

Amount of current
collecting channels FF

Open circuit
voltage

(Voc) ~mV!

Short circuit
current

(Jsc) (mA/cm2) Efficiency

High 56.6% 518.2 21.9 6.42%
Medium 66.9% 543.3 17.0 6.16%

Low 76.6% 548.5 17.2 7.23%
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lower Voc and FF values that offset the benefits of increased
current collection. In the following subsections we describe
the experimental procedures which allowed us to identify
current collecting channels in an RGS sample, correlate them
with hot spots in a lock-in thermography map, and demon-
strate the presence of metal clusters at these channels.

A. XBIC Õlong- l LBIC detection of current
collecting channels

In this experiment, the 20320 mm2 RGS solar cell with
medium density of current collecting channels was studied
~device parameters appear in Table I!. Short (l5635 nm),
medium ~910 nm!, and long ~980 nm! wavelength LBIC
were performed, as shown in Figs. 2~a!, 2~b!, and 2~c!, re-
spectively. 635 nm light penetrates only 3mm below the
sample surface, while 910 nm light penetrates approximately
37 mm, and 980 nm light penetrates much deeper, to about
104mm. Although bulk minority carrier diffusion length val-
ues are typically below 40mm for processed RGS material
after hydrogen passivation, regions of unexpectedly high cur-
rent collection efficiencies are nonetheless observed in long-
wavelength LBIC,@Fig. 2~b! and especially Figs. 2~c! and
3~b!# and XBIC performed at 12.4 keV@Fig. 3~c!#. This phe-
nomenon can be explained by the presence of current col-
lecting channels at these regions: the minority carriers gen-
erated deep within the bulk by the long wavelength light
need only diffuse the short distance to the current collecting
channel, not all the way to the surfacepn junction. On the
other hand, LBIC performed with short wavelength light
@Fig. 2~a!# does not demonstrate an enhanced current collec-
tion in these same regions because of the shallow penetration
depth of the light; in this case, most photogenerated minority
carriers are well within one diffusion length,Ldiff , from the
surface of the wafer and can readily be collected by the emit-
ter pn junction. In fact, with short wavelength excitation,
regions of current collecting channels actually demonstrate
slightly less collected current than regions with only the sur-
face emitterpn junction.

B. Lock-in thermography and current
collecting channels

Lock-in thermography, which measures the solar cell in
nonilluminated forward~or reverse! bias conditions, forces
electrons to flow from the emitter into the bulk preferentially
through regions of reducedpn-junction barrier height, which
creates the hot spots observed by the infrared camera. With
the wafer surface parallel to the camera lens, any heat pro-
duced along a current collecting channel protruding into the
bulk—along the third dimension—will be projected onto a
spot on the two-dimensional thermography map~taking lat-
eral heat diffusion into consideration!. Thus, any homoge-
neously distributed effect along the length of a current col-
lecting channel will create the effect of a local ‘‘hot spot’’ in
a lock-in thermography image.

Figure 3 presents a comparison between lock-in ther-
mography ~a!, long ~980 nm! wavelength LBIC ~b!, and
XBIC ~c!, revealing that regions of increased lock-in ther-
mography signal correspond to regions of increased current
collection. High frequency lock-in thermography taken at

f lock-in554 Hz ensures minimum heat diffusion between im-
aging, and thus a sharp image of the heat source which
matches well in shape and size with the features of the cur-
rent collecting channels revealed by LBIC and XBIC. This
result indicates that the increased current flow observed in
lock-in thermography originates below the surface of the wa-
fer, at regions with high densities of current collecting chan-
nels, and not from a coincidental defect in the emitterpn
junction near the surface of the wafer.

FIG. 2. Comparison of short@~a! l5635 nm, penetration depth;3 mm],
medium @~b! l5910 nm, dpen;37mm] and long @~c! l5980 nm, dpen

;104mm] wavelength LBIC maps of the same 20320 mm2 RGS solar
cell. As the penetration depth of the excitation light exceeds the minority
carrier diffusion length (Ldiff,40mm), current collecting channels become
the dominant minority carrier collection mechanism, appearing as bright
regions in~b! and~c!. These same regions appear darker when probed with
shorter wavelengths~a!, when most photogenerated carriers are within one
minority carrier diffusion length from the surface~emitter! pn junction.
Units are in external quantum efficiency.
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The electrical properties of the space charge region sur-
rounding a current collecting channel are decidedly different
than those of the emitterpn junction. The ideality factor of
the dark forward current produced at the current collecting
channels, measured by performing lock-in thermography at
different bias voltages~more information on extraction of
local I –V characteristics can be found elsewhere!,13 was de-
termined to ben55. This ideality factor is very large com-
pared to those of diffused emitterpn junctions, which typi-
cally vary betweenn51 – 2 and can be well-explained by
theory.28–30 This large ideality factor, which is prominent in
the I –V characteristics for solar cells with high densities of
current collecting channels, also explains the lower fill fac-
tors observed for cells with increasing densities of current
collecting channels, as shown in Table I.

C. X-ray fluorescence microscopy and transition
metal distributions

The m-XRF tool at Beamline 10.3.1 of the ALS was
employed to determine the presence of transition metals at
the current collecting channels. First, the location of a cur-
rent collecting channel was identified by XBIC. Subse-
quently, am-XRF line scan with long acquisition time per
point was performed across the current collecting channel
location. As shown in Fig. 4, copper and iron were found to
be present at the current collecting channel~bounded be-
tween the dashed lines!. Lower bounds for the peak metal
concentrations were determined, accurate within a factor of 2
by comparison with calibration standards, to be 1.7
31014 cm22 for Fe and 1.531014 cm22 for Cu, by assum-
ing the metals lie very near to the wafer surface. If the de-
tected impurities lie below the surface, their real concentra-
tions would be higher than those measured, since an XRF
signal decays exponentially with distance inside a silicon
matrix with an attenuation length of 36mm for Fe and 70
mm for Cu.

The width of the iron peak is close to the diameter of the
incident x-ray beam, which indicates that iron formed pre-
cipitates localized within a diameter equal to or smaller than
the beam size. The copper peak is much broader that the
iron, indicating that copper more likely forms a colony of
small precipitates that appear to decorate an extended defect,
which is a well-known property of copper in silicon~see
Istratovet al.,31 and references therein!. It is also known that

copper precipitation is enhanced inn-type silicon by Fermi
level effects,32 which would increase the likelihood of copper
precipitation in the layer of inverse conductivity type sur-
rounding the channel. Further evidence for the existence of
Fe and Cu in precipitate form is the fact that the metal con-
centrations measured bym-XRF are well above the upper
limit of their dissolved concentrations at room temperature.

At present, the precise role of metal clusters in the for-
mation and electrical properties of current collecting chan-
nels cannot be determined from experimental evidence with
absolute certainty; however, a few possibilities should be
pointed out. The first possibility is related to an enhanced
recombination current in the space charge region surround-
ing the current collecting channels. Theoretical and experi-
mental results have shown that forpn junctions with donor-
like recombination centers, ideality factors greater than 2 can
be observed with the saturation of the recombination current
for limited bias ranges.33 However, this interpretation is in
contradiction with the excellent collection efficiency of the
current collecting channels; if a multitude of recombination
centers were present, it is likely that a noticeable fraction of
the carriers would recombine before reaching the channels,
hereby degrading the current collection efficiency of these
channels. Recombination centers in the space charge region
surrounding the current collecting channel would not signifi-
cantly affect the transport of carriers along the channel, just
as recombination in the emitter space charge region does not
significantly affect the transport of electrons in the emitter.

The more likely possibility is the inversion channel
model proposed by Breitensteinet al.26 This model assumes
positive fixed charges at the cores of the current collecting
channels. Transition metal precipitates could play a role in
this model, since it is well-known that such precipitates at
structural defects may be charged, thus attracting minority
carriers.34 However, these fixed charges at the cores of cur-
rent collecting channels would not be recombination-active
because they would either be buried beneath insulating oxide
precipitates or lying in a wide gap material such as SiC. At

FIG. 3. Detail of a shunt area in an RGS sample. The features evident in the
54 Hz lock-in thermography image taken at 0.52 V forward bias~a! re-
semble those of the 980 nm LBIC~b! and XBIC ~c! maps of this area taken
at zero bias, indicating that the shunting current is generated at or near the
current collecting channels. The oval marker evident in~a! was placed on
the surface of the solar cell to mark the region of interest.

FIG. 4. An x-ray fluorescence microscopy line scan reveals an increase of
copper and iron at a current collecting channel~between vertical dashed
lines, identified by XBIC!. A lower bound for the peak Fe concentration is
1.731014 cm22 and Cu 1.531014 cm22. This result suggests that current
collecting channels are effective gettering sites for transition metals, which
may play a role in shunt formation.
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zero bias voltage, these fixed charges attract minority carriers
to the current collecting channels, where the minority carri-
ers cannot recombine and thus can diffuse over macroscopic
distances. Under forward bias, according to the inversion
channel model, the barrier height of thepn junction sur-
rounding these channels is reduced due to the bias-dependent
charge balance at the channel / bulk Si interface. This ex-
plains why these channels operate predominantly as current
collectors at zero bias voltage, and can induce shunting at
higher forward biases. Further investigations need to be
made to determine the precise role of metals in the formation
and electrical properties of these channels, which was be-
yond the scope of this study.

V. CONCLUSIONS

An experimental procedure is demonstrated to detect
transition metals at shunting locations in solar cells, involv-
ing lock-in thermography, SR–LBIC, XBIC, andm-XRF.
Transition metals were found to be present in higher than
average concentrations at both shunts analyzed in this study.
For the cast mc-Si sample, silver and titanium were mea-
sured at the shunt location bym-XRF in the same relative
concentrations as in the contact fingers, suggesting a process-
induced error occurred during metallization. For RGS, a
material-specific loss mechanism has been described associ-
ated with channels of inverse conductivity type extending
from the emitter into the bulk. These channels exhibit pre-
dominantly carrier collection properties at zero bias voltage
~as evidenced in LBIC and XBIC measurements!, and thus a
comparison of at least two LBIC maps with excitation radia-
tion penetration depths smaller and larger than the minority
carrier diffusion length allows one to determine the locations
of current collecting channels. At higher forward bias volt-
ages, shunting has been revealed by lock-in thermography at
the channel locations. These results can be explained most
effectively by the presence of fixed charges at the cores of
the channels~to which metals, revealed bym-XRF, may con-
tribute!, which cause local band bending in the vicinity of the
channel to occur, thus attracting minority charges to the
channels. Recombination pathways are blocked by the pres-
ence of insulating or wide band gap materials, allowing for
the transport of carriers over large distances. At forward bias
voltages, the inversion channels represent a potential groove
for electrons coming from the emitter, resulting in a locally
reduced barrier height and in the presence of a shunting cur-
rent. Now that it is established that transition metal precipi-
tates are indeed present at current collecting channels, future
investigations are required to determine the extent to which
these impurities affect the formation and electrical properties
of these channels.
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