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A 2D metastable carbon allotrope, penta-graphene, composed en-

tirely of carbon pentagons and resembling the Cairo pentagonal

tiling, is proposed. State-of-the-art theoretical calculations confirm

that the new carbon polymorph is not only dynamically and

mechanically stable, but also can withstand temperatures as high

as 1000 K. Due to its unique atomic configuration, penta-graphene

has an unusual negative Poisson’s ratio and ultrahigh ideal

strength that can even outperform graphene. Furthermore, unlike

graphene that needs to be functionalized for opening a band gap,

penta-graphene possesses an intrinsic quasi-direct band gap as

large as 3.25 eV, close to that of ZnO and GaN. Equally important,

penta-graphene can be exfoliated from T12-carbon. When rolled

up, it can form pentagon-based nanotubes which are semiconduct-

ing, regardless of their chirality. When stacked in different pat-

terns, stable 3D twin structures of T12-carbon are generated

with band gaps even larger than that of T12-carbon. The versatil-

ity of penta-graphene and its derivatives are expected to have

broad applications in nanoelectronics and nanomechanics.
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Carbon is one of the most versatile elements in the periodic
table and forms a large number of allotropes ranging from

the well-known graphite, diamond, C60 fullerene (1), nanotube
(2), and graphene (3) to the newly discovered carbon nanocone
(4), nanochain (5), graphdiyne (6), as well as 3D metallic
structures (7, 8). The successful synthesis of graphene (3) has
triggered considerable interest in exploring novel carbon-based
nanomaterials. A wealth of 2D carbon allotropes beyond gra-
phene has since been studied (see SI Appendix, Table S1 for
details). Although some of these polymorphs such as graphdiyne
(6) are metastable compared with graphene, they have been
successfully synthesized. Moreover, some 2D carbon allotropes
are predicted to exhibit remarkable properties that even out-
perform graphene, such as anisotropic Dirac cones (9), inherent
ferromagnetism (10), high catalytic activity (6), and potential
superconductivity related to the high density of states at the
Fermi level (11). These results demonstrate that many of the
novel properties of carbon allotropes are intimately related to
the topological arrangement of carbon atoms and highlight the
importance of structure–property relationships (12).
Pentagons and hexagons are two basic building blocks of

carbon nanostructures. From zero-dimensional nanoflakes or
nanorings (13) to 1D nanotube, 2D graphene, and 3D graphite
and metallic carbon phases (7, 8), hexagon is the only building
block. Extended carbon networks composed of only pentagons
are rarely seen. Carbon pentagons are usually considered as to-
pological defects or geometrical frustrations (14) as stated in the
well-known “isolated pentagon rule” (IPR) (15) for fullerenes,
where pentagons must be separated from each other by sur-
rounding hexagons to reduce the steric stress. For instance, C60
consists of 12 pentagons separated by 20 hexagons forming the
shape of a soccer ball, which is a perfect footnote to IPR. The
emergence of carbon pentagons is also found to be accompanied
by carbon heptagons in some cases (14), but are separated from

each other. Inspired by the synthesis of pure pentagon-based C20
cage (16), considerable effort has been made to stabilize fused-
pentagon-based and non-IPR carbon materials in various dimen-
sionalities (10, 15). Some non-IPR fullerenes have been ex-
perimentally realized (15). A “pentagon-first” mechanism
was postulated in the transformation from sp carbon chains to
sp2 carbon rings during surface growth of 2D carbon sheets (17).
Thus, we conceived the idea of building 2D carbon sheets using
fused pentagons as a structural motif. In this work, we show that
a 2D carbon allotrope, penta-graphene, consisting entirely of
pentagons, can indeed exist. The dynamical, thermal, and me-
chanical stability of this unique structure is confirmed by a series
of state-of-the-art theoretical calculations. In addition, we show
that pentagon-based carbon nanotubes, penta-tubes, formed by
rolling up the penta-graphene sheet, and 3D twin structures of
the recently reported T12-carbon (18) formed by stacking these
sheets in different patterns, are both dynamically and thermally
stable. We demonstrate that these exotic pentagon-based carbon
materials exhibit interesting mechanical and electronic properties.

Results

Penta-Graphene Exfoliated from T12-Carbon. Our search for an all-
pentagon-based 2D carbon sheet began by examining the re-
cently proposed T12-carbon phase (18) that can be acquired by
heating an interlocking-hexagon–based metastable carbon phase
at high temperature (8). We note that there are two kinds of C–C
bond lengths, namely, the slightly shorter intralayer bond (d1)
and the slightly longer interlayer bond (d2), as shown in Fig. 1A.
Here the atoms displayed in ball–stick model and highlighted
in yellow form a layered structure which can be chemically
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exfoliated from the T12-carbon phase. In fact, a monolayer can
be fabricated from either a layered structure or a nonlayered
structure (19). For van der Waals coupled layered structures like
graphite, mechanical exfoliation (3) is sufficient to obtain the
monolayer sheet (graphene), whereas for chemically bonded
bulk phases like MAX (a family of transition metal carbides or
nitrides), chemical exfoliation technique has been developed to
extract a single layer (MXene) (20).
The optimized crystal structure of the 2D pentagon-based

phase generated by exfoliating a single layer from T12-carbon
is shown in Fig. 1B. The structure possesses P-421m symmetry
(space group no. 113) with a tetragonal lattice. The optimized
lattice constants are a = b = 3.64 Å. The top view shows that the
new phase is composed entirely of carbon pentagons, forming
a beautiful pattern well known as Cairo pentagonal tiling (21).
From the side view a buckling (0.6 Å) is observed, leading to
a 2D sheet with a total thickness of 1.2 Å. This structure can be
considered as a multidecker sandwich, with the 4-coordinated C
atoms highlighted in yellow in Fig. 1B sandwiched between the
3-coordinated atoms. For convenience of discussion, we hereafter
group the sp3- and sp2-hybridized C atoms as C1 and C2, re-
spectively, and call this new graphene allotrope penta-graphene.
The unit cell of penta-graphene contains six atoms as denoted by
red dashed lines in Fig. 1B in which the C1 to C2 ratio is 1:2. The
C1–C2 (1.55 Å) and C2–C2 (1.34 Å) bond lengths show pro-
nounced characters of single and double bonds, respectively, and
the bond angle θC2–C1–C2 is 134.2°, indicating the distorted sp3

character of C1 atoms. Such bond multiplicity (22) of carbon,
although absent in the well-known diamond, graphite and gra-
phene, has been found in a number of carbon structures with
different dimensionalities (6–8, 22, 23) and is of general chem-
ical interest as it leads to intermediate valency (23). Interestingly,
we note that penta-graphene resembles the structure of experi-
mentally identified layered silver azide (AgN3) (24). By replacing

the N3 moieties and Ag atoms with the triconnected C dimers
and tetra-connected C atoms, respectively, the geometry of penta-
graphene can be realized.

Energetic Stability. Total energy calculations are performed to
investigate the thermodynamic stability of penta-graphene. Al-
though this phase is metastable compared with graphene and
previously reported 2D carbon allotropes (6, 11, 14) due to its
violation of the IPR, it is more stable than some nanoporous
carbon phases such as 3D T-carbon (25), 2D α-graphyne (6), and
(3, 12)-carbon sheet (26) (Fig. 2A). We also note that penta-
graphene is energetically preferable over some experimentally
identified carbon nanostructures such as the smallest fullerene,
C20 and the smallest carbon nanotube, implying that the 2D
penta-graphene sheet could be synthesized. Although C20 cage
and penta-graphene share the structural motif of fused penta-
gons, unlike the highly curved C20 cage where all of the C atoms
exhibit distorted sp2 hybridization leading to a large strain en-
ergy, in penta-graphene the onset of sp3 hybridization lowers the
curvature of fused carbon pentagons, thus partially releasing
the strain.

Dynamic Stability. Next we study the lattice dynamics of penta-
graphene by calculating its phonon dispersion. The results are
presented in Fig. 2B. The absence of imaginary modes in the
entire Brillouin zone confirms that penta-graphene is dynami-
cally stable. Similar to the phonons of graphene (27, 28), there
are three distinct acoustic modes in the phonon spectra of penta-
graphene. The in-plane longitudinal and in-plane transverse
modes have linear dispersion near the Γ point, whereas the out-
of-plane (ZA) mode has quadratic dispersion when q approaches
0. The quadratic ZA mode in the long-wavelength region is
closely associated with the bending rigidity and lattice heat ca-
pacity of the nanosheet, which is discussed in detail in SI Ap-
pendix, text S1. A remarkable phonon gap is observed in the
phonon spectra. Detailed analysis of the atom-resolved phonon
density of states (PhDOS) reveals that the double bonds between
the sp2 hybridized C2 atoms are predominant in the dispersionless
high-frequency modes (Fig. 2B), which is quite similar to the
phonon modes in earlier reported sp2–sp3 hybrid carbon struc-
tures (7, 8).

Thermal Stability. The thermal stability of penta-graphene is ex-
amined by performing ab initio molecular dynamics (AIMD)
simulations using canonical ensemble. To reduce the constraint
of periodic boundary condition and explore possible structure
reconstruction, the 2D sheet is simulated by (4 × 4), (6 × 6), and
(4√2 × 4√2) R45° supercells, respectively. After heating at
room temperature (300 K) for 6 ps with a time step of 1 fs, no
structure reconstruction is found to occur in all of the cases.
Furthermore, we find that the penta-graphene sheet can with-
stand temperatures as high as 1,000 K, implying that this 2D

Fig. 1. (A) Crystal structure of T12-carbon viewed from the [100] and [001]
directions, respectively. (B) Top and side views of the atomic configuration of
penta-graphene. The square marked by red dashed lines denotes a unit cell,
and the highlighted balls represent the sp3 hybridized C atoms.

Fig. 2. (A) Area dependence of total energy per
atom for some 2D carbon allotropes. The total en-
ergy of the experimentally identified dodecahedral
C20 cage is also calculated and plotted here for
comparison. (B) Phonon band structures and PhDOS
of penta-graphene. (Inset) High-symmetric q-point
paths: Γ (0, 0) → X (1/2, 0) → M (1/2, 1/2) → Γ (0, 0).
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carbon phase is separated by high-energy barriers from other
local minima on the potential energy surface (PES) of elemental
carbon. The snapshots of atomic configurations of penta-gra-
phene at the end of AIMD simulations are shown in SI Appendix,
Fig. S1. The effect of point defects or rim atoms on the stability
of the penta-graphene sheet is also studied by introducing mono-
and di-vacancies, Stone–Wales-like defect, adatoms, and edge
atoms. The results are presented in SI Appendix, text S2, Figs.
S2–S4, where one can see that the stability and structure of
penta-graphene is robust, despite the defects.

Mechanical Stability. As we fix the supercell during all of the MD
simulations, it is necessary to assess the effect of lattice distortion
on structural stability. To guarantee the positive-definiteness of
strain energy following lattice distortion, the linear elastic con-
stants of a stable crystal has to obey the Born–Huang criteria
(29). We calculate the change of energy due to the in-plane strain
to determine the mechanical stability of penta-graphene. For a 2D
sheet, using the standard Voigt notation (26), i.e., 1-xx, 2-yy, and
6-xy, the elastic strain energy per unit area can be expressed as

Uð«Þ=
1
2
C11«

2
xx +

1
2
C22«

2
yy +C12«xx«yy + 2C66«

2
xy; [1]

where C11, C22, C12, and C66 are components of the elastic mod-
ulus tensor, corresponding to second partial derivative of strain
energy with respect to strain. The elastic constants can be derived
by fitting the energy curves associated with uniaxial and equi-
biaxial strains. The curves are plotted in SI Appendix, Fig. S5. For
a mechanically stable 2D sheet (29), the elastic constants need to
satisfy C11C22 − C12

2
> 0 and C66 > 0. Due to the tetragonal sym-

metry of penta-graphene, we have C11 = C22. Thus, in this case we
only need to satisfy C11>jC12j and C66 > 0. Under uniaxial strain,
«yy = 0, Uð«Þ= 1=2C11«

2
11. Parabolic fitting of the uniaxial strain

curve yields C11 = 265 GPa·nm. Under equi-biaxial strain, «xx = «yy,
we have Uð«Þ= ðC11 +C12Þ«

2
xx. Again, by fitting the equi-biaxial

strain curve we obtain C11 + C12 = 247 GPa·nm, hence, C12 = −18
GPa·nm. Thus, the calculated elastic constants satisfy C11 > jC12j,
and the calculated C66 is positive, indicating that the 2D penta-
graphene sheet is mechanically stable.

Mechanical Properties. Having confirmed the stability of penta-
graphene, we next systematically study its mechanical properties.
The in-plane Young’s modulus, which can be derived from the
elastic constants by E= ðC2

11 −C2
12Þ=C11, is calculated to be 263.8

GPa·nm, which is more than two-thirds of that of graphene (345
GPa·nm) (30) and is comparable to that of h-BN monolayer (26).
Interestingly, we note that C12 is negative for this nanosheet,
leading to a negative Poisson’s ratio (NPR), viz., ν12 = ν21 =

C12/C11 = −0.068. To confirm this unusual result, we calculated the
lateral response in the y direction when the lattice endures a
tensile strain in the x direction. We examine cases with «xx = 5%,
6%, and 7%. As expected, we find that the equilibrium lattice
constant in the y direction is expanded in all of the cases (Fig.
3A). This confirms the NPR of penta-graphene. It is well known
that Poisson’s ratio is defined as the negative ratio of the
transverse strain to the corresponding axial strain. Normally, this
ratio is positive as most solids expand in the transverse direction
when subjected to a uniaxial compression. Although the con-
tinuum mechanics theory does not rule out the possibility of
emergence of NPR in a stable linear elastic material, it is fairly
rare to find such NPR material in nature. However, it has been
found that some artificial materials have NPR and exhibit ex-
cellent mechanical properties (31, 32). Such materials, usually
referred to as auxetic materials or mechanical metamaterials, are
of broad interest in both scientific and technological communi-
ties (33). Thus, penta-graphene with such unusual mechanical
property may have multiple applications such as a tension acti-
vatable substrate, a nanoauxetic material, or a deformable variable-
stiffness material.
Besides in-plane stiffness, ideal strength is also a very impor-

tant mechanical property of a nanomaterial. We study the ideal
strength of penta-graphene by calculating the variation of stress
with equi-biaxial tensile strain using different cells. The results
are plotted in Fig. 3B, which shows that the strain at the maxi-
mum stress is 21%. Such an ultrahigh ideal strength is exciting.
However, we should note that phonon instability might occur
before mechanical failure. Such failure mechanism has been well
studied in graphene where the phonon softening induced by
Kohn anomaly occurs before the stress reaches its maximum in
the primitive cell (27, 28). To check whether similar phonon-

Fig. 3. (A) Strain energy with respect to the lateral
lattice response when the penta-graphene lattice
is under uniaxial strain along the x direction. The
arrows indicate the equilibrium magnitude of «yy.
(B) Stress–strain relationship under equi-biaxial
tensile strain. The red arrow denotes the maximum
strain. (C) Phonon bands of penta-graphene at the
extreme of equi-biaxial strain. (D) Same as C for
graphene. Blue lines and red circles represent pho-
nons before and after the failure, respectively.
(Insets) The high-symmetry q-point paths in the re-
ciprocal space.
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dominant failure mechanism exists in penta-graphene, we compute
the phonons under increasing equi-biaxial strain. The results at
the critical point of phonon softening are plotted in Fig. 3C. We
find that phonon softening does not arise until the magnitude
of equi-biaxial strain reaches 17.2%, which is smaller than the
magnitude of 21% obtained from the stress–strain curve. For
comparison, we also calculate phonons of the equi-biaxially
stretched graphene. The observed softening of the K1 mode at
the Dirac point under equi-biaxial tensile strain of 14.8% (Fig.
3D) is in excellent agreement with previous work (27, 28). This
indicates that the critical strain of penta-graphene is significantly
larger than that of pristine graphene. It is also comparable to
that of carrier-doping–strengthened graphene (28). At the criti-
cal strained state, the single bond lengths between C1 and C2
atoms reach ∼1.77 Å, which is comparable with the experimen-
tally (34) and theoretically (35) reported longest C–C bond
length. Detailed analyses on the eigenvectors corresponding to
the imaginary modes reveal that the structure fracture stems
from the breakdown of some of the σ bonds between C1 and
C2 atoms.

Electronic Properties. To probe the electronic properties of penta-
graphene, we calculate its band structure and corresponding
total and partial density of states (DOS). As shown in Fig. 4A,
penta-graphene is an indirect band-gap semiconductor with a
band gap of 3.25 eV [computed using the Heyd–Scuseria–Ernzerhof
(HSE06) functional] (36, 37), because the valance band maximum
(VBM) lies on the Γ–X path whereas the conduction band mini-
mum is located on the M–Γ path. However, due to the existence of
the sub-VBM on the M-Γ path, which is very close to the true VBM
in energy, penta-graphene can also be considered as a quasi-direct–
band-gap semiconductor. Analysis of its partial DOS reveals that
the electronic states near the Fermi level primarily originate
from the sp2 hybridized C2 atoms, which is further confirmed by
calculating the band-decomposed charge density distributions,
as shown in Fig. 4 B–E. A simplified tight-binding model is used
to understand the underlying physics behind the band-gap
opening feature in the band structure of penta-graphene (see SI
Appendix, text S3 for details). We argue that it is the presence of
the sp3-hybridized C1 atoms that spatially separates the pz orbitals of
sp2-hybridized C2 atoms, hindering full electron delocalization and
thus giving rise to a finite band gap. The dispersionless, partially
degenerate valance bands lead to a high total DOS near the Fermi
level, lending to the possibility that Bardeen–Cooper–Schrieffer
superconductivity can be achieved in this nanosheet through hole
doping (38).

Penta-Tubes: Rolled-Up Penta-Graphene. It is well known that the
electronic properties of carbon nanotubes are closely related to
graphene according to the zone folding approximation (39). Due
to the gapless semimetallic feature of graphene, the electronic
properties of carbon nanotubes are highly chirality-dependent:
a carbon nanotube is metallic only when its chiral vector (n, m)

satisfies n − m = 3l, where l is an integer. The difficulty in fabri-
cating and separating carbon nanotubes with certain conductance
(metallic or semiconducting) greatly hinders its application in
nanoelectronics. A previous study proposed a family of metallic
carbon nanotubes based on metallic Heackelite sheet (11). It
is therefore natural to expect that the penta-graphene–based
nanotubes could be semiconducting regardless of chirality. To
test this hypothesis we have constructed a series of pentagon-
based carbon nanotubes by rolling up the penta-graphene
sheet along the (n, m) chiral vectors, where n = m range from 2
to 8 (Fig. 5A). The tubes with other chiralities (n ≠ m) failed to
converge to stable tubular structures. We name these pentagon-
based carbon nanotubes penta-tubes. The optimized geometry of
a (3, 3) penta-tube is illustrated in Fig. 5B. The dynamic and
thermal stability of this nanotube is confirmed by carrying out
phonon calculations and AIMD simulations, respectively. The
results are presented in Fig. 5C and SI Appendix, Fig. S7, re-
spectively. We find that not only all of the (n, n) penta-tubes are
dynamically robust (SI Appendix, Fig. S8) but also they are
thermally stable up to 1,000 K. Analysis of their band structures
and DOS reveals that all of the stable penta-tubes are semi-
conducting. The calculated results are summarized in SI Ap-
pendix, Table S2. Except for the highly curved (2, 2) penta-tube,
the band gaps of the (n, n) penta-tubes are not sensitive to their
diameters. Thus, chirality-independent semiconducting carbon
nanotubes can be produced for application in nanoelectronics.
The semiconducting behavior of penta-tubes can be attributed to
the electronic structure of penta-graphene, which resembles the
case of other semiconducting monolayers such as h-BN mono-
layer and the corresponding nanotubes (40) which inherit the
semiconducting feature.

3D Carbon Structures: Stacked Penta-Graphene Layers. To further
explore the structural versatility of penta-graphene, we have

Fig. 4. (A) Electronic band structure and total and
partial DOS of penta-graphene calculated by using
HSE06 functional. The Fermi level is shifted to 0.00 eV.
Band-decomposed charge density distributions are
depicted in B to E: (B) the second highest occupied
band, (C) the highest occupied band, (D) the lowest
unoccupied band, and (E) the second lowest un-
occupied band.

Fig. 5. (A) Illustration of chiral vectors of penta-tube. Dashed lines with
arrows denote the lattice basis vector. (B) Optimized structure of (3, 3)
penta-tube from side view, and (C) the corresponding phonon spectra.
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altered the stacking patterns of the penta-graphene layers, leading
to a 3D structure as shown in Fig. 6 A and B. Following the
nomenclature used to analyze the structural character of
fused-pentagon-based Pentaheptite (14), we define the layer
stacking in T12-carbon as AB type. The stacking of the designed
structure shown in Fig. 6 A and B is then termed as AA type. It can
be viewed as a twin structure of the T12-carbon phase. The calcu-
lated phonon spectra of AA-T12 are presented in Fig. 6C, con-
firming its dynamical stability. Indeed, more complicated structures
are expected to be built, akin to the pentaheptite modification of
graphene (14). An example of such structures containing four
penta-graphene layers (24 atoms) per unit cell, termed ABAA-
T24, is presented in SI Appendix, Fig. S9. The detailed structural
information of these new 3D phases as well as T12-carbon, for
comparison, is given in SI Appendix, Table S3. The calculated
cohesive energies (averaged on each carbon atom) are −8.87,
−8.92, and −8.98 eV for AA-T12, ABAA-T24, and T12-carbon,
respectively, indicating that the AA-T12 and ABAA-T24 phases
are nearly as stable as T12-carbon. Band structure calculations
suggest that both AA-T12 and ABAA-T24 are semiconducting
with the energy band gaps of 5.68 and 5.33 eV, respectively,
which are even larger than that of T12-carbon (4.56 eV), in-
dicating that these phases can be highly electrically resistant and
optically transparent like those products of cold compressed
graphite (41). The bulk moduli of these polymorphs are calcu-
lated by fitting the third-order Birch Murnaghan equation of
states (42). Although the bulk moduli of AA-T12 (359 GPa) and
ABAA-T24 (380 GPa) are slightly smaller than that of T12-
carbon (403 GPa), they are comparable with that of cubic BN,
suggesting their potential applications in machining. We note
that a very recent theoretical work identified the AA-T12 structure
by considering its Si analog (43). It is also pointed out that, like
T12-carbon, AA-T12 is a universal structure shared by C, Si, Ge,
and Sn, suggesting this family of tetragonal structures may be
ubiquitous in elemental allotropes of group IVA elements.

Discussion

We have demonstrated via AIMD simulations that the meta-
stable penta-graphene structure can withstand very high tempera-
ture. We note that the experimentally synthesized dodecahedral
C20, the smallest carbon fullerene consisting of only carbon penta-
gons, is metastable, but possesses outstanding thermal stability
(up to 3,000 K) (44). These results imply that thermodynamic
criteria may not be the deterministic factor in the synthesis of
new carbon-based materials. In fact, due to the bonding versa-
tility of carbon, the PES might be fairly complicated with numerous
local minima (corresponding to metastable phases) separated
from each other by considerable energy barriers. Graphite and
cubic diamond are energetically superior to almost all other
carbon polymorphs, namely, they correspond to the two lowest-
lying valleys on the PES. The high-energy barrier between

graphite and diamond makes it possible for both graphite and
diamond to coexist in nature. However, recent experimental (41)
and theoretical (45) advances have identified many intermediate
phases between graphite and diamond during cold compression
of graphite. Some of these phases are pressure-recovered, i.e.,
they can exist when the external pressure is removed. This sta-
bility is also ascribed to the considerable energy barrier. In fact,
even in some surfaces of carbon structures, different structural
reconstruction patterns are separated by appreciable kinetic
energy barriers (35). These findings highlight the vital role that
kinetics (22, 23) plays in carbon structure evolution, and fuel
the exploration of new metastable carbon phases as functional
materials.
We now reflect on the relationship between the special atomic

configuration and exotic mechanical properties of penta-gra-
phene. When the structure is under uniaxial tension, the ex-
pansive lateral response has two kinds of impact on the total
energy: on one hand, it elongates the bond and weakens the
binding energy; on the other hand, it significantly reduces the
difference between the two lattice constants a and b, thus helping
the structure to get close to its original tetragonal symmetry,
reducing the bond distortion around the sp3-bonded C1 atoms
and lowering the strain energy. The structure thus evolves to its
equilibrium as a result of compromise between these two com-
peting factors. Detailed illustrations of atom evolution under
uniaxial lattice stretch are presented in SI Appendix, text S4.
Such regime is reminiscent of an earlier work (46) which argued
that the combination of “chemical criteria” and “crystallographic
criteria” in carbon materials can lead to exceptional mechanical
properties. The ultrahigh critical strain of penta-graphene is also
intimately related to its atomic structure. The buckled structure
slows down the bond elongation and hence the structure is highly
stretchable. Besides, graphene has topologically protected point-
like Fermi surface, and the coupling between the electron states
near the Fermi level and certain phonon mode leads to fast phonon
softening under biaxial tension (27), whereas penta-graphene does
not suffer from Kohn anomaly, because it is semiconducting.
One practical issue in the synthesis of penta-graphene is how

to selectively break the interlayer covalent bonds in T12-carbon
(18). To address this challenge, we point to a similar strategy
where hydrogen intercalation was successfully used to decouple
a graphene layer from the H–SiC (0001) surface (47, 48). Details
of our exfoliation scheme are given in SI Appendix, text S5.
In summary, we showed that a 2D carbon sheet, penta-gra-

phene, composed entirely of pentagons can be obtained by
chemically exfoliating a single layer from the T12-carbon phase.
Although penta-graphene is energetically metastable compared
with graphene, it is dynamically stable and can withstand tem-
peratures up to 1,000 K. Due to its special atomic configuration,
penta-graphene has unusual properties, such as (i) it exhibits
NPR, similar to that recently reported in a single-layer black
phosphorus sheet (32); (ii) it exhibits ultrahigh ideal strength
that can even outperform graphene; (iii) it is semiconducting,
thus, there is no need to functionalize penta-graphene for
opening the band gap as is the case with graphene. In addition,
penta-graphene can be rolled up to form a 1D pentagon-based
nanotube that is semiconducting regardless of its chirality.
Therefore, there is no need to develop special techniques to
separate semiconducting nanotubes from the metallic ones as is
the case with conventional carbon nanotubes. Penta-graphene
can also be stacked to form 3D stable structures displaying dif-
ferent properties from those of the mother-phase T12-carbon.
Thus, penta-graphene sheet not only possesses exotic properties
by itself but also can be used to build new structures. We hope
that these findings will motivate experimental efforts. Once
synthesized, these new carbon allotropes may not only enrich car-
bon science but also may lead to an untold number of applications.

Fig. 6. (A) Crystal structure of AA-T12 carbon. (B) AA-T12 viewed from the
[001] and [100] directions, and (C) the corresponding phonon spectra.
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Methods

First-principles calculations and AIMD simulations within the framework of
density functional theory are performed using Vienna Ab initio Simulation
Package (VASP) (49). The 2D system is separated from its periodic images by
a vacuum distance of 20 Å in the perpendicular direction. Projector aug-
mented wave (PAW) (50) method is used to treat interactions between ion
cores and valance electrons. Plane waves with a kinetic energy cutoff of
500 eV are used to expand the valance electron (2s22p2) wavefunctions. The
exchange-correlation potential is incorporated by using the generalized
gradient approximation (51) due to Perdew–Burke–Ernzerhof in most of our
calculations whereas a hybrid HSE06 (36, 37) functional is used for high-
accuracy electronic structure calculations. The first Brillouin zone is repre-
sented by K points sampled using the Monkhorst–Pack scheme (52) with
a grid density of 2π × 0.02 Å-1. For geometry relaxation, the convergence
thresholds for total energy and atomic force components are set at 10−4 eV
and 10−3 eV Å-1, respectively. In AIMD simulations the convergence criterion
of total energy is set as 1 meV. Temperature control is achieved by Nosé
thermostat (53). Structure relaxations are performed without any symmetry
constraint. Phonon properties are calculated using finite displacement

method implemented in Phonopy (54). A (4 × 4) supercell is constructed
to calculate the atomic forces by using VASP, with a very high accuracy
(stringent energy convergence criteria 10−8 eV per unit cell). Phonon calcu-
lations using a larger supercell (6 × 6) yield consistent results. For phonon
calculations in graphene, an (8 × 8) supercell is used, which has been found
in previous work (27) to be sufficient to take into account the long-range
interatomic interactions.
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Text S1. Comparison of the ZA branch of penta-graphene and graphene 

To quantitatively compare the ZA branch of graphene and penta-graphene, we first fit the 

long-wave relationship ω=cq2 (data points with a frequency lower than 80 cm-1 are used for 

fitting) to obtain the coefficient c. We fit the coefficient c of penta-graphene along the Γ-X 

and Γ-M directions, which are found to be 6.08×10-7 m2s-1 and 5.82×10-7 m2s-1, respectively, 

exhibiting a slight anisotropy due to its tetragonal symmetry. The fitted c value for graphene is 

5.40×10-7 m2s-1, which is in good agreement with previous result (1). 

Quantitatively, the frequency-wave vector relationship, in the vicinity of the Γ point, can 

be formulated as: 2 2/cq D q   (2), where D and ρ correspond to the bending modulus 

and the mass area density of the nanosheet, respectively. We obtain the bending stiffness of 

graphene to be 1.36 eV, which is in good agreement with previous results (1, 3). Unlike 

graphene which has isotropic in-plane mechanical behavior due to the hexagonal symmetry, 

the ZA branch of penta-graphene shows direction-dependent dispersion and hence the bending 

rigidity is anisotropic. Our estimated bending moduli of penta-graphene along the axial and 

diagonal direction are 1.90 and 2.08 eV, respectively. 

The ZA mode is also argued to be closely related to thermodynamic properties as it has 

the lowest vibrational energy among all modes and is most likely to be activated at low 

temperature. 

Given the relationship ω = cq2 for the ZA mode, vibration density of states can be written 

as, 
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Here N is the number of unit cells, and ωD is the Debye frequency. In this case, the energy 

related to temperature can be written as 
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The heat capacity contributed by the ZA mode can then be written as, 
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Here we see that the ZA mode contributed heat capacity CV
ZA~ T/c at low temperature. The 

calculated unit cell area for graphene and penta-graphene are 5.27 Å2 and 13.25 Å2, 

respectively, and with the fitted c values in hand, the ratio of CV
ZA(penta-graphene)/ 

CV
ZA(graphene) is calculated to be 2.3. This indicates that the ZA branch of penta-graphene 

contributes more to the heat capacity as compared to that of graphene.  

 

Text S2. Stability of penta-graphene in the presence of defects 

The defected penta-graphene is simulated by using a 4×4 supercell containing 96 atoms. 

The studied defects include monovacancies at the 4- and 3-coordinated C sites, respectively, 

the divacancy as missing a pair of the 3-coordinated C2 atoms, the Stone–Wales-like defect 

by rotating a pair of the 3-coordinated C2 atoms with an angle of 90 degrees, and the adatom 

by adding a C dimer at the two C2 sites crossing above another pair of C2 atoms, as shown in 

Fig. S2. The simulated STM images (under -1.0 V bias voltages) for the perfect as well as the 

divacancy defected penta-graphene are presented in Fig. S2C. We note that in such a supercell, 

defect concentration reaches 4.7×1017 cm-2, significantly exceeding the experimentally 

observed vacancy concentration (~3×1011 cm-2) in graphene (4). It is found, after full 

geometry optimization, that atomic structures of all the defected penta-graphenes are well 

sustained with almost the same buckling height (see the side views in Fig. S2). Ab initio 
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molecular dynamics simulations at 300 K are also carried out to confirm their thermal stability. 

The simulated results are given in Fig. S3 which shows that the integrity of the defected 

structures is still maintained after the systems are heated for five picoseconds (ps). No 

Domino effect appears and the total potential energies remain almost invariant. Therefore, the 

effect of the defects on the geometry of penta-graphene is “local”. The structural stability as 

well as the thermal stability of the defected penta-graphene sheet suggests that penta-graphene 

is robust against defects as they can either partially release the stress or form more sp3 

hybridized C atoms. 

The effect of edge atoms on the structural stability of penta-graphene is also considered 

by studying a penta-graphene nanoribbon. Our AIMD simulations (Fig. S4) indicate that the 

nanoribbon can withstand mild thermal perturbation at room temperature, which may be 

important for the synthesis. 

 

Text S3. Discussion on the origin of finite band gap in penta-graphene 

In graphene, all C atoms are sp2-hybridized, thus each atom has an intact pz orbital. These 

parallelly aligned pz orbitals form delocalized states throughout the whole sheet, leading to 

two dispersive π and π* bands crossing at the Fermi level. The interactions of pz orbitals, 

which is responsible for the gapless feature of graphene, can be described by a simple 

tight-binding Hamiltonian  †

,

ˆ ˆ H.c.i j

i j

H t c c   , with a constant hopping integral t. 

Introduction of sp3-hybridized C atoms destroys the homogenously delocalized π and π* 

states and opens a band gap, as seen in graphane (5). 

 Our computed orbital-resolved PDOS and band decomposed charge density show that the 

frontier bands of penta-graphene are dominated by the pz states of sp2-hybridized C2 atoms. 

However, these orbitals are spatially separated by the sp3-hybridized C1 atoms and full 

delocalization is hindered, resembling the case of graphane. We construct a modified 

tight-binding Hamiltonian to describe the interaction of these orbitals (Fig. S6A): 

 
 

 
   

† †

, , , C2 , , C2 , C1

ˆ ˆˆ ˆ ˆ H.c. ' H.c.i j i j

i j i j i j i j

H t c c t d d
  

      , 

where the parameter t denotes the hopping integral between the two C2-pz orbital, t’ is the 

hopping integral between a C2-pz orbital and a C1-sp3 orbital. ci
† (di

†) is the creation operator 

on the site i, and cj (dj) is the corresponding annihilation operator at site j. 
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 We alter the t’/t ratio to examine the band evolution. Two typical cases are observed: 

when t’=0.4t, the gapped feature is observed in tight binding bands and the basic features of 

the DFT bands are qualitatively reproduced, whereas setting t’=t leads to closing of the band 

gap (Fig. S6A). The former case can be easily understood as the overlap between two C2-pz 

orbitals is obviously larger than that between a C2-pz orbital and a C1-sp3 orbital, considering 

their orientations. The calculated maximally localized Wannier Functions (MLWF) (6, 7) of 

penta-graphene projected onto certain atomic orbitals (Fig. S6B) shows an “asymmetric lobe” 

feature indicating that these orbitals are perturbed due to the imperfect sp2 hybridization. To 

understand the underlying physics of the band gap closing in the t’=t case, we need to alter the 

penta-graphene structure to enhance the C1-C2 hopping, to this end a hypothetical “flat 

penta-graphene (FPG)” model is constructed by compressing penta-graphene into a planar 

sheet. In this circumstance each planar tetra-coordinated C1 atom possesses an unhybridized 

pz orbital (8), which is also confirmed by our calculated MLWFs (Fig. S6C). DFT calculation 

indicates FPG is metallic, consistent with the tight binding result with t=t’. 

 Based on the above mentioned results and analyses, we can conclude that it is the 

existence of sp3-hybridized C1 atoms that hinders the full delocalization of C2 pz orbitals, and 

the resultant localized states lead to less dispersive bands with a gap near the Fermi level. 

 

Text S4. Illustration of the origin of NPR effect in penta-graphene 

To illustrate the origin of NPR effect in penta-graphene we begin with a simple model, 

namely that of a methane molecule with Td symmetry, plotted in the left panel of Fig. S10A. 

The 4 axis as well as the two mirror planes m1 and m2 are also displayed. We performed 

simple DFT calculations to study how the H atoms in the m2 plane respond when the atoms in 

the m1 plane suffer a distortion. If the m1 plane rotates along the 4  axis, H atoms in the m2 

plane rotate adaptively to minimize Coulomb repulsion and damp the system from deviation 

from the Td symmetry, as shown in the right panel of Fig. S10A. In penta-graphene, when the 

lattice endures uniaxial tension, the sp2-hybridized C2 atoms evolve in a similar way. We 

assume that the central sp3-hybridized C1 atom is fixed. When stretching the lattice, the C2 

atoms, colored orange in Fig. S10B, move outward along the tensile direction, leading to a 

clockwise rotation of the m1 plane. Consequently, the m2 plane rotates in the same direction, 

resulting in an expansive lateral response to the lattice. Therefore, NPR effect is exhibited in 
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penta-graphene. 

 

Text S5. A possible pathway to synthesize a monolayer penta-graphene 

It has been demonstrated experimentally and theoretically that a graphene layer grown on 

SiC (0001) surface can be decoupled from the outermost Si layer by selectively breaking the 

covalent Si-C bonds using hydrogen intercalation (9, 10). Following this idea, we have 

simulated the effect of hydrogen intercalation in T12-carbon for obtaining a penta-graphene 

sheet. 

To mimic the chemical exfoliation procedure in T12-carbon, we first computationally 

cleaved a (001) thin film from T12-carbon and carefully confirmed its structural stability via 

phonon calculation (Fig. S11A) and AIMD simulations. No surface reconstructions were 

found at 300 K, implying that the film can serve as a suitable precursor for chemical 

exfoliation. At the initial point, all hydrogen atoms existed in molecular form with 

nearly-uniform distribution and random orientation with the minimum C-H distance larger 

than 1.5 Å. When the system reached new equilibrium, a penta-graphene monolayer with 

partial hydrogenation is separated and lifted from the thin film surface (Fig. S11B). This 

process is quite similar to what happened in graphene-SiC (9, 10). Our simulations indicate 

that hydrogen intercalation may be a viable way to selectively break the interlayer C-C bonds 

in T12-carbon and to chemically exfoliate a penta-graphene monolayer. Penetration of 

hydrogen directly through the thin film surface may encounter high energy barriers like that in 

the case of graphene, but we note that such penetration may occur in the vicinity of local 

defects or grain boundaries (9). In a realistic situation the topmost carbon layers may also be 

hydrogenated by exposing to hydrogen atmosphere which may help to prevent the quasi 

freestanding sheet from folding. Subsequent dehydrogenation of penta-graphene may be 

achieved through annealing approach demonstrated in Ref (5). 
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SI Tables 

Table S1. Summary of the topological signatures and electronic properties of some currently 

identified two dimensional (2D) carbon allotropes, showing that hexagons are the primary 

building blocks of many of these materials, while carbon 2D structures made exclusively of 

pentagons are not known. 

2D carbon structures  Carbon rings Lattice a Electronic property b

graphene (1) 6 H D 
Spirographite (2) 6 O M 
α-graphyne (3) 18 H D 
graphyne (4) 6+12 H S 
6,6,12-graphyne (3) 6+12 O D 
δ-graphyne (5) 6+14 H D 
β-graphyne (3) 12+18 H D 
Planar C4 (6, 7) or T-graphene (8) 4+8 T M 
Pentaheptite (6, 9, 10) 5+7 M or O c M 
OPZ-L (6, 11) 5+8 M M 
OPZ-Z (6, 11) 5+8 O G 
Fused-pentagon network (12) 5+12 H M 
C31-sheet (6, 13) 3+9 H M 
C41-sheet (13) 4+7 T M 
C63-sheet (13) 3+6+8 H M 
biphenylene (6, 14) or net-C (15) 4+6+8 O M 
H-net (16) 4+6+8 T S 
net-W (15, 17) 4+6+8 O M 
S-graphene (17) 4+6+10 O D 
BPC (13, 18) graphenylene( (19) 4+6+12 H S 
pza-C10 (20) 5+6+7 M S 
Heackelite (21) 5+6+7 H or M M 
Dimerite (22) 5+6+7 H M 
Octite (23) 5+6+8 O S 
HOPG (24) 5+6+8 O M 
C65-sheet (13) 5+6+9 H M 

 

a Considering the finite-thickness of some 2D carbon allotropes, we use 3D lattices wherein the c axis 
is perpendicular to the basal plane of the carbon sheets. The “H”, “T”, “O”, and “M” represent 
hexagonal, tetragonal, orthogonal, and monoclinic, respectively. 
b The “S” , “M”, “G” and “D” represent semiconductor, metal, gapless semimetal, and Dirac 
semimetal, respectively. Dirac semimetal means that there exist Dirac cones near the Fermi level in the 
electronic band structure of the carbon sheet. 
c Symmetry depends on the topological arrangements.   
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Table S2. Diameter (d) and band gap (Eg) at the GGA/PBE level for the (n, n) penta-tubes. 

n 2 3 4 5 6 7 8 

d (Å) 3.559 5.089 6.734 8.354 9.979 11.609 13.328 

Eg (eV) 1.783 2.399 2.540 2.608 2.514 2.474 2.334 

 
 
Table S3. Structural parameters of the tetragonal T12-carbon phase and its counterparts derived 

from the penta-graphene sheet. 

Structure Space group 
Lattice 

parameters
Wyckoff 

Atomic Positions 

T12 P42/ncm (138) 
a = 3.43 Å 

c = 6.09 Å 

8i (0.3319, 0.8319, 0.3597) 

4b (0, 0, 0) 

AA-T12 P42/mnm (136)
a = 3.52 Å 

c = 6.29 Å 

4d (0, 1/2, 1/4) 

8j (0.8451, 0.8451, 0.6244) 

ABAA-T24 P-421m (113) 
a = 3.48 Å 

c =12.39 Å 

2a (0, 0, 0) 

2b (0, 0, 1/2) 

4e (0.8316, 0.3316, 0.0686) 

4e (0.3435, 0.8435, 0.5645) 

4e (0.3330, 0.8330, 0.1762) 

4e (0.8426, 0.6573, 0.3093) 

4d (0.5000, 0.5000, 0.2454) 
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SI Figures 

 

Fig. S1. Snapshots of atomic configurations of penta-graphene at the end of AIMD simulations. 

The simulated supercells are marked by purple squares, and their corresponding size and 

temperature are denoted below the each panel. 

 

 

Fig. S2. Typical local defects in penta-graphene: (A) a monovacancy at the 4-coordinated C1 site; 

(B) a monovacancy at the 3-coordinated C2 site; (C) a divacancy by removing a pair of 

3-coordinated C2 atoms and the simulated STM images before and after the defect is formed; (D) 

the Stone–Wales-like defect; and (E) an added C dimer. Both the initial and optimized atomic 

structures are displayed in the top and side views, with the atoms involved in local distortion 

marked in orange. 
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Fig. S3. Total potential energy fluctuation during AIMD simulations of penta-graphene with the 

defects: (A) a monovacancy at the C1 site; (B) a monovacancy at the C2 site; (C) a divacancy by 

removing a pair of C2 atoms; (D) the Stone–Wales-like defect. The insets show the snapshot at 5 

ps for each simulation. 

 

 

Fig. S4. Total potential energy fluctuation of a penta-graphene nanoribbon during AIMD 

simulations at 300 K. The inset shows the snapshot at the end of simulation, with purple dashed 

lines denoting the unit cell in the periodic direction. 
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Fig. S5. Strain energy of penta-graphene under different kinds of in-plane strain. Note that the 

uniaxial strain curve is calculated by intentionally fixing the lateral lattice constant so that the 

strain energy can be simplified into the form 2
11

1
( )

2
xxU C  . 

 

 

Fig. S6. (A) Illustration of hopping in the tight binding model and the corresponding bands with 

t’=0.4t and t’=t. (B) Contours of MLWFs of penta-graphene with the C2-2pz characteristics. (C) 

Contours of MLWFs of flat penta-graphene with the 2pz characteristics. 
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Fig. S7. Evolution of potential energy of (3, 3) penta-tube during AIMD simulations at 1000 K. 

1×1×4 supercell is constructed for simulation to reduce the constraint of periodic condition in the 

axial direction. The insets show snapshots of atomic configuration at the end of the simulation. 

 

 

 

 

Fig. S8. Phonon spectra of penta-graphene-based nanotubes in different sizes: The high 

symmetric q point path is along the Γ (0, 0, 0) →Z (0, 0, 1/2) corresponding to the axial direction 

of nanotubes in the real space. The chiral vector number of each nanotube is denoted below the 

corresponding phonon spectra. 
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Fig. S9. 3D ABAA-T24 carbon phase derived from Penta-graphene. (A) Crystal structure and (B) 

phonon spectrum. 

 

 

 
Fig. S10. Schematic illustration of the origin of auxetic behavior of penta-graphene. (A) The 

symmetric response in a CH4 molecule. (B) Schematic illustration of the response of 

sp2-hybridized C atoms in the penta-graphene unit cell when the lattice is uniaxially stretched. 

Arrows indicate the motion of atoms and rotation of the corresponding planes. 
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Fig. S11. (A) Phonon spectrum of a T12-carbon (001) thin film containing four penta-graphene 

layers. (B) Energy evolution of hydrogen intercalated T12-carbon thin film during AIMD 

simulations. The insets show the initial and final configurations.  

 


