
© 2018 Kumar et al. This work is published and licensed by Dove Medical Press Limited. The full terms of this license are available at https://www.dovepress.com/terms.php  
and incorporate the Creative Commons Attribution – Non Commercial (unported, v3.0) License (http://creativecommons.org/licenses/by-nc/3.0/). By accessing the work you 

hereby accept the Terms. Non-commercial uses of the work are permitted without any further permission from Dove Medical Press Limited, provided the work is properly attributed. For permission 
for commercial use of this work, please see paragraphs 4.2 and 5 of our Terms (https://www.dovepress.com/terms.php).

International Journal of Nanomedicine 2018:13 975–990

International Journal of Nanomedicine Dovepress

submit your manuscript | www.dovepress.com

Dovepress 
975

O r I g I N a l  r e s e a r c h

open access to scientific and medical research

Open access Full Text article

http://dx.doi.org/10.2147/IJN.S157391

Poly(lactic-co-glycolic acid)-loaded nanoparticles 
of betulinic acid for improved treatment of 
hepatic cancer: characterization, in vitro and 
in vivo evaluations

Pranesh Kumar1

ashok K singh1

Vinit raj1

amit rai1

amit K Keshari1

Dinesh Kumar2

Biswanath Maity2

anand Prakash3

sabyasachi Maiti4

sudipta saha1

1Department of Pharmaceutical 
sciences, Babasaheb Bhimrao 
ambedkar University, Vidya Vihar, 
lucknow, Uttar Pradesh, India; 
2centre of Biomedical research, 
sgPgIMs campus, lucknow, Uttar 
Pradesh, India; 3Department of 
Biotechnology, Babasaheb Bhimrao 
ambedkar University, Vidya Vihar, 
lucknow, Uttar Pradesh, India; 
4Department of Pharmacy, Indira 
gandhi National Tribal University, 
amarkantak, anuppur, Madhya 
Pradesh, India

Purpose: The application of betulinic acid (B), a potent antineoplastic agent, is limited due to 

poor bioavailability, short plasma half-life and inappropriate tissue distribution. Thus, we aimed 

to prepare novel 50:50 poly(lactic-co-glycolic acid) (PLGA)-loaded B nanoparticles (BNP) and 

to compare its anti-hepatocellular carcinoma (HCC) activity with parent B.

Methods: BNP were synthesized and characterized using different methods such as scanning 

electron microscopy (SEM), fourier-transform infrared (FTIR) spectrometry and particle size 

analyses. Particle size of BNP was optimized through the application of the stabilizer, polyvinyl 

alcohol (PVA). The anti-HCC response was evaluated through in vitro cell line study using 

Hep-G2 cells, confocal microscopy, in vivo oral pharmacokinetics and animal studies. Further, 

quantitative reverse transcription polymerase chain reaction (qRT-PCR) analysis was conducted 

to observe the changes in the expression of specific genes.

Results: Particle size of BNP was optimized through the application of the stabilizer, polyvinyl 

alcohol. Physicochemical characterization exhibited particle size of 257.1 nm with zeta poten-

tial -0.170 mV (optimized batch B, BNP). SEM and FTIR analyses of BNP showed that cylindri-

cal particles of B converted to spherical particles in BNP and there were no interaction between 

B and used polymers. The release study of optimized BNP was highest ($80%) than any other 

formulation. Later, in vitro cell culture analysis using Hep-G2 cells and confocal microscopy 

studies revealed that BNP had the highest inhibition and penetration properties than parent B. Oral 

pharmacokinetics studies using albino Wistar rats at single 100 mg dose again exhibited BNP had 

the higher 50% of plasma concentration (t
1/2

), a higher maximum plasma concentration (C
max

) and 

took longer to reach the maximum plasma concentration (T
max

) than parent B. Next, our in vivo 

study using nitrosodiethyl amine (NDEA)-induced HCC model documented BNP decreased in 

number of nodules, restored body weight, oxidative stress parameters, liver marker enzymes and 

histological architecture than parent B. Lastly, qRT-PCR studies further demonstrated that anti-HCC 

properties of BNP may be due to over expression of antiapoptotic caspases i.e., caspase 3 and 8.

Conclusion: The prepared BNP showed a better therapeutic response against HCC and could 

be attributed as future candidate molecule for HCC treatment. 

Keywords: betulinic acid, PLGA-loaded nanoparticles, HepG2 cells, hepatocellular carcinoma, 

caspase-3 and -8

Introduction
The development of drug delivery system of existing marketed drugs for better 

therapeutic index and reduced toxicological properties are the basic criteria of modern 
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delivery research. This helps us to improve pharmacokinetics 

and biodistribution of drugs for better efficacy and effective-

ness.1 Nowadays, preparation of nanoparticle-based thera-

peutics has drawn major attention among researchers due to 

their site-specific action.2 Commercially available polymers 

have important roles in the drug delivery system, especially in 

the nanocarrier system. Nanoparticulate carriers have always 

been attractive on account of their size and capacity of spatial 

and temporal-controlled delivery of bioactives.3

Cancer chemotherapy is the most challenging scenario in 

modern drug development where low toxicity with improved 

pharmacological responses and lower side effects are always 

a priority.1 Betulinic acid (B; Figure 1) is a pentacyclic 

triterpenoid obtained from the stem bark of Dillenia indica 

(family: Dilleniaceae), which has antimalarial, antiretroviral 

and anti-inflammatory properties.4–6 B has anticarcinogenic 

properties that generally trigger the apoptosis signaling cascade 

through the activation of caspase-3 and caspase-8.7,8 In addi-

tion, B induces direct mitochondrial damage and thereby over-

comes the resistance that a tumor cell generally acquires.9–18

Hepatocellular carcinoma (HCC) is considered as the sixth 

most common malignancy and third most frequent leading 

cause of death worldwide.19 Synthetic chemotherapeutic 

agents have been proven efficacious for HCC treatment; how-

ever, researchers have achieved very little success due to their 

chemoresistance.20 It is, therefore, an urgent need to discover 

newer plant-derived anticancer agents for better treatment of 

cancer. Natural products have been used for hepatic cancer 

from ancient time but very few compounds isolated from 

natural origin are effective against hepatic cancer.21

The major drawback associated with natural products is 

poor oral absorption, which may lead to lower effectiveness. 

B is a class of natural products that has poor oral absorption 

and bioavailability.22 Recent investigation revealed that oral 

solubility and absorption may be enhanced via incorporation of 

drug into poly(lactic-co-glycolic acid) (PLGA).23,24 Therefore, 

this study focused on preparation of B nanoparticles (BNP) 

using PLGA, primarily, to improve oral bioavailability. 

Furthermore, both B and BNP were further screened for anti-

HCC effect using both in vitro and in vivo models. Later, the 

molecular mechanism of the ameliorative potential of B and 

BNP was explored as apoptotic targets, ie, caspase-3 and -8.

Materials and methods
Isolation and characterization of B
D. indica stem bark (2 kg) was obtained from the coastal 

area of West Bengal during mid July and authenticated by 

Shakti College of Pharmacy, Balrampur, Uttar Pradesh, India. 

A voucher specimen has been deposited for future reference 

(SCOP/2017/829). The plant materials were air-dried under 

shade, powdered and defatted with petroleum ether (60°C–

80°C) using Soxhlet apparatus by successive solvent extraction 

method. Later, extraction was performed using methanol:water 

(98:2), and the extracted samples were evaporated to dryness 

using a rotary vacuum evaporator (IKA, Königswinter, 

Germany). The white-colored material was again recrystal-

lized with methanol. The final yield of B was 9.2%; melting 

point 298°C; Fourier-transform infrared (FTIR; KBr) 3,630, 

2,980, 2,934, 1,638, 1,480, 1,362, 1,195, 1,123, 784 cm-1; 
1H NMR (DMSO-d

6
) 0.73, 0.85, 0.95, 1.01 and 1.73 (5 s, 15H, 

all tertiary -CH
3
), 1.39 (m, 2H, H-21), 1.40 (m, 2H, H-16), 

1.44 (m, 2H, H-20), 1.51 (m, 4H, H-18, H-19 and H-15), 2.19 

(m, 3H, H-1 and H-9), 2.30 (m, 2H, H-14), 3.04 (s, 2H, H-2), 

4.37 (s, 2H, H-7), 4.64 (2, 2H, H-11), 4.77 (s, 2H, H-12), 12.16  

(s, 1H, -COOH); 13C NMR (DMSO-d
6
) 14.85, 16.21, 16.42, 

18.45, 19.40, 20.33, 25.54, 27.62, 28.57, 28.78, 29.33, 31.54, 

36.79, 37.19, 38.97, 40.33, 40.71, 42.47, 44.65, 48.98, 50.38, 

55.34, 55.88, 61.80, 77.23, 110.13, 118.13, 150.79, 177.12 

and electrospray ionization mass spectrometry (+ve mode) 

(M+H)+ m/e 457.8.

Preparation of BNP
Emulsification and solvent evaporation techniques were adopted 

for the preparation of BNP. Small particle size was achieved 

through sonication and homogenization process. In all, 50 mg 

of PLGA and 2.5 mg of B were dissolved together in 3 mL of 

chloroform. This mixture was sonicated for 15 or 30 min with 

addition of 12 mL of different concentrations (w/v) of aqueous 

polyvinyl alcohol (PVA) at 10 kHZ (2% PVA formulations A 

and B with sonication times 15 and 30 min, 4% PVA formula-

tions C and D with sonication times 15 and 30 min, 6% PVA 

formulations E and F with sonication times 15 and 30 min; 

Table 1). All the resultant mixtures were homogenized for 

20 min at 20,000 rpm using a refrigerated centrifuge at 4°C. 
Figure 1 structure of isolated B.

Abbreviation: B, betulinic acid.
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The resultant mixture was again stirred overnight to remove 

the organic solvent. Later, the BNP formed was harvested by 

ultracentrifugation at 30,000 rpm for 25 min at 4°C. BNP was 

washed with water, recentrifuged and preserved in vacuum 

desiccators at 4°C for further evaluations. Later, this procedure 

was followed for large-scale preparation where B concentration 

was 20 times higher than for the small-scale preparation.

Particle size, polydispersity index (PDI) 
and zeta potential
The particle size and PDI of various batches of BNP were 

determined in NanoPlus zeta/nano particle analyzer against 

a 4 mW helium–neon (He–Ne) laser beam (633 nm) and a 

back scattering angle of 173° by photon correlation spec-

troscopy (PCS) in triplicate. Zeta potentials were measured 

using the NanoPlus zeta/nano particle analyzer using dispos-

able zeta cells. Aliquots from each preparation type were 

injected in electrophoretic zeta cells, and zeta potentials 

were analyzed using the Smoluchowski equation.23

BNP entrapment efficiency (%) and 
loading capacity (%)
BNP entrapment efficiency was performed using Shimadzu 

LC-20AD (Kyoto, Japan) equipped with a photodiode array 

detector. The mobile phase consisted of a gradient elution of 

acetonitrile (ACN):water (H
2
O) of 9:1, and the flow rate was 

1 mL/min. The separation was performed using reversed phase 

(RP)-C
18

 column (5.0 µ particle size, 4.6 mm internal diameter 

and 250 mm length) with ƛ
max

 of 230 nm, and the temperature 

were maintained at 40°C throughout the experiment. Total 

run time was 15 min. The column was washed after every 

run in an elution solvent ratio (ACN:H
2
O =50:50) with the 

injection of blank ACN. A peak area (y) versus concentra-

tion (x) graph for B was prepared first; y =211.97x +3.99, 

R2=0.9987. This equation was used to detect the concentration 

of B in each solution. Mass of B before and after nanopar-

ticulation in supernatant (obtained by centrifugation using a 

refrigerated centrifuge at 4°C and 20,000 rpm for 20 min) 

was determined in high-performance liquid chromatography 

(HPLC) experiments, for calculation. The encapsulation 

efficiency and the actual loading capacity expressed in 

percentage were calculated using the following formulae:

 

% B entrapment efficiency

(Mass of  B originally taken

Mas
=

- ss of  B in supernatant)

(Mass of  B originally taken)



















× 10023

 

% B loading capacity
Weight of  drug

Weight of  
=

nanosphere







× 10024

 

In vitro release studies
In vitro drug release of all six batches was measured using BNP 

equivalent to ~2 mg of B dissolved in 1 mL of phosphate buffer 

(100 mM, pH 7.4), and the dispersion was carefully washed 

into a dialysis bag (molecular weight cutoff [MWCO] 10 kDa; 

Thermo Fisher Scientific, Waltham, MA, USA). The dialysis 

bags were placed in glass vials containing 10 mL of phosphate 

buffer and maintained at 37°C in a shaker bath. At predeter-

mined time intervals, the release medium of 2 mL in vials was 

taken out and replaced with the same volume of fresh buffer 

medium. The amount of B released per timed sample was 

estimated spectrophotometrically. The in vitro releases of all 

batches were completed in triplicate at each time point, and the 

cumulative percentage release over time was plotted.23,24 The 

Korsmeyer–Peppas model was applied to determine n and K 

values and was calculated using GraphPad Prism 5.0 software 

(trial version; GraphPad Software, Inc., La Jolla, CA, USA).

FTIr and scanning electron microscopy 
(seM) studies
FTIR studies were carried out to evaluate any interaction 

between B and using polymers. Separately, FTIR spectra were 

recorded of PVA, PLGA, B and BNP in this experiment. In all, 

5 mg of compounds were mixed with 200 mg of KBr and were 

Table 1 characterization of BNP preparations

BNP 

preparations

Sonication time and % of PVA Particle 

size (nm)

Zeta potential 

(mV)

PDI Entrapment 

efficiency (%) 
Loading 

capacity (%)

Batch a Sonication time: 15 min and 2% PVA 353.9 -0.198 0.234±0.011 67.23±5.47 7.25±0.53

Batch B Sonication time: 30 min and 2% PVA 257.1 -0.170 0.356±0.002 84.56±3.96 11.13±0.60

Batch c Sonication time: 15 min and 4% PVA 568.4 -0.243 0.081±0.011 57.11±3.98 6.67±0.48

Batch D Sonication time: 30 min and 4% PVA 509.4 -0.215 0.060±0.015 60.67±2.89 6.91±0.39

Batch e Sonication time: 15 min and 6% PVA 679.3 -0.275 0.057±0.016 61.33±4.55 7.05±0.43

Batch F Sonication time: 30 min and 6% PVA 657.7 -0.269 0.129±0.012 56.22±2.75 6.38±0.27

Notes: Data are presented as mean ± sD (n=3). Optimized batch was batch B (30 min sonication time with 2% PVA).
Abbreviations: BNP, B nanoparticles; PVa, polyvinyl alcohol; PDI, polydispersity index; sD, standard deviation; B, betulinic acid.
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pelletized at 1,000 psi. Finally, FTIR data were recorded and 

analyzed through Nicolet™ 6700 (Thermo Fischer Scientific) 

over a wave number range of 4,000–400 cm-1. SEM images 

were taken using JSM-6490LV (JEOL, Tokyo, Japan).

cell culture and sulforhodamine 
B (srB) assay
HepG2 cell line was commercially purchased from National 

Cell Repository (NCCS, Pune, India) and later cultured in 

our laboratory facility for in vitro testing. HepG2 cells were 

grown in the Roswell Park Memorial Institute (RPMI)-1640 

medium containing 10% fetal bovine serum and 2 mM 

L-glutamine in a T-75 flask at 37°C, 5% CO
2
, 95% air and 

100% relative humidity for 24 h. After growing, 100 µL cells 

containing media were inoculated into 96 well plates at a 

concentration of 5×103 cells/well. Separately, all the com-

pounds to be tested were solubilized in dimethyl sulfoxide at 

100 mg/mL and diluted to 1 mg/mL using water and stored 

frozen prior to use. Next day, 100 µL of compounds contain-

ing the medium were added into each well (10, 20, 40 and 

80 µg/mL) and incubated at standard conditions for 48 h. 

To terminate the reaction, 50 µL of the cold 30% trichloroa-

cetic acid (TCA) was added and incubated at 4°C for 1 h. 

The supernatant was discarded; the plates were washed five 

times with tap water and air-dried. Furthermore, 50 µL of SRB 

solution at 0.4% (w/v) in 1% acetic acid was added to each of 

the wells and incubated for 20 min at room temperature. After 

staining, the residual dye was removed by washing five times 

with 1% acetic acid and the plates were air-dried. The bound 

stain was subsequently eluted with 10 mM Trizma base, and 

the absorbance was read on a plate reader at a wavelength 

of 540 nm with 690 nm reference wavelength. The results 

were obtained in triplicate on separate plates, and finally, the 

average values were determined from these three experiments. 

Using the seven absorbance measurements (time zero [Tz], 

control growth (C) and test growth in the presence of drug at 

the five concentration levels [Ti]), the percentage growth was 

calculated at each of the drug concentration levels. Percentage 

growth inhibition was calculated as:

 

T T

C T
100 for concentrations for which T T

T T

i z

z

i z

i

-
-

× ≥

-







    

zz

z

i z
T

100 for concentrations for which T T






× <

 

GI
50

 was calculated from [(T
i
 - T

z
)/(C - T

z
)] ×100=50, 

which is the drug concentration resulting in a 50% reduction 

in the net protein increase (as measured by SRB staining) in 

control cells during the drug incubation.25

confocal laser scanning microscopy
HepG2 cells were seeded on Lab-Tek chambered cover 

glasses (Nalge Nunc International, Naperville, IL, USA) 

and incubated at 37°C in 95% air and 5% CO
2
 environment 

until cells were ~70% confluent. On the day of experiment, 

the growth medium was replaced by Hank’s buffered salt 

solution (HBSS; pH 7.4). After equilibration with HBSS at 

37°C for 30 min, the buffer was replaced with fluorescein 

isothiocyanate (FITC)-loaded BNP suspension (250 mg/mL 

in HBSS) and then the monolayers were further incubated for 

1 or 2 h. At the end of the experiment, the monolayers were 

washed three times with fresh prewarmed transport buffer 

to eliminate excess nanoparticles that were not attached to 

the cells. Cells were then fixed with 70% ethanol, and the 

samples were mounted in the fluorescent mounting medium 

(Dako Denmark A/S, Glostrup, Denmark) until examination 

was performed using the confocal laser scanning micro-

scope (LSM 410; Zeiss, Berlin, Germany) equipped with an 

imaging software, FluoView FV300 (Olympus corporation, 

Tokyo, Japan).26

In vivo pharmacokinetic studies
Determination of B and BNP in rat plasma

In a separate experiment, both B and BNP were adminis-

tered orally at 100 mg/kg body weight to albino Wistar rats 

(Ref No SDCOP&VS/AH/CPCSEA/01/0027) and blood 

was collected from retro-orbital plexus at 0.083, 0.25, 0.5, 

1, 2, 4, 8, 12, 16, 24 and 48 h. After collection, blood was 

centrifuged at 10,000 rpm for 10 min and serum was sepa-

rated and kept at -20°C for further HPLC.27,28

Preparation of plasma standards and test samples

In all, 1 mg/mL stock solution of B was prepared in ACN. 

A total of 0.02, 0.1, 0.2, 0.5, 1, 2, 5, 10, 50, 100 µg/mL of 

working solutions were prepared from this stock solution in 

ACN. In all, 100 µL of blank plasma and 100 µL of working 

solutions were taken in separate tubes and vortexed for 

30 min. After that, the tubes were centrifuged at 13,000 rpm 

for 5 min and supernatant was taken into other tubes and 

dried at 40°C overnight. Later, the tubes were reconstituted 

with 50 µL of ACN, vortexed for 10 min and 20 µL was 

injected for HPLC analysis. The final concentrations of 

working solutions were 0.01, 0.05, 0.1, 0.25, 0.5, 1, 2.5, 5.0 

and 25.0 and 50.0 µg/mL, respectively. Quality control (QC) 

samples were also prepared at concentrations of 0.005, 0.5 
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and 40.0 µg/mL, representing low quality control (LQC), 

medium quality control (MQC) and high quality control 

(HQC) samples, respectively. Triplicate calibrants and QC 

samples were prepared at each concentration.

For test samples, 100 µL of test plasma and 100 µL of 

ACN were taken in a test tube and vortexed for 30 min. The 

procedure was similar to the previously described method.

hPlc conditions

For the determination of B and BNP in plasma samples, 

chromatographic separations were performed in a Waters 

Shimadzu LC-20AD equipped with a photodiode array 

detector. The mobile phase consisted of a gradient elution 

of ACN:H
2
O of 9:1, and flow rate was 1 mL/min. The sepa-

ration was performed using RP-C
18

 column (5.0 µ particle 

size, 4.6 mm internal diameter and 250 mm length) with ƛ
max

 

of 230 nm, and the temperature was maintained at 40°C 

throughout the experiment. The total run time was 15 min. 

The column was washed after every run in an elution solvent 

ratio (ACN:H
2
O =50:50) with the injection of blank ACN. 

The final data were calculated using WinNonlin version 

1.5.3 software.

In vivo pharmacodynamic studies
experimental animals

Healthy male Wistar albino rats, weighing 80–120 g, 

were obtained from the central animal house facility of 

SD College of Pharmacy & Vocational Studies, Muzaf-

farnagar, India, in association with Babasaheb Bhimrao 

Ambedkar University, Lucknow, India, and were housed 

in polypropylene cages with rice husks for bedding. Ani-

mal welfare protocol and experiments were performed as 

per CPCSEA guidelines for laboratory animals and ethics, 

Department of Animal Welfare, Government of India. The 

Institutional Animal Ethical Committee (IAEC) of SD Col-

lege of Pharmacy & Vocational Studies approved this study 

(Ref No SDCOP&VS/AH/CPCSEA/01/0027). All methods 

were followed in accordance with the relevant guidelines 

and regulations of IAEC. Animals were acclimatized under 

standard laboratory conditions (at 25°C±5°C, relative humid-

ity of 44%–56%, 12 h light:dark cycle) with free access to 

standard rat chow and water ad libitum. Animals were kept 

for 1 week before starting the experiment.

experimental design

Six-week-old experimental Wistar albino rats were randomly 

allocated to seven groups bearing eight animals in each group 

(n=8), and the groups were classified as follows: Group 1 

(normal control group): 0.25% carboxy methyl cellulose 

(2 mL/kg), Group 2 (carcinogen control): N-nitrosodieth-

ylamine (NDEA; 100 mg/kg, intraperitoneal (i.p.) once a 

week for 6 weeks),29–31 Group 3 (positive control group): 

NDEA + 5-fluorouracil (5-FU; 10 mg/kg, i.p. for 15 days after 

the induction of HCC), Group 4: NDEA + B (50) (50 mg/

kg, orally for 15 days after the induction of HCC), Group 

5: NDEA + B (100) (100 mg/kg, orally for 15 days after the 

induction of HCC), Group 6: NDEA + BNP (50) (50 mg/

kg, orally for 15 days after the induction of HCC), Group 

7: NDEA + BNP (100) (100 mg/kg, orally for 15 days after 

the induction of HCC).

Recent reports30,31 have documented that HCC is induced 

to Wistar albino rats by i.p. injection of NDEA at a dose of 

100 mg/kg body weight once a week for 6 weeks. By adopting 

this protocol, NDEA was administrated to all animals of 

Groups 2–6 after adaptive inhabitation to experimental con-

ditions for an initial 1 week. After the 6 weeks completion 

of NDEA administration, 5-FU, B and BNP were given to 

animals for 15 days as a curative agent against hepatic injury. 

At the end of treatment, animals were sacrificed by cervical 

decapitation and livers were excised immediately, rinsed in 

ice-cold saline and stored at -80°C for further morphological 

studies, oxidative parameter analysis and exploring gene, as 

well as protein expression at the molecular level.

calculation of various physiological parameters

Changes in body weight were measured at the initial and 

final days of the experiment, and % weight gains were 

calculated. The number of carcinogenic nodules and their 

% incidence were also calculated to monitor the cytotoxic 

effects between treated and untreated groups.

estimation of various enzymes and antioxidant 

markers

The levels of enzymes such as aspartate aminotransferase 

(AST), alanine aminotransferase (ALT), alkaline phosphatase 

(ALP)32 and lactate dehydrogenase (LDH) were estimated 

in serum using a commercially available kit. On the other 

hand, the oxidative stress parameters like catalase (CAT), 

protein carbonyl (ProC), superoxide dismutase (SOD), 

glutathione (GSH) and thiobarbituric acid reactive substances 

(TBARS)32–35 were estimated in liver tissue.

estimation of catabolic by-products

The procedures adopted for determination of catabolic by-

products (bilirubin and biliverdin)36 in liver tissue have been 

described in a previous paper.
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histopathological and seM analysis of liver tissue

The procedures adopted for histopathology and SEM36 have 

been described in a previous paper.

estimation of cytokines by enzyme-linked 

immunosorbent assay (elIsa)

Elevated levels of pro-inflammatory cytokines such as IL-2, 

IL-6, IL-10 and IL-1β in hepatic tissue were examined by 

ELISA as per manufacturer’s instructions. Furthermore, the 

levels of caspase-3 and -8 were also examined by ELISA as 

per manufacturer’s protocol.37

Quantitative reverse transcription polymerase chain 

reaction (qrT-Pcr) analysis

To explore the expression of mRNA for the target gene, 

10 mg of tissue samples of each group were taken and total 

mRNA was isolated using TRIzol reagent and RNeasy Mini 

Kit was applied to purify the mRNA. cDNA was prepared 

according to the manufacturer’s protocol for GeneSure First 

Strand cDNA Synthesis Kit (Genetix Biotech Asia Pvt. Ltd., 

New Delhi, India). Finally, qRT-PCR was performed 

in Agilent Stratagene Mx3000P series (Thermo Fisher 

Scientific) using SYBR@ Green PCR Master Mix. The mRNA 

was normalized with housekeeping control GAPDH. ΔC
t
 

values were normalized with untreated control samples for 

all compounds (ΔC
t
 = C

t gene of interest
 - C

t housekeeping gene
). Relative 

changes in the expression level of one specific gene were 

calculated in terms of 2-ΔΔC
t  (ΔΔC

t
 = ΔC

t
 
test

 - ΔC
t
 
control

).35 

The primer sequences were as follows: GAPDH, 5-TGAT 

GGGTTTCCCATTGATGA-3 (forward) and 5-TGATTCTA 

CCCACGGCAAGTT-3 (reverse);37 caspase-3, 5-GGTATT 

GAGACAGACAGTGG-3 (forward) and 5-CATGG 

GATCTGTTTCTTTGC-3 (reverse)38 and caspase-8, 

5′-GATGAGGCAGACTTTCTGCT-3′ (forward) and 

5′-CATAGTTCACGCCAGTCAGGAT-3′ (reverse).39

statistical data analysis
Statistical data analysis was performed using GraphPad 

Prism 5.0. All results were expressed as mean ± standard 

deviation (SD). The data were analyzed by one-way analysis 

of variance (ANOVA) followed by the Bonferroni multiple 

comparison test. Statistical significant differences were 

considered with respect to the carcinogen control group 

(***p,0.001, **p,0.01 and *p,0.05).

Results
Limited solubility and poor oral bioavailability are the major 

drawbacks for B, and therefore, it has limited therapeutic 

index during pharmacological responses.8–14 This problem 

may be overcome through enhancing the solubility in 

biological matrixes and increasing the oral bioavailability. 

Here, we tried to increase the solubility of B via formation 

of nanoparticles (BNP). B has limited solubility in a polar 

solvent, and it is soluble in a medium polar solvent, ie, 

chloroform, due to being lipophilic in nature. Six batches 

of BNP were prepared with various concentrations of PVA 

and sonication times, with homogenization (Table 1). A clear 

stable dispersion of BNP in water was obtained for each batch 

with smaller particle size of batch B.

Nanoparticle size, zeta potential and PDI
All the prepared batches of BNP were further characterized 

by particle size, zeta potential and PDI (Table 1). A Small 

concentration of PVA (2%) had a distinctive role in smaller 

particle size BNP formation (batch B) with perfect Gaussian 

particle distribution. Batch B contained smaller particle size 

(257.1 nm) than batch A (353.9 nm) with less zeta potential 

(-0.170 mV). A higher concentration of PVA (4 and 6%) 

had an oscillating effect, and therefore, particle size of BNP 

could not decrease to a lesser extent. PDI is a measure of 

the distribution of molecular mass/size in a given polymer 

sample. For all formulations, it was observed that PDI was 

within the range of 0–1.

Nanoparticle entrapment efficiency and 
loading capacity
Effectiveness of drug delivery is dependent on entrap-

ment efficiency, also termed as payload efficiency. It is an 

important parameter for the batch optimization process. As 

per data obtained from Table 1, we found that batch B has 

the highest entrapment efficiency (84.56±3.96) and loading 

capacity (11.13±0.60).

In vitro drug release and reaction kinetics
Figure 2A shows the average percentage cumulative 

release versus time of all six batches of prepared BNP. 

The release responses of all formulations were biphasic 

in nature with faster initial release of 300 min, indicating 

surface adsorption of BNP. However, all batches released 

faster up to 1,440 min (24 h). The release rate depended on 

particle size of all batches, and batches A and B showed 

a higher release rate than the remaining batches. Batch B 

had the highest release rate (~80%), and batch A followed 

a similar trend with a slightly lesser release rate (~70%). 

This action demonstrated the roles of PVA and sonication 

during formation of nanoparticles, and 2% PVA helped in 

the formation of a lower particle size than in other batches. 

Therefore, batch B had a superior effect on particle size, 
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Gaussian particle distribution and sustained release for a 

prolonged period. However, all batches followed zero-order 

kinetics, consistent with a prolonged-release drug delivery 

system. The Korsmeyer–Peppas model (M
t
/Mα = Kt

n
) was 

applied to show the release kinetics in this experiment, 

where M
t
 is the mass released at time point “t”, Mα the 

total mass load, n the release exponent and K the constant 

accommodating the structural and geometric features.

seM and FTIr studies
SEM analysis of batch B was carried out to find out the 

final structure of BNP particles. The cylindrical particles 

of B converted to spherical particles after BNP formation 

(Figure 2B). FTIR studies revealed that both B and BNP 

had O-H stretching vibrations at 2,900 cm-1. Both had C-O 

stretching between 1,625 and 1,650 cm-1, which shows that 

no interaction was found between B and the used polymers. 

PLGA and PVA had not shown any characteristic peaks for 

interaction (Figure 2C).

In vitro cytotoxicity of B and BNP on the 
hepg2 cell line and confocal microscopy
All the compounds, PLGA, PVA, B and BNP, were screened 

against human hepatoma cancer cell lines (HepG2 cells) 

using the reference drug Adriamycin (ADR). Effects of 

these compounds and ADR on HepG2 cell lines are demon-

strated in Figure 3A. The results of the study demonstrated 

that PLGA and PVA did not show any considerable in vitro 

cytotoxicity against HepG2 cells. However, PLGA–PVA-

loaded nanoparticle (BNP) exhibited enhanced cytotoxic-

ity (GI
50

 ,10 µg/mL) to that of the parent compound B 

(GI
50

 =10 µg/mL) toward the HepG2 cell line. Activity 

results proved that BNP had more anticancer properties 

than parent B.

Figure 2 Drug release profile, SEM imaging and FTIR spectrum.
Notes: (A) In vitro release profile of BNP preparations. Results are expressed as mean ± sD (n=3). (B) seM images of B and BNP (optimized batch B). (C) FTIr spectrum 

of PVa, Plga, B and BNP.

Abbreviations: BNP, B nanoparticles; sD, standard deviation; seM, scanning electron microscopy; B, betulinic acid; FTIr, Fourier-transform infrared; PVa, polyvinyl alcohol; 

Plga, poly(lactic-co-glycolic acid).
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Figure 3B shows the confocal images of drug particles 

that penetrate inside the HepG2 cells after incubation for 2 h. 

It was obvious that BNP penetrated and entered inside the 

cells more than B due to lower particle size.

Determination of plasma concentration 
of B and BNP using hPlc
A linear regression performed over a range of 0.01–50 µg/mL 

yielded a correlation coefficient (r2) of .0.9987 for B. The 

accuracy of the assay was found to be within 83%–94%, and 

recovery of the samples was 75–81%. The retention time 

(RT) for B was 8.87 min (Figure 4A). As depicted in Table 2 

and Figure 4B, the maximum plasma concentration (C
max

) and 

time required to reach the maximum plasma concentration 

(T
max

) were 10.34 µg/mL and 4 h for B and 47.43 µg/mL and 

8 h for BNP, respectively. The plasma concentration reached 

50% (t
1/2

) at 10.73 and 11.11 h for B and BNP, respectively. 

The total area under the curve (AUC) after 48 h was 133.81 

and 838.43 µg⋅h/mL for B and BNP, respectively.

calculation of physiological and 
biochemical parameters in liver
The protective effects of B and BNP were estimated through 

various physiological parameters, including body weight, 

liver weight and tumor incidence number in the rat liver. 

The body weight variation in the carcinogen control group 

was more prominent than that in the normal control group. 

Treatment with B, BNP and 5-FU successfully normalized 

the body weight variation as seen in the carcinogen control 

group. An increase in liver weight and tumor incidence 

number were noticed in the carcinogen control group. 

Treatment with B, BNP and 5-FU caused reduction in liver 

weight and tumor incidence number when compared to 

the carcinogen control group. The overall effect of BNP 

at 100 mg/kg was higher than the commercially available 

chemotherapeutics, such as 5-FU (Table 3).

Furthermore, we noted that the carcinogen control group 

exhibited a marked increase in hepatic damage marker 

enzyme levels of AST, ALT, ALP and LDH in rat serum 

Figure 3 growth curve of hepg2 cells and confocal microscopy.

Notes: (A) growth curve of PVa, Plga, B and BNP on hepg2 cells. (B) confocal microscopic images of FITc-labeled B (a–c) and FITc-labeled BNP (D–F) showing the 

cellular uptake of PLGA-loaded nanoparticles in HepG2 cells. (A and D) Bright field, (B and E) green fluorescent channel and (C and F) overlay of channels.
Abbreviations: PVa, polyvinyl alcohol; Plga, poly(lactic-co-glycolic acid); B, betulinic acid; BNP, B nanoparticles; FITC, fluorescein isothiocyanate; ADR, Adriamycin.
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when compared to the normal control group (Figure 5A). 

The treatment with B, BNP and 5-FU showed their ability 

to significantly restore (p,0.001) these markers to normal. 

The effect shown by BNP at 100 mg/kg was equivalent to 

5-FU and more pronounced than B. Furthermore, the effects 

of B and BNP on catabolic pigments (bilirubin and biliv-

erdin) in liver tissues were also analyzed (Figure 5B). The 

treatments with B and BNP reflected a significant (p,0.001) 

normalization in the levels of these pigments that were 

elevated more than twofold in the carcinogen control group. 

The effect of BNP was almost similar to that of the standard 

chemotherapeutics, such as 5-FU.

calculation of oxidative stress 
parameters in liver tissue
The liver antioxidant potential was assessed due to the func-

tional involvement of oxidative stress in cancer pathogenesis. 

Table 4 depicts the effects of treatments on the oxidative stress 

markers (SOD, CAT, malondialdehyde, ProC and GSH). It 

was noticed that SOD and CAT enzymes were substantially 

reduced in the carcinogen control group as compared to 

the normal control group, whereas only a trivial reduction 

was observed in B-, BNP- and 5-FU-treated groups. The 

concentration of GSH was reduced up to fivefold to sixfold 

in carcinogen control rats, and was significantly (p,0.001) 

restored after treatment with BNP and 5-FU, but not with B. 

To the contrary, the level of ProC was increased up to twofold 

in the carcinogen control group, which successfully restored 

after treatment with B, BNP and 5-FU. Similarly, the level of 

Figure 4 hPlc chromatogram and plasma drug concentration vs time curve.

Notes: (A) chromatogram of B (rT 8.87 min) through hPlc. (B) Plasma drug concentrations at various time points after oral administration of B and BNP in albino 

Wistar rats.

Abbreviations: B, betulinic acid; rT, retention time; hPlc, high-performance liquid chromatography; BNP, B nanoparticles.

Table 2 Pharmacokinetic parameters of B and BNP

Parameters B BNP

t
1/2

10.73 11.11

T
max

 (h) 4.00 8.00

C
max

 (µg/ml) 10.34±0.45 47.43±0.75

aUMc (µg⋅h2/ml) 1,724.12 12,182.35

MrT (h) 12.88±1.35 14.53±1.56

cl (h) 0.007 0.0011

aUc
0–∞ (µg⋅h/ml) 133.81±35.71 838.43±41.32

Abbreviations: AUMC, area under the first moment curve; B, betulinic acid; 
BNP, B nanoparticles; cl, clearance; T

max
, time required to reach the maximum 

plasma concentration; t
1/2

, time required to reach 50% of plasma concentration; 
C

max
, maximum plasma concentration; aUc, area under the curve; MrT, mean 

residence time.
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β

Figure 5 effects of B and BNP after oral administration of 50 and 100 mg/kg for 15 days in carcinogen control rats.

Notes: (A) enzyme levels of asT, alT, alP and lDh in serum; (B) catabolic by-products (bilirubin and biliverdin); (C) antiproliferative biomarkers Il-2, Il-6, Il-10 and Il-1β 

and (D) caspase-3 and caspase-8. Data are represented as mean ± sD (n=8). Statistically significant differences were observed between carcinogen control and test groups 
(one-way aNOVa followed by Bonferroni multiple comparison test; *p,0.05, **p,0.01 and ***p,0.001). The studied groups are Nc, cc (NDea), Pc (NDea + 5-FU), 

NDea + B (50 mg/kg), NDea + B (100 mg/kg), NDea + BNP (50 mg/kg) and NDea + BNP (100 mg/kg).

Abbreviations: B, betulinic acid; BNP, B nanoparticles; asT, aspartate aminotransferase; alT, alanine aminotransferase; alP, alkaline phosphatase; lDh, lactate 

dehydrogenase; sD, standard deviation; aNOVa, analysis of variance; Nc, normal control; cc, carcinogen control; NDea, N-nitrosodiethylamine; Pc, positive control; 

5-FU, 5-fluorouracil.

Table 3 study of B and BNP treatment on the liver parameters in NDea-exposed carcinogenesis in rats

Sr no Groups Initial day body 

weight (g)

Final day body 

weight (g)

Weight 

variation (g)

Liver 

weight (g)

Tumor 

incidence no

1 Nc 120.00±3.34 146.00±4.27 26.00±2.12 8.26±0.93 0.00±0.00

2 cc 121.00±2.23 102.00±1.46 -19.00±2.16 13.97±1.62 32.00±1.31

3 Pc 115.00±4.68 125.00±3.15*** 10.00±1.26*** 10.43±1.71*** 6.00±0.83***

4 B (50 mg/kg) 121.00±1.89 132.00±4.25*** 11.00±1.82*** 12.78±0.73 19.00±0.97***

5 B (100 mg/kg) 118.00±2.15 130.00±2.12*** 12.00±2.93*** 12.03±1.25* 14.00±1.01***

6 BNP (50 mg/kg) 114.00±2.12 130.00±2.19*** 16.00±3.75*** 11.61±0.63** 12.00±0.84***

7 BNP (100 mg/kg) 120.00±1.89 142.00±4.78*** 22.00±1.98*** 9.36±0.39*** 4.00±0.31***

Notes: Data are represented as mean ± sD (n=8). Statistically significant differences were observed between CC and test groups (one-way ANOVA followed by Bonferroni 
multiple comparison test; *p,0.05, **p,0.01 and ***p,0.001).

Abbreviations: B, betulinic acid; BNP, B nanoparticles; NDea, N-nitrosodiethylamine; Nc, normal control; cc, carcinogen control; Pc, positive control; sD, standard 

deviation; aNOVa, analysis of variance; sr no, serial number.
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MDA was increased up to twofold in the carcinogen control 

group, which significantly (p,0.001) restored after treatment 

with BNP at 100 mg/kg and 5-FU.

Effects of B and BNP on proinflammatory 
(Il-2, Il-6, Il-10 and Il-1β) and apoptotic 
mediators (caspase-3 and -8)
In order to explore the effects of B and BNP on cancer-

associated inflammatory and apoptotic events, we conducted 

ELISA and predicted the concentration of proinflammatory 

cytokines (IL-2, IL-6, IL-10 and IL-1β; Figure 5C) and apop-

totic mediators (caspase-3 and -8) in rat liver (Figure 5D). 

The concentrations of all these inflammatory markers were 

elevated in the liver of the carcinogen control group. To 

the contrary, all the apoptotic markers were reduced up to 

twofold in the carcinogen control group. The reduction in 

caspase-3 and -8 levels was more pronounced than the eleva-

tions in all the cytokines. Both B and BNP restored the levels 

of caspase-3 and -8 more efficiently than those of the tested 

cytokines. Although both compounds, B and BNP, showed 

their ability to elevate the reduced levels of caspase-3 and 

-8, the restoring capability of BNP was more prominent than 

that of B and 5-FU.

qrT-Pcr analysis
As per evidence through ELISA, B and BNP exerted com-

paratively more impact over the regulation of caspase-3 and 

-8 levels than the tested cytokines. Thus, we hypothesized 

that anti-HCC action of B and BNP may be due to the over-

expression of caspase-3 and -8 genes. In order to explore the 

molecular mechanism underlying the action of B and BNP, 

qRT-PCR analysis was conducted to scrutinize whether they 

have ability to upregulate the reduced gene expression of 

caspase-3 and -8 during carcinogen control group condition. 

Our findings suggested that the levels of caspase-3 and -8 

were substantially downregulated in the carcinogen control 

group when compared to the normal control group. How-

ever, the treatment with B and BNP significantly elevated 

(p,0.001) the reduced levels of caspase-3 and -8. The ability 

of BNP at 100 mg/kg was found to be almost fourfold bet-

ter than commercially available chemotherapeutics, such as 

5-FU, at 10 mg/kg (Figure 6A and B).

Morphology, histopathology and seM 
analysis
Morphological changes were observed using intact liver 

of the various groups. There was a clear visual difference 

in the number of carcinogenic nodules among B, BNP and 

carcinogen control groups (Figure 7A). Furthermore, histo-

logical changes in the liver tissue were observed in normal 

and various treated groups using hematoxylin and eosin 

(H&E) staining. In the normal control group, the section 

showed normal architecture of cells with the presence of 

nuclei within the cells. However, the liver of the carcinogen 

control group showed loss of architecture and presence of 

binucleate, enlarged, polygonal hepatocytes. Particularly, 

the liver section of carcinogenic animals exhibited irregular 

sinusoids, degenerated nucleus (dN), tumor anaplastic cells 

(TA), ruptured hepatic cells (RC) of Kupffer cells (K) and 

tumoral vacuoles. A marked improvement in gross micro-

scopic appearance of hepatic tissue was observed after the 

treatment with B and BNP at 50 and 100 mg/kg (Figure 7B). 

Furthermore, SEM analysis also followed a similar pattern 

where loss of architecture and degenerated tumor cells were 

less prominent in B-, BNP- and 5-FU treated rats compared 

to the carcinogen control group (Figure 7C).

Discussion
B has drawn major research interest in anticancer drug dis-

covery due to its strong cytotoxicity. In spite of having an 

interesting cytotoxicity on a variety of tumor cells, the normal 

cells are rarely affected by B, enhancing its therapeutic 

Table 4 study of antioxidative parameters in NDea-exposed carcinogenesis in rats

Sr no Parameters NC CC PC B (50 mg/kg) B (100 mg/kg) BNP (50 mg/kg) BNP (100 mg/kg)

1 sOD (U/µg of protein) 0.26±0.02 0.06±0.01 0.24±0.09*** 0.19±0.07*** 0.21±0.05*** 0.22±0.04*** 0.25±0.04***

2 caT (nM of h
2
O

2
/min/µg 

of protein)

10.06±0.65 4.88±0.23 8.41±0.68*** 5.75±0.27 6.81±0.73*** 7.02±0.77*** 8.32±0.51***

3 Proc (µM/µg of protein) 0.58±0.02 1.35±0.01 0.69±0.03*** 0.91±0.02*** 0.76±0.02*** 0.74±0.01*** 0.61±0.03***

4 TBars (nM of MDa/mg 

of protein)

0.07±0.01 0.16±0.03 0.09±0.01*** 0.13±0.05 0.11±0.04* 0.10±0.01** 0.08±0.02***

5 gsh (mM/mg of protein) 6.46±0.56 1.12±0.57 5.04±0.61*** 3.25±0.65* 3.50±0.32* 4.63±0.33*** 5.00±0.21***

Notes: Data are represented as mean ± sD (n=8). Statistically significant differences were observed between CC and test groups (one-way ANOVA followed by Bonferroni 
multiple comparison test; *p,0.05, **p,0.01 and ***p,0.001).

Abbreviations: NDea, N-nitrosodiethylamine; Nc, normal control; cc, carcinogen control; Pc, positive control; B, betulinic acid; BNP, B nanoparticles; sOD, superoxide 

dismutase; caT, catalase; Proc, protein carbonyl; TBars, thiobarbituric acid reactive substances; gsh, glutathione; sD, standard deviation; aNOVa, analysis of variance; 

sr no, serial number.
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window.10,11,16 Its tumor selectivity was identified by com-

parison of different cell line studies where normal cells of 

different origins have been found to be much more resistant 

to B than cancer cells, pointing to its tumor selectivity.10,11,16 

B is known to provoke an event of direct cell death and 

bypass the resistance to normal chemotherapeutics. How-

ever, the most challenging aspect of its biomedical use 

is low water solubility, which subsequently causes poor 

bioavailability;40,41 hence, there is an immense need to 

develop a delivery system that can enhance the aqueous 

solubility of B. In view of this, we have developed PLGA-

loaded nanoparticles of B, namely BNP, for the purpose of 

improvement in anticancer efficacy.

Here, we tried to reduce the particle size of B through 

the nanoparticulate approach, ie, BNP using PLGA and 

PVA. PLGA and PVA are safe biopolymers that were 

used previously for andrographolide nanoparticles.23 PVA 

was used to reduce the interfacial tension and stabiliza-

tion of nanoparticles.23,24 PVA-induced stabilization effect 

was reported previously,42,43 and a similar procedure was 

followed for our experiment. In all, 2% PVA and 30 min 

sonication time gave a lower particle size of B, ie, BNP 

(batch B). The entrapment efficiency, loading capacity and 

release studies demonstrated that BNP had ~84% entrapment 

efficiency, ~11% loading capacity and ~80% drug release. 

This finding was because of the increase in viscosity of the 

dispersed phase by minimizing its size which allows rapid 

solidification and diminishes the leaching capacity of B to 

the continuous phase. FTIR data represented no interaction 

between B and used copolymers. Later, this procedure was 

followed in large scale, and a larger amount of BNP was 

prepared for characterization and in vivo studies.

Furthermore, growing evidence suggested that B induces 

apoptosis in cancer cells through the activation of the 

mitochondrial (intrinsic) pathway and not the death recep-

tor (extrinsic) pathway.44,45 This evidence has clearly been 

supported by a study where B was recognized to induce the 

process of apoptosis by releasing cytochrome c (Cyt C) and/or 

apoptosis-inducing factor (AIF) through the mitochondrial 

membrane.46 Some other studies proved that B generally 

Figure 6 (A) gene expression levels of caspase-3 and -8 in liver tissue and (B) plausible mechanism of anticancer activity of B and BNP.

Note: The studied groups are Nc, cc (NDea), Pc (NDea + 5-FU), NDea + B (50 mg/kg), NDea + B (100 mg/kg), NDea + BNP (50 mg/kg) and NDea + BNP (100 mg/kg). 

Data are represented as mean ± sD (n=8). Statistically significant differences were observed between CC and test groups (one-way ANOVA followed by Bonferroni multiple 
comparison test; *p,0.05, **p,0.01 and ***p,0.001).

Abbreviations: B, betulinic acid; BNP, B nanoparticles; Nc, normal control; cc, carcinogen control; NDea, N-nitrosodiethylamine; PC, positive control; 5-FU, 5-fluorouracil; 
cyt c, cytochrome c; aIF, apoptosis-inducing factor.
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induces apoptosis through Cyt C and AIF release, which 

causes the activation of caspase-3 and -8 and nuclear frag-

mentation; however, its action is totally independent of Bcl-2 

family proteins, such as Bax/Bak.47,48 It is also evidenced by 

the fact that the apoptosis is probably due to the activation 

of caspase-3 and -8 signaling cascade.7,8

To investigate further, we performed in vivo antitumor 

activity of B and BNP in the NDEA-induced HCC model 

to investigate the underlying mechanism associated with 

the anticancer effects of these compounds and accumulated 

some noteworthy evidence in favor of the enhanced efficacy 

of BNP compared to that of B, which is discussed further.

Primarily, compounds B and BNP were screened against 

human hepatoma (HepG2) cancer cell lines using the standard 

drug ADR. Although the parent compound B showed a good 

cytotoxic potential (GI
50

 =10 µg/mL) against the HepG2 

cell line, BNP however exhibited excellent selectivity 

(GI
50

 ,10 µg/mL) toward this cell line. Activity results 

proved that PLGA–PVA nanoparticles loaded with B play 

a crucial role in imparting the anticancer activity; however, 

PLGA and PVA did not show any considerable in vitro 

antitumor effect. Interestingly, the growth curve of in vitro 

data suggested that, at 10 µg/mL concentration of BNP, the 

control growth rates are 50% or ,50%, but they do not fall 

in the negative region of % control growth rate. Thus, it 

might be expected that BNP has a potent ability to kill the 

cancerous cells while minimizing the normal cell death. This 

action was further substantiated through confocal images 

where we found that BNP had good penetration power and 

entered inside the HepG2 cell to a greater extent than parent 

B. Both these experiments suggested that BNP had more 

antineoplastic potential than parent B.

It is also necessary to investigate in vivo pharmacoki-

netics of prepared BNP after oral administration. In vivo 

pharmacokinetic studies demonstrated that BNP had a higher 

volume of distribution in plasma than parent B. This action 

may be due to the lower particle size of BNP, which was 

ultimately absorbed to a greater extent after oral administra-

tion. AUC results obtained from pharmacokinetic studies 

clearly demonstrated that BNP had approximately sevenfold 

Figure 7 The hepatic pathological changes in NDea-induced rats.

Notes: (A) Intact liver showing numerous carcinogenic nodules in the carcinogen control group that were reduced significantly or absent after treatments with 5-FU, B (50), 
B (100), BNP (50) and BNP (100). (B) histopathological changes (40×, scale bar 50 µm). (C) seM photomicrographs of the liver tissues (2,000×). again, histopathology 

and seM analysis show that BNP has greater potential to restore liver cell architecture than B. The studied groups are as follows: (1) Nc, (2) cc (NDea), (3) Pc (NDea + 

5-FU), (4) NDea + B (50), (5) NDea + B (100), (6) NDea + BNP (50) and (7) NDea + BNP (100). N, normal nucleus; dN, degenerated nucleus; rc, ruptured hepatic cells; 

Ta, tumor anaplastic cells and K, Kupffer cells.

Abbreviations: NDea, N-nitrosodiethylamine; 5-FU, 5-fluorouracil; B, betulinic acid; BNP, B nanoparticles; SEM, scanning electron microscopy; NC, normal control; 
cc, carcinogen control; Pc, positive control; h&e, hematoxylin and eosin.
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higher plasma distribution than B. This remarkable observa-

tion encouraged us to evaluate anti-HCC potential of BNP in 

the experimental hepatocarcinogenic rat model.

After finding notable in vitro efficacy and acceptable 

pharmacokinetic properties, these compounds were sub-

jected to in vivo study. The primary investigations of this 

study suggested that the treatment with BNP at 100 mg/kg 

significantly restored the body weight, liver weight and 

tumor incidence number in the rat liver. The functional role 

of oxidative stress in tumor progression has long been a hotly 

debated topic. It has previously been reported that there is an 

increase in oxidative stress through the generation of reactive 

oxygen species (ROS) and defects in redox defense mecha-

nisms.49 This study revealed the biochemical alterations 

associated with NDEA-induced oxidative stress that were 

evidenced through decreased levels of SOD, CAT and GSH 

and, conversely, increased formation of MDA and ProC.  

Alterations in these biochemical parameters confirmed the 

onset of hepatic oxidative stress during HCC conditions. 

Generation of excess ROS during oxidative stress condition 

crucially involves HCC pathogenesis through biochemical 

perturbation, upregulation of intracellular signaling pathways 

and overexpression of oncogenes.50 Treatment with B and 

BNP enhanced the antioxidative physiological processes by 

retrieving the altered levels of GSH, SOD, CAT, MDA and 

ProC. Furthermore, bilirubin and biliverdin are the catabolic 

by-products of red blood corpuscles and variation in the levels 

of these biomarkers can indicate hepatic disease state.51 It was 

observed that NDEA exposure elevated the levels of biliru-

bin and biliverdin and they were significantly normalized 

after B and BNP treatments. In addition, enhanced levels of 

AST and ALT are a symptom of cirrhosis and hepatic liver 

damage.52 Among the profile of liver function tests, ALP 

is an independent factor for HCC patient survival, and its 

preoperative level can be used to monitor the recurrence in 

high-risk HCC patients.53 Thus, the raised levels observed 

in the liver function enzymes (AST, ALT and ALP) reflect 

the advancement of carcinogenesis during HCC condition. 

Treatment with BNP significantly lowered these enzymes 

to normal which indicated the reduction in hepatic injury.54 

Similarly, a considerable increase in serum LDH level 

shows nonspecific alteration in the cell membrane integrity 

and liver metastases of HCC.55 A high level of serum LDH 

was observed in the NDEA-exposed group, which could be 

responsible for liver damage and occurrence of preneoplastic 

lesions. Treatment with BNP led to the abatement of hepatic 

injury and alleviation of preneoplastic lesions, probably by 

its capacity to improve LDH enzyme levels and thereby 

potentiating its anti-HCC activity.

The serum cytokines are key regulators involved in 

pathogenesis of inflammation and cancer progression.56 B 

generally exerts anticancer action either by triggering the 

mitochondrial pathway of apoptosis or by inducing cellular 

stress, such as cytokine withdrawal and DNA damage.7–18 

Thus, we investigated the altered levels of cytokines and 

caspases among different groups through ELISA and screened 

the effects of B and BNP treatments over the carcinogen con-

trol group. All these inflammatory cytokines were elevated in 

NDEA-exposed rats and were decreased to a certain extent 

after B and BNP treatments. In contrast, caspase-3 and -8 were 

quickly reduced in the carcinogen control group and were 

significantly elevated back to normal levels after B and BNP 

treatments. It was noticed that unlike the tested cytokines, 

the levels of caspase-3 and -8 in the NDEA-exposed group 

were quickly restored to normal after administration of B 

and BNP, and this effect was more pronounced in the BNP-

treated group than the B-treated group. This observation again 

substantiated that caspase expression plays an imperative 

role in the development of the HCC condition and our newly 

discovered BNP nanoformulation can act predominantly 

through the overexpression of caspase-3 and -8 at the liver-

specific cancer site. Furthermore, qRT-PCR analysis revealed 

that mRNA expressions of caspase-3 and -8 were rapidly 

reduced in the NDEA-exposed group, providing similarity 

of the trend appearing in ELISA. Interestingly, BNP treat-

ments, predominantly at 100 mg/kg, gave spectacular return 

of reduced caspase-3 and -8 gene expressions back to normal, 

which probably gives strong support in favor of BNP action 

through the overexpression of caspase-3 and -8 genes.

There was a clear visual difference in the number of 

carcinogenic nodules between BNP and carcinogen control 

groups. The architecture of liver tissue in NDEA-exposed 

rats was highly altered as evidenced through the appear-

ance of multiple degenerated tumor cells, RC, TA and 

loss of architecture and tumoral vacuoles in H&E staining. 

Nevertheless, treatment with B and BNP reduced the inci-

dence of these alterations through the restoration of regenera-

tion of liver parenchymal cells. Almost normal appearance 

and unaltered morphology were observed particularly in the 

BNP-treated group, which further corroborated well with 

previously discussed biochemical aspects and revealed the 

improved antitumor efficacy of BNP. Later, SEM analysis 

also followed a similar pattern where loss of architecture 

and degenerated tumor cells were least prominent in the 

BNP-treated group.
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Conclusion
A newer formulation of BNP was successfully developed, and 

oral pharmacokinetics and anti-HCC properties were estab-

lished. BNP had higher plasma t
1/2

, C
max

 and T
max

 than the par-

ent B. BNP restored various physiological, biochemical and 

oxidative stress parameters to normal during HCC condition. 

These anti-HCC properties of BNP were due to overexpres-

sion of caspases, ie, caspase-3 and -8 at tumorigenic sites. 

The study established various biochemical, physiological and 

molecular links associated with enhanced efficacy of BNP 

as compared to B. Thus, the study can provide evidence of 

the preventive action of BNP against HCC.
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