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T
here has been increasing interest in

using nanomaterials for advanced

lithium-ion battery electrodes, par-

ticularly for increasing the energy density

by using high specific capacity materials. An

attractive alternative material for the graph-

ite anode is silicon, largely due to its wide

abundance and order of magnitude higher

charge storage capacity (theoretical values

of 4200 vs 372 mAh/g for graphite). How-

ever, the insertion of lithium into silicon to

form the fully lithiated Li4.4Si stoichoimetry

is associated with a large volume change of

�300%, which can cause the material to

pulverize and lose contact with the current

collector, resulting in a decrease in charge

storage capacity over time.1 The use of

nanostructured silicon films2�9 has led to

improvements in both capacities and cycle

life, due to facile accommodation of the vol-

ume change and strain relaxation. Our re-

cent work10 showed that high capacities

(�3500 mAh/g) could be achieved with an

electrode architecture consisting of silicon

nanowires (SiNWs) grown vertically off of a

metallic current collector using the

vapor�liquid�solid (VLS)11,12 method. With

this architecture, each SiNW was adhered to

the substrate and additional conducting ad-

ditive or binder was not required. The good

electrochemical performance is attributed

to the small size of the nanowires allowing

for efficient volume change without pulveri-

zation, good electronic contact between

each nanowire and the substrate, and good

electron transport along the length of each

nanowire. The development of a variety of

Si core�shell NWs and nanotubes has pro-

vided interesting materials for further

development.13�16 For VLS-grown nano-

wires, one important question is how to in-

tegrate them into traditional battery elec-

trode coating processes, where the active

material is mixed with a conducting addi-

tive and binder, suspended into a slurry,

and coated onto a current collector as a

composite. These processes are used on a

large scale commercially. Given that lower-

ing the price of batteries is a major goal, the

cost of the processing and fabrication of

the electrode must be taken into account

when considering the use of any new ma-

terial as a battery electrode.

Therefore, we have attempted to make

a silicon nanowire-based electrode using

the traditional slurry method. Although the

scaled synthesis of VLS NWs is possible in

the future, the VLS method for growing

SiNWs thus far is limited in that it is diffi-

cult to synthesize large quantities of nano-

wire material on the substrate (only

�200�250 �g/cm2 or �0.75 mg/h), and

furthermore, the SiNWs must be released

from the substrate using techniques such

as ultrasonication and can be easily broken

in the process. Solution-based analogues of

the VLS method have been developed by

Korgel’s group,17�20 and the large-scale syn-

thesis of SiNWs (�45 mg/h) has been dem-

onstrated using the supercritical

fluid�liquid�solid (SFLS) growth tech-

nique. Our goals here are two-fold: (1) to

evaluate a SiNW electrode made using the
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ABSTRACT Composite electrodes composed of silicon nanowires synthesized using the supercritical

fluid�liquid�solid (SFLS) method mixed with amorphous carbon or carbon nanotubes were evaluated as Li-ion

battery anodes. Carbon coating of the silicon nanowires using the pyrolysis of sugar was found to be crucial for

making good electronic contact to the material. Using multiwalled carbon nanotubes as the conducting additive

was found to be more effective for obtaining good cycling behavior than using amorphous carbon. Reversible

capacities of 1500 mAh/g were observed for 30 cycles.

KEYWORDS: silicon nanowires · carbon nanotubes · lithium-ion battery anodes
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traditional slurry method, and (2) to compare the VLS

SiNW electrode architecture with the composite elec-

trode made using the slurry method to understand the

role of electrode design in electrochemical

performance.

RESULTS AND DISCUSSION

A typical scanning electron microscopy (SEM) im-

age of the SFLS SiNWs is shown in Figure 1A. While

the majority of the synthesized product consist of

SiNWs with an average diameter of 24.6 � 12.0 nm

and a length of �10 �m, there were also some irregu-

lar and spherical particles present, which were 2.5 � 1.0

�m in size. The as-grown SiNWs were single crystalline

but often had a thin coating (6.9 � 3.4 nm), as shown in

the transmission electron microscopy (TEM) image in

Figure 1C. This shell is composed of polyphenylsilanes

that form as a reaction byproduct during the large-scale

SFLS growth of SiNWs (�10 mg).15 Carbon coating21 of

battery materials has been frequently used to improve

the electron flux to the surface of the Li insertion ma-

terial, aid electron transport between particles, and to

improve rate performance. For Si, carbon coating may

also be used to buffer the large volume changes and

control the solid electrolyte interphase (SEI) formation,

as well as improve the electronic conductivity of the

electrode. Carbon coatings based on chemical vapor

deposition22 or high-energy milling with polymers23

may form SiC on the surface of the Si, which is electro-

chemically inert to lithium.22 Thus, the SiC plays no role

other than to add extra unwanted weight, although

some reports have claimed improved contact/conduc-

tivity at the interface between Si and carbon.24 High-

energy ball milling will also likely destroy the nanowire

morphology. For these reasons, carbon coating was

performed using the carbonization of an organic pre-

cursor, in our case, sucrose, which is known to form

amorphous carbon without any SiC phases.25�28 Figure

1B,D shows an SEM and TEM image, respectively, of the

SiNWs after carbon coating. From these images, it is

clear that the morphology and crystallinity of the SiNWs

is preserved after the carbonization process. It appears

that the carbon coating is not conformal around all of

the SiNWs; rather, pairs or bundles of SiNWs may be

coated, as shown in Figure 1D. This is likely due to inad-

equate mixing and penetration of the sucrose mol-

ecules into the SiNW bundles prior to pyrolysis. This

may lead to the discrepancy observed in the mass of

carbon coating after the pyrolysis for different samples.

Thermogravimetric analysis (TGA) of sucrose using

the same pyrolysis conditions yielded a weight loss of

80% (Supporting Information, Figure S1A). However,

when using the pyrolysis for carbon coating of the

SiNWs, weight losses corresponding to 72�98% of the

mass of sucrose were observed for different SiNW

samples, calculated based on the mass of the SiNWs be-

Figure 1. SEM image of SFLS SiNWs (A) as-grown, (B) after carbon coating. TEM image of SFLS SiNWs (C) as-grown, (D) after
carbon coating, with arrow indicating carbon.
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fore and after coating and using the initial mass of su-

crose. It is also possible that some of this weight loss

was due to removal of residual organic species from the

surface of the SiNWs. The SFLS synthesis is carried out

in an organic solvent, and there may have been residual

organic material that had not been completely re-

moved during postsynthesis purification. To investi-

gate this, TGA was performed on pristine SFLS SiNWs,

without mixing with sucrose. This was to see how clean

the surfaces of the SiNWs were after the postsynthesis

cleaning steps. As shown in Figure S1B, there was a

�6% weight loss, indicating that there was indeed

some residual contamination on the SiNWs that was re-

moved during the heating ramp to 700 °C. Mass spec-

trometry (Figure S1C) identified the major removed

species as water and either nitrogen or carbon monox-

ide (they have the same mass and cannot be distin-

guished here). Benzene, oxygen, and water were also

observed. The origin of the benzene may be from the

decomposition products of the polymeric phenylsilane

coating on the nanowires. The rest of the species can be

explained as adsorbed species and/or oxidation prod-

ucts of organic contaminants. These results confirmed

that the SFLS SiNWs were coated with a thin organic

layer that was not removed after the synthesis.

X-ray diffraction (XRD) of the SiNWs as-grown and af-

ter carbon coating (Figure 2A) showed only reflections

due to Si. This confirmed that not only were the crystal-

line cores of the SiNWs preserved, but there was no

SiC formation during the pyrolysis. There were also no

reflections detected for the carbon coating, indicating

that it is amorphous. This observation is consistent with

other studies using this coating method.21

Raman spectroscopy of the pyrolyzed sugar (Figure

2C) displayed features corresponding to the G band

(found in carbons with high degrees of order) at 1581

cm�1 and the D band (found in disordered carbons) at

1302 cm�1. The ratio of the peak intensities, ID/IG, can be

used to asses the crystallinity of the carbon. Here ID/IG

was 5.24, indicating the carbon coating was highly dis-

ordered, that is, amorphous. This is consistent with the

XRD results.

X-ray photoelectron spectroscopy (XPS) was used

to investigate the local structure and bonding of the

SiNW surface. The XPS data for the as-grown SiNWs and

coated SiNWs are shown in Figure 2B. The Si 2p spec-

trum for the as-grown SiNWs shows a peak at 99.3 eV

corresponding to zero-valent silicon. In contrast with

VLS-grown silicon nanowires, which show a second

peak in the Si 2p region at 103.12 eV due to native ox-

ide formation,29 SFLS-grown silicon nanowires do not,

due to the polyphenylsilane coating. Instead, a shoul-

der is observed from �100 to 103 eV, which represents

the Si�C and siloxane species contained within the

polymer coating. After the carbon coating, the high-

energy peak increased in intensity, indicating that the

Figure 2. (A) XRD pattern of as-grown and carbon-coated SFLS SiNWs. (B) High-resolution Si 2p scan of as-grown and
carbon-coated SLFS SiNWs. (C) Raman spectrum of pyrolyzed sugar.
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SiNWs were coated with a film. The C 1s peak looked

very similar before and after the carbon coating, but the

O 1s peak showed a shift to higher energies after the

coating, suggesting that CAO bonds30 may have been

formed (Figure S2, Supporting Information).

Different slurry compositions were made for gal-

vanostatic cycling using either carbon black (CB) or mul-

tiwalled carbon nanotubes (MWNTs) as the conducting

additive. The SiNWs were mixed with CB and binder

(carboxymethyl cellulose, CMC) at a weight ratio of 78:

12:10. An SEM image of the electrode is shown in Fig-

ure 3A, with the inset image showing the CB particles

alone. Because the size of the carbon particles is on

the same order as the size of the SiNWs, the CB does

not form a percolating network with the SiNWs. Rather,

the particles only make contact with some of the

nanowires. Figure 3B shows an electrode made using

the same ratio of materials except with MWNTs instead

of CB. Although carbon nanotubes (CNTs) have been

studied as active materials,31�34 large irreversible capac-

ity loss in the first cycle due to SEI formation, a large

hysteresis between charge and discharge voltages, and

insufficient long-term cyclability made CNTs unsuitable

replacements for graphite. However, CNTs have been

used to replace CB as the conducting additive and have

been found to lead to improvements in capacity and

cycle life in different anode35,36 and cathode37�39 sys-

tems. There have been several reports40�43 of the

growth of carbon nanotubes on the surface of Si par-

ticles. However, this can lead to SiC formation. To avoid

this, we used simple mixing (with magnetic stirring) of

commercially available MWNTs with our SiNW slurry. As

shown in Figure 3B, this mixing was adequate to make

a film with good contacts between the MWNTs and the

SiNWs. For small diameter SiNWs, there can be mul-

tiple points of contact with the MWNTs, with the

MWNTs often completely wrapping around the SiNW.

This may help to ensure good connectivity throughout

the composite. However, for larger diameter SiNWs and

particles, this may not be possible. Also, the MWNTs

formed a good network with the SiNWs and other

MWNTs, ensuring good transport of electrons through-

out the electrode.

The electrochemical potential spectroscopy (EPS)

measurement (Figure 4A) shows the presence of amor-

phous Si, which may be present as a crystalline-

amorphous core�shell structure in the SiNWs, as ob-

served in the TEM (Figure 1C), or as the micrometer-

sized particles observed in the SEM (Figure 1A). Our pre-

vious EPS studies44,45 on VLS SiNWs found that lithiation

of the crystalline SiNW occurs at 0.125 V vs Li/Li�,

whereas lithiation of amorphous Si occurs at higher po-

tentials (�0.22 V vs Li/Li�). During the first lithiation

step, a small peak at about 0.6 V is observed from initia-

tion of the SEI formation29 due to the reduction of the

electrolyte. The lithiation peak of amorphous Si is seen

(indicated by an arrow) as well as the lithiation of crys-

talline Si. At the end of the first lithiation, all of the ma-

terial has been transformed into amorphous LixSi. In the

second cycle and subsequent cycles (not shown), the

electrochemical lithiation of the SFLS SiNWs follows the

same structural transformations as observed in the VLS

SiNWs.44

The galvanostatic cycling data of the SFLS SiNW

electrodes are shown in Figure 4B. The first charge ca-

pacity has been omitted for clarity, but the charge and

discharge capacities for first three cycles are shown in

the inset. When analyzing galvanostatic cycling data, it

is important to take note of the difference between the

charge (lithiation) and discharge (delithiation) capaci-

ties, as this is an indication of reversibility (Coulombic

efficiency). The discharge capacities are also important

because this represents how much charge is available

to supply to a cathode in a full cell. The uncoated

sample consisted of pristine SiNWs mixed with carbon

black and CMC at a weight ratio of 78:12:10. This elec-

trode performed poorly, with an irreversible capacity

loss of 66% in the first cycle and rapid capacity loss from

an initial discharge capacity of 1077 mAh/g fading to

151 mAh/g after 75 cycles. The low discharge capaci-

ties suggest that a large amount of the Si is not actively

participating in the electrochemical reactions due to

being out of electronic contact with the current collec-

Figure 3. SEM images of SiNW composite electrodes prepared with 78 wt % SiNWs, 12 wt % CMC binder, and 10 wt % con-
ducting carbon comprising of (A) carbon black, or (B) multiwalled carbon nanotubes. Insets show each type of carbon only.
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tor. The large irreversible capacity loss may also be

due to NWs losing electronic contact after the initial vol-

ume change. The carbon-coated SiNW sample mixed

with carbon black and CMC at a weight ratio of 65:9:8

(with the carbon coating accounting for 18 wt %) also

displayed a high irreversible capacity loss of 55% and

fast degradation, although the capacities achieved were

higher than without the carbon coating. This illustrates

the importance of the coating for improving electronic

conductivity in the electrode. With the coating, a high

initial charge capacity of 5450 mAh/g was observed in

the first cycle. As the theoretical capacity for the full

lithiation of Si is only 4200 mAh/g, all of the excess ca-

pacity is likely due to SEI formation on the additional

carbon from the coating. A sample containing carbon-

coated SiNWs mixed with MWNTs and CMC at a weight

ratio of 78:12:8.5 (with the carbon coating accounting

for 1.5 wt %) was found to display even higher capaci-

ties than the electrodes made with CB as the conduct-

ing agent, although still much lower than the theoreti-

cal capacity. This may be due to improved electronic

conductivity of the MWNT network compared to the CB,

which has been previously observed.46 Also, the MWNTs

may improve the resiliency of the electrode and help

to buffer the large volume changes.41,47 Control tests on

electrodes made from MWNTs and CMC only (Figure

S3, Supporting Information) showed stable reversible

capacities of about 110 mAh/g, which is due to capaci-

Figure 4. (A) Electrochemical spectroscopy data for the first two cycles of the reaction of Li with the SFLS SiNWs. The arrow indicates the
lithiation of amorphous Si, confirming the presence of amorphous Si in the sample, either as a shell on the SiNWs or in the form of
micrometer-sized particles. (B) Capacity vs cycling data for SFLS SiNWs uncoated and mixed with carbon black, carbon-coated and mixed
with carbon black, and carbon-coated and mixed with multiwalled carbon nanotubes with an additional nanotube overcoat layer. The
first cycle is omitted for clarity but is shown in the inset. (C) Capacity vs cycling data for SFLS SiNWs mixed with multiwalled carbon
nanotubes with and without an additional nanotube overcoat layer. The first cycle is omitted for clarity but is shown in the inset. (D) Com-
parison of the cycling performance for a SiNW electrode grown using the vapor�liquid�solid method on a metallic current collector,
the SFLS SiNW/MWNT mixture with MWNT overcoat, Si nanocrystals, and the theoretical capacity for graphite.
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tance stored in the electrochemical double layer. This

extra charge does not account for all of the improve-

ment in the specific capacities observed in the SiNW/

MWNT sample. Rather, the MWNTs allow more electron

flux to reach the SiNWs, allowing more of the active ma-

terial to participate in the electrochemical reactions.

To understand the effect of the MWNTs, an addi-

tional layer of MWNTs was applied to the top of an elec-

trode with the same composition. The purpose of this

overcoat layer was to completely cover all of the SiNWs

and ensure that all of the active material is electrically

connected. An intentionally thick layer was used, result-

ing in the overcoat making up 70 wt % of the total elec-

trode mass, with the SiNWs making up only 24 wt %.

The cycling results for this sample are shown in Figure

4C (labeled as “with MWNT overcoat”) compared to the

results for a sample without the overcoat (78% SiNWs,

12% MWNTs). The first charge capacity and irreversible

capacity loss were much higher in the sample with the

overcoat than without it (4250 vs 2171 mAh/g). This is

likely due to additional SEI formation on the MWNTs as

seen by the plateau in the voltage curve (Figure S4) at

around 0.6 V, the potential at which SEI formation oc-

curs on carbon (Supporting Information). The discharge

capacities in the first cycle were very close for both

samples, indicating that the MWNT overcoat did not

significantly improve electronic conductivity. Indeed,

long-term cycling showed a similar degradation rate for

both samples (Figure 4C), although the sample with

the overcoat had higher capacities by about 7�8%.

In Figure 4D, the capacities for the sample with the

MWNT overcoat are compared with capacities observed

for SiNWs grown on a metallic substrate using the VLS

method, a film of SiNCs (from ref 4), and the theoretical

capacity for graphite. The SFLS SiNWs have higher ca-

pacities than the SiNCs, which is likely due to improved

particle�particle interactions between the SiNWs and

the MWNTs as well as other SiNWs. Although the SiNCs

can also undergo the large volume change upon Li in-

sertion, the particles can easily impinge on each other

and become displaced from the electrode. The 1D

nanowire shape is helpful for making a network to

keep all of the active material attached to the sub-

strate. However, the capacity of the SFLS SiNW elec-

trode is much lower than expected, based both on the

theoretical capacity for Li4.4Si (4200 mAh/g) as well as

the experimentally achieved capacities for the VLS

SiNWs. Even with a vast excess of conducting additive

in the form of the MWNT overcoat, the achieved capaci-

ties did not improve too much. There may be several

reasons for this. First, the quality of the SFLS SiNWs may

not be equal to that of the VLS SiNWs. The surface of

VLS SiNWs has been well-characterized as a clean sur-

face covered only with a native SiO2 layer 1�3 nm thick.

In contrast, the SFLS SiNWs have a polymeric phenylsi-

lane coating on the surface of the wires as a result of the

synthesis, as suggested by XPS and TEM data. These

compounds may act as a barrier to Li-ion insertion into

the Si. Future work on cleaning and using various sur-

face modifications may shed more light on this matter.

Second, there appear to be significantly more non-

nanowire particulates in the SFLS SiNW sample than

with the VLS SiNW sample. Although non-nanowire par-

ticulates can also occur in the VLS growth, they can be

avoided by tuning the growth conditions such that al-

most none can be found. On the other hand,

micrometer-sized amorphous Si particles are a com-

mon byproduct of the SFLS SiNW synthesis. These

micrometer-sized particles will contribute to the weight

of the electrode without displaying good electrochemi-

cal performance, lowering the performance for the en-

semble as a whole. Fine tuning the synthesis or using

postsynthetic separation techniques to acquire a puri-

fied nanowire sample will be beneficial in further under-

standing this matter. Third, the VLS electrode design

may be more effective for transporting charge from the

current collector to the SiNWs. This is because the NWs

are grown directly on a metallic substrate and do not

have to rely on binder and carbon to be electronically

connected. Because Si undergoes large volume

changes during lithiation/delithiation, the mechanical

properties of the binder and nanotubes may not be suf-

ficient enough to buffer the volume changes and main-

tain electrical connection. However, because the large

excess of carbon supplied as the MWNT overcoat was

not found to significantly improve the capacity, and be-

cause the degradation rate of the VLS NWs was actu-

ally higher than that for the SFLS NWs, it is still unclear

what role the electrode design plays. Capacities of 2800

mAh/g have been obtained from an electrode com-

posed of porous Si nanoparticles mixed with carbon

black prepared and coated from a slurry very similar to

the method we used.7 While these capacities are higher

than the SFLS SiNW electrodes evaluated here, they

are still lower than the VLS SiNW electrodes. More stud-

ies will be needed to understand the relationship be-

tween the electrode design and electrochemical

performance.

Nonetheless, our SFLS SiNW/MWNT composite elec-

trode still displays better performance than other re-

ports in the literature that used ball milling of Si and

CNTs or direct CVD growth of CNTs onto Si. These tech-

niques are energy intensive and require many steps.

Our procedure shows that better performance can be

achieved using simple mixing. We attribute this im-

provement to the good conductivity and connectivity

of the network made from the SiNWs and MWNTs. Fu-

ture work will focus on improving the capacities and

cycle life through optimization of synthesis, surface

treatments to reduce side reactions and irreversible ca-

pacity losses, and evaluation of rate performance and

different mass loadings.
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METHODS

SiNWs were synthesized by gold-seeded SFLS growth in tolu-
ene, as previously described by Tuan et al.20 Dodecanethiol-
coated Au nanocrystals with 2 nm diameters were used as seeds
at a reaction temperature and pressure of 490 °C and 10.3 MPa,
respectively. The phenylsilane concentration was 70 mM, and
the Si/Au ratio was 700. After the reaction, the nanowires were
collected from the walls of the reactor and purified by dispers-
ing in 10 mL of chloroform and 5 mL of ethanol, followed by cen-
trifugation at 8000 rpm for 5 min. The precipitated SiNWs were
collected and purified by this process of redispersion and pre-
cipitation two more times. A typical reaction yields �30 mg of
SiNWs. The SiNWs were characterized using transmission elec-
tron microscopy (TEM, Tecnai G2 Spirit BioTWIN), scanning elec-
tron microscopy (SEM, FEI XL30 Sirion), X-ray photoelectron
spectroscopy (PHI 5000 VersaProbe, Al K� X-ray source), X-ray
diffraction (PANalytical X’Pert, Cu K� radiation), and thermogravi-
metric analysis (TGA, Netzsch STA 449 F3 Jupiter coupled with
mass spectrometer QMS 403C). The effect of a carbon coating on
the SiNWs was also evaluated. The SiNWs were coated with car-
bon using a technique21 previously used to coat battery materi-
als: mixing with sucrose and pyrolyzing in forming gas (2% H2 in
Ar) at 700 °C for 1 h. To avoid introducing damage to the SiNWs
from mechanical grinding, the sucrose was dissolved in a mini-
mum amount of water and added to the boat containing the
SiNW powder.

The composite electrodes were made by mixing the SiNWs
with sodium carboxymethylcellulose (CMC) (MW 90 000, Ald-
rich) binder and commercially available conducting carbon addi-
tive in water. All masses were measured using a microbalance
with 0.1 �g resolution (Sartorius SE2). All calculated capacities
are based on the weight of the active Si material only. CMC was
the binder of choice in this study because it has been previously
found to be a superior binder for silicon electrodes compared
to other polymers.48,49 The carbon used was either SuperP Li con-
ducting carbon black (Timcal) or multiwalled carbon nanotubes
(CNano). The carbon black (CB) was used as received, but the
multiwalled carbon nanotubes (MWNTs) were rather hydropho-
bic and had to undergo surface oxidation treatments to aid sus-
pension in water. Briefly, the MWNTs were digested in nitric acid
at 70 °C, then filtered and washed with water and KOH, and af-
terward heated in a vacuum oven at 120 °C until dry. The slurry
was coated onto Cu foil using a motorized drawdown machine
with a Mayer rod applicator. The mass loading was similar to that
used in our previous studies using VLS SiNWs, �200 �g/cm2 of
Si. We note that higher mass loadings can be easily obtained us-
ing the slurry coating method, but we wanted to compare the
role of different electrode architectures on the electrochemical
performance for similar amounts of active material. The elec-
trodes were dried at 100 °C in air and then 200 °C in Ar just prior
to cell assembling to remove any residual water. Half-cells were
fabricated out of the SiNW electrode, Li metal foil, and Celgard
3401 separator soaked in electrolyte. The electrolyte was 1.0 M
LiPF6 in 1:1 w/w ethylene carbonate/diethyl carbonate (No-
volyte). The cells were assembled inside an Ar-filled glovebox
and sealed in aluminized polyethylene laminate bags.

The electrochemical performance of the SiNWs was evalu-
ated using electrochemical potential spectroscopy (EPS)50 and
galvanostatic cycling. For EPS, the potential of the SiNW elec-
trode was stepped between the open circuit voltage (around 2.5
V vs Li/Li�) and the lower cut off voltage (0.01 V vs Li/Li�) using
5 mV increments. The current was measured in each step until
the value was higher than the threshold corresponding to the
current of the C/20 charge rate (20 h to charge based on the
theoretical capacity of 4200 mAh/g). Each step was then inte-
grated to get the differential capacity. EPS measurements were
made using a Biologic VMP3, and galvanostatic measurements
were made using a Maccor 4300 with cycling between 1.0 and
0.01 V vs Li/Li� using a C/5 rate.
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