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Superconducting cavity electro-optics: A platform for
coherent photon conversion between superconducting
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Leveraging the quantum information-processing ability of superconducting circuits and long-distance
distribution ability of optical photons promises the realization of complex and large-scale quantum networks.
In such a scheme, a coherent and efficient quantum transducer between superconducting and photonic circuits
is critical. However, this quantum transducer is still challenging because the use of intermediate excitations in
current schemes introduces extra noise and limits bandwidth. We realize direct and coherent transduction between
superconducting and photonic circuits based on the triple-resonance electro-optic principle, with integrated devices
incorporating both superconducting and optical cavities on the same chip. Electromagnetically induced transparen-
cy is observed, indicating the coherent interaction between microwave and optical photons. Internal conversion
efficiency of 25.9 ± 0.3% has been achieved, with 2.05 ± 0.04% total efficiency. Superconducting cavity electro-optics
offers broad transduction bandwidth and high scalability and represents a significant step toward integrated hybrid
quantum circuits and distributed quantum computation.

INTRODUCTION

The hybrid approach of combining superconducting and photonic
quantum technologies promises to realize large-scale quantumnetworks
(1–4). In superconducting quantum circuits, the low-loss single-quanta
nonlinearity at microwave frequencies inherent to Josephson effect
allows for efficient and fast quantum operations (5). However, it is chal-
lenging to directly transmit quantum states at microwave frequencies
over long distances due to the high attenuation and thermal noise at
room temperature. On the other hand, optical photons show comple-
mentary features. The weak single-photon nonlinearity prevents
the development of high-fidelity quantum gates at optical frequency
(6). However, low decoherence and dissipation rates make optical
photons the ideal information carrier for quantum communication
(2, 3). As a result, it is beneficial to develop a hybrid quantum platform
where quantum information is processed by superconducting circuits
and transmitted with optical photons. Thus, the quantum transducer,
which can coherently interface superconducting and photonic circuits
with high conversion efficiency, is highly demanded (7–20).

Coherent conversion of photons between microwave and optical
frequencies has been proposed using various intermediate excitations,
including collective spin in atom ensembles (18), phonon in electro-
optomechanics (7–10), and magnon in magneto-optics (19, 20). Cur-
rently, the highest conversion efficiency is demonstrated on the basis
of electro-optomechanical systems, where a compliant mechanical res-
onator couples to microwave and optical cavities simultaneously (7).
The use of intermediate low-frequency (megahertz) excitations inevita-
bly introduces extra noise channels, limits conversion bandwidth, and
complicates operation with impedance matching between optical and
microwave ports. The electro-optic approach can overcome these ob-
stacles by excluding intermediate excitations in the conversion process,
as proposed by Tsang recently (12, 13). Great improvement of electro-
optic coupling strength is proposed by Javerzac-Galy et al. (15) using

coplanar microwave structure and integrated optical resonators,
showing the feasibility of near-unity conversion efficiency with practical
device parameters. Although the conversion efficiency of electro-optic
systems has been improved markedly, it is still limited to ~0.1% due to
the large ohmic loss of nonsuperconducting material and small coupling
rates resulting from large mode volumes (16). Moreover, the coherence
and bidirectionality of the conversion process remain to be proved.

Here, we report the experimental demonstration of the coherent
conversion between microwave and optical photons based on the
electro-optic effect within a hybrid superconducting-photonic device,
where planar superconducting resonators are integrated with alumi-
num nitride (AlN) optical cavities on the same chip. We observe the
electromagnetically induced transparency effect in electro-optic systems
as a signature of coherent conversion between microwave and optical
photons. An internal conversion efficiency of 25.9 ± 0.3% and an on-chip
efficiency of 2.05 ± 0.04% are realized. A major challenge we have ad-
dressed is to realize the energy and phase conservation of the triple-
resonance condition with ultrasmall mode volumes, boosting the pump
photon number and vacuum coupling rate simultaneously to enhance
the coherent conversion. Moreover, our device is ready to incorporate
other superconducting and photonic quantum devices on the same chip,
providing the scalable platform for hybrid quantum network.

RESULTS

The principle of quantum transducers based on superconducting cavity
electro-optics is illustrated in Fig. 1A. The optical cavity, consisting of
materials with Pockels nonlinearity, is placed inside the capacitor of the
LCmicrowave resonator. The electric field across the capacitor changes
the refractive index of the optical cavity, thus modulating the optical
resonant frequency. Reversely, modulated optical fields can generate
microwave field due to the optical mixing (rectification) in Pockels
materials (21). To implement the quantum transducer, we use integrated
optical microring cavities made of AlN, which supports low-loss optical
modes and provides high electro-optic coefficients simultaneously
(Fig. 1B) (22). Superconducting microwave resonators are placed on
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top of a thin buffer layer, and the capacitor shape is designed tomatch
the optical cavity to maximize the field overlap between microwave
and optical modes (15, 17).

We use the triple-resonance scheme to enhance the coupling, as
shown Fig. 1C, with the interaction Hamiltonian written as

HI ¼ ℏgeoðab
†cþ a†bc†Þ

where a, b, and c are the annihilation operators for the pump and
signal optical modes and microwave mode, respectively, and geo is
the vacuum electro-optic coupling rate. Cavity electro-optic systems
with triple resonances have been proposed and demonstrated recently
(15, 16). However, the device geometry is limited to above several
millimeters, as the pump and signal optical modes are from the same
mode group, and the free spectral range (FSR) needs to match the
microwave frequency. Large mode volume inevitably leads to a small
vacuum coupling rate (thus low conversion efficiency) (section S1). In
contrast, our integrated approach uses the transverse-electric (TE) and
transverse-magnetic (TM) optical modes as pump and signal modes,
respectively (Fig. 1, E and F), whose frequency difference equals the
microwave frequency (23–26). Thus, the device size and mode volume

can be further reduced without the limitation imposed by FSR. In this
case, the r13 electro-optic coefficient is used, which also enables the use
of TE-polarized microwave mode; that is, the heterogeneous integra-
tion of planar microwave resonators with optical cavities (Fig. 1D).
During experiments, a strong coherent field is applied to the pump
mode (a) to stimulate the coherent coupling between the signal mode
(b) and the microwave mode (c), and photons can be bidirectionally
converted between optical and microwave frequencies with on-chip
efficiency

h ¼
kb;ex

kb

kc;ex

kc

4C

ð1þ CÞ2
ð1Þ

where kb,ex, kb, kc,ex, and kc are the external coupling and total loss rates
for signal and microwave modes, respectively, and C ¼

4nag
2
eo

kbkc
is the co-

operativity, with na the photon number in the pumpmode (section S1).
In experiments, the optical cavity is fabricated from an AlN layer on

a silicon dioxide cladding on a silicon wafer (Fig. 2A). The optical ring
cavity has a radius of 120 mmand a cross section of 2.0 mm×0.8 mm(see
section S2 for fabrication procedure and device cross section). An azi-
muthal number difference of 1 between the pump and signal optical
modes is chosen to mitigate the optical mode mixing induced by the
nonvertical waveguide sidewalls (see section S3 for the identification
of azimuthal number difference and section S4 for the influence of
TE/TM mode mixing). In Fig. 2B, we present the transmission of TE
input light, wheremode anti-crossing is observed arising from the struc-
tural asymmetry and fabrication imperfection. As TE and TM optical
modes have opposite electro-optic coefficients, dc voltage is applied
across the device to tune the frequency difference precisely in a wide
spectrum range. Compared with using optical modes from the same
group (15, 16), the large frequency tuning range of our device makes
it easy to accommodate different microwave frequencies within a
single device.

The microwave resonator is made of NbTiN superconducting film,
with a critical temperature of about 14 K. The device is placed in a
cryostat and cooled down to 2 K, and the device surface is covered by
superfluid helium to introduce fast heat dissipation (27). To allow
electro-optic phase matching, it is important to shape the microwave
resonator to have an azimuthal number of 1 to match the azimuthal
number difference between the pump and signal modes (Fig. 2D and
section S5). The capacitance part of the microwave resonator has a
radius of 120 mm to match the optical cavity, and the distance between
electrodes is 2.8 mm. Each inductance arm has a length of 1.5 mm,
allowing far-field magnetic coupling to an off-chip loop probe for
broadband microwave signal input and readout. The microwave mode
has a resonance of aboutwc/2p = 8.31GHz, with a decay rate of kc/2p =
0.55 MHz at 2 K (Fig. 2E). When the dc voltage is tuned to 297 V, the
frequency difference between pump and signal modes is also about
8.31 GHz (Fig. 2C). Therefore, the phase matching and energy con-
servation are fulfilled simultaneously.

The coherent conversion of our device is first characterized with
optical reflection spectrum. Strong control light is applied to the pump
mode, and a weak probe light, derived from the control light by single
sideband modulation, is sent to the signal mode (section S6). No obvi-
ous temperature change of the superconductingmicrowave resonator is
observed (section S7). Figure 3A presents the probe light transmission
spectrum sweeping across the signal mode, with a fixed control light on
resonance with the pump mode. By tuning the dc voltage, the broad

(2)
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Fig. 1. Coherent conversion with cavity electro-optics. (A) Schematic of cavity

electro-optic systems. The optical cavity is made of materials with Pockels non-

linearity (c(2)) and placed in the capacitor of the LC circuit. At the same time,

optical and microwave cavities are coupled to optical and microwave bus wave-

guides, respectively. (B) Integrated superconducting cavity electro-optic device.

The red part is the optical cavity and coupling waveguide, and the yellow part

is the superconducting microwave cavity. A buffer layer (semitransparent) is

placed between optical devices and the superconducting cavity to prevent me-

tallic absorption of optical photons. (C) Diagram of frequencies in the conversion

process. Strong control light is applied to the TE optical mode (pump mode), and

photons can be converted between the microwave mode and the TM optical mode

(signal mode). Microwave photons are converted to optical photons through sum

frequency generation, and optical photons are converted to microwave photons

through difference frequency generation, as shown in insets. The mode distribution

in the cross section is shown for (D) the microwave mode, (E) the TE optical mode,

and (F) the TM optical mode. Arrow direction and length represent the electric field

direction and strength in log scale, respectively. Colors in (D) represent the voltage

distribution, and colors in (E) and (F) represent the energy density. In simulation,

the optical waveguide is 2 mm wide and 800 nm thick, and the sidewall angle is 8°.

The distance between microwave electrodes is 2.8 mm. The material boundary is

plotted in gray.
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Lorentzian dip corresponding to the signalmode is shifted, with a sharp
modification of the spectrum at a fixed frequency w = wc. This modifi-
cation originates from the destructive interference between two path-
ways for the probe light: directly passing through the optical cavity

and converting tomicrowave photons and then back to optical photons
(28, 29). As shown in the enlarged spectrum (Fig. 3B), when the signal
mode frequencymatcheswc, there is a sharp transparencywindow,with
the bandwidth equal to (1 + C)kc = (0.59 ± 0.01) MHz. If the signal
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Fig. 2. Integrated superconducting cavity electro-optic device. (A) Optical image of the superconducting cavity electro-optic device. Scale bar, 100 mm. (B) TE

optical spectrum with different dc voltages. The azimuthal number difference between the TE and TM optical modes is 1. The mode anti-crossing gap is 2gx ~

6.1 GHz, and the original dissipation rates for TM and TE optical modes without optical mode mixing are 190 and 480 MHz, respectively. (C) TE optical spectrum

with dc voltages of −400 V (green), 300 V (red), and 900 V (orange), corresponding to the green, red, and orange dashed lines in (B), respectively. (D) Schematic of

the microwave resonator and electric field distribution of the microwave mode, as well as the equivalent circuit. (E) Measured reflection spectrum of the microwave

cavity. a.u., arbitrary units.
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Fig. 3. Electromagnetically induced transparency with cavity electro-optics. (A) Measured optical reflection spectrum as a function of the modulation frequency.

(B) Zoom-in of the optical reflection spectrum centered at the transparency window. Each spectrum in (A) and (B) corresponds to a different dc voltage (thus different

frequency detuning between pump and signal modes). Spectrums are offset for clarity. (C) Transparency window with the control light power of 8 dBm (blue), 5 dBm

(orange), and 0 dBm (green). Circles are measured data, and solid lines are fitted spectra with eq. S13 in section S1. (D) Cooperativity and internal conversion efficiency

versus control light power. The blue, orange, and green points correspond to the blue, orange, and green curves in (C), respectively. Gray lines are the fitted result

based on measured data.
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mode is detuned, then the interference gives an asymmetric Fano-shaped
spectrum. By fitting the transparency window, the conversion coopera-
tivity can be extracted, and internal conversion efficiency can be inferred
(Fig. 3, C and D) (30). An internal efficiency as high as (25.9 ± 0.3%) is
achievedwith our device under 8-dBm control light power (14 dBm total
off-chip optical power with 6-dB insertion loss).

The bidirectional conversion is characterized by measuring the
complete conversion matrix (Fig. 4A) with the dc voltage fixed at 297 V.
By injecting the optical probe andmonitoring themicrowave output, we
measure the microwave-to-optical coefficient Soe, which is a Lorentzian
line shape centered at the microwave resonant frequency (Fig. 4C). The
optical-to-microwave coefficient Seo is measured by reversing the input
and output signal, which has the same spectrum shape with microwave-
to-optical coefficient Soe, indicating that the conversion is bidirectional
(Fig. 4D). The optical andmicrowave reflection spectra are alsomeasured
for calibration (Fig. 4, B and E), and the on-chip efficiency is estimated to
be (2.05 ± 0.04%) (section S8). Themain noise source during the conver-
sion process is the thermal excitation of themicrowave cavity, which can
be reduced byworking at a lower temperature. In addition, the noise gen-
erated by the parametric amplification process is negligible because of the
deep resolved sideband condition (section S9).

DISCUSSION

An ideal quantum transducer demands the coherent conversion effi-
ciency approaching 100%,when the cooperativity equals unity and both
microwave and optical modes are deeply overcoupled. By optimizing
the fabrication process andmaterial properties, the efficiency of our de-
vice can be further increased. For instance, optical quality factors above
2 million have been demonstrated with single-crystalline AlN (31);

therefore, intrinsic loss for optical modes can be reduced to kb,i =
2p × 100 MHz. Then, pump photon number can be increased by
~100 times with the same pump power, and the enhanced coupling
rate geo can reach 16 MHz. With an improved microwave intrinsic
loss rate of kc,i = 2p × 10 kHz (32), for example, by using sapphire
substrate, the optimal on-chip efficiency exceeding h = 92% can be
achieved by choosing the external optical coupling rate kb,ex = 2p ×
2.9 GHz and the microwave coupling rate kc,ex = 2p × 0.29 MHz.
Therefore, with the future development of single-crystalline AlN
on sapphire system and its adaption for superconducting resona-
tors, the approach presented here is promising to realize the high-
fidelity quantum state transduction between superconducting and
photonic circuits.

CONCLUSION

We have demonstrated the coherent photon transduction between
integrated superconducting and photonic circuits. High transduction
efficiency is realized on the basis of the triple-resonance electro-optic
principle. Besides high efficiency, low noise, and large bandwidth, the
large frequency tunability makes it easy to interface with different quan-
tum systems, and the planar structure allows for the circuit-level inte-
gration of different quantum devices. All these features not only
make our device an ideal quantum transducer but also provide a
scalable platform to synthesize different quantum systems, paving the
route toward large-scale hybrid quantum networks.

MATERIALS AND METHODS

Polycrystal AlN film preparation
The 800-nm AlN film was grown on a Si wafer with a 2-mm-thick SiO2

layer by the RF magnetron reactive sputtering, using pure aluminum
(99.999%) targets in an argon and nitrogen gas mixture. The sputtered
AlN film is polycrystal, with the c axis highly oriented perpendicular to
the substrate. As AlN has a wurtzite crystal structure, the electro-optic
coefficient has no direction dependence in the plain perpendicular to
the c axis. Thus, the r13 coefficient in the sputtered AlN film can be used
without considering the in-plane crystal direction change (22).

NbTiN film preparation
NbTiN filmswere sputtered by theRFmagnetronmethod at room tem-
perature using 70%Nb and 30%Ti alloy target in an argon and nitrogen
gas mixture. The amorphous NbTiN filmwas formed uniformly on the
surface, and a superconducting critical temperature Tc of about 13.8K
was achieved.

SUPPLEMENTARY MATERIALS
Supplementary material for this article is available at http://advances.sciencemag.org/cgi/

content/full/4/8/eaar4994/DC1

Section S1. Theory of cavity electro-optics and its utility for microwave-to-optical conversion

Section S2. Device fabrication procedure

Section S3. Identifying phase-matching conditions for optical modes

Section S4. Influence of optical mode mixing on the vacuum coupling rate geo

Section S5. Microwave resonator design

Section S6. Measurement setup

Section S7. Device temperature calibration

Section S8. Efficiency calibration

Section S9. Added noise during conversion

Fig. S1. Calculated internal conversion efficiency.

Fig. S2. Scanning electron microscopy picture of the cross section of a superconducting cavity

electro-optic device.
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Fig. 4. Bidirectional frequency conversion. (A) Schematic showing the full con-

version process. (B) The optical reflection Soo, (C) microwave-to-optical conversion

Soe, (D) optical-to-microwave conversion Seo, (E) and microwave reflection See
are measured to calibrate the on-chip conversion efficiency. The control light

power is 8 dBm, and the dc voltage is 297 V. All conversion matrix coefficients

are normalized to the radio frequency (RF) output power of the network ana-

lyzer (section S6).
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Fig. S3. Anti-crossing between TE and TM optical modes.

Fig. S4. Measured spectrum signature of mixing between TE and TM modes.

Fig. S5. Wavelength difference between adjacent resonances.

Fig. S6. Phase-matching wavelength and anti-crossing strength.

Fig. S7. Vacuum coupling rate with hybrid optical modes.

Fig. S8. Microwave resonator simulation.

Fig. S9. Experiment setup for microwave-to-optical photon conversion.

Fig. S10. Microwave resonator performance under different temperatures.
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