
Correction to Metall. Trans. B, 1989, vol. 20B, pp. 315-25 

The Mechanism of Adsorption of Aurocyanide onto Activated Carbon 
by M.D. Adams and C.A. Fleming 

Page 319: 

The column reading "N" under the heading "Elemental Analysis, mmol/g" in Table III should read " I /2N."  
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